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a b s t r a c t 

Plasma-wall interactions in a commercial-scale fusion power station may exert high transient thermal 

loads on plasma-facing surfaces, repeatedly subjecting underlying structural materials to high tempera- 

tures for short durations. Specimens of the reduced activation ferritic-martensitic steel Eurofer-97 were 

continuously aged at constant temperature in the range of 550 °C to 950 °C for up to 168 hours in a fur- 

nace to investigate the microstructural effects of short-term high temperature exposure. A CO 2 laser was 

also used to repeatedly heat another specimen from 400 °C to 850 °C a total of 1,480 times over a pe- 

riod of 41 hours to explore transient heating effects. Microstructural changes were studied via scanning 

electron and focused ion beam microscopy and include (i) the coarsening of Cr-rich secondary phase pre- 

cipitates when continuously heated above 750 °C, (ii) an increase in average grain size above 800 °C and 

(iii) the evolution of a new lath martensite microstructure above 850 °C. Conversely, transient heating via 

a laser was found to result in the decomposition of the as-received lath martensite structure into ferrite 

and Cr-rich carbide precipitates, accompanied by a significant increase in average grain size from 0.1-2 

μm to 5-40 μm. Experimental analysis was supported by thermodynamic simulation of the equilibrium 

phase behaviour of Eurofer-97 in MatCalc and thermal finite element modelling of plasma-wall interac- 

tion heating on the water-cooled lithium-lead tritium breeding blanket concept in Comsol Multiphysics. 

Simulated thermal transients were found to significantly alter the microstructure of Eurofer-97 and the 

implications of this are discussed. 

© 2021 The Author(s). Published by Elsevier B.V. 

This is an open access article under the CC BY license ( http://creativecommons.org/licenses/by/4.0/ ) 
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. Introduction 

High temperature plasmas are generated within magnetic con- 

nement fusion devices - the fusion plasma within the Interna- 

ional Thermonuclear Experimental Reactor (ITER) will reach tem- 

eratures of 150,0 0 0,0 0 0 °C, and the plasma-facing first wall will be

xposed to temperatures of 350 °C - 550 °C during normal operation 

1] . However, turbulent plasma phenomena such as edge localised 

odes (ELMs), blobs, or disruptions may result in plasma-wall in- 

eractions which temporarily raise the temperature of first wall 

aterials beyond their design limits [2–4] . These events may oc- 

ur thousands of times during the design life of a prototype fusion 

ower station, and repeated strikes to the same surface may result 

n the accumulation of localised thermal damage and the degra- 
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ation of underlying materials. The cumulative effects of plasma- 

all interactions on the phase regimes, microstructure and mate- 

ial properties of novel fusion reactor materials must be thoroughly 

nderstood prior to their use. Plasma-facing components will also 

xperience high fluxes of 14.1MeV neutrons [5] that can damage 

aterials through primary knock-on atom displacement cascades 

nd transmutation [6] . Thus, the degradation mechanisms of first 

all materials are likely to be complex. 

Ferritic-martensitic 9Cr-1Mo steels are favoured candidate ma- 

erials for structural applications in fusion reactors due to their 

xcellent radiation swelling resistance and small 50 °C increase in 

uctile to brittle transition temperature (DBTT) under high neutron 

uxes [ 7 , 8 ]. Variants of this steel have been developed by the fu-

ion community that replace elements such as Mo, Nb, and Ni with 

, V, and Ta. This strategic substitution eliminates elements that 

re readily transmuted into long-lived radionuclides under neutron 

rradiation, as they would otherwise pose a challenge for decom- 
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Table 1 

Thermal loads on the EU DEMO first wall arising from plasma phenomena [ 14–19 ]. 

Mode/Excursion Peak Load MW m 

−2 Frequency Hz Duration ms Impact Factor MJ (m 

2 s 0.5 ) −1 

Blobs 0.16 – 0.49 - 5 – 20 - 

Unmitigated ELMs 0.6 1 – 0.8 0.6 4-8 

Mitigated ELMs 0.1 – 0.2 26 1.2 - 

Unmitigated Disruption 100 – 250 - 4 95-128 

Mitigated Disruption 75 - 5-10 0.75 
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issioning and radioactive waste disposal [9] . The resultant ma- 

erials are known as reduced-activation ferritic-martensitic (RAFM) 

teels. 

Eurofer-97 is the leading RAFM steel candidate for the European 

nd UK fusion programmes. It is the structural material of choice 

or several ITER tritium breeding blanket test modules including 

he water-cooled lithium-lead (WCLL) and helium-cooled pebble- 

ed (HCPB) test breeder blankets [2] . Eurofer-97 is also extensively 

mployed as a structural material in blanket designs for the EU 

emonstration Power Station (EU DEMO), a future commercial- 

cale prototype fusion power station [ 3 , 10–13 ]. Many breeder 

lanket designs for EU DEMO feature a first wall comprised of a 

urofer-97 structure armoured with a thin (2 mm) layer of tung- 

ten to protect Eurofer-97 from plasma-wall interactions. The first 

all in these designs is often actively cooled by pressurised wa- 

er or gaseous helium passing through coolant channels within the 

urofer-97 structure [14] . 

In addition to tungsten armouring, the damaging transient ther- 

al loads in EU DEMO may be mitigated by employing a number 

f plasma control measures, such as resonant magnetic perturba- 

ion (RMP) coils to control edge localised modes (ELMs), and mas- 

ive gas injection (MGI) and/or shattered pellet injection (SPI) to 

itigate disruptions. Estimated transient thermal loads from the 

iterature are given in Table 1 . 

Thermal energy from these high magnitude, short duration 

hermal loads may propagate through the plasma-facing tungsten 

rmour to the underlying Eurofer-97 structure, briefly heating it 

bove the maximum temperature limit of 550 °C [15] . Repeated ex- 

osure to these thermal loads over time may result in the signifi- 

ant evolution of Eurofer-97 microstructure, and lead to the even- 

ual degradation of mechanical and corrosion-resistant properties. 

his paper explores the effects of short-term high temperature ex- 

osure on the microstructure of Eurofer-97 and the effects of both 

ontinuous and transient heating. 

Prior work on the thermal aging of Eurofer-97 has been pre- 

iously undertaken by others, but with little consideration of 

ransient thermal loads and at considerably lower temperatures 

han those explored here [ 20 , 21 ]. Additionally, high temperature 

tudies on conventional 9-12Cr ferritic-martensitic steels are not 

irectly comparable due to the novel composition and unique 

hase behaviour of Eurofer-97. Fernandez et al. aged Eurofer-97 at 

0 0 °C, 50 0 °C and 60 0 °C for 10 0 0, 50 0 0 and 10,0 0 0 hours and ob-

erved Cr enrichment at grain boundaries [20] . This was attributed 

o the presence of M 23 C 6 chromium precipitates located along 

rain and sub-grain boundaries, but they did not discount the 

ossibility of Cr diffusion to grain boundaries [20] . The mechanical 

roperties of Eurofer-97 were found to be stable at temperatures 

p to 600 °C, with a 23 °C increase in the DBTT perhaps linked to

he observation of occasional equiaxed grains replacing martensitic 

aths. This was attributed to Cr precipitate coarsening on the 

inning and mobility of lath interfaces as reported in 9Cr-1Mo 

teels [22] . Areas of recrystallisation occurred in a F82H steel but 

verall a similar lack of significant microstructural change was 

een in 7-11CrW reduced activation martensitic steels exposed to 

50-550 °C for up to 13,500 hours [23] . 

The temperatures explored in this study may occur under off- 

ormal conditions and for relatively short durations, but small suc- 
2 
essive changes to the microstructure of Eurofer-97 may accumu- 

ate over time and gradually degrade essential material properties. 

tructural integrity is an important safety concern for water-cooled 

ritium breeding blanket concepts, due to the explosion risk posed 

y hydrogen-producing lithium-water interactions, and the radio- 

ogical hazard to workers posed by retained tritium in plasma fac- 

ng materials [15] . Understanding how Eurofer-97 behaves under 

imulated reactor conditions will be vital to developing a robust 

afety case for EU DEMO, and will have important implications for 

he reliability, availability and the economic viability of future fu- 

ion power stations. 

. Computational modelling 

.1. Thermal transients arising from plasma-wall interactions 

A simulation of mitigated disruption heating on the first wall 

f the 2019 single module segment (SMS) WCLL breeder blanket 

or EU DEMO ( Fig. 1 .a) was undertaken to determine target pa- 

ameters for the thermal exposure experiments in Section 3 . The 

OMSOL Multiphysics 2019 software was used to perform thermal 

nite element analysis on a defeatured 2D representation of the 

CLL first wall. A time-dependent study with step increments of 

.1 ms was employed with thermal properties from the literature 

24] . Thermal stresses were not calculated. 

The model of the WCLL first wall was discretised into a mesh 

f 2,200 2D triangular planar linear heat transfer elements. El- 

ment edge length varied from 7.00 to 0.01 mm with smaller 

lements employed at the tungsten-Eurofer-97 interface to im- 

rove local precision. Boundary conditions and interaction proper- 

ies were configured based on the following assumptions: 

• Toroidal symmetry (plane heat transfer). 

• Thermal resistance across the tungsten-Eurofer-97 interface is 

negligible. 

• The thermal mass of the PbLi tritium breeding material is such 

that it is unaffected by disruption heating and remains at a con- 

stant initial temperature of 400 °C [24] . 

• Water velocity in the first wall cooling channels is 2.0 m s −1 . 

This yields a convective film coefficient at the cooling water- 

Eurofer-97 interface of 21,350 W m 

−2 K 

−1 using the Dittus and 

Boelter approach [25] . 

• The water in the first wall cooling channels at 155 bar does not 

exceed its saturation temperature of 345 °C and remains single- 

phase. 

To verify material properties, geometry and boundary condi- 

ions, normal operation steady state thermal loads were applied 

o the model from recent literature on WCLL development [ 26 , 

7 ]. The simulation was checked for convergence using the max- 

mum temperature of Eurofer-97 and validated against literature 

alues. The model was found to converge on a solution for max- 

mum Eurofer-97 temperature that agreed with the literature to 

ithin ±5 °C [24] . To simulate mitigated disruption heating the 

teady state was perturbed by a heat flux of 75 MW m 

−2 applied 

o the plasma-facing tungsten surface for a duration of 10 ms [15] . 

he resulting change in temperature of the Eurofer-97 components 

as studied. 
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Fig. 1. (a) Cut-away 3D model of the WCLL breeding blanket with plasma-facing tungsten surface in yellow, derived from personal communication (F. Moro, 2019) (b) Plot 

of maximum WCLL first wall Eurofer-97 temperature versus time during (and after) a mitigated disruption occurring at 0.1s. c) Temperature distribution in the WCLL first 

wall 0.1 ms after a mitigated disruption. 
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Table 2 

A typical composition of 

Eurofer-97 from literature 

[13] . 

Element Weight % 

Cr 8.82 – 8.96 

W 1.07 – 1.15 

Ta 0.13 – 0.15 

V 0.18 – 0.20 

Mn 0.38 – 0.49 

C 0.11 – 0.12 

Fe Bal 
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The simulation revealed that despite the tungsten armour, the 

emperature of Eurofer-97 regions of the WCLL first wall increases 

rom the normal average operating temperature of 400 °C to a max- 

mum of 853 °C during a mitigated disruption ( Fig. 1 .c). This tem-

erature rise occurs in under a second due to the high thermal 

onductivity of the thin 2 mm plasma-facing tungsten layer (150 W 

 

−1 m 

−1 ) [28] . However, it is short lived ( Fig. 1 .b) and thermal en-

rgy is quickly removed from the affected area by the first wall 

ater cooling channels and the PbLi tritium breeder material. 

The maximum Eurofer-97 temperature is observed at the 

ungsten-Eurofer interface, where residual stresses from the tung- 

ten joining process may be present and tritium adsorption from 

he plasma may occur. It is also proximate to the square water- 

ooling channels of the first wall, where the corrosion-resistance 

f Eurofer-97 will be of principal concern. 

.2. Eurofer-97 phase evolution 

To gain insights into the phase evolution of Eurofer-97, Mat- 

alc thermodynamic modelling software was used to calculate the 

quilibrium phase fraction diagram of Eurofer-97 with composi- 

ion 8.89Cr – 1.11W - 0.44Mn - 0.19V – 0.14Ta - 0.12C (wt.%) from 

able 2 . MatCalc is based on the CALPHAD (Computer Coupling of 

hase Diagrams and Thermochemistry) method for thermodynamic 

alculations. 

The literature composition of Eurofer-97 was used to obtain the 

quilibrium phase fraction diagram from MatCalc in Fig. 2 . A signif- 

cant point can be seen at ~800 °C where the phase fraction of fer-

ite drops to zero and new austenite forms. At this point the frac- 

ion of M 23 C 6 precipitates decreases to zero as the precipitates are 

aken into solution, but TaC precipitates are still present. Equilib- 

ium austenite transformation temperatures (A1 and A3) were cal- 

ulated to be to be 815 and 857 °C respectively. These values were 

ot experimentally verified but were compared with dilatometry 

esults (extrapolated to equilibrium) of others and found to exhibit 

 slight mismatch [ 29 , 30 ]. For A1 and A3, Danon & Alamo [29] re-
3 
orts circa. 820 and 880 °C respectively, while Oliveira [30] re- 

orts 829 and 888 °C respectively. Oliveira [31] also performed 

hermochemistry simulations for Eurofer-97 and observed a sim- 

lar mismatch between experimental values and those predicted 

y CALPHAD. The formation of new metastable martensite in prior 

ustenite grains is expected to occur as specimens are cooled from 

ustenite temperatures to below the martensite onset tempera- 

ure, M s . Estimating the M s temperature in MatCalc requires data 

n the driving force for the Eurofer-97’s martensitic transforma- 

ion, which at present appears to be absent from the literature. 

owever, using values typical for the Fe-C system of 1.5-1.7 kJ 

ol −1 [32] our simulation yields a M s temperature of 371-402 °C. 

his agrees well with the Zilkyk (2015) experimentally determined 

alue for M s of 390 °C [33] . 

. Experimental procedure 

.1. Heat treatment 

A plate of Eurofer-97 cast 2 with a composition 9.08Cr-1.07W- 

.23V-0.12Ta-0.56Mn-0.10C (in wt.%) [31] was provided by United 

ingdom Atomic Energy Authority (UKAEA), Oxfordshire, UK. This 

aterial was normalised at 980 °C for approx. 0.5h followed by air- 
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Fig. 2. MatCalc equilibrium phase fraction diagram for Eurofer-97 of composition given in Table 1 . 

Fig. 3. a) An annotated photograph of the laser apparatus used for transient thermal exposure. b) A sample of Eurofer-97 on the sample stage, glowing red during laser 

exposure c) Diagram of the laser heating apparatus. 

4 
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Fig. 4. As-received Eurofer-97 imaged with: (a) SEM secondary electron image; (b) XeF 2 enhanced FIB with carbides in black; (c) EBSD grain orientation map. 
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uenching, then tempered at 760 °C for 1.5h followed by air cool- 

ng. This is the ‘reference’ thermomechanical treatment adopted 

or the qualification of Eurofer-97 for use with ITER and DEMO in 

he EUROfusion Material Database and Handbook [34] . Two sets of 

amples were prepared from this material using a Struers Accutom 

0 diamond disc cut-off saw. Throughout sectioning, the workpiece 

as water cooled and the saw feed rate limited to 0.05 mm min 

−1 

o minimise cutting damage. The first set of samples were cut to 

 × 4 × 2 mm 

3 for use with a continuous heating experiment. 

hese samples were sealed under vacuum in quartz vials and de- 

assed at 680 °C. They were subjected to isochronal heat treatment 

t temperatures of 550 °C, 650 °C, 700 °C, 750 °C, 800 °C, 850 °C, and

50 °C for 168 hours. 850 °C and 950 °C samples were then revisited

o explore shorter 4 hour and 24 hour exposures. After ageing the 

ealed vials were removed and quenched in water. 

The second set of Eurofer-97 samples were cut to 8 × 8 × 0.5 

m 

3 for use with a transient heating experiment. This employed a 

aser heating apparatus ( Fig. 3 ) that directly applies beam to the 

ample, enabling rapid and controllable heating. The laser used 

Synrad Inc, Firestar V40 series) was a continuous wave CO 2 laser 

 λ = 10.6 μm) with linear polarisation and an output power of 40 

. System optical losses are estimated to be 25% thus the maxi- 

um power applied to the laser-incident sample face was approx- 

mately 30 W. More details about this system can be found else- 

here [35] . 

Preliminary testing found the laser absorption of the as- 

repared Eurofer-97 sample insufficient to rapidly reach the rep- 

esentative maximum temperature predicted by the thermal simu- 

ation ( Section 2 ). To improve the laser-material interaction a plas- 

onic grating coupler was fabricated on each laser-incident face. 

his comprised of a laser-engraved linear grating on the Eurofer-97 
5 
ith a period of 10.5 μm and a filling factor of 50%, coated with 

0 nm of tungsten via DC magnetron sputtering [36] . The tung- 

ten coating being necessary as steel alloys don’t have plasmonic 

roperties, contrary to tungsten. Reverse (non-laser incident) faces 

ere polished to reduce their emissivity and lower radiative heat- 

ng losses, and the sample holder was made of quartz to minimise 

onductive heat losses. 

Samples of Eurofer-97 with the plasmonic grating coupler were 

apidly heated by the laser apparatus from a base temperature of 

00 °C to 850 °C by operating the laser at full power for 12 s, then

assively cooled to 400 °C via radiation to the vacuum chamber in- 

ernals and conduction to the quartz sample holder. This was re- 

eated 1,480 times over a total of 41 hours. 

Sample oxidation during high-temperature exposure was min- 

mised by conducting the experiment under vacuum with a cham- 

er base pressure of 7.5 × 10 −5 mTorr. The temperature of the 

aser-incident sample face was continuously monitored throughout 

he experiment by a non-contact dual-detector ( λ = 1.0, 1.5 μm) 

nfrared spot pyrometer, operated in single colour mode. This in- 

trument has a resolution of 0.1 °C and a maximum uncertainty of 

 °C. The emissivity of tungsten used ( ε = 0.35) was based on lit- 

rature values [37] . 

.2. Specimen preparation for microstructural characterisation 

Heat treated specimens were prepared for microstructural anal- 

sis by mounting in conductive thermosetting resin and sequential 

olishing using progressively finer SiC papers to a 5 μm finish, and 

hen subsequently to a 1/4 μm diamond polish in accordance with 

38] . A 12 hour 50 nm colloidal silica vibrational polish was used 

o obtain the final mirror finish. Between each grinding and polish- 
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Fig. 5. XeF 2 enhanced FIB images of Eurofer-97 thermally aged for 168 hours at (a,b) 700 °C, (c,d) 750 °C, and (e,f) 800 °C. Left column highlights precipitates in black from 

XeF 2 enhanced FIB imaging. Right column highlights grain structure as XeF 2 layer is etched away. 
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ng stage, samples were throughly cleaned with detergent to avoid 

ross-contamination between grits/pastes. At the end of polishing, 

amples were ultasonically cleaned and degreased using acetone, 

thanol, isopropanol, and distilled water. 

.3. Characterisation techniques 

A Zeiss SigmaHD Variable Pressure Field Emission Gun Scan- 

ing Electron Microscope (FEGSEM) equipped with secondary elec- 

ron (SE), angle selective backscatter (AsB), energy dispersive X-ray 

EDX), and electron backscatter detector (EBSD) was used for the 

haracterisation of microstructure. Beam acceleration voltages of 
6 
0-20kV were employed for imaging. EBSD data was collected with 

he specimen tilted at 70 ° to the electron beam, using a voltage of 

0kV and a 120μm apperature. EBSD data were collected using a 

igiView 3 high-speed camera, run using using orientation image 

apping (OIM) software (Ametek, Utah, USA). 

Focused Ion Beam (FIB) milling was performed using a FEI FIB 

01. A 12 nA/30 kV ion beam was used to remove surface oxide 

rom the specimens, which is determined as the point where ion- 

hannelling grain contrast becomes visible. A 150 pA/30 kV beam 

as used to image the grain structure, prior to the introduction 

f XeF 2 gas into the chamber. With the beam blanked, gas flow 

as initiated and allowed to reach a partial pressure of 1.5 × 10 −5 
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Fig. 6. Counting statistics taken from Fig. 4. b and Fig. 5. a, c, e XeF 2 enhanced FIB images highlighting secondary phase precipitates. Precipitates distinguished by small 

( < ~470 nm), intermediate, and large ( > ~740 nm). Figure shows fraction of total particles in each category and the total percentage area taken up by secondary phase 

precipitates. 

Fig. 7. Eurofer-97 samples aged for 168 hours at 800 °C. (a) and (b) SEM images with backscatter detector. Cr-rich precipitates in white. (c) FIB image of large grain region. 

(d) XeF 2 enhanced FIB of the same region, highlighting Cr-rich precipitates. (e,f) EDX maps showing concentration of Cr and W respectively in precipitates. 

7 
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Fig. 8. Eurofer-97 heat treated at 850 °C for (a) 4 hours, pocket of martensite circled. (b) 24 hours, increased formation of new martensite. (c) 168 hours, mostly martensite 

with misaligned ferrite grain pairs circled. (d) Backscatter image after 168 hours. Cr-rich secondary phases circled, largest with diameter ~1700nm. 
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bar before the flow was stopped. After a few seconds of rapid 

eam scanning at 150 pA/30 kV to allow for excess-gas to be sput- 

ered away, imaging was resumed. As per previous work [39] the 

eF 2 adhered to the oxide-free metal surface and not the carbide 

recipitates. Whilst a full description of the process is beyond the 

cope of this paper, the XeF 2 gas increases the secondary electron 

ield of the metal surface and improves contrast to highlight the 

arbides [39] . Counting statistics were obtained using a series of 

imple image processing tools, including a custom LabView script 

or area % counting. This used thresholds of 50 pixels and 125 pix- 

ls to define between coarse, intermediate/agglomerate, and fine 

recipitates. These correspond to feature diameters of ~470 nm 

nd ~740 nm respectively, assuming a spherical precipitate. Parti- 

le sizes were chosen arbitrarily in order to distinguish between 

ingle large precipitates and agglomerations of smaller precipitates 

orming the ‘intermediate’ group. 

. Results 

.1. Microstructure of as-received Eurofer-97 

Fig. 4 shows that as-received (AR) Eurofer-97 has a tempered 

artensitic microstructure with laths of length 0.1 - 2 μm occur- 

ing in prior austenite grains with diameters of 5 - 12 μm. The 

eF 2 enhanced FIB imaging ( Fig. 4. b) reveals the homogeneous dis- 

ribution of ~400 nm diameter carbide precipitates preferentially at 

rior austenite grain boundaries [39] . An EBSD scan ( Fig 4. c) shows

he as-received microstructure to be isotropic with a high degree 

f homogeneity. 

.2. Furnace-aged Eurofer-97 

No significant microstructural change was observed for Eurofer- 

7 thermally aged at 550 °C and 650 °C for 168 hrs compared with

he as-received condition. However, using XeF 2 enhanced FIB imag- 

ng in Fig. 5 reveals that there is secondary phase coarsening at 
8 
igher temperatures up to 800 °C. Fig. 5 shows samples aged for 

68 hours at 700 - 800 °C with XeF 2 enhanced FIB imaging. The 

ight hand column highlights the grain structure of aged samples 

s XeF 2 is etched away whilst the left hand column highlights sec- 

ndary phase precipitates due to XeF 2 adherence to the bulk [39] . 

DX of secondary phase precipitates shows they are Cr-rich with 

ompositions ranging from 20 wt.% at 750 °C up to 30 wt.% for the 

argest precipitates at 800 °C compared to ~8.89 wt.% in the overall 

omposition from Table 2 . 

Fig. 6 shows the counting statistics obtained from the analysis 

f the precipitate sizes in the XeF 2 enhanced FIB data in Figs. 4 .b

nd 5 . Precipitates are grouped into small ( < ~470 nm diame- 

er), intermediate, and large ( > ~740 nm diameter). Fig. 6 shows 

he fraction of total precipitates present in each sample fall into 

hich size category. The total percentage area of the surface cov- 

red by secondary phase precipitates is also shown in the top right 

orner. 

It is also observed in Fig. 7 that Eurofer-97 aged for 168 hours 

t 800 °C results regions with significantly larger grains (~100 μm) 

han those of the as-received Eurofer-97 ( < 10 μm Fig. 4 ). Fig. 7. d

hows the same FIB imaged area as that in Fig. 7. c but with XeF 2 
ntroduced to highlight the coarsened precipitates. Fig. 7. e, f show 

he concentration of Cr and W in these precipitates via EDX. Point 

pectra taken from precipitates in Fig. 7. e, f gave a Cr concentration 

f (19 ± 2) wt.% and (3.1 ± 0.5) wt.% for W compared to 8.89 wt.% 

nd 1.11 wt.% expected from Table 2 . 

Fig. 8. c shows that after 168 hours at 850 °C the microstructure 

hanges significantly to a new martensitic lath structure with few 

isaligned ferrite grains remaining. Fig. 8.a , b show the progres- 

ion of this change at shorter durations (4 hours, 24 hours). We 

lso note the presence of a Cr secondary phase after 168 hours 

imilar in size to those after 168 hours at 800 °C ( Fig. 8. d). 

After 168 hours at the highest investigated temperature, 950 °C, 

he sample is ~100% martensite within prior-austenite grains 

 Fig. 9 ). This microstructure also developed after shorter times 

24hours) in Fig. 9. a, b. The Cr-rich precipitates were taken into so- 
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Fig. 9. Eurofer-97 SEM secondary electron images of sample heat treated at 950 °C for (a,b) 24 hours and (c,d) 168 hours showing new martensitic lath structure in prior 

austenite grains. 
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Table 3 

Composition of a typical 

Cr-rich precipitate post 

laser exposure (from 

EDX). 

Element Weight % 

C 1.54 

N 2.82 

O 1.2 

V 0.65 

Cr 17.07 

Fe 74.4 

Ta 0.4 

W 1.92 
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5

ution with only small ~100 nm diameter Ta-rich MX precipitates 

ound via EDX with 6 – 12 wt.% vs bulk (0.15 ± 0.34) wt.%. 

.3. Laser-exposed Eurofer-97 

The CO 2 laser was used to heat a representative 8 × 8 × 0.5 

m sample of Eurofer-97 from 400 °C to ~850 °C in ~12 seconds. 

his was repeated a total of 1,480 times over 41 hours, with the 

ample allowed to cool down to 400 °C via radiation to sample 

hamber walls before each repeat. The mean peak sample tem- 

erature was 846 °C (SD = 14.7 °C). The repetition rate was limited 

y cooling time which resulted in a mean transient event duration 

including cooling time) of 104 seconds. Fig. 10 shows a subset of 

he temperature readings obtained during 10 simulated mitigated 

isruptions. 

Characterisation ( Fig. 11 ) of Eurofer-97 exposed to 1,480 tran- 

ient heating events revealed a significant grain size increase com- 

ared with the as-received Eurofer-97. Grain size was measured 

y the ImageJ software and the average was found to have in- 

reased from 0.1 - 2 μm to 5 - 40 μm. Additionally, the charac-

eristic martensite laths observed in Fig. 4 were notably absent, 

nd the microstructure was found to have transformed to pre- 

ominantly ferrite plus carbide precipitates ( Fig. 11 ) with EBSD 

 Fig. 11. d) showing that only a few small packets of martensite 

emain. New coarsened precipitates were found to be abundantly 

istributed throughout the laser exposed Eurofer-97 and were lo- 

ated at both grain boundaries (intergranular) and inside ferrite 

rains (intragranular). The precipitates were found to be Cr-rich 

 Fig. 11. f) with typical composition shown in Table 3 . 

Fig. 12 shows EBSD grain orientation maps for samples aged in 

he furnace for 168 hours in comparison to the laser-exposed sam- 

le. At 650 °C and 700 °C the tempered martensitic lath structure 

as similar to that of the as-received sample ( Fig. 4. c), although 

ith approximately 2x larger mean grain diameter. At 800 °C larger 

~16 μm) grains are present amongst a sea of smaller (mean of 

5 μm) equiaxed grains as we observe less of the as-received lath 

tructure. At 850 °C there is a clear transformation to new marten- 

itic laths in prior austenite grains, but some ferrite remains. The 

rea fraction of ferrite vs. martensite in this sample was estimated 
9 
o be ~11% vs. 89% by analysing the image quality maps from 

BSD. This method was put forward in [40] as the BCT structure 

f martensite is very close to the ferrite BCC and therefore hard to 

istinguish via EBSD apart from small differences in image qual- 

ty between the phases. There is then a fully martensitic structure 

bservable at 950 °C. The laser-exposed sample differs from the fur- 

ace samples where it is seen to have significantly larger (mean of 

19 μm) equiaxial ferrite grains. 

Fig. 13 shows how grain diameter has changed with the heat 

reatments. Grain diameters of the samples furnace aged for 168 

ours at 800 °C and 850 °C are not dissimilar to the as-received 

rain size with most below 10 μm, despite the original marten- 

itic lath structure being replaced with equiaxed ferrite grains at 

00 °C and the presence of new martensite at 850 °C in Fig. 12 . The

ample aged at 950 °C for 168 hours and the laser exposed sample 

xhibit the largest increase in grain diameter from the as-received 

pecimen. For the 950 °C aged sample this contribution is from new 

artensitic laths forming in large (mean of ~17 μm) prior-austenite 

rains. The laths are longer than other samples but narrow com- 

ared to the large equiaxed ferrite grains seen in the laser exposed 

urofer-97. The average grain size in the laser exposed sample is 

19 μm compared to ~4 μm for the as-received sample, nearly a 

x increase. 
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Fig. 10. Pyrometer measurements of Eurofer-97 sample temperature during a) 10 of the 1,480 transient heating events, b) a single heating event. 
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. Discussion 

Since there are no measurements available for thermal tran- 

ients arising in a fusion reactor of the size of ITER or DEMO, 

he modelling of thermal transient behaviour in a WCLL fusion 

reeder blanket component has been simulated using COMSOL 

ultiphysics. The model predicted that during a mitigated disrup- 

ion, thermal transients up to 853 °C can occur with a total ex- 

ursion time above operating temperature of approximately 6 s 

 Fig. 1. b). The equilibrium phase diagram for Eurofer-97 modelled 

sing MatCalc shows a transition from ferrite to austenite and dis- 

olution of M 23 C 6 in the 800-850 °C region, and so whilst an in-

ividual thermal transient approaches this temperature regime for 

 very short time period, it is uncertain what the cumulative ef- 

ect of such disruptions may give to the material microstructure. 

his provided the rationale for a study on the effect of cumulative 

hort thermal excursions on the microstructure of Eurofer-97. 

As a baseline, the isochronal ageing of Eurofer-97 was demon- 

trated using furnace exposure at temperatures between 550 and 

50 °C for a week, as well as several shorter tests for certain 

emperature conditions of interest. Major observed microstructural 

hanges include (i) the coarsening of secondary phase precipi- 

ates up to 800 °C, (ii) the decomposition of the tempered marten- 

ite structure above 800 °C, and (iii) significantly increased average 

rain sizes. 

Microanalysis using SEM-EDX of secondary phase precipitates in 

oth furnace-aged ( Fig. 7. e, f) and laser exposed samples ( Fig. 11. f)

evealed them to be Cr-rich. The equilibrium phase diagram ( Fig. 2 ) 

uggests that these precipitates are likely M C with some TaC 
23 6 

10 
arbides also expected. These precipitates grow larger as the heat 

reatment temperature increases ( Fig. 5 ), leading to a sparse distri- 

ution of larger carbides (up to ~2 μm diameter) after 168 hours 

t 800 °C. The area fraction of these precipitates in furnace aged 

amples ( Fig. 6 ) decreased from the 5.5% in the as-received sample 

o that 2.1% after ageing at 750 °C for 168 hours, and to 2.6% after

68 hours at 800 °C, where the majority of precipitates are now 

large’ ( > ~740 nm). Below 800 °C the number of ‘large’ precipi- 

ates increases with the temperature of heat treatments, but the 

ain contribution to the total percentage area was from ‘small’ ( < 

470 nm) precipitates. Overall, analysis confirms the observation of 

oarsening of Cr rich precipitates and a decrease in the proportion 

f smaller carbides. As precipitates coarsen with temperature the 

verall area covered by secondary phases decreases. Conversely, 

recipitates in F82H steel under irradiation have been found to de- 

rease in size potentially resulting in two competing processes for 

uforer-97 within the fusion reactor [ 41 , 42 ]. After 168 hours at 

50 °C, coarse Cr rich precipitates are no longer present and only 

mall (~100 nm) Ta-rich precipitates remain. Only TaC precipitates 

re expected to stable at equilibrium conditions at this tempera- 

ure and so it is likely that Cr-rich M 23 C 6 precipitates have dis- 

olved at 950 °C. 

For samples aged for 168 hours at different temperatures, mi- 

rostructural changes were observed in line with MatCalc ther- 

odynamic modelling. Fig. 2 shows that there should be no new 

hases observed below ~800 °C and that ferrite is the bulk equi- 

ibrium phase. This is confirmed by Fig. 12 where the tempered 

erritic-martensitic structure remains after 168 hours 650 °C and 

50 °C and we see equiaxial ferrite grains at 800 °C as the as- 
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Fig. 11. Micrographs of laser-exposed Eufoer-97 imaged via: (a) 1kX AsB, (b) 10kX AsB, (c) 10kX AsB, (d) EBSD. (e) and (f) show the same area with AsB and EDX showing 

Cr concentration respectively. 
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eceived microstructure begins to decompose. Above this tempera- 

ure austenite should begin to form as the new equilibrium phase 

 Fig. 2 ) which, upon quenching, instantaneously transforms into a 

etastable martensitic lath structure. This new martensite forms 

n samples aged for 168 hours at 850 °C and 950 °C ( Figs. 8 , 9 , 12 ).

ig. 13 indicates how these phase changes affect the grain size. Af- 

er 168 hours at 650 °C and 750 °C the grain sizes increase to ap-

roximately twice the as-received size. Conversely, after 168 hours 

t 800 °C and 850 °C the average grain size remains similar to that 

f the as-received sample ( Fig. 13 ), likely due to nucleation of new

ustenite dominating rather than growth of existing grains. After 

68 hours at 950 °C the microstructure transitions fully to newly 

ormed martensite in prior austenite grains that are, on average, 

ver three time larger in diameter than in the as-received tem- 

ered ferritic-martensitic grains. 

Changes were also observed after shorter durations of furnace 

xposure. Packets of new martensite were seen after just 4 hours 

t 850 °C with the transition to new martensite in prior austen- 

te grains seen progressing after 24 hours ( Fig. 8. a, b). Thermody- 

amic modelling suggests austenite and TaC should be the equilib- 

ium phases at this temperature ( Fig. 2 ) which implies these short 

urations are not enough to achieve total equilibrium. This is seen 

s misoriented ferrite grains and suspected coarse M 23 C 6 precip- 

tates still remain after 168 hours ( Fig. 8. c, d) where they should
11 
o longer be present ( Fig. 2 ). At 950 °C the microstructure is fully

artensite after only 24 hours ( Fig. 9. a, b). This shows that even

hort exposures to the higher temperatures can results in signifi- 

ant microstructural change. 

To understand better how repeated short thermal cycling can 

ffect the microstructure, Eurofer-97 were cycled between 400 °C 

expected operating temperature of Eurofer-97 components) and 

50 °C for 1480 pulses approximately 12s in length using a custom 

esigned laser rig inside a vacuum chamber. Greater changes in 

rain structure are seen in the laser exposed specimen in Fig. 11 , 

ncluding large intragranular Cr-rich carbides and grains with a 

ore ferritic character clean of martensitic laths. In the laser ex- 

osed samples grains are seen to span a much larger range of sizes 

rom 5 – 40 μm ( Fig. 13 ). In practice, the laser-exposed sample 

pends the majority of the time at temperatures below 800/850 °C 

 Fig. 10 ) which is the temperature regime where grain growth is 

bserved for the furnace aged samples ( Fig. 13 ). Therefore, more 

ime spent in this lower temperature regime could explain why we 

bserve 5 – 40 μm equiaxial ferrite grains and carbide precipitates 

oarsening, leading to decomposition of desired ferritic-martensitic 

icrostructure, and no new phases forming. 

In the laser experiment, the sample of Eurofer-97 was allowed 

o naturally cool to its normal in-service operating temperature of 

00 °C between laser transients, instead of being quenched to room 
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Fig. 12. EBSD grain orientation maps for samples isochronally aged for 168 hours as well as for the laser-transient treatment. 
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emperature as with the furnace-aged specimens. Cooling here is 

lower than expected within a reactor cooling loop. FEA results 

 Fig. 1. b) suggest that, due to the water cooling employed by the 

CLL breeder blanket design, Eurofer-97 may be subjected to cool- 

ng rates of ~65 °C s -1 after each mitigated disruption thermal tran- 

ient. At present, the laser apparatus does not allow the cooling 

ate of the sample to be controlled, however the estimated cool- 

ng rate of 7.5 °C s -1 is well above the critical cooling rate reported

y Danon (2002) [29] of 0.06 °C s -1 (210 °C h 

-1 ) for an austenisa-

ion temperature of 980 °C. However samples are cooled to just 

bove the M s temperature, 390 °C [33] , between each laser pulse 

hich limits martensite formation resulting in the observed, pre- 
12 
ominantly ferrite microstructure ( Figs. 11 –12 ). Danon also report 

n increase in both A1 and A3 by ~40 °C with an increase in heat-

ng rate from 0.1 to 10 °C s -1 [29] . With the laser sample heated

t ~40 °C s -1 this implies that a greater increase in austenisation 

emperatures may be present in the laser exposed sample leading 

o less transformation to martensite. The significantly altered mi- 

rostructure after laser pulsing is an important finding as it is more 

losely analogous to in-reactor conditions. 

Understanding the role of plasma-wall interactions in the long- 

erm degradation of first wall structural materials is an essential 

tep in developing a robust safety case for EU DEMO. Coarsening 

f Cr-rich secondary phases, formation of new martensite in prior 
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Fig. 13. Area normalised frequency vs. grain diameter obtained from EBSD data for furnace samples aged for 168 hours and the laser-exposed sample (as in Fig. 12 ) compared 

to the as-received sample ( Fig. 4.c ). 
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ustenite grains, and increases in grain size are all changes that 

ould affect mechanical properties of Eurofer-97. Larger grain sizes 

nd carbide precipitate coarsening would affect dislocation move- 

ent and coarsening of Cr-rich precipitates could also cause sensi- 

isation to corrosion behaviour pertinent to WCLL breeder blanket 

esign. Secondary phase carbide precipitates may also contribute 

o the pinning of martensitic laths, therefore coarsening may accel- 

rate the decomposition of the as-received tempered martensitic 

icrostructure [ 22 , 23 ]. High temperature creep behaviour may 

lso be affected, as grain boundary carbides have been found to 

romote the nucleation and growth of intergranular creep cavities 

43] . 

Whilst the laser exposure rig allows the microstructural 

hanges of cycled thermal transients to be explored, the pulse 

ength of 12s is still longer than might be expected from a fu- 

ion plasma excursion. There is scope to modify the laser appa- 

atus with a cooling system to enable cooling rates to more closely 

atch those estimated by the simulation work. Future work could 

xplore transient heating effects on other fusion materials includ- 

ng oxide dispersion strengthened (ODS) Eurofer-97, a variant that 

mploys a homogenous dispersion of nano oxides to improve high 

emperature creep behaviour, as the implications of results pre- 

ented here on ODS Eurofer-97 are not yet known. Presently, nearly 

ll leading candidates for breeder blankets of EU DEMO employ 

onventional Eurofer-97 steel [ 3 , 10–13 ]. There are also ramifica- 

ions of this work for the effects of plasma-wall interactions on 

xide-dispersed variants of Eurofer-97, and the tungsten-Eurofer-97 

oint, where the maximum Eurofer-97 temperatures are expected. 

. Conclusions 

Computational simulations using COMSOL Multiphysics show 

hat breeder-blanket structural materials in nuclear fusion reactors 

ay be exposed to higher than normal operating temperatures up 

o 850 °C due to plasma-first wall contact events, at which tem- 

eratures the calculated equilibrium phase diagram predicts that 

icrostructural changes will occur. Eurofer-97 components of the 

EMO first wall are predicted by the model to briefly reach such 

emperatures during mitigated plasma disruptions, which may oc- 

ur thousands of times during a DEMO plasma campaign. Speci- 

ens of Eurofer-97 were thermally aged in a furnace for 168 hours 

p to 950 °C as well as heated via a pulsed CO 2 laser in order to

imulate the effect of thermal transients. 

The microstructure of Eurofer-97 was significantly altered after 

xposures to temperatures between 650 °C and 950 °C and subse- 
13 
uent quenching. After 168 hours at 650 °C and 750 °C the aver- 

ge grain diameter approximately doubled. For 168 hour exposures 

t 700 °C to 800 °C, coarsening of Cr-rich secondary phase precipi- 

ates was observed. Above 850 °C martensitic packets within newly 

ormed prior austenite grains nucleated throughout the material 

fter 168 hours. Partial transformation to these new martensite 

ackets was observed even after short (4 hour) exposures to 850 °C, 

ith fully martensitic microstructure in new prior austenite grains 

fter 24 hours at 950 °C. 

While a fusion reactor will not see these high temperatures in 

he continuous condition, it may be subjected to repeated transient 

xposures for short times that reach these conditions. To test this 

nfluence on the microstructure, Eurofer-97 was also laser-exposed 

n a custom designed vacuum system to mimic thermal transients 

o the temperatures predicted by the finite element modelling. 

amples heated repeatedly from 400 °C - 850 °C for transients last- 

ng 12 seconds showed coarsening of Cr-rich intergranular and in- 

ragranular precipitates as well as large, 5 - 40 μm, equiaxed ferrite 

rains. 

Significant microstructural changes have been observed in this 

tudy that indicate that thermal transients may influence the mi- 

rostructure of fusion components with longer plasma durations 

nd reactor operational lifetimes. Whilst further study is required 

o fully characterise this behaviour, such microstructural changes 

ould affect the material properties in terms of ductility, creep be- 

aviour, and corrosion resistance and therefore are important in 

he consideration of fusion plant design and operation. 
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