
                          

This electronic thesis or dissertation has been
downloaded from Explore Bristol Research,
http://research-information.bristol.ac.uk

Author:
Varrazza, Riccardo

Title:
Optical crosspoint switch based on a novel active vertical coupler structure

General rights
Access to the thesis is subject to the Creative Commons Attribution - NonCommercial-No Derivatives 4.0 International Public License.   A
copy of this may be found at https://creativecommons.org/licenses/by-nc-nd/4.0/legalcode  This license sets out your rights and the
restrictions that apply to your access to the thesis so it is important you read this before proceeding.

Take down policy
Some pages of this thesis may have been removed for copyright restrictions prior to having it been deposited in Explore Bristol Research.
However, if you have discovered material within the thesis that you consider to be unlawful e.g. breaches of copyright (either yours or that of
a third party) or any other law, including but not limited to those relating to patent, trademark, confidentiality, data protection, obscenity,
defamation, libel, then please contact collections-metadata@bristol.ac.uk and include the following information in your message:

•	Your contact details
•	Bibliographic details for the item, including a URL
•	An outline nature of the complaint

Your claim will be investigated and, where appropriate, the item in question will be removed from public view as soon as possible.



Optical Crosspoint Switch Based on a Novel Active Vertical Coupler Structure 

Optical Crosspoint Switch Based on a 
Novel Active Vertical Coupler Structure 

Submitted by Riccardo Varrazza for the degree of Ph. D. 

Department of Electrical and Electronic Engineering 

University of Bristol 

2002 



Optical Crosspoint Switch Based on a Novel Active Vertical Coupler Structure 

Optical Crosspoint Switch Based on a Novel 

Active Vertical Coupler Structure 

Submitted by Riccardo Varrazza for the degree of Ph. D. 

Department of Electrical and Electronic Engineering 
University of Bristol 

2002 

Copyright and Author's Declaration 
Attention is drawn to the fact that copyright of this thesis rest with its author. The copy of this thesis has 

been supplied on condition that anyone who consults it is understood to recognise its copyright rests with 

the author and that no quotation from the thesis and no information derived from it may be published 

without prior written consent of the author. This thesis may be made available only for consultation 

purposes within the university Library and may be photocopied or lent to other libraries for the purposes 

of consultation. 

Unless otherwise acknowledged, the content of this thesis is the original and sole work of the author. No 

portion of the work in this thesis has been submitted by the author in support of an application for any 

other degree or qualification, at this or any other university or institution of learning 

'94 



Optical Crosspoint Switch Based on a Novel Active Vertical Coupler Structure 

Abstract 
The work of this thesis concerns the theoretical analysis, fabrication and characterisation of a novel 
optical crosspoint switch that can be employed in future optical packet switching networks. 
The switching technique is based in a novel approach, which uses vertical couplers in order to redirect the 
light to different outputs. The structure, which employs an active and a passive waveguide layers, only 

requires a single epitaxial growth process on InP substrate. Such process can be precisely controlled and 

reproduced allowing coupling lengths in the order of 250[im. This allows fabrication of very compact 
devices, using normal photolitography and etching steps. 
When carriers are injected, because of refractive index change and gain change in the active layer, the two 

waveguide layers becomes optically coupled and the light is transferred between them. Incoming light in 

the passive waveguide layer will be coupled to the active waveguide layer, reflected by a total internal 

reflection mirror, and couple back to passive waveguide in other direction. Fast optical switch is therefore 

achievable with high extinction ratio and low crosstalk. 
A theoretical study revealed design guideline for realisation of good device performance. Some vertical 

coupler structures, designed by Dr. Yu previously, have been analysed showing that ON-OFF contrast 

and Crosstalk in the order of 60dB and -52dB respectively can be achieved in some structures. 
Switch devices have been made at the University of Bristol Clean Room facility with the aim of 
investigating and optimising each single fabrication step of the 4x4 optical crosspoint switch including a 

novel passivation process that improves sensibly the electro-optical characteristics of the device. 

The characterisation results have shown ON-OFF contrast and Crosstalk in the same order of the 

theoretical results. Furthermore, the measured 3dB optical bandwidth is greater than 40nm and the 

measured switching time is as low as 1.5ns. 

Packet routing using the device has been demonstrated with data rates up to IOGbps. In particular 

simultaneous switching and wavelength conversion of the packets has also been demonstrated confirming 

the high reconfiguration flexibility of the device and the suitability for the next generation of optical 

networks. 
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Chapter 1- Introduction to Future Optical Networks 

Chapter 1 

Introduction to Future Optical 

Networks 

The work presented in this thesis investigates a novel optoelectronics Optical Crosspoint Switch (OXS) 

designed to be deployed into future optical networks. 
This introductory chapter summarises the tendency of optical telecommunications to focus on optical 

packet switching networks. Hence, the chapter discusses in detail a network node and its components 
focusing in the importance of the OXS into actual and future networks. 
The chapter investigates also optical wavelength conversion with its potentialities as Wavelength 

Division Multiplexing (WDM) router. It shows the methods used to achieve the conversion using one or 

more Semiconductor Optical Amplifiers (SOAs). 
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Glossary of the abbreviations 

(OWC) Optical Wavelength Conversion 

(WDM) Wavelength Division Multiplexing 

(SOA) Semiconductor Optical Amplifier 

(EDFA) Erbium-Doped Fiber Amplifier 

(OTDM) Optical Time Division Multiplexing 

(DFB) Distribute FeedBack 

(ITU) International Telecommunications Union 

(OXS) Optical Crosspoint Switch 

(MEMS) MicroElectroMechanical Systems 

(XGM) Cross-gain modulation 
(XPM) Cross-Phase Modulation Interoferometric 

(FWM) Four Wave Mixing 

(CW) Continuos Wave 

(AR) Anti Reflection 

(ER) Extinction Ratio 

(MZI) Mach-Zehnder Interferometer 

(SCU) Switch Control Unit 
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Chapter I- Introduction to Future Optical Networks 

1.1. Introduction 

Following the tendency of the past years there has been an increase in the demand for telecommunication 

bandwidth due to the high growth in telephone voiceldata traffic also helped by the advent of internet- 

based services. 
Since 70's optical fibres have played an important role in the transmission of huge quantities of 
information over many kilometres. Early technology made exclusive use of the 800-900 nm low loss 

window. The reduction of concentration of hydroxyl ions and metallic ion impurities in the fiber material 
has permitted the use of the 1100- 1600 mri region, which is characterised by very low loss in the 1300 nni 

and 1550 nm windows [1], Figurel. l. Thus, in 1974 a2 dB/Km attenuation was announced at 850 nm [2] 

followed two years later by a 0.5 dB/Km attenuation at 1300 nm [31 and 0.2 dB/Km attenuation at 

1550 mri in 1979 [4]. 
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Figure 1.1 Optical fiber attenuation as a function of wavelength [I] 

An initial application of the fibers was in point-to-point digital telecommunications systems, shown in 

Figure 1.2, here the signal is converted from electrical into optical and via a transmitter coupled into an 

optical fiber. At the other end of the fiber the light signal is detected, amplified, restored and finally 

converted again into an electrical signal. The information is transmitted by encoding it in "ones" and 
"zeros" of digital data realised respectively with light source "on" and "off'. 
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Figurel. 2 Basic elements in an optical fiber transmission link 
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During 1980's there was a rapid growth in the fraction of telecommunication traffic carried on point-to- 

point single mode fiber links. This resulted in very long non-repeated link e. g. in 1994 the first 280 Km 

non-Tepeated link at 10Gbit/s was shown [5]. 

In the late 1980's, with the advent of ETbium-Doped Fiber Amplifiers (EDFAs) [61 the length of point-to- 

point distances were increased drammatically. This amplifier has played an important role in the 

development of 1.5 gm (1530 - 1570 nm) optical telecommunications allowing the regeneration of the 

optical signal without any electronic conversion. This permits high data rates to be maintained and does 

not introduce any electronic "bottleneck" into the network. An EDFA is fabricated by doping an optical 
fiber with eTbium and optically pumping it with a laser at 980 run Or 1480 rim. The fiber can be spliced 
directly on the network and gains up to 60 dB, with very low noise figures (below than 5dB) achievable. 
Furthermore, the cost of an EDFA is very low when compared with that of an electronic generator. 
With the advent of new telecom services the fibers, already installed by public and private operators, did 

not have sufficient capacity generating a strong interest in the use of the fibres at 100% of their capability. 
This has driven world wide Research & Development to find new signal processing techniques in order to 

improve the performances of each single fiber. 

The next section of the present introductory chapter treats optical packet switching techniques followed 

by a description of different multiplexing techniques. Section 1.4 gives a description of a typical network 

node, highlighting the importance of the crosspoint switch function in it. Furthermore, wavelength 

conversion will be treated in section 1.5 and finally in section 1.6 a complete presentation of all thesis 

chapters. 

1.2. High Speed Optical Network 

Currently installed systems can transmit, with Wavelength Division Multiplexing (WDM) technique, at 
bit rates of 3.4 Tbit/s over a single fiber for many kilometres; the lightwave transmission capability has 

been doubling every year and the trend is expected to be the same for the next two decades [8]. This 

growth trend could make network equipment rapidly obsolete unless upgradable. This is the main reason 

that optical multiplexing techniques have become so successful. However the more signals travel into a 
fiber the more they need to be controlled, redirected, restored and so on. This confirms the importance of 

the optical space switch into optical networks. 
Two network schemes have been adopted so far, 
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* Wavelength Division Multiplexing (WDM) 

* Optical Time Division Multiplexing (OTDM). 

1. Wavelength Division Multiplexing (WDM) 

Figure 13 shows that the spectral transmission band of a fiber is far larger than the part used by a single 

optical source. Thus, ideally a dramatic increase of information capacity can be achieved if it is possible 

to transmit more than one spectral channel simultaneously in the same fiber [ 11. 
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Figurel. 3 Spectral Transmission Band of a Single WDM Channel [11 

WDM is a multiplexing technique based on different messages carried, in the same fiber, by different 

light sources with peak wavelengths far enough apart such that they do not interfere each other. 

Such light is generated by a Distribute FeedBack (DFB) laser that can lase in a single longitudinal mode 

with a linewidth of less than 0.1 nm. These lasers are temperature dependent but it can be controlled with 

wavelength feedback [7]. 

As shown in Figurel. 4, the sources, after being modulated with data, are multiplexed and transmitted 

down a single fiber across the link. At the other end of the link each wavelength is easily extracted using a 

passive demultiplexer. The individual channels are then decoded recovering the original data. 

The International Telecommunications Union (ITU) has proposed first a channel spacing of 200 GHz 

(1.6 nm), but moving into Dense WDM the spacing channel has been reduced to 100 GHz (0.8 run) with 

the channels grid centred at 193.1 THz (1552.52 nm) 19]. It is clear that with such narrow channels the 

system will require very stable wavelength sources in order to prevent any channel drift and hence any 

increase in inter-channel crosstalk. 
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Figurel. 4 A four channel point to point WDM network 

1.2.2. Optical Time Division Multiplexing (OTDM) 
OTDM is another multiplexing algorithm that is used in major optical trunk communication systems, 

where a large capacity of information needs to be transferred. 
A real system example is used here to show the functioning of OTDM networks. Using IOGbit/s 

technology the capacity of the fiber can be increased to 40Gbit/s [10] as shown in Figurel. 5. In this case a 

pulse stream made using mode-locked or gain switching lasers, which are able to generate pulses with 

width as short as 10ps and repetition rates of order of the tens of gigahertz [11,12], is optically split. Each 

channel is modulated at IOGbit/s with an Electroabsorption modulator [13] and delayed using different 

fiber lengths. Hence, the signal is amplified with an EDFA, the channels are transmitted down into the 

same optical fiber. 
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Figurel. 5 A4 channel OTDM System 
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At the other end of the fiber the si-nal is re-enerated and decoded usim, an inte,, rated clock recovery and Z- C L- C 
a synchronised receiver. 

However, even though the potential increase in the network capacity offered by OTDM is significant, the C r-I 
technology is not completely developed yet. In fact due to the high manufacturing costs, the decoding of 

the multiplexed data streams 1141 and clock recovery 115 1 are still important research topics. 

Comparing O'FDM with DWDM the latter is the simpler, needing only passive components, and more 

flexible technique to increase fiber capacity 1161. 

FinallY, under investigation are TbitIs communications systems that are the combination of' OTDM and 

WDM multiplexing techniques. A number of transmission tests have carried out so far by changing 

number of channels multiplexed [171, link length 1181, or architecture used 1191. 

1.3. Optical network nodes 
The utilisation of WDM and OTDM can be extended from point to point links to optical networks with 

the introduction of components able to process the data of each single channel. of course optical- t! 
electronic-oplical conversion must be avoided in order not to penalise the network data rate, thus, all the 

functions previously carried out in electronics need to move to the optical domain. Fiourel. 6 shows the 

key components present in a general optical network node. 

colw 

'-, y1v ldulnpl-ng N,. t, 1) "p. - R nng 

Figure 1.6 A schematic optical network with different kind ot'nodes v 

It can be seen that the nodes can be as simple as a normal passive multiplexer together with an amplifier C7 
or \, cry complex including components that can route, switch, add or drop or wavelen-th convert. In all C C7 
these cases the presence of a space switch is vital. Furthermore, in order to make flexible and highly 
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reliable networks thev need to be based on fast switching technoiogy, which enable the development of' I C, L_ 
many applications such us: 

" Optical packet routing 

"I Ilexible optical packet add/drop 

Optical crosspoint switching 

Network reconfi. 0, Uration to allocate bandwidth on demand 

Nodes By-Pass 

Optical wavelength management C L- 
Optical line protection 

FIcluipment redundancy 

1.3.1. Optical Crosspoint Switch 

Whenever an optical signal needs to be add, dropped, or routed from one fiber to another a crosspoint 

switch is necessary. An OXS can be defined as an active system able to switch the incoming si-nal 

between two output. 

2x2 

Figure 1.7 The ideal and the schematic optical crosspoint space s\\ itch 

Figure 1.7 the OXS is marked 2x2 which indicates the number of input and output ports (input X Output) L- 

involved in the node. 

Basically in OXS can be based on functions like splitting, switching, shuffling or redirecting. The routing, 

mechanism can be based on already established technologies like Interferometers, Directional Couplers, Cý 

SOAs, and Electroabsorption Modulators. A complete description of these optical devices may be found 

in literature [20-241, while for a complete investigation of the crosspoint switch the reader is referred to 

chapter 2. 

1.3.2. Other Network Devices Based on the Optical Crosspoint Switch 

However, the OXS is not JUSt a simple device but it can be seen as it pkltfOFrn whose technolog) is useful 

for many other network components. Routing, add/drop, and switching are functions that need the direct 

presence ofthe OXS but it can be also present in other strategic nodes like wavelength conversion. L, 
In an Add-Drop network node, shown in Figurel. 8, once the channels are decoded from the input sional, Cý C 
the main function is done by the OXS which, if necessary, redirects the channel to the DROP port. On the 

other hand if a channel needs to be added to the output signal once again the OXS transfers the channel L, 
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from the ADD port to the output multiplexer. The devices currentlY present in literature are based on the 

monolithic integration of waveguides and a 2x2 OXS, or using MicroElectroMechanical Systems 

(MEMS). However, the device characteristics are not good enough to satisfy future packet switching 

networks requirements [25]. 

Figure 1.8 4 channel Add-Drop WDM node 

Optical crosspoint switches are heavily present in DWDM switching matrixes. An example is the switch 

matrix shown in figurel. 9, where the optical channels present in 4 input fibers can be switched from one 

fiber to another. In particular after the optical signals are demultiplexed each channel is directed in a 

different switch cell that redirects the channel to the right output, which is then multiplexed into the 

wanted output fiber. 

Figurel. 9 4 Channel 4x4 WDM network node 

1.4. Wavelength Conversion as WDM router 

The ability to transfer digital information from one wavelength to another without first having to convert 

it back into an electrical signal is a critical step for optical WDM networks and in particular for future 
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optical packet switching. In fact these technologies need to be very flexible with reduced network 

mana0ement complexity and high scalability. Wavelength conversion can provide tremendous advantages 

in such terms, especially when different networks need to be interfaced and for routing or switching 

wavelenoths, solvino network contentions and blockaues. 

An Optical Wavelength Converter (OWC) can be seen as a4 terminal device, two inputs, one output, plus 

eventually an electronic control signal. 

_Fniu-L 

Data ((' /, ilo. - Data Out (a) ýI 
owc 10 -LffTL-F 

cw 
(Cel ýý 

I 

cs 

Figure 1.10 An Optical Wavelength Com erter Zý L- 

When a data signal Xd and a Continuous Wave (CW) signal at wavelength X, I, are coupled into the input of L- L- t: ý 

the OWC the input data signal bit-sticam is imprinted at the output wavelength X, F. Furthermore, the data- 
L- c 

stream can be inverted or not depending from the conversion method. L- 
Highly integrated and low power conversion up to IOGbps can be achieved adopting InGaAsP integrated 

optics, which employs SOAs. In this case the wavelenoth conversion can be classified as: 

" Cross-ain modulation (XGM) Optical Wavelenuth Conversion 

" Cross-Phase Modulation Interoferometric (XPM) Optical Wavelength Conversion 

" FOLII'Wave Mixing (FWM) Optical Wavelength Conversion 

Cross-ain conversion is used with the OXS device presented in the following chapters, in particular Zý C- 
chapter 6 reports an experiment that includes optical packet switchino simUltancousl with wavelength y 

conversion. 

1. Cross-Gain Modulation OWC 

In an SOA increasing the optical power of the input C ? -- siLgnal, the quantity of photons in the active region 

also increase saturatim, the , ain of the SOA. This effect reduces the overall gain decreasing the intensity 

of other optical signals at the output of the device. Cý 
This effect can be extended to an optical source ýId, which carries a data-stream and saturates the SOA in 

the "ON" state. Let us introduce a second CW optical sional, at wavelength X,,,, into the SOA cavity. As a 

consequence of the gain modulation, this siunal is less amplified when X, j data stream is in the on-state. 

Thus, it is easy to understand that a data sequence of I and 0, at wavelength Xd, can be trans formed into 

an inverted data-stream at wavelength kjý. 

Two different confil'Urations can be made: Cý 
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Co-propagoation c 
m Cou n te r- propa gat ion 

they are shown in Figure 1.11 (t) and b). 
Z- 
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a) Co-propagation Configuration tr b) Counter-Propagation Configuration C7 Z- Fi-ure 1.11 Wavelength Conversion Using Cross Gain Modulation in SOA 

Co-propagation Wavelength Conversion is defined as the confiouration with data-stream and CW siLmals C tr - 
coupled together into the SOA at the same facet. Counter-Propagation Wavelength Conversion, instead, is 

defined as coupling the data-streani and the CW signals into the two opposites facets of the SOA. This 

last set-up has the advantage that it does not require any optical filtering of the output sional when the 

facets of the SOA are Anti Reflection (AR) coated. On the other hand, it suffers speed limitation thout, lit 

due to the phase mismatching between the two wave propagating in opposite direction, as the frequency L_ 
response for a 2mm SOA shows in Figure 1.12 

. 
However, wavelength conversion up to 20Gbps has been realised with such configuration 1261. It is 

C tý 
thotiolit that, because ofthe intrinsic carrier lifetime, the conversion speed is limited at 0.5 ns but recently C 
tests have demonstrated that such limit can be higher. This is because under hi0h optical injection, the 

cl L_ 

stimulated emission rate in the SOA increases reducing the carrier lifetime down to few tens of 

picoseconds 1271. 
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Figure 1.12 Frequency response for a 2mm SOA XGM in Co and Counter-propagation configurations 1271 

Besides the simplicity with which X-conversion can be implemented, these devices have a high 
C 

con,, ersion efficiency and polarisation insensitivity. On the other hand, they suffer fi-orn poor Extinction 

Ratio (ER), which is dependent on variables like: gain peak of the SOA, wavelength ý,,, and target C 41 Zý 

wavelen, gth Xl,. Instead the Crosstalk- introduced is a function of the injected current, power levels and 

wavelen-ths of the two si-nals. A study on the relationship between all these variables 1281 has shown r-I L- 
that optimism(, them for high extinction ratio leads to poor crosstalk and viceversa. Thus, in order to 

reduce this problem, a lower residual facet reflectivity SOA need to be used. 

1.4.2. Cross-Phase Modulation OWC 

So far it has been shown that two light sigmals operating at different wavelengths interact each other when 

coupled into a SOA cavity. It has also shown that the gain in the active reoion ofthc SOA plays it very L, -- 
important role when, without any electro-optic conversion, the information contained in one sional is 

C 

transferred to a second. 
Another method to achieve wavelen, (,, th conversion uses the XPM effect in an interferometric structure. 
In the Mach-Zehnder Interferometer (MZI) configuration, Figurel. 13 a) b), the idea is that the input 

signal depletes the carrier concentration in only one of the SOAs thereby creating a wanted phase C L- 
difference between the two arms. Two different confi,, uration can be analysed: tý 

Asvrnmetric Mach-Zehnder conf4mration and svi-nmetric data si, -, nal inDut. Fiaurel. 13 a) 
Data ýId and CW signal X-r are coupled into both interferometer arms. Phase difference between the two L- 
arms is obtained by employing asymmetric splitters so that the carrier density and hence the phase is 

modulated differently in the two arms. 
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It is understandable that in this configuration adjustment and control of the MZI is not easy. NeNcrtheless, 

good results have been achieved with this device configuration 1291. 

Symmetric Mach-Zehnder configuration and asymmetric data signal input, Figure 1.13 

In this configuration the CW signal Xl,, coupled into the MZI, splits equally between the two arms of the 

interferometer. On the other splitter the two CW sionals interfere each other constructively or 

destRICtively depending on the phase difference achieved in the two arms. The incoming data signal Lit Zý t, L- 

wavelength injected in just one arm, saturates the SOA when in state I consequently, with a proper 

choice of the input signal power and MZI phase difference, an output signal at wavelength X, is produced. 
With this device confiouration inverting and non-inverting conversion can be realised. Furthermore, a 

-ain variation of only 4-5 dB is necessary for the conversion against a IOdB oain variation for wavelength L- V C- C, 
converter in XGM cont'i-uration. Cý 

SOA I 
x0 

-ITY SOA 2 

(t) asymmetric Mach-Zehnder cont'i., uration, 

h) symmetric Mach-Zehnder and asymmetric coupling, 

c) Michelson interferometer 

Figure 1.13 Wavelength conversion with cross phase modulation 

Michelson interferometer configuration, Fiý,, urel. 13 c 

Figurel. 13 c) shows an OWC adopting a Michelson interferometer confiouration. In this case because of' 

the presence of a reflective facet it works very similarly to a MZ1 converter. I lowever, this configuration 

allows the data signal to be coupled directly into the SOA reducing the loss. 

Finally wavelenoth conversion up to 40GbitJs has been dernonstrated USinO this technique 1301, with 1 41 
hybrid integration of SOAs and couplers 13 11. C- 
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1.4.3. Four-Wave Mixing OWC 

This wa\elen-th conversion is based on the nonlinearity effect occurrino in passive waveguides or SOAs 

\vhen more than one wave interacts. FWM is a third order of nonlinearity. 

Input 
Data-strearn 

pump 

Converted 
Data-Stream 

Satellite 

----I 
2(o,, -(o,,, cod (011' 2(0,1, -(j), t 

Frequency 

Fi oure 1.14 FWM Wavelenuth Conversion 

The input of two signals, Input Data Sti-e"111 ýId and CW Pump X,,,, into a nonlinear optical element 

generates two more signals: 

" Convei-ted Data Stream with amplitude proportional to the CW signal, data strearn impressed into it 

and frequency 2(o, r-(o, j 

" Satellite with intensity proportional to the Mput Data Sti-eam and frequency 20)d-tOT 

The conversion efficiency depends on the characteristics and length of the non-linear medium, which can 

be SOA or fiber. Conversion speed up to 40 Gbit/s has been reported using this non-linear effect 1321. 

Next table 1.1 represents a comparison table for the wavelength conversion techniques investigated. 

FWM in SOA XGM in SOA XPMinSOA 

Data rate limit IOGbiUs demonstrated 10OGbitJs demonstrated 40Gbit/s demonstrated 
(10OGbit/s possible) 

Regeneration None R 2R 
Transparency Strict Digital Di-ital 
Polarization insensitivity No, insensitive for Yes (Cor polarization- Yes (for polarization- 

multiple pumps indep SOAs) indep SOAs) 
Mapping function (1), )"I = wpulllp - Oin ")OLit = MIA011C 0)out = (Opohe 

Wavelength dependence Strong Moderate Weak 
(Ni ithin 20 nm span) 
Chirp Reverse Hi(, h Small/reverse 
Preserves signal polarity Yes No Yes 
Simultaneous conNersion Yes No No 
of several WDM cliannels 
Optical filtering Must filter strono Not needed for counter- Must filterstrong, input 

pump and satellite propa0ation geometry signal 
wavelenoth 

Advantages Transparency Simple implementation Reocricration ofthe 
converted sional 

Disadvantages depends on ýi, Signal degradation and C L- Narrow dynamic ranote LI 

narrow conversion X chirp ol'input power 
span 
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Tablel. I Comparison of different wavelength conversion techniques [33] 

1.5. Optical Packet Routing 

With the increasing of the data traffic there is much interest from the carriers to switch from connection- 

oriented networks to photonic packet-switched networks which adopts Multiplexing techniques such 
WDM and OTDM. The great advantage is that Photonic Packet Switching is a very fast scheme 

characterised by transparent data rate/format and by high reconfigurability [341. 

When information needs to be sent from one point to another of the network, it is chopped into different 

pieces, each one forming the payload, which is combined with a header containing the information about 

the payload. The payload and header make up optical packets that, at this point, are ready to be sent over 

the network. At the other end of the network all the packets are collected and after reading the header they 

are joined together forming the original information. 

Once again it can be seen that in a node where all the packets are processed the importance of a fast space 

switch is further stressed confirming that an OXS able to process the incorriing data is the challenge of the 

optical packet switching networks. Following two kind of packet switching networks will be shown. In 

both cases the crosspoint switch plays a main role, furthermore it will be shown that in order to reduce 

contention and synchronisation problems it must be very fast. 

Packet organisation characterises the kind of networks in two main categories [35]: 

0 Slotted or Synchronous Network 

All the payloads have the same size and they are placed inside of a time slot that, in order to provide 

guard-time, is larger than the sum of payload and header. At the input of any individual photonic switch 

node the packets can arrive at different times, thus, they need to be aligned, before being introduced into 

the switch fabric. This process necessitates synchronisation at bit-level and fast clock recovery for packet 
header recognition and packet delineation. The packet delay is realised using optical buffers, which are 

usually made using a fiber loop, or delay lines with delay time of a time slot or multiple of it [361. 

0 Unslotted or Asynchronous Network 

In this case the packets can have different sizes and they don't need to be aligned before entering the 

switch. This "anarchic managemenf' allows the possibility to have packets arriving at the same time 

generating contention. However at the same time gives the network advantages of being low cost, easier 

to build, robust and more flexible than the slotted network. 
The following sections give a description of different solutions proposed to synchronise packets and solve 

packet contention. 
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1.5.1. Slotted Networks - The Synchronisation of the packets 

Fiýourc I- 15 A Slotted Network Node 

All the control ofa slotted network node is in the Switch Control Unit (SCU). When the packets arrive to 

its (Yates they need to be aligned before entering in the optical fabric switch. In order to do so a splitter L- 

sends part of the signal into the SCU, which reads the header and configures the synchronisation stages tý C L- 
and the Optical Switch. When the packet also has a guard time between the header and the beginning of v -- 
the timeslot, the node also necessitates synchronisation stages on the output of the optical switch in order 
to compensate the fast time jitter generated in the node. 

Syncronization Routing Paý load Syncronization 

paticin tagC.. " pattern 

TI 1.1--l. - --- I --- 
; 11. ilkl III] ,I 

I( 

'' 

Time Slot 

Figure 1.16 Example of an optical packet formai 

When different packets at-rive at a node, for different reasons, they can be out of phase relative to each 

other. Thus the synchronisation of incoming data signals is a key function that permits the reduction of' LI 
contention problems and increases the switching efficiency. A number of different delay methods have 

been proposed and most are based on space switches and delay lines. 

Figure 1.17 shows an example of shared memory. The delay lines are based on a resolution scheme of 112" 

time slot duration, where it is the number of delay lines [351. This kind of' devices suffers from high 
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insertion loss and crosstalk, mostly due to the presence of a matrix switch and sional to noise ratio 

degradation due to the necessity to recover the loss with a regeneration ofthe signal. 

Switch 

Ik ii 

Li HcktIii 

Fi-ure 1.17 Shared memory packet switch with recirculatim, loops 1371 

1.5.2. Unslotted Networks - Contention Resolution 

The necessity to solve or to reduce contention is one of' the main disadvantages of an unslotted network. 

In fact the Unslotted scheme processes the packets directly without any previous alignment stage, which cC 
can oenerate high contention problems. Different resolution method,, ha\c been proposed hased ()it 
bufferino, space deflection or wavelenuth conversion 137-391. 

Also in this case the single packets need to be buffered. It is done using very similar buffers for slotted 

networks but in this case the delay lines are timeslot multiples 1371. However, depending oil the delay the 

packets will suffer different power loss thus optical amplification is also necessary, degrading the signal- L, C7 
noise ratio. Many optical buffering examples can be found in the literature, most of them employin- a 

crosspoint switch, which confirms its strategic importance in both slotted or unslotted networks[40,41 

Contention problems can be sorted out adopting Deflection Routing. In this case the packets that need to 

use the same output, are sent via different links and just one via the shot-test link. Thus, the packets will 

arrive in different times avoiding the contention. Examples are the "Manhattan Street Network" and tile 

ShuffleNet 138,42,43]. Moreover, studies have been carried out on different routing aloorithms, like Hot- 

Potatoes routing, Store -and- Forward routing or Single-BUffer Deflection routing, with the aim of 

avoiding network congestion 144.451. 

A final method of resolving contention problems adopts wavelength conversion in combination with tile c 
previous methods, overcoming or minimising the disadvantages. Thus, Hot-Potato routing with 

wavelenoth conversion becomes a very 'interesting option 1461. Wavelength conversion associated with cr 
deflection routing or with buffers offers several combinations. The ultimate aim of these techniques is to 

achieve low implementation cost, low packet delay, low packet loss ratio and high network throughput. L, 47 
However, it is known that the best conibination of such techniques depends oil the characteristic's of the 

real network involved. 
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1.6. Scope of Thesis 

After an introduction to future networking with the optical data InUltiplexim, techniques, this chaplet has 

described the most important components in an optical node with ', I particular focus on the Optical 

Crosspoint Switch. Finally the techniques in order to make wavelen(lath conversion have been outlined. 

Chapter 2 treats the theory of the crosspoint switch followed by an in vest igation of the devices present in 

literature and available commercially. The chapter closes with the theoretical analysis of I novel, highly 

compact. crosspoint architecture, which is the main Subject ofthis thesis. 

Chapter 3 presents the design of this new architecture and the theoretical model followed in order to Z- 
prototype the total crosspoint device. 

Chapter 4 hence uses the theoretical model to investigate some vertical coupler structures fabricated at III 

earlier time. 

Chapter 5 is dedicated to the manufacture of' the device. It also includes the resolution of' some problems 

related to the photolithography and to the semiconductor etching phases. III particular a novel sidewall Zý Z- 
passivation process, which might be introduced into the manufacture of the device is presented. Z- 
Chapters 6 and 7 introduce the characterisation of the crosspoint switch. The first one presents static and 

dynamic performance including a section dedicated to the device used in the non-linear domain. Chapter 

7, instead, is dedicated to experiments where the device is deployed in optical packets routing. III 

particular it shows that the novel crosspoint is able to switch optical packets at a bitrate of' IOGbit/s. The 

chapter also presents simultaneous packet switching and wavelength conversion at IOGbit/s. Finally a 

description ol'the crosspoint in the WASPNET project closes the chaptcr. 

Chapter 8 concludes this work and presents few suggestions that could help in the improvement of' the 

device characteristics. 
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Chapter 2 

Optical Crosspoint Switch Theory 

and Real Samples 

After an introduction to future optical networks in chapter 1, this chapter explores one of the key 

components used in these networks: The Optical Crosspoint Switch (OXS). 
Initially the chapter discusses the OXS in ideal networks and the features that it has to satisfy in order to 
be used in new packet switching networks. 
It discusses different types of architectures, described in literature, applied to different types of materials. 
Afterwards the chapter monitors several commercialised OXSs, pointing out that at present there is no 
technology satisfying the characteristics required by an optical packet switching network. 
The final section 2.3 provides a description of a novel OXS, which is based on an InGaAsP/InGaAs/InP 

active vertical coupler structure able to route data-packets within few nanoseconds. The chapter finishes 

with a description of the expected features of this novel architecture. 
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Glossary of the abbreviations 

(OXS) Optical Crosspoint Switch 

(RI) Refractive Index 

(EO) Electro-Optic 

(Qws) Quantum Wells 

(QCSE) Quantum Confined Stark Effect 

(MMI) MultiMode Interference 

(SOAs) Semiconductor Optical Amplifiers 
(DC) Directional Couplers 

(MZI) Mach-Zehnder Interferometers 

(MQWS) Multi Quantum Wells 

(DOS) Digital Optical Switch 

(MEMS) Micro Electro Mechanical Systems 

(TO) Thermo-Optic 

(PLCs) Planar Lightwave Circuits 

(PDL) Polarization Dependent Loss 

(3D) Three-Dimensional 

(V0 Vertical Couplers 

(TIR) Total Internal Reflection 

(LC) Lower Cladding 

(PLW) Passive Lower Waveguide 

(AUW) Active Upper Waveguide 
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Ideal Design 

Future telecommunications networks, will be characterised by a very high optical data rate and ability to 

route optical packets. Different components, such as tuneable lasers, wavelength converters, switching 

matrix, amplifiers, will be needed for these networks. The cur-rent available technology for an OXS 

cannot support the development of optical devices which are able to satisfy future networks requirements. 
This is restricting the network data routing to expensive optical-electronic-optical (0113/0) routing nodes 

or slow optical (0/0/0) switching, resulting in a network bottleneck. Thus, this future vision is pushing 

researchers to find out new technologies and new materials able to solve this problem. 

2.1.1. Conventional OXS architecture 
Optical networks use two kinds of OXS architectures: Broadcast and Point to Point. Both of these 

network architectures are based on a different switching matrix approach. The broadcast OXS, shown in 

Figure2.1, splits the input into the same numbers of outputs, i. e. in a lx4 matrix the input is split into 4 

channels. At this point an optical gate turns the signal OFF or ON, routing only one channel to the correct 

output. 

Figurell A 44 Broadband OXS 

Extending the concept to a generic network with N outputs the input signal suffers a loss of 10 log,,, N 

dB plus, if the device is single mode, another 1010910 N dB loss is caused by the recombining of N 

incoherent beams at the output [1]. Thus, in a real 4x4 OXS the theoretical losses will be as high as 12 

dB. Moreover this architecture suffers a high number of path crossings with a dependence of 2N- I for 

orders higher than 4, thus, in a 4x4 sample the number of crossings for the longest path is 7. 
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A manner to improve the loss to about 10 log 
10 

N dB is to redirect the signal using a single OXS cell as 

shown in next Figure2.2. In this case for the point to point architecture the number of optical waveguide 

crossing is dependent on the switching path adopted. 

Figure2.2 A 4x4 Point to Point OXS 

Both networks are incorporated into the category of single level architectures, which necessitate N2 

switches but just one switch per path needs to be driven. 
The switch function in a broadcast OXS is limited just to the ON state and OFF state. Alternatively in a 

Point to Point network the switch cell physically redirects the input signal to the cross direction when it is 

ON and to the bar output when it is OFF. 

Other kinds of architectures have been investigated [2,31. Most of them are based on using Multi-level 

architectures with the aim of reducing the number of switch cells within the matrix. They are complex 

and use the redirection of the optical signal through more than one switch cell. These architectures can 

give good results in crosstalk and extinction ratio but suffer penalties in terms of loss, complex fabrication 

process, and scalability. 

2.1.2. Features of a crosspoint switch used in a optical packet 

routing networks 

When optical packets are routed in an optical network the OXS involved needs to be fast enough to keep 

up with the packet flow. 

The switch needs to be reconfigured in a time as short as the guard time between the header, which gives 

the information about the direction of the packet, and the payload that need to be switched. A typical time 

slot example is shown in Figure2.3. 
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Fi-ure2.3 Example of an optical packet format 

Packet switching networks, with data rate of IOGbps, require an OXS reconfiguration time of the order of 

nanoseconds 141. However, speed is not the only feature for a crosspoint switch. Tablell shows a 

summary of the most important features. 

" Low CFOsstalk and High Extinction Ratio 
" Compactness 

" Fast Switching 

" Low-Insertion Loss or even Gain 
" Polarization Independence 
" Low Power Consumption 
" Temperature Stability 

" Reliability 

" Loss Uniformity 

" Scalability 

" Easy fabrication 

" Operability within the EDFA wavelenl-, th i-an, (-, e 

Tablell requirement foi next oeneration space switch C7 

2.2. Materials for Optical Switches 

Thice main kind,, of inatcrials are used for optical crosspoint switches: Ill-V Semiconductor, LithIL1111 

Niobate (LiNbOj) and Silica-Polymer based. The next subsections illustrate some OXS architectures, 

which adopt different materials. 

2.2.1. The Optical Switch adopting I//- V semiconductor materials 
The easy inteoration with other devices like couplers, Semiconductor Optical Amplifiers (SOAs) and Cý 
wavelength converters, makes semiconductor materials very suitable for the realisation of' Optical 

crosspoint switches 151. OXS architectures, based on semiconductor material, are related to the change of 

refractive index (RI) or gain in a particular area ofthe device. The RI change can be achieved by inducing 

a variation of the device temperature, defined as Thermo-Optic (TO) effect. Instead when the R1 change 
is caused by the injection of carriers into the p-i-n junction the effect is called Electro-Optic (EO). In 
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particular this last effect linearly modulates the RI of' the active region, chanoint, the ab.. "orption CC 41 
coefficient in the active region and in proximity ofthc bandgap it can procure , am. Linear change of the 

RI can also be induced with an electric field, but in this case the RI chanoe can be LIP to 100 times smaller 

for both polarization TE and TM 161. 

Non-linear effects can also induce RI change, by quadratic Kerr effect 161 or, it' Quantum Wells (QWS) 

are included into the structure, by QUantUrn Confined Stark Effect (QCSE) 171. 

The architectures adopted so far for optical switches require functions such as: 

" splitting or combining v 4- 

" switchilig 

" i-cdirection 

Different kind of optical couplers, like Y-Branch couplers 18-10], Directional couplers (DO 111-131, Star 

couplers 114-161. MultiMode Interference (MMI) couplers 117-191 can be used to split and combine 

sionals. Switchino and redirection, instead, is achieved using interferometers, modulators or SON, 

Elcctrodc 
II T"t 

N 
//01., P. t I 

I nput 2/ 
\. 

Olltall 2 

Dil ectional coupler 

(1) 

>O-Iltaýt 
"Almll-zellilder hilel-&1ollicter 

b) 

IN 
-00- lcýý nuad 

==71, ýý111, ""-ý 
Adiabatic rc, mon 

Digital Opli(al Switch 

c) 
Figure2.4 schematic view of semiconductor optical switches 

Once the illpUt sional is split it needs to be switched and routed to the correct OLItPLIt. Optical switching L- C, 
can be realised usin- DC. Mach-Zehnder Interfei-ometers (MZI) or even Digital Optical Switches (DOSs), 

as shown in Fi, yure2.4. L- 

Directional Couplers 

Directional coupling is achieved with two waveouides close enough to each other to produce reciprocal 

power exchange 120,211. The coupling can be controlled via RI change. In fact iRj'ecting carrier in oric 

branch of the coupler the RI drops matching the two waveguides and hence allowing the coupling. On the C 41 L- L- 

other hand, such devices are polarization dependent due to the transmission modes, TF or TM, which 

have different coupling length. This could create some problems in devices that have to allow both 

modes. A selection of realised DC switches is surnmarised in Table2.2 

Year Author Matrix Material Size 
jillml 

Wavelength 
lank] 

Crosslalk 
[dBI 

Extinction Insertion Device Loss 
Ratio [dill Loss j(1111 [dB/cml 

Drive Speed 

1993 N'IT 4x4 InGaAlAs 9xO. 4 1550 -17 - 18.5 5-6V 
1994 NTT Zx2 InGaAlAs 6 1550 -15 16 - 1001)S** 
1995 Fujikura 2X2 InGaAs/lnI1 <1.2 1550 -12 -- 3V - 
1996 NTI 2x2 InGaAsll <0.8 1550 -15 10 15 25mA Ills 
2000 NTI 4x4 InGaAlAs 16.5 1550 -13 - 18-21 9VV' <70ps 

Re f 122-271, * Transmission Loss in (I B, ** 1861 

Tablc2.2 Optical directional coupler switches týabncated to date 
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2.2.1.2. Mach-Zehnder Interferometers 

NIZI use a Y-junction splitter, which redirects the input sional in two arms, Figure2.4 b), where one of L- Cý 
them is able to change the signal phase. The merve of the two signals in a second Y-junction gives the L- Z- L- L- 

resultino output, which assumes value 0, if the phase shift between the two arms is iT and I when no phase C 

shift is applied 128J. 

Figure 2.5 2x2 Mach-Zehnder interferomeler tisino MMI 1-1B coupler t- c 

Multi-Mode Interference couplers can also be used for MZI configuration. They make the y-junction is Cl 
shown in Fi(yure2.5 splitting the input signal into the MZI arms, hence, after an adequate phase shift the 

C7 C! L_ 
second MMI couples the resulting optical signal into one of the two outputs or even both. 

With bulk and Multi Quantum Wells (MQWs) alloys, fast devices based on MZI have been realised 

[29,301 and optical switches as shown in Tablc2.3. 
Year Author Matrix Material Size Waveleng(li Crosstalk Extinction Insertion Device Loss Drive Speed 

I nint I IdBI Ratio IdBI Loss [dBj IdIl/cm) 
1996 SITF 4x4 IlIP/InGaAsP 200 1550 15 -5 

4.5V 200ps 

1997 Col. Uni%. IX2 GaAs/AlGaAs 1300- 1550 - 20 1.5 - 19.6V 
1998 N'17 2x2 InGaAlAs 1550 -30 - 13 4.7 4V 

1999 NTT 2x2 InGaAlAs 4 1550 -20 - 14.1 5 3.5 V 

Ref 13 1-33 1. * Verv similar to paper II in 1990 from the same authors 

Table'21.3 Mach-Zehnder Interferometer optical switches fabricated to date 

2.2.1.3. Digital Optical Switch 

Based on the adiabatic mode evolution [341 DOS work,, as a normal 3dI3 splitter when no bias is applied 

and when bias is applied, the RI change causes the switching to occur, see Fi"Ure2.4. It has been proved 

that DOS can be polarization independent and have a bandwidth of more than 50 nm for TE and 'rm 

modes 135] 
Year Author Matrix Material Size 

[mm] 
Wavelength 

Innil 

Crosstalk 

[dBI 

Extinction 

Ratio jdB I 

Insertion 

Loss I dB I 
Do ice Loss 

IdII/cinj 
Drive Speed 

1991 Phil. -Efics. IX2 InGmAsP - 1550 -20 - 30mA - 
1993 Alcatel lx4 InGaAsP <5mm 1550 -15 - 15 OmA 3(X)ps 

1994 GTE lx2 InGaAsP 3 1300-1550 - 20 - 100mA 

1995 AT&T IX2 InGaAsP 0.9 1550 -10.5 - 8.25 1,25* 5dl3m 

1997 Lucent lx2 InGaAsP 3 1550 <-13 - 3* -7V 
2000** Col. Univ. Ix4 hiGaAsP 20 1550 <-23 - 

2ns 

Ref 136-401, * Transmission Loss in dB, ** Theoretic proposal 

'rable2.4 Digital Optical Switches fabricated to date 

Switching architectures also deploy SOAs as switching gates. Figure2.6 shows a schematic diagram of C L- 

such device. When the oate is unbiased, "OFF state", the input signal is completely absorbed. Instead, a Cl 
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- than 25 dB can be attained when the SOA is in "ON state". The loss/gain nature of the SOA 
gain 

hi-hei I 
achieves high extinction ratio s%A, itchesl4l 1. 

The main advantage of an optical crosspoint switch adopting SOAs is that the gain generated can be used 

to compensate for the device losses. Furthermore, the adoption of strained MQWs structures allows the 

polarization sensitivity to be reduced or even neglected 146 1. I 

SOA 

Fi-ure 2.6 NxN Switch usin- SOAs. Schematic diaoram 
C- C L- 

The adoption of Brewster facets, tilt with an an-le between 7' and 10', reduces the back, reflections. Next 
Cý 

Table2.5 shows the switches based on SOA's fabricated to date. 

Year Author Matrix Material Sim 
11111111 

Wavelength 

uni I 
Crosstalk Extinction Gaill 

[dBI RatioldBI jdBj 
Insertion Device Loss 
Loss IdIS] I(JR/clill 

Dri% e Speed 
ImAl 

1992 Fricsson 4x4 InGaAs/InP - 1550 -40 40 6* - OdB+ 50 
1993 Philips 2xl In(; aAs/Inl' 1.8 1550 -13 - <15 7 1.7 100 
1997 NFU 4x4 - - - 40 - 27 
1991) N'l I gate Illp <1.2 1550 35 10 2.6 29 0.6ns 
1999 NFC E! ate InGaAs/InP 1550 30 0 3 10 

Ref 141-45 1, * On Chip, + Fiber to Fiber 

'rable2.5 SOA-based optical switches and gates fabricated to date 

Similar 2x2 space switches but using EA modulators rather than SOAs have been also realised 1471. 
LI 

I lowever, the absence of vain requires the introduction ofSOAs before and after the OXS. 
C 

2.2.2. Optical switches with Inorganic Crystals: Lithium Niobate 

(LiNbO3) 

Lithium Niobate crystals (LiNb03) are at the same tirne a ferroelectric, piezoelectric, pyroelectric and 

have high nonlinear optical and electro-optical coefficients and photorefractive sensitivity. These 
tý 

properties allow it to be used for optical and acoustic devices. These material properties are determined 

by the crystal structure, which is sensitive to physical and chemical effects 1481. 

Also with this material OXS based on directional couplers, MZI and DOS have been realised. 
Year Author Matrix Architecture Size Wavelength 

11111111 Innil 
Crosstalk Extinction 

[dill Ratio I(IRI 
Insertion De% ice Loss 
Loss I (IB I jdB/cn)J 

Drive speed 

- 1990 NI; ,C 8X8 DC 65 1300 20-30 6-12 85 V 
1994 1"fiessoll 8X8 DOS 15x8O 1550 < 15.5 9-15 j-105 
1995 ATT W DC 1300 22-45 8-11 10 
1996 NFU 8xg mz 1300 20-40 8-12 j--48 
1997 A FT 4x4 DOS 1300 <21 

Rel 149-531 

Tahle2.0 Optical switches in LiNbO; technolovy fabricated to date 
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Table2.6 shows reported switch arrays and their performances. Most of the devices present in literature 

are W switch arrays mostly working at 1300 run with reasonable crosstalk but relatively high insertion 

loss. The main problem of these devices is the large size plus they need high drive voltage. Furthermore, 

even if it is known that such materials can rapidly switch within few nanoseconds no mention is made 

about the reconfiguration time that could be high due to the number of driven switches. Finally because 

they are passive devices, signal restoration is necessary before and after the matrix switch. 
Despite these demonstrations the research was discontinued in the early 1990s because of technical 

limitations such as Polarization Dependent Loss (PDL) and crosstalk almost. These have since been 

resolved by the introduction of titanium diffusion in z-cut LiNb03 [48]. However the devices still suffer 

tight manufacturing tolerances, complex control circuits necessary to drive the switch matrix and low 

scalability of array architectures. 

2.2.3. Switching Using Polymer Materials 
As they can be easily combined with different materials, Polymer and Fused Silica produce interesting 

materials in terms of realising different functions inside integrated optics devices. Most of the research is 

based on Micro Electro Mechanical Systems (MEMS) or TO and EO effects. 
Over the past decade there has been a lot of interest in silicon-based MEMS. The research in this area has 

produced microscopic versions of many macro machines, widening the potential applications from 

display technologies to aeronautics, from chemistry to optical telecommunication. So far several optical 

switch architectures have been investigated. Most of them deploy an electrostatic moveable mirror in 

order to divert the input light to different outputs. In particular the voltage applied, between actuator-plate 

and substrate, generates an electrostatic force, which is able to tilt the mirror plate and redirect the light 

signal. Electrostatic actuation allows low-power consumption devices to be made with a typical switching 

power value of few microwatts. 
Year Author Switch Matrix Size Crosstalk Extinction Insertion Device Loss Drive Speed 

[mm] [dB] Ratio Will Loss Will dB/cml 
1998 AT&T FS-MOS 4x4 2.3x2.3 <-60 60 19.9 ±100V <700us 
1998 2xi 0.81 40V 64us 
1999 UCLA SI-MEMS W <-go 0.7 20V 60ous 
1999 BeIlLab Tilt-uMirr. 16xl6 <-30 85 20V 20us 

Ref. [54-57], * Fiber to Fiber Transuission Losses 

FS-MOS - Free Space Micrornachined Optical Switch Tilt-uMirr. - Tilting-MicroMuTors 
ST-MEMS - Stress Induced - Micro-Electro-Machined Svstem 

Table 2.7 Silicon based MEMS optical switches fabricated to date 

Table2.7 shows a summary of the main characteristics of this architecture. These MEMS based switches 
have very low crosstalk and high extinction ratio. The insertion loss is usually low but increases with the 

introduction of micro lenses. The switching speed is on average about half millisecond. This value is not 
fast enough to enable optical packet switching. However, such devices find a very good application in an 

emergency role for optical restoration mechanism [58]. Finally, for such devices, little mechanical stress 
investigation has been published so far. In fact in adopting moveable parts devices as these could have a 
low lifetime. 
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TO devices have a simple and flexible control of the switch. It is induced by a temperature change to the 

material, which creates a RI match between two waveguides. The rise in temperature is achieved by 

current injection and it is proportional to the dissipated electrical power density but inversely proportional 

to the thermal conductivity of the waveguide material. In particular, it has been demonstrated that "silica 

on silicon" waveguides require seven times more power than polymer waveguides to induce the same 

temperature difference [59]. 
Year Author Switch Matrix Material Size Crosstalk Extinction Insertion Device Loss Drive Speed 

[mm] [dB] Ratio Will Loss Will [dB/cm] [raw] 
1996 H-H-Institut DC W Polymer 7 < -40 6 0.85 20 Ims 
1996 H-H-Institut DOS W Polymer 25 < -25 - 6.5 0.9 >45 
1996 T-U-Berlin DOS W Polymer 8 >20 4* - 200 
1996 T-U-Berlin DOS Ix2 Polymer 8x7O -28.8 12.8 - <5w 250us 
1998 IQE-Zurich MZI W Silica U0.05 - 21 1 - 110 l8ous 
1998 ETRI-Korea MZ1 W Polymer 23 -20 - 4.5 0.6 low 2ms 
1998 NTr 2 MZI l6xl6 Silica IOOxlO7 -43 55 6.6 - 17W 
1999 NTT 2 MZI 8X8 Silica 68x68 -43.3 60.3 5.1 - 16W 
2000 H-H-Institut VDC lx2 Pol-Sil <-23 3.5 <0.8 <80 
2001 H-H-Institut VDC N8 Pol-Sil <-25 <5 <0.8 85 

Ref [60-691, * In Chip 

DC - Directional Coupler MZI. 2 MZI - Single, Double Mach Zehnder Interferometer 
DOS - Digital Optica Switch VDC - Vertical Directional Couoler 
Table2.8 Polymer & Silica on Silicon based optical switches fabricated to date 

Also, TO polymer and silica based optical crosspoint switches employ switching architectures like Mach- 

Zender interferometer, DC and digital optical switch. Table2.8 shows that such devices necessitate large 

areas, plus the crosstalk and the extinction ratio are never better than -25dB. This is thought to be due to 

the passive nature of the device. Improvements of crosstalk and extinction ratio can only be made by 

adopting double-switch architecture. Power consumption is dependent on the material and on the physics 

principle used, it can be low as 20mW and as high as 5W for a single switch. In particular the switch 

matrix has the total power consumption always dependent on the total number of switches turned in ON 

State. Finally the recovery speed is always in the order of milliseconds or hundreds of microseconds, 

which is too high value to allow optical packet routing. 
Another switching mechanism, which can be used with this kind of materials, adopts the EO effect. 
Year Author Switch Matrix Size Crosstalk Extinction Insertion Device Loss Drive Speed 

[mm] [dBj Ratio jdB] Loss [dB] [dB/cmj 
1995 ETRI-Korea DC W - <15 - 23V 
1997 ETRI-Korea MzI W -22 9-10 15V 
1997 AIST-Korea DOS Ix2 -16 >16 35,110V 
1999 ATST-Korea DOS IX2 -15 - 15V 

Ref. [72-751, * Fiber to Fiber Transmission Losses 

DC - Directional Coupler DOS - Digital Optical Switch 
MZI - Mach Zender Interferometer 

Table 2.9 Polymer based EO optical switches fabricated to date 

It is a very competitive technology in terms of switching speed because it is related to the phase 

relaxation time, corresponding to a few tens of ferntoseconds [70]. On other hand the manufacture of a 

switching device is very difficult because EO polymers contain non-linear molecules that have to be 

arranged in a non-centrosymmetric structure [71] obtained by spin deposition and electric field poling 

processing. Spin and coating look like simple processes but they need highly controlled operational 

conditions because a single pinhole can make the sample useless. The poling process, instead, is realised 
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by applying a strong electric field while the sample is heated and successively cooled. Also in this case 

operational conditions are very important because a small change of the temperature or a small change of 

the applied field can modify the process characteristics. 
Furthermore, most of the EO polymers need to be RI tuned by photo-bleaching process, in other words, 
by absorption of LTV-light the RI of the material can be reduced to a chosen value. All these fabrication 

conditions increase the difficulties to make and to repeat successful EO devices. As a confirmation 
Table2.9 shows that the real results achieved with EO technology, like crosstalk, extinction ratio and 
insertion loss, are never in agreement with the prediction from theoretic models. 

2.3. Examples Of Real Crosspoints 

To meet the necessities of the telecommunication service providers and the requirements of the market, so 
far only few suppliers have a ready to sell commercial product. This section investigates the most 
important OXSs available, to date, on the market. In particular it focuses on technologies adopted and 

characteristics achieved. 
The first in examination is aW matrix switch offered by NTT Electronics, which adopts switching units 
based on a double Mach-Zehnder Interferometer architecture, with TO phase shifters [76]. 

oitput 

r- --- ----------------------I 
Signal ---*. I --I,. lnpoA outm 

(On Statit) 

L -Iss-sw 
Lm; DI 

-------- 
21d SW 

Ther - tic 04b ------- 
Phne Skm er 

Figure2.7 Switching Unit Configuration 

When the switching unit of Figure2-7 has both MZ cells in "OFF state" the light, launched into the input 

port, is transmitted through the OFF path to the Output (OFF state). In the "ON state" the current injected 

into a arm of the MZ cell allows a different path redirecting the light to the Output (ON state). 
The specifications provided by the manufacturer, which are summarised in Table2.10 show that these 

switches have a small size, with a good extinction ratio and low polarization sensitivity. On the other 
hand the switch needs 3ms to recover and requires forced air-cooling. 

Item Specifleations 
Input/Output Port 8x 8(non-blocking) 
Operating Wavelength 1.55um region 
Insertion Loss <8dB 
Loss Uniformity <2dB 
Extinction Ratio >40dB 
PDL <0.5dB 
Return Loss >40dB 
Switching Speed <3ms 
Power Consumption <8W(PLC Module), 2.8W(drive circuit) 
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Operating Ambient Temperature 0 to 65 
Switching Control TTL Drive (+5V) 
Supply Voltage +24V±5% / 0.85A (max) 
Cooling Forced Air cooling required 

>1.5nVsec. Recommended) 
I Dimensions(W xDx H)* 145 x 156 x 23 mm 

*excluding PCB fixing Parts and fibers 

Table2.10 NTT electronics Sample Specifications Switch [77] 

Using two well-known technologies, silica Planar Lightwave Circuits (PLCs) and thermal inkjet 

technology, Agilent has made a basic building block for all-optical switch [78]. The Agilent photonic 

switch directs the light from an input to an output by using a thermal inkjet element. This creates a 
bubble, in an index-matching fluid at the intersection between the input and the desired output waveguide, 

that reflects the light by means of total internal reflection. 

TIR Poia FAI hole 

Crosspoint 

SWttchad 
tight 

Transmitted 
Light 

Waveguide tore 

Claddi 

am ContnA 

EW. W. noLh 

Figure2.8 Agilent Optical Switch Diagram [79] 

The company proposes two kind of photonic switches a 3202port and a dual 1602. Table2.11 reports 

the features of the 3202 port. 
Even if the declared characteristics of PDL, loss and crosstalk are appreciable the switching speed is the 

slowest seen so far. 

Item Features 

PDL <25 dB 
Switching speed <Ioms 
Loss <15 dB in a 512x512 WIXC matrix <5 dB in a WSXC matrix 

Uniform 3.5 dB for OADM express channels 
Crosstalk <-50 dB intelligent control sub- system and high-level API 
Transparent at 1300 and 1550 nm wavelength bands 
Subsystem connection 15V and 15V 
Table2.11 32x32 Agilent OXS features [80] 
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Agere Systems, former Microelectronics Group of Lucent Technologies, proposes a fully integrated 

Three-Dimensional (3D) MEMS optical switch. It is a 6404 matrix adopting, a 2-axis tilt min-or tr 
architecture [8 1]. 

The light from the input fiber hits the first tilt mirror, steers to a reflector that rebounds to a second tilt 

mirror. and finally is steered and coupled into the output fiber. Unfortunately, to date, the characteristics 

of' such a crosspoint switch are not available, however it has previously shown that "tilt mirror" 

architectures suffer an exhibit a slow switching time in the range of the tens ofms. C, Z- 
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Figure2.9 The Lucent 3D Optical Crossconnect 1821 

The three devices available on the market confirm that to date there is not an optical crosspoint switch 
that can be deployed for fast routing of data packets confirming that the challenge is still open. 
After the research of what has been investi-ated and what technology can supply to the market about 
OXSs, next section shows a novel OXS device, based on an active vertical coupler architecture, which 

satisfy the requirements to suit future optical packet routing networks. Its theoretical modelling, the 

manufacturing phases and the investigation of' its characteristics are treated in the next chapters of this 

thesis. 

2.4. A Highly Compact Crosspoint Architecture 

This section describes and discusses a noNel highly compact crosspoint architecture that is tile main 

subject of investigation of this thesis. 

The crosspoint, realised using quaternary (III-V) semiconductors deposited on top of an InP substrate, 

consists of two perpendicular groups of ridge passive waveouides which represent the inputs and the LI L- 
outputs of the OXS. On top of the waveguide crosses an active layer is deposited that together with the L- 
lower passive waveguide forms two Vertical Couplers (VC) as shown in Fioure2.10 (b). A Total Internal 

Reflection (TIR) mirror vertically penetrates the active waveL, -, uide with an angle of 45' with respect to the 
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two couplers directions. This turns the light direction of 90" redirecting the optical signal from the input 

to the output waveguide. 

adpa I 

Inputs 

Active 
Coupler Outputs 

7m 

(a) (b) 

Figure2.10 Layout of the 4x4 crosspoint switch array and schematic of a switch unit cell 

ýt 

The injection of carries into the two couplers turns the device in "ON state". It reduces the effective RI of 
the active upper waveguide matching the corresponding value of the bottom passive waveguide. In this 

situation the input signal injected into the input waveguide couples up to the upper waveguide at the first 

VC, is steered by the TIR mirror and couples down, at the second VC, to the bottom waveguide and so on 
to the cross output. Nevertheless, the presence of an active layer provides also optical gain that boosts the 

signal and consequently increases the ON/OFF contrast. 
When in "OFF state' the OXS is not biased, thus, the input optical signal travels along the input passive 
layer up to the bar output, Figure2.10(b) or to the next crosspoint cell when in 4x4 configuration as in 
Figure2.10(a). Because of the unmatched waveguides, only a small part of the input signal couples up to 
the active layer and thanks to the absorptive nature of such layer, the signal at the cross output is 

drastically reduced giving an ultra-low crosstalk. 

The Active Vertical Coupler 
In integrated optics applications the directional coupler is a very useful device when a low coupling 
length is required. In order to reduce the device length to values in the order of 100 ý= the coupling 

architecture needs to be changed from a planar waveguide design to the vertical waveguide design [83]. 

Technically a planar coupler necessitates a large spacing between the waveguides inducing a longer 

coupling length. Instead in the VC the growth process can be easily controlled within few nanometers 

allowing structures with very close layers which can become waveguides of a vertical directional coupler 

and hence reduces the coupling length to few hundred microns. 
Carrier injection in a p-i-n junction induces a RI change due to free-carrier plasma and 
bandfilling/shrinkage effects. Figure2.11 (a) shows the carrier density dependence from the total current 
injected in a p-i-n diode structure for four different thickness of the active layer which is I gm wide, 500 
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jim long, efficiency il=0.8 and has a p-doping of 10 18Crrf3 
. Figure2.11 (b) indicates how the RI changes at 

a wavelength of 1550 nm, with the material bandgap at a fixed carrier density value. 
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(a) (b) 
Figure2.1 1 Induced index change as a function of the currier density and hence of the total current, after 

[51] 

In particular the curves show a weak index change for wavelength below the bandgap, while becoming 

stronger closer to the bandgap due to the dominance of the bandfilling/shrinkage effect [5 11. 

These effects are polarization insensitive for bulk materials but not for MQWs that have a TE mode 
dominance which can be reduced or even cancelled by the introduction lattice strain into the MQW [85, 

861. 

Nevertheless, the speed is determined by the carrier lifetime, in other words the time it takes to eliminate 
free carriers from the semiconductor layer. This value is limited to approximately a few nanoseconds for 

current injection [20]. 

Vertical couplers have been realised adopting p-i-n structures[87-92] or similar design [93,941. However, 

all of them are based on passive design where both the coupling waveguides are made with passive 
layers, achieving switching only by RI variation An.. 

It will be seen, instead, that the optical crosspoint switch investigated in this thesis is realised using a p-i- 

n junction but the top layer is an active layer. This permit to add a second key parameter: the variation of 

the active layer gain Ag. This helps in both ON and OFF states of the crosspoint. In ON state gain is 

added to the switched signal while in OFF state the high absorption of the unbiased active layer suppress 

the crosstalk. It will be seen that from the model simulation the device can improve dramatically the 

switched optical signal and the crosstalk between bar and cross output. 

The vertical coupler description 

Figure2.12 surnmarised the basic p-i-n structure. Over the substrate a first layer is grown that acts as 

Lower Cladding (LC) for the Passive Lower Waveguide (PLM which stands above and represents the 

input and the bar output of the optical switch. Hence, a n-doped layer called spacing layer is in between 
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the (PI, W) and the Active Upper Wtiveguiele (AUW). The (AUW) is the i layer of the p-i-njunction and act 

as cross output. The InP upper cladding and the final cap IaYer in InGaAs complete the device. 

p+ - Cap Layer (CL) 

p- Upper Cladding (UC) L- 
i- Active Upper Waveguide (AUW) 

n- Spacing Layer (SL) 

n- Passive Lower Wave,, uide (PLW) 

11 -I ýt )\ý cI ('I add IIIL, (I C) 

11, 
SLII)ýAl ýIIC 

Figure2.12 Wafei layer structUl C t! 

In guide, reduces the RI, which matches with the value ofthe Jection ofcarriers, into the active upper wave, 

passive bottom waveguide allowing switching to occur. 

2.4.2. Total Internal Reflecting Mirror 

Fioure2.13 Total Internal Reflectino Mirror adapted to the OXS structure 

The TIR mirror plays a very importan I ro Ic in t tie snuctuie of such OXS. It enables the clev ice to he \crý 

compact compared to adopting S-Bend waveguides. Also, the realisation of' an S-Bend in such vertical L- 
waveouide architecture is more difficult than a 45' etch. C7 
TIR Mirrors have been already adopted in several crosspoint architectures 197-991 but because of the 

induced loss, their use inside a switching path is limited in number. I lowever, this is not a problem for the 

crosspoint proposed which includes just one mirror per path. 

Chapters 3 and 5 are dedicated to the design and to the fabrication ofthe crosspoint and give a complete 

analysis of TIR mirrors. 
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2.4.3. Advantages and problems of the Architecture 

For the nature of the material and physical principle adopted the optical crosspoint switch transition time 
is expected to be of few nanoseconds allowing packet switching routing. Furthermore the device has been 

designed to switch 100% of the signal from the input port to the cross-output port when in ON state and 

to reduce the crosstalk to a very low level in OFF state. 
Another key issue of the optical crosspoint is the connection with inputs and outputs fibers making the 
device size very important. Thanks to the Vertical Coupler structure the crosspoint result very small and it 

is limited only by the size of the input and output fibers. The chosen design will allow fibre-ribbon pitch. 

Inp t *ll tx ON state 

Inp 

--ON. 

To the next 
crosspoint 

Upper waveguide 
@ low loss state 

Upper waveguide 
@ high loss state 

Figure 2.14 Schematic of the ON and OFF state 

crosspoint 

Main route * Crosstalk route 

Optically passive directional -couplers are characterised by poor ON-OFF contrasts and high crosstalk due 

to the switching principle that is limited just to the RI change An. This is confirmed by prior-art devices 

which had shown ON-OFF contrast values inferior to 25dB [91-94], plus no mention is made about the 

crosstalk. This is mostly because when in ON-state the signal at the cross-output is penalised by the losses 

of the passive device while when in OFF-state the coupled signal into the cross-output is high giving as 

result a low ON-OFF contrast and high crosstalk. 

The proposed device instead, approaches the problem differently. An injection of carriers in a III-V 

semiconductor medium with gain, generates a simultaneous variation of RI An and gain Ag(Aa) is 

achieved,. Thus, is shown in Figure2.14, when in ON-state the carriers injected into the device reduce the 

RI An allowing the coupling and the switch of the optical signal to the cross Output. At the same time, in 

the active layer, a variation of gain Ag(Aa) is generated permitting to cover all the losses and possibly 

giving gain to the switched signal. 
On the other hand when the device is in OFF-state no carriers are injected into the crosspoint structure, 

hence, the optical signal travels along the passive waveguide to the Bar-output. Like for passive 

crosspoint switches also the proposed device has a leaking of optical signal in the cross output but in this 

case, because the device is not biased, the active region has an high absorption reducing the crosstalk at 

very low values. Such effect permits a very low crosstalk and a very high extinction ratio to be achieved. 
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2.5. Conclusion 

The current status of optical crosspoint switches has been investigated. This included analysis of the 

materials, architectures and physics principles involved. The study of the main crosspoint switches 

present in literature and in commerce has confirmed that the technology is not yet ready to make a device 

deployable in packet routing networks. Finally a novel OXS based on a vertical coupler architecture is 

introduced, which enables very ambitious targets to be achieved, such as: 

- Compactness: Size only limited by fibre diameter. 

- Speed: Fast enough to realise packets switching. 
Low Crosstalk: thanks to the double variation of RI An and gain Ag(Act). 

Spatially Scaleable: limited just by the losses of the passive waveguide. 
Low Power Consumption: just one switch per path. 
Easy to Fabricate: only two REE etching process and no regrowth involved. 
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Chapter 3 

Design of a highly compact, lossless 

vertical coupler optical space switch 

This chapter deals with the theoretic model used to design the vertical coupler switch presented in the 

previous chapter 2. 

It first does a theoretical analysis of each single layer of the VC followed by the coupling model. It 

investigates also the characteristics for the Total Internal Reflection (TIR) mirror and the waveguide 

crossing loss and crosstalk. The simulation of the OXS as a whole closes the chapter. 
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Glossary of the abbreviations 

(TIR) Total Internal Reflection 

(AVC) Active Vertical Coupler 

(LQ Lower Cladding 

(SL) Spacing Layer 

(PLW) Passive Lower Waveguide 

(UC) Upper Cladding 

(CL) Cap Layer 

(VC) Vertical Coupler 
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3.1. Motivation 

Future optical packet routing networks will require OXS with \cry short switching) times, low crosstalk. 

low power consumption, scalability compactness and other similar characteristics that make it suitable for 

the purpose. The challenge is to design a device based on the vertical coupler presented in the previous 

chapter and the desion is treated in the following sections of this chapter. 

It is hoped that using an active VC structure most of these targets can be achieved. in particular hi0h 

compactness, reconfi, (IL11-atiOll time in the order of nanoseconds, low crosstalk and high ON-OFF contrast. L- 

3.2. Active Vertical Coupler (AVC) 
This section gives a theoretical description of the wafer Structure. In particular describes each single layer 

and the their functions inside the vertical coupler. 

The AVC structure can be realised by MOVPE growth of 6 different main layers on a (100) InP substrate 

for effect carrier injection. Different doping level is adopted for each layer using Si as "n" and Zn as -p- 

dopant to make a p-i-n structure. 

The first layer, grown on the n+-InP substrate is "n" doped InP. It works as Lower Cladding (LC) 

permitting the device, together with the Spacing biver (SL), to confine the light into the InGaAsP Passive 

Lower Waveguide (PLW) between them. 

p' - InGaAs cap layer (CL) 

p- InP upper cladding (UC) t- 
i- InGaAsP active upper waVegUide (AUW) 

*- InP spacing layer (SL) I 
*- InGaAsP passive lower waveguide (PLW) 

;i- InP lower cladding (LC) 

c- InP substrate 

hpirc3.1 Wafer laNci-siructuic 

The PI-W is lightly n-doped and is designed to be low absorption at X=1500 nm and longer. It is made of 

MQW or bulk materials and is used to provide the input waveguide, the output wavegouide and one arm of 

the coupler for the OXS. 

On top of it the A assumes different functions with the OXS state. In "OFF state"it is the Lipper cladding 

for the PLW, in "ON state" it becomes a spacer between the PLW and the AUW. Its thickness is very 

important to the coupling analysis because larue thickness could reduce the Coupling factorl resulting in 

too Ion- coupling length. Small thickness instead could induce high loss tor light propagating in the Lý L- L, t, 
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PI-W. In the investi ation, the thickness adopted should give the best coupling factor - loss ratio for the 9 Z- r., 

layers adopted. Such a thickness value is fairly small compared with the distance between the waveguides 

achievable in horizontal couplers. In fact fabrication technology limitation often do not allow the two L- 
waveguides to be too close in horizontal structures. 

The AUW follows the spacing layer on the stack composition. It is undoped InGaAsP layer active at 

1550 nm made by a MQW or bulk material. The AUVV layer forms a p-i-n structure with surrounding, 

layers and is responsible for the switching function. 

InP Upper Cladding (UC) and InGaAs Cap LiYer (CL) stack on top of the A 1JW and use Zn as p and 

dopant. 

3.2.1. Passive Lower Waveguide 

As it has been shown the function of this layer is to carry the optical signal, which can be switched to the 

cross output or guided to the bar output, as shown in Figure3.2. Z- tý 

'frl 

Input 
10 

Cross output 
10 
P. 

Bar output 

Fioure3.2 Active Vertical Coupler: in light grey the Uppcr Active Waveouide t7 L, C a, in dark grey the Bottom Passive Wavetguide 

Thus, it is very important that such a layer have a low absorption at the working wavelength. Naturally, 

the PLW absorption is related to the structure design and it is kept low by adopting a PLW layer that 

becomes transparent at 1500 nm and longer wavelength. The possibility to get a PLW alloy compound 

able to satisfy such demand is investigated below. An analysis of the refractive index and of the 

confinement factor of such waveguide is also studied. 

3.2.1.1. The Inl -xGaxAsyPl -y alloy compound 

The PLW absorption on the signal path is related to the structure design and it is kept low by adopting a 

layer that becomes transparent at 1500 nm and longer. Thus it is inportant to find an In, 
-, 

Ga, As, Pl-, alloy I 
compound able to satisfy such demand. 

The calculation of the x and v fractions starts setting the wavelength bandgap which permit to achieve the v 

material energy -ap from the relation 

lic 
Ae 
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Eg can be expressed by a quadratic function as a function of the y value [1]. In particular the Pearsall 

theoretical relation (3.2), shows an excellent agreement with the experimental data [2] and gives y 

E, (y) = 0.149 y2 - 0.775 y+1.3 5 (3.2) 

Furthermore, the Inl, Ga., AsyP,. y to lattice matched InP requires the x value; 

x=_ 
0.1896y 

_ 
(0: ý Y: 5 1.0) (3.3) 

0.4176 - 0.0125y 

3.2.1.2. Refractive Index of the material 
Having obtained x and y values, it is useful to calculate the refractive index n(A) of the material, which 
can be related to the bandgap energy Eg and, in the transparency region below bandgap it can be 

expressed as [1] 

32 

n(A) =, Af(; ro) +1f (X,,, ) +B- (3.4) 
2 Eg +AO 

The numeric values A and B are a function of y [3] and are provided by 
A(y) = 8.40 - 3.40y (3-5) 
B(y) = 6.60 + 3.40y (3.6) 

flXo), AX,,. ), yýo, L. are respectively: 

f( 2 (3.7) 
X0 X; 

[2 
- 

(I 
+ X0 

)12 
+ X0 

)2 

f( 1 (3-8) 
XS XS 22 

0 
[2 

- (1 + ZsO) - (1 + x. )iI 

hco + flF (3.9) 

'XO = 
Eg 

hco + ir (3.10) 
XS0 = 

Eg +AO 

where 17 corresponds to the InP value: 0.36 eV [41 and E,, + Ao is defined [5] by the quadratic function: 

Eg (y) +A0=0.092 Y2 - 0.468y + 1.472 (3.11) 

The model presented can design the passive lower waveguide, which can be done with just one bulk layer 

or with MQWs. 

3-5 



Chapter 3- Design of a highly compact. lossless vertical coupler optical space switch 

3.2.1.3. Effective Refractive Index and Confinement Factor for the PLW 

structure 
In order to find out the PLW Effective Refractive Index neff and the Confinement Factor r for the TE 

fundamental mode the vectorial waveguide solver "Fimmwave" is used. The solver permits to model 2 

and 3 dimensional waveguide structures basing the calculation on the film mode matching method due to 
Subdo [6,7]. 

3.2.2. the Active Upper Layer 
The input optical signal, see Figure3.2, is switched to the cross output of the vertical coupler when current 
is injected into it. The refractive index of the active region is a function of the carrier density N, therefore 

of the current density J. As a result, by adjusting the current the refractive index can be matched to the 

respective value of the passive lower waveguide redirecting the signal to the cross output by the 

consequent strong optical coupling that happens. 
Also in this case the calculation of the x and y fractions for the In, 

-,, 
Ga,, AsyP, 

-y alloy compound of the 
AUL can be done following the (3.1), (3.2) and (3.3) with the condition that the layer becomes active at 
1550 nm (i. e., with ), gat -1550nm). 
Effective refractive index nff and confinement factor r for the TE fundamental mode in this case need to 
be calculated in both states: "OFF state" when the structure is not biased, N=O and "ON state" structure is 
biased with N calculated as follow. 

3.2.2.1. Carrier Density in an active region 
The analysis starts from the rata equation for carrier density N 

dN 
= 

RiI 
_N_ vg gNp dt qV r 

(3.12) 

The spontaneous emission term 
N 

can be described by the polynomial W+ BN2 + CN3 
. The term 

r 
Vg gNP can be neglected assuming input signal below saturation level and finally applying stationary 

condition, 
dN 

=0, the carrier density can be calculated by solving the following equation dt 

ýli j 
_, W + BN2 + CN3 =O 

(3.13) 

qh 
where h is the layer thickness, q the electron charge, i7i the injection efficiency and A, B, C are constants 
defined as in [8]. (3.13) express the carrier density as a function of the current density and the maximum 
J value is assumed to be 10,000 A/cm2. The parameter N found is consequently introduced into 

FIMMWAVE model that procures nff and r for the TE fundamental mode and for the particular 

structure given. 
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3.2.2.2. Gain and Differential Gain 

The injection of carriers into an active region [91 increases the gain from an unpumped absorption level to 

the transparency point. where the gain is zero. With further carrier injection the gain continues to rise. 

Figure 3.3 Gain vs. carrier density with (3.14) valid under limited range 

The relationship described and shown in Figure3.3, can be approximated by the linear function 

a(N - Nj 

expressing the gain as a function of the injected carrier density near the N, values. N is the transparency 

nsity, a is the diff carrier de erential gain dgIdN which for quaternary InGaAsP materials, is in the range of 
1.2 - 6x 10-16 cmý, depending on the structure being bulk or MQW, and for N, within 0.9 - LR1018 Cnf 3 

[9]. Fixing Ntr and with the carrier density values previously calculated, the gain g can be calculated as a 
function of the differential gain dgIdN. Finally fixing the differential gain dg1dN to an appropriate value 

the the modal gain <g>= rg is given, where r is the confinementfactor of the structure. 

3.2.3.2D Coupling Analysis 

Once the main parameters are calculated, characterising passive lower waveguide and the active upper 

waveguide of the Vertical Coupler (VC), the entire VC structure can be investigated. 

The section is split into 2-dimentional and the 3-dimentional mode coupling analysis. The first finds the 

correct carrier density 'N' value needed to match the refractive indices of the waveguides. The latter 

introduces the coupling length into the analysis extending the investigation to a 3D design. The correct 

VC length necessary to transfer the entire optical signal from the bottom to the top waveguide is decided 

as a result. 
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3.2.3.1. Coupling analysis between two single waveguides 

A first approach to the directional coupler analysis can be based on the coupled equations for the modes 

of each single waveguide. A light wave launched in one of the waveguides can be coupled into the other 

when the waveguides modes have equal phase velocity or equal propagation constants P, and P2. 

The propagation constant can be expressed in terms of refractive index with the equation [8]: 

[Re(, 8) +i lm(fl)] = kn +ia 
(3.15) 

2 
The notation Re and Im stand for the real and imaginary parts, respectively while k is the free space 

propagation constant defined by: 

2; r (3.16) 

n is the refractive index of the material and a represent the absorption coefficient. 
With active material n can be expressed with the relation 

n =n, +Anp (3.17) 

where n. is the refractive index of the unpumped material and Anp the amount which it changes in the 

presence of charge carriers. 
The term a instead is tied to the characteristics of the active material and can be deflinite by the: 

-rg + ait (3.18) 

with F confinement factor which is the part of the mode energy present in the active region and ai., 

representing the other internal losses. 

Usually a << kn making Im(ft) negligible reducing the (3.15) to 

,8= k(n. + Anp) (3.19) 

Thus in order to have the best energy coupling between two waveguides, indicated as 1 and 2, it is 

necessary that: 

=fl, 4 n, =n, 
(3.20) 

The (3.19) permits to use the effective refractive index, nff, for the two waveguides PLW and A UW, 

calculated in the previous section. Thanks to the active nature of the A UW that makes nff-Auw a function 

of the carrier density N. the (3.20) can be achieved. In fact, increasing N the neff AUW is reduced and 

equalised to the neff. pLw. 
It is clear that the bottom layer needs to be designed in order to have the neff-pLw in the range of the 

n, ff Auw variation and in particular depending from the position of neff-PLw, the coupler assume different 

characteristics as shown below. 

3-8 



Chapter 3- Design of a highly compact. losSless vertical coupler optical space switch 

nff pLw: 5 nff , 4uw_oFF_, mt, 

the two waveguides are almost matched when the coupler is in "OFF state", N=O, hence the A UW is 

highly absorptive making the device highly lossy. When in "ON state" the two waveguides are 

completely mismatched and no coupling can be achieved. 

neff-A UW-OFF-$tate neff-PLW ýý' neff-AW-ON-state 

the coupling occur when N is adjusted to a best coupling value, which is lower than maximum 

values achievable at the designed current density. The vertical coupler will lack gain and if N is 

further increased, the coupling will pass the optimised point. 
In this situation, in "OFF state" high quantity of light power can couple up into the AUW and be 

absorbed, increasing the loss. 

nff pLw %f 
_AMIý-ON.. state 

when in "ON state", N=N., the coupling is maximised and the highest level of gain is reached. The 

two waveguides are matched and all the light power is transferred from one waveguide to the other. 
On the other hand when the coupler is in "OFF state", N=O, the refractive indexes are different, the 
(3.20) is not verified anymore and no light power, or really little, is coupled from one waveguide to 

the other. Under this condition the best ON-OFF contrast and the best crosstalk is achieved. 
Effective refractive index OFF State 

Coupling Loss 
ON State 

Coupling Loss 
neff pLw! 5 neff A UW OFF state Yes High No 

n Auw oFp ,, >> n, ff pLw >n eff eff A UW ON state Partial I Hý 
ýh 

--Ve--s High 
n, ff PLW = nff A UW ON state No rV w Verv Low Yes No 

rablell Switching and Loss as a function of the neff of the PLW 

TableM surnmarises the theoretical characteristics of the optical vertical coupler at different nff values of 

the PLW. 

Therefore, it is very important to design a structure that 
1. allows maximumd,,, ff in AUW at a given current 
2. has PLW properly designed to fully exploit thisd,, ff 

3.2.3.2. Coupling analysis of the entire structure 
The previous section has given an approximate solution to the problem of the directional coupler which, 
has been expressed in terms of individual waveguides. However, from the theory of the directional 

coupler formulated by Marcuse [10], when two waveguides are inserted in a compound structure the 

resulting directional coupler cannot be treated as two different waveguides. It has to be expressed in terms 

of the modes of the compound structure which can be expressed in terms of even and odd super modes 

characterised by slightly different propagation constant, 6,, A, and shown in Figure3.4. 

Let us suppose the modes are propagating in the z direction, which is the same direction of the coupler 

path and let us assume that both fields are in phase at z=0, the resulting field Ej,, is given by the sum of 
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E, and E. Because of the different propagation constants the two modes will becorne out-of-phase 

after a lenoth L- 

z=L= 
- fi,, 

(3.21) 

-ence of the modes which practically rcsults in a the resulting field E 
Z, Cý after z=L is given by the diffet 

transfer of the light power from the bottom to the top waveguide as shown in Fig. 3.4. 

->- 

o 

)( 
____( 

L 
Figure3.4 The modes used for the coupling analysis 

z 

Nevertheless, in our particular situation the presence of an active layer makes the resulting field JE,,,,, l a 

function of the material gain. Hence, at z=0 JE I is expressed by the equations (3.22) 

Ei,, JE, 1, 
- 

JE,, I, =0- top waveguide 
(3.22) 

Ej, 
- bw 

E, Ib +IE,, 1, 
- bottom waveguide 

while at z=L JE,,,,, l is given by the (3.23) 

1E..... 

. (, )Pl = 
JEJ, exp(a,, L)+ JE,, I, exp(a, L) - top waveguide 

(3.23) 

E 
..... . bo, 

I=IE, Ib exp(a, L)-jEjexp(a,, L) -bottom waveguide 

Maximum energy transfer from one waveguide to the other is achieved when the second of the (3.23) is 
L- L- 

equal to zero. Furthermore, from the first of (3.22) it can be assumed that JE,. I, = JEJ, = JEJ, therefore the 

equations (3.23) become: 

IE.... 
fropI = 

JEJ, [exp(a,, L)+ exp(a,, L)l - top waveguide 
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- bottom waveguide 
(3.24) I Elb [exp(a,, L) - exp(a,, L)l 

I lence JE b,,, l =0 when u, = ct,, or in terms of refractive index when: 

IM(Il') = IM(Il") 4 11, ,= nio (3.25) 

(3.25) indicates that when a structure is matched in the real index so that perfect coupling) is achieved, the 

supermode should also have identical values. 

3.2.4.3D Coupling Analysis 

In order to exchange the optical signal between waveguides it is necessary to introduce a new parameter: L, Z, 

the propagation. Thus, the analysis moves from a 2D domain to a 3D domain by introdUCill" in the 

calculation the device lenoth. 
L- 

In particular under "ON state" conditions the output power can he expressed as it function ofthe coupling Zý 
len-th. Once again the solver Fimmwave can implement a model to find such results. The model Lý Z- 

simulates a Fidge waveguide coupler in "ON state" and expresses the transferred optical power its a 
function of the coupling len-th. The curves obtained show the best coupling len-th for the structure L- Cý L- 
analysed. Nevertheless, other very important parameters can be read such as the gain which is very 
important to understand if the structure is lossy or gainy. It needs to be taken in consideration that tile 

model shows the on chip characteristics but in reality one always has to add a few more dB of loss due to 

the fibers coupling loss. 

3.3. Optical Crosspoint Switch 

In the 4x4 matrix configuration, as shown in Fityure3.5, it is easy to understand that the loss is path 

dependent. The shortest path "In4- Outl- isjust subject to the PLW absorption loss and the TIR mirror 

loss. On the other hand, other paths, such us the longest one "Int -Out4", are affected by two more 

different kinds ofloss, which are: 

- OXS absorption loss in "OFF state" 

- Crossino loss 
C7 
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In 1 In 1 No Out 4 

In 2 off In 2 No Out 3 ff 

In 3' 

on 

In 3 1b Out 2 

In 4 In 4 10 Out 1 

Out 1 Out 2 Out 3 Out 4 

Fioure3.5 The 4x4 space switch matrix 

Next sections will (-, ive an overview of the losses involved in the model of the crosspoint switch. 

3.3.1. Total Internal Reflecting Mirror 

Redirecting an optical beam in a short distance is a key point of this device. Bearn steering can be realised 
using a bent waveguide but unfortunately, the shorter is the curvature radius, the higher is the bent loss. A C LI 
valid alternative is the Total Internal Reflecting mirror (TIR). 
Accordin, gy to the Fresnel equations IIII total internal reflection is achieved when the incident angle is 

equal or above the critical incident angle given by equation 3.26. 

(3.26) 
sin 0, 

11, licit 

and shown in Fiaure3.6 
v 

Fi-ure3.6 Critical anole and total internal reflection 

Theoretical studies upon semiconductor waveguide TIR mirrors can be found in literature and in 

particular it has been shown that for a 45' turning mirror almost all the incident power is above 0, hence 

the mirror can reflect the beam effectively t 12 1. It has also been shown that mirrors with loss <0.08 dB 

can be realised [ 13]. However TIR device suffer from fabrication limitations 1141 such as: 
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1. Loss Induced by Mirror Shift 

Due to photolithography misalignment error that can cause a wrong corner mirror position 1131. It is L- 4- 
discussed in detail in chapter 4, which is dedicated to the fabrication process. 

? Loss Induced by Mirror Tilt 

Figure3.7 shows a typical mirror tilt where 0, and (1), can cause a deviation from the 45" anole. The 

double layer mask used to realise the OXS, adopting, a set f-alig"I'lle"t photolithography process 

explained in next chapter, reduces the tilt 0, to a neglecting value. The vertical flip 0, is also a source 

of loss and is strongly related to the etching process chemistry. Verticality with I' off-set can be 

easily achieved 115 1 getting very good results in terms of loss. r-I r-I L- 

Fi, gure3.7 0, and 0, are the cause of tilt min-or losses 

Mirroi, Suýfiice Roughness 

Mirror Scattering is another important factor cause of' loss, It is produced by using a poor quality 

mask during the dry etching process 1161 or by a non-optimised etching "its mixture. L- Cý ý LI 
Under optimised conditions the total loss for a rIR mirror can be reduced to 1- 1.5 dB 1171. 

3.3.2. Crossing Loss 

As it has been previously shown the presence of waveguide crosses in the paths of the space switch 

matrix could limit the device performance. In particular in a 4x4 matrix, shown in Figurc3.5, the crosses 

can be up to 6 in the longest path. A rigorous calculation of the crossing loss and crosstalk has been Zý L- 

carried out by the colleague Mark Owen during his PhD. The model implemented and described in his C7 L- 
thesis 1181 shows a crossing loss of -0.008dB per cross which is completely negligible when compared 

with the other losses. 

3.3.3. Analysis of the optical crosspoint switch 
The model is realised with difterent blocks: two bottom waveouides to simulate the input and output, two Cý 
VCs and a top waveguide that represent the TIR mirror. It is based on the results achieved in the previous 

section while the TIR rnirror is assumed with a conservative loss of 1.5 dB. 
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barr ot 

MR 

U 

Figure3.8 Schematic representation of the OXS and a FIMWAVE simulation 

Using FIMMWAVE it is calculated the coupling as a function of the coupling length at the main points of 

the optical crosspoint switch: the Bar output, Cross output and the TIR mirror as illustrated in Figure3.8. 

The investigation is carried on for both "OFF state" and "ON state". Once found the coupling values the 

analysis can be extended from a single crosspoint switch up to NxN. However in this case another form of 

loss needs to be introduced: the crossing loss due to the crossing of the input and output passive 

waveguides as shown in Figure3.5. 

A first investigation to be carried on is the Optical Signal Transmission as a Function of the Path. It 

permits to have a better idea of the quality of the coupling permitting also to understand the maximum 

number of crosspoints, which can be introduced in a matrix switch without making any regeneration of 

the signal. 

Another test is the calculation of the Multipath Interference. This permits to understand the interaction 

between different signals once they are coupled in and redirected by the matrix switch. 

In next chapter it is shown that with the wafer structures used the maximum number of crosspoints is 

N=4, thus a 4x4 matrix switch will be also investigated. 

3A. Conclusions 

In this chapter theoretical analysis of the optical crosspoint switch has been given. Starting from the 

active coupler, the theory behind the calculation of the compound refractive indexes has been studied. 

The whole vertical coupler has been analysed. First a 2D followed by a 3D analysis has permitted the best 

coupling length to be achieved with the minimum current injection in the active region. The TIR mirror 

has been also briefly treated and the incurred loss has been shown. 

With all the information's about each single part, the OXS has been studied and it has been shown that 

the wafer that gives the best performances in terms of absorption, crosstalk, and scalability is MR1392 

made using bulk material layers. 
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In next chapter the fabrication of the 4x4-matrix switch will be discussed. The first section is dedicated to 

the fabrication process and will show all the clean room action taken in order to make the device. The 

following two sections are dedicated to the problems encountered during the manufacture. In particular 

one of the typical problems about the mask alignment is shown. In the second section REE-Dry etching 

process is approached. A novel sidewall passivation method has been proposed in order to ensure from 

the RIE etching problems. The process has been applied to Fabry-Perot ridge waveguide lasers and the 

results are shown. 
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Chapter 4 

Theoretical Characterisation of 
Different Vertical Coupler Structures 

This chapter analyses different wafer structures that have been designed prior to the developing of the 

model described in chapter 3. From all the structures investigated, 3 adopt different InP/InGaAsP bulk 

layers. The remaining 5 have an InGaAs/InGaAsP MQW structure for the Active Upper Waveguide 

(A UW) and the Lower Passive Waveguide (LPW). In each case the A UW adopts either the same material 
for the bulk structures or the same number of QWs for the MQW structures. Different materials or QW 

number are used for the PLW. 

Furthermore, only 4 structures have been grown as wafers, so throughout the chapter the characterisation 

will focus the analysis on only two wafer structures, one that uses bulk layers and another reahsed with 
MQW'S. 

The layout of these wafer structures is fully illustrated in Appendix 1 including composition thickness and 
doping level of each single layer. 
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Glossary of the abbreviations 

(AUW) Active Upper Waveguide 

(PLW) Passive Lower Waveguide 

(XT) Crosstalk 

(MI) Multipath Interference 

(MPI) Multi-Path Interchannel 

(SNR) Signal to Noise Ratio 
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4.1. Active Vertical Coupler Results 
From the analysis of each single layer this section goes through the first part of the model, described in 

section 3.2, permitting to verify and find a wafer structure that shows good results in terms of vertical 

coupling. 

1.1. Characterisation of the coupler waveguides 
Table4.1 shows the main parameters characterising the compounds involved in the design of the 

structures. The first 4 rows indicate the compounds involved in the bulk structures with the first 

representing the A UW layer and the others used for the PLW. 

Sample Bandgap 
wavelength 

[nm] 

Bandgap 
Energy 

NVI 

Composition Refractive 
index 

BuIkAUW 1550 0.8012 I no. 606GaAso. 846P 3.5355 
Vcwblkl 1500 0.8279 . InO 63GaAso. 795P 3.4943 
MR1392 1450 0.8564 

- 
Ino. 655GaASO. 743P 3.4599 

MR1394 1200 1.0348 Ino. 795GaAso. 445P 3.3179 
Barrier 1300 0.8329 1 

. 736GaAso. 572P 3.4878 
Well 1490 0.75* InO. 53GaAs 3.5770 
InP 920 1.35** InP 3.1662 

-vaiue measureci LIJ, " LIJ 
Table4.1 Passive lower waveguide layers of some Vertical Coupler structures 

The composition of barrier and well define the MQW layers for the MQW structures. In particular their 

number and their thickness are responsible for the wanted bandgap and refractive index value. 
Finally, last row shows the characteristics of the InP compound that is used for all the other layers. 

Sample Thickness Composition nrf r 
IAI 

VcwbIkI 2000 InO. 63GaAsO. 8P 3.2513 0.3845 
MR1392 2400 InO. 655GaASO. 743P 3.2628 0.4600 
MR1394 7000 InO 79jGaASO 445P 3.2580 0.7738 

Vcwmqw2 IIx 60 barrier Ino. 736GaA70.572P 3.2446 0.0869 
12 x 37 QW InO. 53GaAs 

Vcwmqw3 13 x 60 barrier InO. 736GaAso. 572P 3.2459 0.1021 
14 x 37 QW InO, 53GaAs 

MR1468 IIx 53 barrier InO. 736GaASO. 572P 3.2491 0.0878 
12 x 37 QW InO. 53GaAs 

MR1453 11 x 37 barrier InO. 736GaASO. 572P 3.2445 0.0878 
12 x 37 QW InO. 53GaAs 

Vcwmqw6 13 x 26 barrier InO. 736GaAsO. 572P 3.2460 0.1044 
1 14 x 37 QW , Ino jGaAs 

I 

Table4.2 nff and rof the passive lower waveguide 
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Inputting these values into Fimmwave model the Confinement Factor, Fand Effective Indexes, neff for the 

PLW and A UW are calculated at carrier density N=O. All the results are expressed for the TE fundamental 

mode at waveguide width of 3 pm and shown in Table4.2. 

As it has been shown, the carrier density N plays an important role in the definition of the A UW effective 

index and in the confinement factor. Thus, following equation (3.13) the carrier density can be expressed 

as a function of the current density, as plotted in Figure4.1. 

6. E+18 

5. E+18 

4. E+18 

3. E+18 

2, E+18 

l. E+18 

----------- 

r------------ 

-I-- 

O. E+00 4- 
O. OE+00 2, OE+03 4. OE+03 6. OE+03 S. OE+03 1. OE+04 1.2E+04 

current density, ACM2 

Figure 4.1 Carrier density as a function of current density 

N (bulk) 
N ý5mclwj 

Fixing the maximum current density up to 10,000 A/cm 2 it yields the values Nb,, Ik = 2.6x 1018 Cm -3 for the 

bulk waveguide and Nm, 2w=5xlO'8 CM, 3 for 5 MQWs waveguide. The calculated nff and F, when 

N=N ..... are surnmarised, together with values at N=O results are shown in Table4.3. 

Sample Thickness 
[A] 

Composition* N 
3 [CM-1 

nff r 

Vcwblkl 
BULK MR1392 2000 Ino. 

606GaAso. 84571P 
0 3.2737 0.4225 

MR1394 2.6x 1018 3.2501 0.3845 

Vcwmqw2 
Vcwmqw3 

MQW MR 1468 4x 120A barrier Ino. 736GaAso. 572P 
0 3.2485 0.0717 

MR1453 5x 75A QW InO. 53GaAs 5x 1018 3.2409 0.0682 
Vcwmqw6 , I I I 
* All the samples have the same active bulk or MQW compound structure 

Table4.3 nff and Fof the active layer region with different Carrier Densities 

Comparing Table 4.2 and 4.3, it can be seen that, as expected, most of the AUW designed have an 

effective refractive index higher than that of the bottom waveguide. Thus, when bias current is applied to 

the device, nff. A uw reduces to match neff-PLw enabling the coupling. 
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Information about the gain of the active material can also be achieved. Fixing N, at the conservative 

value of 1.5x 1018 CM-3 and N to the values indicated in Table4.3 with the help of equation (3.14), the gain 

g, as shown in Figure4.2, can be represented as a function of the differential gain dgIdN. 

2000 --------------- ------- --- 

---- 
1800 ----------------------------- 

II 

160D --------- I 
I 

i4oo -------------------------------------- 

------------- 

1200 --------T--------1------- 

800 --------------------------------------- 

800 --- --- ------------ 

400 ---------------4---------------------- 

20 --------------I---- 
--- --- ---- -1 -- ------- 

0 -4 
1 E-16 2 E-16 3 E-16 4 E-16 5E is 6 E-16 

DWfw, ntWi Gall 89/614. -2 

Figure4.2 Calculated material gain as a function of the differential gain 

F- --T ------ I ýýEkdlk VC. 
1- 5 mow, vcý 

From the experience done with 1.55[im materials grown at Sheffield we assume differential gain dgIdN 

for bulk and MQW to be 3x 10,16 and 4x 10-16 . Thus, with the confinement factor Fas shown in Table4.3, 

the modal gain <g>= Fg is given by <g>bulk=150 cm-1 <g>mQw-101 cm-1 respectively. 

4.1.2.2D Coupling characterisation 

From the refractive index data shown in Table 4.2 and 4.3 the different structures can be compared. In 

particular the analysis of the effective refractive index between upper and lower waveguide can give a lot 

of information about the quality of the coupling. The two charts shown in Figure4.3 and Figure4A help in 

this analysis. 
They compare the njf of the two waveguides, upper and lower, at the two levels of carrier density. 

Figure4.3, representing the MQWs structures, show that for MR 1468 nff pLw > lleff-AUk-No hence a device 

made with this structure cannot work at all. Perhaps it was designed as a coupler, which couples when not 

biased and decouples when biased. However, it cannot work because of the high absorption nature of the 

active layer when not biased. 

Following the suggestions of Table1l, wafer MR1453 is the only grown wafer which could work, 

achieving neff equalisation at N=2.445xl018cm'1. However, such a value is at half way of N range, 

therefore a device made with this material is expected with high coupling loss when in "OFF state" and 

high crosstalk when in "ON state". 
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325 

3248 

3246 

i 
3244 

3242 

324 

3 23a 

ý P.. - 

'Active- Ný50(Yl arvý3 
Actw - N. O. onil- 

3 238 

"-2 SW-4 MR 1468 MR1453 SWVCA 

Figure4.3 Upper and Lower effective refractive indexes comparison for MQWs structures 

Bulk materials have a smaller dependence on N range carrier density, which can vary between 0 and 

2.6x 1018 CM-3. Only wafer MR1392 has nff_pj_w near the lowest limit of nff. Auw. The two indexes match at 

N=2.3x 1018 CM-3 suggesting a good coupling with high ON-OFF contrast and low cross talk. 

The position between the two refractive indexes is very important from a coupling point of view. In next 

sections it will be shown that a structure as MR1453 is already not suitable for good couplings. Thus in 

the future the two wafer structures MR1453 and MR1392 will be used as example of bad and good 

devices respectively. 

3,275 

3.27 

3265 

3.26 

3.255 

3ý1 

3,245 

324 

pa-" 
A. ti- - N-0, ý13 

-AýW. -N-2.600'18CMIJ 

Figure4.4 Upper and Lower effective refractive indexes comparison for Bulk structures 
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However, the analysis done so far, for the reasons seen in the previous section 3.2.3.2, gives only 

qualitative coupling results. An investigation of the entire compound structure in terms of even and odd 

modes will be required [3]. 

Following the theory in section 3.2.3.2 the best coupling at ON state in the compound structure is 

calculated. It is achieved when the N value satisfy equation (3.25). 

00015 - -- ------ -- 

-0 OD02 --- ---- 

"26 -- -- 

-0 OW3 --- --- --- T--- 

"35 
20E. 18 2 IE. 18 2 2E. 10 2 -E-18 2 4E- 2 SE. I. 2 GE-la 2 7E. 18 2 SE. 16 2 9Eý18 3 OE. is 

N. -I 

Figure4.5 Supermode Int(n) as a function of the carrier density N for MR 145 3 MQW material 

Hence, expressing Ini(n) for both even and odd modes as a function of N, the condition im(n, )=im(n, ) is 

plotted and N,,, is found. 

The chart of Figure4.5 shows the plot of the Int(n) for wafer MR1453. Condition (3.25) is satisfied at 
N,,, =2.42x 1018 CM-3 in perfect agreement with the analysis of the previous section. 
The same representation is done also for the bulk structure MR1392 which shows a matching value at 

N,,, =2.32x 1018 cm -3 also in line with the previous analysis, Figure4.6. 
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Figure4.6 Supermode Ini(n) as a function of the carrier density N for MR 1392 bulk material 
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4.1-3.3D Coupling Characteristics 

So far, from the analysis two main structures have been identified: MR1453 and MR1392. The first one 

seems to have worse characteristics than the second one. The carrier density values necessary to switch 

the power from one waveguide to the other have also been found. 

10 

5 

0 

m 
0 

-10 CL 
S 
0 
L) 

-15 

-20 

. r.. 

Figure4.7 Coupling process in a 30%tm long MR1453 Vertical Coupler, which shows the transfer of Zý 
power from PLW to AUW 

Fix the carrier density at the values found and assume maximum length of 300[im, the coupled power is 

calculated as a function of the coupling length. The model simulates a 3gm wide ridge waveguide whose 

length increase from 0 up to 300gm. The structure used is MR1453 and MR1392 and the state is ON. 

At the correct N the MQW structure MR1453, see Figure4.7, shows the best coupling approximately at 

190pm reporting a gain of 8dB (mark 1). 

increasing the length of the device up to 290lirn the coupling is reduced and the output drops to -9dB 
(mark 2). This is expected because for longer length the power is coupled back to the bottom waveguide, 

but increasing the length further, the optical signal start coupling up again, (mark 3). 

As confirm of the better coupling, wafer MR1392 seems to reach the best coupling length at 30%tm, see 

Figure 4.8, achieving a gain output of about 7 dB. 

The values found are quite reasonable for the OXS design proposed. In fact this results allows the single 

coupler length being limited to within 220 lim. At this length the output signal for the coupler made with 

MR 145 3 reduces to 6 dB. 
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10 
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0 15 ------ --- --- 
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-25 ---- ---------- -- 

-30 
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Figure4.8 Coupling process in a 300ltm long MR1392 Vertical Coupler 

4.2. The Complete Crosspoint Structure: Losses and Crosstalk 

This section shows the calculated results of an entire OXS made with the two structures MR1453 and 
MR 1392. It is assumed that each vertical coupler is 200 lim long and when in "ON state", the carrier 
density is N= 2.42x 1018 and N= 2.32xIO18 CM-3 for MR1453 and MR1392 respectively. 
The transmission is calculated at the Bar output, Cross output and the TIR mirror as shown in Figure 4.9. 

The investigation is carried out for both "OFF state" and "ON state" and plotted in two different charts, 

which are divided in two main areas horizontally. The first half area expresses the optical signal along the 

two waveguides of the first VC, arriving at the bar output and on the TIR mirror in the centre of the chart. 

The second half, instead, represents the optical signal in the PLW of the second VC, or else on the cross 

output. 

4.2.1. MOW structure MR1453 

With the OXS in "OFF state" the device shows high absorption even when signals propagate along the 

PLW layer (curve: passive OFF Figure4.9). This has already been predicted as caused by the high 

refractive index value of the PLW (refer to Figure4.3) allowing the optical signal to be coupled into and 

absorbed (VC OFF) by A UW even in OFF state. This causes a loss in the bar-output transmission of 7dB - 
Naturally, the cross output also feels this residual coupling effect at OFF states showing a Crosstalk (XT) 

of almost -30 dB. 
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MR1453 (N=O, Cm-3) 

20 
first coupler TIR m irror 4 second coupler 

to ---------- --------- 

0 r---- 
'a 

OFF 5iv 
C? 

----- -----I V OFF 
OXS OFF 

-20 ------ ----- 

-30 ---- -- ---- --- ----- 

-40 - 
0 50 100 150 200 250 300 350 400 

Coupling Length, prn 

Figure4.9 Coupling process along the OXS coupler length for MQW MR 1453 at OFF state 
Passive OFF: Transmission at the bar-output when in OFF state 
VC OFF: Transmission at the end of the first VC when in OFF state 
OXS OFF: Transmission at the cross-output when in OFF state 

With the OXS in "ON state" the signal is clearly transferred into the AUW, reflected by the TIR mirror 

and coupled down to the cross output. Figure4.10 represent the ON state results, showing a gain of 

roughly l6dB at the cross-output and therefore, an ON-OFF contrast of 45dB. The optical signal at the 

bar-output drops in the first half of the first VC and rises up on the second part of it. This is thought 

because the input optical signal is coupled up during the first half of the coupler and coupled down, even 

amplified, during the second half. Thus at the bar end the optical signal transmission is slightly below 

than 8dB. In principle this high value is not very important because the others OXS down on the same 

line are all in OFF-state. However, this not true in terms of Multipath Interference (MI). A later section is 

completely dedicated to the problem. 
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MR1 453 (N=2.42x1 018, cryý3) 

I 
first coupler 1, TIR mirror- second coupler 

---------- 

117 111 
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Figure4.10 coupling ratio as a function of the coupling length for MQW MR 1453 
Passive ON: Transmission at the bar-output when in ON state 
VC ON: Transmission at the end of the first VC when in ON state 
OXS ON: Transmission at the cross-output when in ON state 

4.2.2. Bulk structure MR 1392 

MR1392 (N=O, CM'3) 

20 1111 

first coupler TIR mirror 4 second coupler 

10 

0 

T -10 ý 

. 20 ---- -- ,---- -- I------------- 

PF 
0 -30 ----------- 

-40 ----- 

-50 --------------- 

-60 
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Coupling Length, pm 

nive ON 

OXS ON 

P-' ve OFF 
V vc c OFF 
OXS OFF 

Figure4.1 I Coupling process along the OXS coupler length for Bulk MR 1392 at OFF state 
Passive OFF: Transmission at the bar-output when in OFF state 
VC OFF: Transmission at the end of the first VC when in OFF state 
OXS OFF: Transmission at the cross-output when in OFF state 
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The device made with the bulk structure MR1392 shows much better results. This is certainly due to the 

match of refractive index nff. Auw to the respective lleff-PLw at a lower value. 
With this material when the device is in "OFF state", as shown in Figure4.1 1, at the bar-output the optical 

signal transmission is attenuated by only 0.7 dB. At the other end, the cross-output, shows an excellent 

crosstalk of -52 dB due to reduced residual coupling. 
When the device is turned ON, as in Figure4.12, the signal transmission at the bar-output is attenuated by 

6 dB. The cross-output shows a gain slightly higher than 9 dB. By comparison with the respective value 

when the device is in "OFF state" the ON-OFF contrast calculated is higher than 61 dB. 

Let us now suppose to have a device slightly shorter, e. g. 175[tm coupling length, the "Passive ON" 

curve, shows a further reduction down to -8.5 dB. The gain drops from 9.08 dB to 8dB by only I dB, 

which can be considered negligible. 
The ON-OFF contrast instead reduces from 61.2 to 60dB. 

MR1 392 (N=2.32x1O'8, CM, 3) 

20 

first coupler TIR mirror-4 second coupler P, 
10 ---- -- -------------- 

0 ---. ---- 

. 10 

-20 --- --- ---- 

-30 

-40 

-50 

. 60 

---------- ---------- 

0 50 100 150 200 250 300 350 400 

COUPI Ing Length, pM 

Figure4.12 coupling ratio as a function of the coupling length for Bulk MR1392 
Passive ON: Transmission at the bar-output when in ON state 
VC ON: Transmission at the end of the first VC when in ON state 
OXS ON: Transmission at the cross-output when in ON state 

passive ON 
VC ON 
OXS ON 
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4.3. The U4 Matrix Switch 

In 

In 

In 

In 

Out 1 Out 2 Out 3 Out 4 

Figure4.13 The 4x4 switch matrix 

Using the results achieved in the previous section an accurate analysis of the 4x4 matrix switch device 

can be done. The 4x4 device includes 16 OXS's able to redirect the input optical to any output. As an 

example, when the signal of inputl (In 1) of figure4.13 is to be redirect to the output4 (Out 4), the forth 

switch in the first row has to be turned on. 
This section analyses the relation between optical signal transmission and the path taken. The 
investigation of inter-channel interference in presence of coherent and incoherent input signals follows. 
All the calculations use a OdB input optical signal and consider the waveguide crossing loss negligible, as 
shown in Chapter3. The absorption loss of the OXS in "OFF state" is represented by the transmission at 
the bar-output, and the gain of the OXS when in "ON state" is represented by the transmission at the cross 

output. 

4.3.1. Optical Signal Transmission as a Function of the Path 
In a 4x4 matrix switch the path length plays an important role in the signal redirection because, as shown 
in Figure4.13, the loss in the path In4-Out1 is less than in any other. 
Table4A and Table4.5 estimate the transmitted signal as a function of the path. The first column on the 

left and the last row at the bottom represent respectively the input and the output channels for the matrix 

switch as shown in Figure4.13. The other numbers, at the matrix intersection, represent the optical signal 

transmission at the output. For example the signal transmitted through path In4-Outl of the MR1453 

device is of 15.56 dB. 
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In 1 -5.46 -12.47 -19.47 -26.48 
In 2 1.55 -5.46 -12.47 -19.47 _ 
In 3 8.55 1.55 -5.46 -12.47 
In 4 15.56 1 8.55 1 1.55 1 

-5.46 
] lout 

1 
lout 

2 
lout 

3 
lout 

4 

Table4.4 Optical signal transmission at the cross-output for a MR1453 4x4matrix switch (data in dB) 

It can be seen that the structure MR1453 has high loss in most of the paths The difference between the 

shortest and the longest path is very high not making MR1453 wafer really suitable for applications. 
The results of device MR1392, shown in Table4.5 instead, confirm the high quality of the design. It does 

show an output signal in the range of 5 and 9dB gain respectively on the longest and shortest path. 

_In 
1 7.03 6.34 5.66 4.97 

_In 
2 7.71 7.03 6.34 5.66 

_In 
3 8.40 7.71 7.03 6.34 

In 4 9.081 8.40 7.71 
1 

7.03 
l 

out 11 out 2T 
- 

out 3 lout 4 
Table4.5 Optical signal transmission at the cross-output for a MR 1392 4x4matrix switch (data in dB) 

4.3.2. Multipath Interference in the 4x4 Matrix Switch Device 

It is also interesting to investigate the channel interference in terms of crosstalk. It can due to different 

reasons: 

- Crosstalk at the switching cell 
Crosstalk at the cross between waveguides 
Crosstalk coupled between waveguides 

The first one is the most important because it is strictly related to the wafer structure. As it has been 

shown for wafer MR1453, a device made with an approximate vertical coupler structure gives problems 
in terms of unwanted transmitted signal or high absorption loss. In particular the presence of a signal 

transmitted to the bar-output when the switch is in "ON state" highlight the problem that is going to be 

treated in this section. 
Before starting any analysis let us assume no power coupling between two parallel waveguides. This is 

due to the big separation gap of 250jum. Thus, the analysis is limited to the crosstalk due to the presence 

of the switch cells in the path and it is done with optically coherent and optically incoherent input signals. 

4-14 



Chapter 4- Theoretical Characterisation of Different Vertical Coupler Structures 

The total number of switching path combinations in a 4x4 matrix is 36 but in terms of multipath 
interference only two extreme cases need be treated. Following the layout of figure4.13, the matrix 

configurations are: 
CASE A: switches Inl-Outl, In2-Out2, In3-Out3, In4-Out4, in "ON state" 
CASE B: switches Inl-Out4, In2-Out3, In3-Out2, ln4-Outl, in "ON state". 

A1 -5.46 -27.09 -34.10 -41.10 
A2 -43.08 -5.46 -27.09 -34.10 
A3 -36.07 -43.08 -5.46 ' -27.09 
A4 

1 
--29.07T -. 

- 
71 -43.08 1 

1 
-5.46 

lout 
1 

lout 
2 

lout 
3 

lout 
4 

CASE A 

A1 -35.091 -42.09 -49.10 -26.48 
A2 -28.08 -35.09 -12.47 -49.10 
A3 -21.07 1.55 -35.09 -42.09 
A4 15.56 -21.07 -28.08 

1 
-35.09 

lout 
1l out 2 

lout 
3 

lout 
4 

CASE B 
Table 4.6 Multipath Interference for 4x4 matrix MR1453 (data in dB) 

Matrix switch made with wafer MR1453 shows poor results due to the high crosstalk. In particular all the 

outputs show an interchanel crosstalk as high as -21.63dB, which become -8.6ldB in the worst case 
between wavelength XI and )A on the output 4 as shown in Table4.6. 

Improved results are achieved with the wafer structure MR1392. In fact looking at Table 4.7 it can be 

seen that the situation is much improved. The worst case is with the matrix in configuration with switches 
In I -Out I, In2-Out2, In3-Out3, In4-Out4, in "ON state". 

A1 7.031 -65.73 -66.42 -67.10 
A2 -53.53 7.03 -65.73 -66.42 
A3 -52.85 -53.53 7.03 -65.73 

- -52.85 
1 

-53.53 
1 

7.03 
-I 

out 1 
lout 

2 
lOut 

3 
lout 

4 

CASE 
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A1 -59.631 -60.32 -61.00 4.97 

A2 -58.95 -59.63 6.34 -61-00 
A3 -58.26 7.71. -59.63. -60.32. 

9.08 -58.26 -58.95 -59.63 
Out 1 

1 
Out 2 Out 3 Out 4 

CASE B 

Tahle 4.7 Multipath Interference for 4x4 matrix MR 1392 (data in dB) 

I lowever, the results show in both situations that the MUltipath interference is almost negligible. In fact in t- L- 

the worst situation the interference crosstalk always lower than -52dB. Value this that becomes almost - 
60dB in the best configuration. 

4.3-2.1. Optically Incoherent Input Signals t' 

Four optical signals, 44 ý3, ý-4, are called incoherent when they differ in phase and in wavelentgth. The 

total Multi-Path hiterclumnel (MPI) is the sum ot'all incoherent crosstalk, and expressed by the tormula: 

P (4.1) 

where 1, is the absolute power of each channel. 

As result of it, it can be calculated the Signal to Noise Ratio (SNR) expressed by the: 

SNR(dB) = 10 log (4.2) C, 

PMPI 
The results for incoherent signals and MR1453 structure expressed in next Table4.8, represent both cases 

of Table4.6 a) and b). 

P 
'i 1 -5.461 -5.461 -5.461 -5.46 

Pm M"1 -28.141 -26.481 -26.211 -26.16 pi 

ut 1 lout 2 lout 3 lout 4 

CASF A 

Psional 15.561 1.55 -12.47 -26.48 
PMPI -20.14 -20.87 -27.26 -34.15 
SNR 

_35.70 
22.42 14a79 7.67 

--l iout 
1 

lout 
2 

lout 
3 

lout 
4 

CASE 13 

Table4.8. Multi Path Interference and Signal Noise Ratio for 4x4 matrix MR 1453, (all the data are 
expressed in dB) 
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The same can be done also for MR 1392, which results are shown in next Table4.9. 

Psianal 7.03 7.03 7.03 7.03 

PMPI -48.04 -50.05 -53.07 -61.61 

. 
SNR" 55.07 57.07 68.64 

l iout 
1 

lout 2 lout 3 
lout 4 

CASE A 

fsIgnal 9.08 7.71 6.34 4.971 

PMPI -54.14 -54.55 -55.01 -55.51 
ýSN 63.22 62.26 61.35 60.48 

l 
out I 

lout 
2 

lout 3 
lout 4 

CASE B 

Table4.9. Multi Path Interference and Signal Noise Ratio for 4x4 matrix MR1392 (data expressed in dB) 

4.3.2.2. Optically Coherent Input Signals 

The analysis become even worse for NM1453 with coherent input signals. In this case the signals have 

the same wavelength and the switched signal overlap with the others that generate interference strong 

enough to alter the real output. With well-designed material like MR1392 instead the interference signals 

are very low power that the contribution to the switched signal is almost imperceptible. 

(4.3) 
P PP 

2 MPI I+F 
With WI for coherent signals given by the (4.3) the SNR can be calculated for MR 145 3 

Psianal -5.46 -5.461 -5.46 -5.46 
PMPI -24.74 -23.49 -22.98 -22.76 
SNR, ', 19.28 -7.831 ,, '--, 17.52 7.30 

l 
out 1 lout 2 lout 3 lout 4 

CASE A 

Pslanal 15.56 1.551 -12.47 -26.48 
PMPI -16.75 -18.87 

1 
-24.35 -30.76 

, SNR,,, 32.31 
.- 

20.42 A 1.89 , 4.28 
I 

out 1 
lout 

2] Out 3 
lout 41 

CASE B 

Table4.10. Multi Path Interference and Signal Noise Ratio for 4x4 matrix MR1453 (data expressed in dB) 

And for structure MR1392 
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Palanal 7.03 7.03 7.03 7.03 

PMPI -43.29 -46.19 -50.17 -56.86 
50.31 53.22 -, -'63.89 

-I lout 
1 

lout 
2 

lout 
3 

lout 4 
CASE A 

. 

Esignal 9.08 7.71 6.34 4.97 

PMPI -49.39 -49.82 -50.28 -50.76 
ý"5"A 87 57.53 56.62 55.73 

i lout 
1 

lout 
2 lout 3 

lout 4 

CASE B 

Table4.11. Multi Path Interference and Signal Noise Ratio for 4A matrix MR1392 (data in dB) 

4.4. Conclusions 

Following the theoretical model of the previous chapter a characterisation of two vertical coupler 

structures already grown in earlier times has been given. From the first part of the investigation it has 

been possible to categorise material MR1453 as a bad example of design and MR1392 instead as a well 
designed structure. 
The first part of the 2D analysis is used to verify the position of the passive waveguide refractive index in 

between the range of the active waveguide refractive index, which reduce its value when carrier density is 

injected into the device. In particular MR1392 shows a nff pLw exactely half way of the nff Auw range 

while for MR1392 the refractive index equalisation is achieved at N=N,,.. The right value of carrier 
density necessary to get the best coupling between the two waveguides is calculated with the second part 

of the 2D model. The 3D model shows that both materials transfer all the power from one waveguide to 

the other within 200gm. 

At this point all the device is modelled and MR1453 device show a low ON-OFF contrast and an high 

crosstalk which make the device unsuitable in 4x4 matrix configuration. It is also affected by high 

multipath interference. 

MR1353 show a ON-OFF contrast as high as roughly 61dB and an excellent crosstalk of 52dB. This 

results permit to get a device with a very low multipath interference. 

In next chapter the fabrication of the 4x4 matrix switch will be discussed. 
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Chapter 5 

4X4 Crosspoint Fabrication 

After the theoretical analysis covered in the previous chapters, this part of the thesis describes working 

procedures and typical problems that are related to the fabrication of the optical crosspoint switch. 

Starting from the grown wafer, the first section of the chapter details all the fabrication phases involved. 

Then, it is analysed how the loss introduced by the fabrication can be attributed to the photolithography 

alignment and to the quality of the etch process adopted. 
Finally the descriptions of a novel process to passivate the sidewall of the ridge present in the switch cell 

close the chapter. The tests over a sample of ridge waveguide lasers confirm that this method can be 

introduced into the fabrication process of future OXS's. 
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Glossary of the abbreviations 

(DI) De-Ionised 

(RIE) Reactive Ion Etching 

(SEM) Scanning Electron Microscope 

(COD) Catastrophic Optical Damages 

(RW) Ridge Waveguide 

(OXS) Optical Crosspoint Switch 
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5.1. Fabrication Procedure 

5.1.1. Basi .c information 

From the theoretic simulation in the previous chapter, two wafers have been chosen for the realisation of 

the OXS. Wafer MR1453, based upon a MQW structure and wafer MR1392, which is realised with bulk 

material. 
The wafers are MOVPE grown upon a (100) InP substrate and based on an InGaAsP/InGaAs/InP 

multilayer structure. They have been made at the EPSRC III-V Central Facilities at the University of 
Sheffield. The OXS fabrication, instead, is completely executed at the Clean Room Facilities of the 
Optics Group of the University of Bristol. Appendix A shows the layer structure for both wafers MR1453 

and MR1392. 

The device is based on two different etching steps. The first one defines two perpendicular groups of 

ridge waveguides, 3 ýtm wide with a 250 Wn separation that form the input and the output of the OXS. 

The second etch, instead, realises the TIR mirror and defines the coupling regions. 

Mask2 - Ni 
Semiconductor Etch I 
110 waveguides definition 

Mask I' S'02 
Semiconductor Etch 2 
Vertical Coupler and TIR 
mirror definition 

Figure5.1 Masks and etch steps defines the shape of the crosspoint 

Si02 is used in order to passivate the device and contact windows are opened on it to permit the electrical 
connection. The p-contact and n-contact are obtained adopting Au based multilayers described in details 

in the next section. 

5.1.2. Fabrication Steps 

After a brief introduction to the process this part describes in details each single phase of the process. 
Different photolithography masks are used in particular to prepare the samples for the semiconductor 

etching steps and to open the p-contact window on top of the ridge of the crosspoint. 
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The process is divided into 3 main phases: 

" Preparation of the etching mask 

" Semiconductor dry etching 

0 Finally contacts realisation. 

Define TIR mirror and ridge waveguides (self aligned masks) 

Step Description 
Surface clean: realised using methanol/acetone/isopropanol ultrasound bath for 5min each, 
followed by rinse in De-Ionised (DI) water and blown dry with Nitrogen (N2)- 

Following the cleaning, Mask I is made on top of the semiconductor cap layer. The semiconductor etch 

with this mask defines the TIR mirror and the coupler length, see Figure5.1. 

Etch-Mask I: Sputter of 500nm of Silicon Dioxide (Si02) 

Etch-Mask I: Spin on photoresist S1805, prebake 30 minutes and photolithography exposure for 

35seconds using photolith maskl. Photoresist develop for 45 seconds by dipping the sample in 

MF319 positive developer. 

U4 
X/ 

Mask ý, ý mol mol ml ml 

A, - resist 
mm) ml ml mol 

K,,, 
Sio, 

mol ml mol ml 

mol mml ml ml 

Etch-Maskl: Thermal evaporation of 50 nm of Nickel (Ni) followed by photoresist, then lift off 
in acetone. 

77' 

5 Etch-Mask 1: Si02 dry etching inside Reactive Ion Etching (RIE) chamber with 

Hexafluoroethane (CA) ambient. Afterwards the Ni is removed by soaking the sample into a 

solution of Sulphuric Acid (1-12SO4), then rinse in RO water and dry up with N2. 
FH 
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Following Mask 2 is made on top of Mask 1. It defines the waveguides that, property aligned to the TIR 

mirrors, form the coupler and the passive waveguides that connect the switches, see Figure5.1. 

Etch-Mask 2: The process starts with the spins of a layer of S1805 photoresist and 

photolithography patterning as described in previous step 3. Thermal evaporation of 50nm of Ni 

follows and finally the lift off of the photoresist gives the right shape to the mask. The sample is 

then SiO2 etched as in the previous step and then ready to be semiconductor etched. 

1011110 0+ 
-77= 

P El EIIEI 
EI F El 10 I El 2 D 

5.1.2.2. Definition of the couplers by RIE dry etching 

The etching of the semiconductor layers is done in a reactive ion-etching chamber pre-vacuumed to a 
base pressure of 5xlO-' mTorr and then filled up with a Hydrogen/Methane (H2/CH4) gas mixture in flow 

rate of 10/13 sccm. Under such conditions the expected etch-rate is of; =50nm/min for InP and z30nm/min 
for InGaAsP at a power of 30OW and DC bias voltage of 40OV. 

Step Description 
Etch 1: The etching depth, of roughly I gm for both wafers, is decided by 

Depth Ist etch > 0.5 x spacing layer thickness + passive layer thickness 

Etch 1: First Oxygen (02) plasma ashing is carried out for a few minutes in order to get rid of 

any unwanted layer created during the previous Si02 etch. The InP RIE etching follows, 

making two trenches that go into the material according to the above requirement. 

Before starting the second etch, Etch-Mask2 in Ni has to be removed as shown in previous step 5. It 

reveals Etch-Maski in Si02. 

Etch 2: This etching step is used to make the TIR mirror and the ridge of the vertical coupler. 
This is a critical step because the mirror needs to be as smooth as possible with a vertical angle 

90*±2*. The etch-depth is =- 2.3 ýtrn (i. e., etched to the middle of the space layer) 
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10 MaskI removal: the immersion of the sample for few seconds into aqueous solution of 

Hydrogen Fluoride (RF) etches off the Si02 of Maskl. At this point of the process the sample 

looks like the figure shown below. The picture is a real sample seen under the Scanning 

Electron Microscope (SEM). 

, 
coupler 

TIR mirror 

! 'ý,, Passive 
Waveguide 

5.1.2.3. Window opening in Si02 for metal contact regions (self-aligned process) 

The top and back surface of the samples need to be metal coated in order to make the contacts. For the top 

p-contact layer, the samples are passivated with an isolation layer that is removed only from the top of the 

vertical couplers. The backside of the sample is first lapped removing a few hundred [im of InP substrate 

and then coated with a n-contact. 

Step Description 

II p-Side passivation: It is made by coating the top side of the samples with 160nm Of Si02- 

12 Contact Window mask: Spin on photoresist S1813 and prebake 30 min. Use of a reduced dose 

of UV exposure, 35 sec. with the window mask, then develop the photoresist for 45 sec. by 

immersing the sample in a beaker containing positive developer MF319. Rinse in DI water, 
blow dry with N2 and finally postbake for 30 sec. 

The reason to under-expose to the UV light it is because after photoresist spinning the sample 

has a layer that is thin on the ridges and becomes thick elsewhere. Thus, because our target is to 

remove only such thin layer the exposure necessary can be reduced. This will permit to clear 

only the top of the ridge and keep safe the sidewall from any unwanted SiO2 etch. 

fI 
photoresist 
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13 Contact Window opening: Si02 dry etching inside RIE chamber with C2F6 ambient.. The 

figure below shows that window open into the Si02 layer just on top of the coupler ridges 

4J7 

Then, the top layer is ready to be processed for the metal contact layer. 

14 12-contact: the metal contact is achieved by sputtering a nonalloy Titanium/Gold (Ti/Au 

100/400 nm) multilayer. 

15 Separation contact: the window mask is patterned as shown in point 12 but using exposure time 

of 120 secs, because the gold layer reflect the UV light, causing interference fringes in the 

resist. 

16 Separation contact: Gold wet etching with aqueous solution of Iodine-Potassium Iodide (ratio 

3/42). It is an etchant with etch rate as fast as 2500ksec. The Ti is dry etched in RIE chamber 

with SiC14 ambient 

Now the thickness of the samples needs to be reduced by lapping and polishing the backside. 

17 Wafer thinnin: The samples are fixed to the thinning chuck with wax and mechanically thinned 

down to the thickness of 100/120 ýtm using alumina powder. 

18 n-contact: After being removed from the chuck the samples are mounted up side down on a glass 

slide and coated with a multilayer made of Au/Ge/Au/Ni/Au 

71= 
The samples are ready to be cleaved in 4x4 or I x4 arrays and tested. 
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5.1.3. Wafer Layout 

The samples, which are 8x8 mm, are divided into four rows, with each one including OXS's with a 

coupling length ranging 100,150,200, and 220 gm. 

Each row is made up by four 4x4 OXS array sections, as shown in FigureS. 2 a), the sample layout and in 

Figure5.2 b), a partial picture of one 4A OXS array. 

8 1fll? l 

220, um 

200, um 

150 pin 

100 PIPI 

8 nun 

Figure5.2 OXS, wafer layout (left) and part of a 4x4 device prior to metalisation (right) 

Sixteen 4x4 array chips are cleaved from each sample, which measure approximately 1-1.5 mm 2 each. 
However, the devices can be further cleaved into single and I x2 switching cells, bonded up and tested. 

5.1.4. Etching Quality and final Test Device 

The previous section has shown that the OXS is fabricated with two etching steps. 
Shallow etch, which defines the two perpendicular groups of ridge passive waveguides. 
Deep etch, which defines the TIR mirror and the ridge of the vertical coupler. 

Both processes require high anisotropy and smoothness in order to reduce the waveguides scattering loss 

and to improve the reflectivity of the TIR mirror. 

Figure5.3 OXS, end of the second etch step 
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Etching quality is strongly related to the quality of the Ni/SiO, mask. Thus, the following section is 
C L- - LI 

dedicated to this relation and presents the problems incurred during the mask patterning and 

semicondLICtor etching stages. 

As for the metal contacts, it is well known that a good metalisation improves the electrical characteristics 

ofthe device and that the lower is the parasitic resistance the higher would be the operation frequency II 
LI 

It is also demonstrated that deposition by sputter evaporation does not introduce extra damages to the III- Cý 
V structure 121. Finally, nonalloyed p-type contacts are preferred with a particular attention for 

Titanium/Platinuni/Gold (Ti/Pt/Au) multilayer [31. 

ýl ) 1)) 

1-i,, 
-, ure5.4 OXS, ended and cleaved in 4x4 bar and particular of the separation contact 

All these considerations suggest the adoption of a3 metal layer as p-contact. I lowever, the presence of' 

the Pt, which is a material that cannot be wet etched, suggests the best way of separating the contacts is 

by a lift-off process. Because of the depth of the coupler ridge waveguide the samples need to be 

planarised before the pholoresist spinning. A new planarisation process was still under test and in the 

meantime the p-contact has been made with nonalloyed Ti/Au bilayer, capable of being separated by 

etchina instead of lift off. In this case Au is etched using a wet gold etchant diluted in water (1/5 ratio) 

while Ti can easily be removed in a RIE chamber with silicon-tetrachloride SiC14 ambient. 

Fi(, ure5.4 a) shows a cleaved 4x4OXS sample, with a zoom-in view of the metalisation contact, 

Fi, Yure5.4 b). The briohter re-ion is -old that ends LI V Just few microns before the end of the coupler. This do 

not affect the coupling characteristic of the device but allows a higher contact separation mask alignment Cý 
tolerance and reduces eventual parasites capacitance between couplers. 

5.2. Mask Alignment Problems 

It has already been stated that the device needs two etchino steps. Thus, it is necessary to make two etch C- 

mask layers (Ni/SiO-, ) with two photolithography steps. It is clear that the mask shape assume a ýci\ 
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important role for good etching results. The success of the switch is also related to the accurate alignment 

ofthe masks, as a twist or a shift between them can seriously deteriorate device performance. 

5.2.1. The Etch Mask 

The realisation of a well-made double rnask is very important. A smooth pattern minimises the mask- 

induced roughness durim, the semiconductor etching. A rough sidewall on the Fidoe increases the 

scattering losses. 

It has been shown before that the bilayer etch mask is realised with a Ni layer stacked on top of a layer of' 

SiO, The Ni layer is lifted off from the unwanted areas, while the pattern of the Si02 layer is made by 

dry etch, as described in steps 3 to 5 of the previous section. Because the etching of the TIR mirror is 
Cý 

achieved using the SiO, mask, it is very important that this mask has a very smooth edge and a very 

vertical profile. This is because a rough mask shape could be transferred into the semiconductor etching L_ L, 
profile, and a sloped etch mask profile would result in non-vertical etch profile in BIN semiconductor, 

both reducing the quality ofthe TIR mirror. 

Figure5.5 dry etched SiO, sample 

The gas mixture adopted for the etching of the mask plays a very important role in terms ol'smoothness 

and verticality. Fioure5.5 shows a2 ltm deep etch in a SiO sample with excellent verticality and C- 2 

smoothness worked out by a study on silica samples and carried out by it colleape, Chris Morgan, who LI 

works in silica and silicon passive devices. 

5.2.2. The TIR Mirror - Alignment Error 

Ni/SiO2 rnask definition reflects all its quality to the etched device below affecting smoothriess and 

verticality ofthe sidewall. However, it is not the only problem incurred. The alignment between the SiO, 
I- 

and Ni layers is also very important, because it defines the position of the TIR mirror relative to the 

waveguide cross. Figure5.6 and Figure5.7 below show pre and post etching results for different rnask L- 

ali-nments. The first figure (a) shows the mask composition where the striped pattern is the SiO, layer ,V L- - 
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laying below the Ni mask which defines the cross waveguides. The second figure (b) shows the sample at 

the end of the semiconductor etching. 

Figure5.6 shows a perfect alignment on the left hand side. In this case the Si02 masks edge exactly 

crosses corner to corner under the Ni mask. Hence, once etched the TIR mirror will be in the right 

position and at 45' with the passive waveguides direction. 

(a) (b) 

Figure5.6 LHS: Perfect Alignment; RHS: tilted 
(a) mask composition, (b) resulting etched sample 

(a) (b) 

The right hand side of Figure5.6, shows the two masks slightly twisted. In this case after the 

semiconductor etch the TIR mirror is not at a 45" angle, which may increase the losses. 

(a) (b) 

Figure5.7 mask misalignment due to shift error 

(a) mask composition, (b) resulting etched sample 

(a) (b) 

Figure5.7 shows how a shift can occur between the two masks. Once etched the mirror can be on either 

sides of the diagonal of the passive waveguides cross, thus high loss is expected. The test sample of 

Figure5.8 has a large mask misalignment placing the TIR mirror very far from the expected position 

represented in the picture by the dark line. 
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Figure5.8 Example of TIR Mirror misalignment 

Theoretically with a perfect alignment of the two masks and with no rough induced by the etching, loss of 
the mirror can be as low as 0.08dB [4]. However, the presence of pratical problems like mask 

misalignment and sidewall roughness increases the losses by I or 2 dB [5,6]. 

Mask tilt or mask shift are caused by limited photolithographic mask alignment accuracy which is in the 

order of ±0.5ýtm with our mask aligner. 
In our fabrication process, the mask tilt can almost be completely neglected because the alignment is done 

over a 6mm base line, thus if the mis-alignment at the two extreme points is lltm, the tilt angle is 0, is 

only 0.0095'. The mask shift introduced can be up to 0.5jtrn in both x and y direction. Therefore, the 

mirror can stand anywhere in the dotted window shown in Figure5.9 with a total shift tolerance 

A=0.707, wn or ±0.35pm from the ideal position. 

x *IY 

Ix 
A 

Figure5.9 Possible offset of the Mirror 

The displacement of the mirror can induce a reduction of the launch efficiency q between input and 

output waveguides. Such value is given by the overlap integral of the modes in the mirror plane S=(xy) 

and can be calculated as shown in [71 (Y11, W2 complex mode amplitude). 
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11 = 

* (X, ý)dCdV Yfl 
(X' ýW 

2 

(5.1) (ic, ý)dx(Fv 
fYf 

2 
(V W2 

-X' 
ý )dVCrV 

For quasi-TE modes with a strong dominance of E, Lind H, the field distribution ofthe input and OlItpUt 

mode in the mirror plane can be expressed by: 

(x, v)exp[- i E, (x, ý) =Ei 

E(v, y- V2A)exp 1 
(5.2) 

2 

where A is the shift tolerance. Applying equations 5.2 to 5.1 it has been found that for a 3prn waveguide 

and aA within 0.707pm the loss is less than O. 8dB. Furthermore, 5.2 do not take into consideration the tilt 

between the two wave('Llides, 0,, because 
L- ge Cý it can be neglected tog ther with the verticality of the mirror 

wail when his angle is of 90'±2' 181. L- 

5.3. Reactive Ion Etching (RIE) Problems 

The ridge waveguides in optoclectionics devices can he fabricated using two different processes: C wet 

chemical etchino or dry etchino. Wet etching is simple and can offer hi h selectivity. However, the Cý Z7 L- 9 

etching is otten isotropic or crystalloLgraphic, so dimension and profile control is very difficult. 

Dry etching is a low-pressure gaseous process where the reaction between an ionised gas mixture and the Cý L, 

material removes the material by forming volatile products. The process can be highly anisotropic. but 

can introduce deep damages to the etched semiconductor surface and sidewall due to energetic ion 

bombardment. This problem has been widely reported in literature showing that it can lead to optical and L- 
electric deoradation. In the followino subsections a brief theory of the RIE is presented with particular r! C! 
interest paid to the clarnages caused to the semiconductor lattice structure. Furthermore, a novel treatment L- 
able to enhance device electrical characteristic has been tested upon different ridge waveguidc Fabry- 

Perot lasers. Fabrication method and results will close the section. 

5.3.1. The RIE Process 

By definition RIF is the etching by ions which react with and remove substrate material 191. When a Z, 

surface is hit by in ion flux it is chemically attacked and gasificated. RIE is an anisotropic process and 

hioher etch eflect can be seen Iono the ion direction, see Figure5.10. In the other directions the etchim, is 

limited and it can be reduced or even eliminated by tuning the typical etching vaiiables like gas mixture, 

pressure, power, table temperature etc. 
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Positive lons 

Fiourc5.10 Reactive I oil H'Ic lit n, o, ani sot ropic c 

Fi-ure5.1 I shows the schematic representation of the RIE chamber. The sample lies on top of' a plate C 
which functions as cathode and the chamber acts as anode. The chamber is first pumped down to <5x 10 

mTorr. When the gas mixture is introduced into the chamber the pressure rise roughly up to 5- 

100 mTorr. With the RF toenerator turned ON, a plasma strikes and the reaction between samples and 

positive ions is facilitated. 

Figure5.1 I Schematic RIE chamber Z- 

For III/V semiconductors applications of different oas mixtures have been evaluated, which containinu, 

Chlorine (CW and Boron (Br) compounds 110]. However, the use of Methane Lind Hydrogen (('114111) for L- - 

InP etching gives the best surface morphology and anisotropy results [I 11. In this case different possible 

chemical reactions can occur between the gases and the semiconductor components, Indium (in), Gallium L- 

(Ga), Arsenic (As) and Phosphor (P). A possible one deploying GaAs 1121 is 

GaAs+ 3H ++ 3CH 3+ --> AsIl 3+ Ga(CH3 
)3 

(5.3) 

The same interaction for InP producing In(CH03 and PH3 volatile compounds 1131 L- 

InP + 3H' + 3CH; --->PH 3 
+Ill 

3 (54) 3 
(CH 

Time and ion tlux/power used defines the etching depth the etching characteristics change with the 

variation ofthe main process parameters as Table5.1 shows. 
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C114/H2 ratio Pressure DC Bias (RF power) 
Etch rate 
Selectivity 
Undercut 

+ve slope 
Facetting 

Table5.1 Etching results as a function of the process variables 

5.3.2. Sidewall Defects and Passivation 

Even if RIE based on CH41112 is the technique mostly used in In-contaming Ill-V semiconductors, these 

processes are not safe from inducing problems. Three main impairments are present on the sidewall 

surface ofan etched ridge: 

0 surface states 

mechanical damages 
L- 

0 hydrogmi diffusion 

Ec 

--------------------- Ef 
Surface 
States 

Ev 

FiOUre5.12 Energy band diagram of semiconductor at the termination L- L, 

In all the theoretical crystal models it is always supposed that the crystal lattice is perfectly periodic. This 

is not true on the surface, whicri means a termination of the periodic potential of the crystal lattice, as it 

result, localised states at the surface that reduce the potential on the surface is generated. The density of' 

the surface states is greatly increased by other factors. Chemical species that are absorbed on tile Surface 

can forms bonds with crystal elements, resulting in further modification of the surface. Mechanical 

damages generate on the surface of the crystal lattice increase also the localised states on the surface 

Furthermore, on the surface, hydrogen and other species, made free during the RIE process, recombines 

with the doped semiconductor molecules creating fault-containing zones that work as traps for the 

injected carriers. As a consequence of all these effects, the injected carriers, rather than passing through 

the p-i-n junction would by-pass it via recombination at these surface states and trap on the sidewall. This 

degrades the optoelectronics performances, even lead to the loss of the device 1141. 

It has also been proved that species such as H, deactivates the Zn acceptors in the InGaAs cap layers and 

in the InI1 layers 1151 increasing the contact resistance 1161. 
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Improvements in InP-based devices 1171 have been achieved using a double step treatment before the 

PECVD passivation. It is based oil dry UV-Ozone, which produce a stochiometric SurfaCe, followed by 

HF wet etching, that removes the surface oxides. It has also been shown that annealino recovers tile 

hydropen passivation damages 1181 and restores the Zn acceptors 115,161 to the near pre-etched ionisation 

levels. Polyamide is another material used to passivate InGaAs, InGaAsP, hil" and InGaAsl'/InP p-n 

junction structures, showing low and stable leakage current maintained for prolonged bias 1191.1 lowever, 

particular polyamides (e. g., Pyralin 2555) could have high optical absorption depending oil tile curin-g, 

conditions 1201 or could need specific curing steps that increase the difficulty and the lenoth of tile C7 L- 

process. 

GaAs, InP, and quaternary compound surfaces also react promptly with sulphur-contain agents. This 

process reduces the oxygen concentration on the etched sidewall, eliminating oxide species and creating a L- L- C7 

sulphide coating- layer. This layer has been shown to reduce the surface recombination current 

considerably 121J. Earlier studies have been carried out on GaAs surfaces J22J have shown that under 

Na, S treatment the oxides Ga103 and As'03 are dissolved. Quaternary compounds like AlGaInP have 

also been tested showing Catastrophic Optical Damage (COD) improvement up to 80(/( 1231. L- L- 
The crosspoint switch studied so far has a coupling length L of 200 ýtm a ridge width w of 3 jAm and a 

thickness (I of 0.2 ptm. The etched sidew(III sl(Ifilce is ofrougghly (200 x 0.2) x4= 160 where 4 is the 

number of sidewalls. The volitine (200 x 0-2x 3) = 120 pn' which take to a suifia-elvolitine ratio 

=413 ýati 1 necessitating a sidewall passivation step. However, some tests need to be done before 

introducing any passivation process into the crosspoint fabrication process. Thus, in the following section 

a novel sulphur based passivation process is tested on ridge wave, (-, uide lasers. 

5.3.3. Passivation Process 

Depth etched Ridge Waveguide (RW) Fabry-Perot lasers have been made using the same Optical 

Crosspoint Switch (OXS) wafer MR 1392. The choice to test the process on normal Fabry-Perot lasers is 

due to the simplicity of making them. In this case just one etch step is needed reducing time and 

difficulty. I lowever, the process involves identical fabrication steps with respect to the thickness and the 

same mask processes of Ni lift off and SiO, dry etching. 

Suq, A, - 4xdx1, 

2.3pin 

elVW-e 
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Figure5.13 Example of the chip treated with the novel passivation process 

Four samples are etched using CH4/H2 RIE process resulting in, on top of each one, ridge waveguides 

between 5 and 50l. Lm wide and depth of 2.3 - 2.5gm deep. After the mask is removed, half of the samples 

undergo surface passivation. 

The surface passivation process includes three stages. 

0 Wet etching 

This unselective fast wet etching [241 eliminates any surface layer that could have been mechanically 

damaged during the etching process. 

0 Sulphur Treatment 

This is realised by spinning an aqueous solution of Sodium Sulphide (Na2S) on the samples followed by 

baking. It generates a sidewall coating-layer that is stable during the device lifetime, able to reduce the 

recombination centres and to prevent the interaction with other elements. 
When the samples are removed from the oven, they are covered under a Na2S crust that needs to be 

removed by soaking in DI water and drying with N2. 

Sidewalls 

n Contact 
L. Olig terin 
passivation 

Figure5.14 Example of the device treated with the novel passivation process 

0 Permanent Passivation 

Contact 

In order to secure the sub-mono sulphide layer a 200nm layer Of Si02 coating is sputtered. 

Finally the samples are made ready for p and n-contact layers. The process follows the same steps as 

described in the previous section "5.1.2 Fabrication Steps". 

The finished samples are low temperature annealed in order to reduce the device resistance, to recover 

ulterior damages and to restore Zn acceptors. 

5.3.4. Passivated Test Device 

All the samples, whether passivated or not, have been cleaved into 400ýtrn bars, corresponding to the 

length of an OXS- The only lasers lasing were those with waveguide width of 5,10 and 20PM. The 

samples with waveguides width of 30,40 and 50gm do not lase, this is probably due to the large size of 

the ridge. 
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Figure5.15 Ll chart for passivated and unpassivated devices 

Figure 5.15 shows that the unpassivated samples do not work at all and, in particular, 5ýtm wide lasers 

tend to fail as soon they are forward biased. 
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Figure5.16 VJ curve for passivated and unpassivated samples 
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Passivated and annealed samples instead lase with a current threshold between 130 and 140mA. The 

different width of the ridge waveguides used suggests that the threshold should double with the doubling 

of the waveguide width. Unfortunately this does not happen and it is thought to be due to the high 

scattering loss present on the sidewall because of its rough surface. 

The V-J charts of Figure5.16 show two main changes between unpassivated and passivated and low 

temperature annealed devices. The first change is the rise in voltage threshold from around 0.3V up to 0.7 

- 0.75V close to the typical value of 0.8V at 1550nm. The change in the slope of the curves is also very 

important because it confirms an improvement of the device resistance, which shows a reduction down to 

40. 
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Table5.2 shows a comparison between unpassivated and passivated lasers. Each test has been carried out 

with an average number of at least 4 devices. 

Laser Ridge Width 
x Cavity Le gth 

No passivation 
No annnealing 

Passivation & 
Annealing 

D vice Resistance 
(Typical) 

Bulk 
5xQOýtm Device Dies 0.70V /-'120m ,A ; ý"- 41 80 
lOx4OOýtm 0.35V N. L 0.65V / 1.35mA 4.60 
20x4OOpm 0.2V N. L. 0.65V / 1.45mA 4. OQ 
30x4OOpm 0.3V N. L. 0.60V / 1.60mA 4.092 

MQW 
Device Dies' qOm'A 3x3OOpm LOV/ 5.2Q 

All laser etched 2.5grn deep. All data typical or average of 4 samples or more. 
N. L.: Not Lasing. 
Data shown are: I-V threshold voltage(VYL-1 threshold current(mA) 

Table5.2 Sidewall Passivation Results 

The bottom row of the table summarises the results achieved with the MQW wafer MR903, which is not a 

crosspoint structure but is a useful study. In fact with a ridge waveguide width of 3pm the voltage 

threshold is near IV and the current threshold is of 90niA. This current threshold may be high for a MQW 

structure but previously studies have shown that current threshold is similar in both studies such material 
has very low quantum efficiency [25]. 

From the general definition of External Quantum Efficiency expressed in (5.5) 

eA dP 
27 "x hc dI 

where 

e= Electron Charge, 

A= Optical Wavelength, 

c= light speed, 
h= Plank Constant, 

dP1dI can be calculated from the LI curve, 

(5.5) 

of 7.5 % The external efficiency can be calculated, which is il, = 10.0 % for wet etched devices and 71, 

for RIE etched, passivated and annealed devices. 
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Figure5.17 LI curves for wet etched [251 and dry etched and passivated device 

Wet etching is considered to give the best laser efficiency because it does not introduce etch damage 

related carrier leakage problems. Thus, from the comparison of the two values achieved it can be said that 

all the RIE induced degradation is largely recovered by the passivation. The external efficiency difference 

can be due to the sidewall scattering loss generated by the higher sidewall roughness in the deep dry- 

etched structures, as the previous wet-etched devices are shallow ridge waveguide devices. 

5.4. Conclusion 

In this chapter the fabrication phases involved in the crosspoint have been discussed. The importance of 

the etching steps has been highlighted because a good semiconductor etching with flat and smooth 

sidewalls plus high miffor verticality would reduce the device losses. The results are directly dependent 

on the mask resolution and on the RIE etching process. Mask quality plays a very important role for the 

etching process because a good pattern mask and a good TIR miffor mask alignment will influence the 

sidewall flatness and its verticality. 

On the other hand, RIE process induces device degradation due to ion bombardment damages and carrier 

traps on the sidewall. This causes the bias current to leak through the sidewall recombination path rather 

than the PIN junction. A novel passivation process able to drastically reduce such a problem has been 

tested. It involves wet etching, sulphur passivation, Si02 passivation and annealing, all of which 

counteracting particular effects generated by the dry etch. 

In the next chapter the test results of the novel optical crosspoint switch will be shown. Starting with the 

characterisation of each single layer the chapter moves to the dynamic characteristics of the device. 

Finally the device is used as all-optical switch showing the flexibility in being used without any bias 

current injected. 
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Chapter 6 

Characterisation of Crosspoint 

Switches 

Chapter 6 is dedicated to the characterisation of the novel Optical Crosspoint Switch (OXS) designed, 

modelled and fabricated as described in the previous chapters of this thesis. It is divided into 4 main 

sections. 
The first one is dedicated to the characterisation of the Vertical Coupler (VC) structure base of the device. 

It pays particular attention to the parameters of transparency wavelength and losses of the bottom passive 
layer of such a VC. The top layer of the VC is an active layer, hence when it is cleaved in such a way to 

obtain a Fabry-Perot (FP) laser, it can be characterised in terms of current and voltage threshold, 

resistance and operating wavelength. 

Section 2 describes the switching characteristics for single cell and arrayed cells of the complete OXS. 

The analysis of these characteristics determine ON-OFF contrast, interchannel crosstalk and device loss 

in ON state. 
Section 3 is dedicated to the dynamic characteristics of the device. Results showing successful device 

operation as a 622Mb/s optical modulator are presented. The open eye diagram and correctly recovered 
data output confirm that the switching time of the device is sufficiently fast to permit optical packet 

routing. This successful result is used to introduce the next chapter, which is dedicated to optical packet 

routing applications. 
The final section follows with the description of an attempt to use the device as a non-linear all-optical 

switch. Switching characteristics are investigated using a powerful optical signal used as carrier pump. 

The results of two main test experiments are considered: one based on Continuos Wave (CW) self- 

switching signal and the second using a short pulsed pump signal. 

6-1 



Chapter 6- Wafer Characterisation 

Glossary of the abbreviations 

(OXS) Optical Crosspoint Switch 

(VC) Vertical Coupler 

(FP) Fabry-Perot 

(CW) Continuos Wave 

(PLNV) Passive Lower Waveguide 

(AUW) Active Upper Waveguide 

(TIR) Total Internal Reflection 

(OBPF) Optical BandPass Filter 

(OSA) Optical Spectrum Analyser 

(PRBS) Pseudo Random Bit Sequence 

(TOAD) Terahertz Optical Asymmetric Demultiplexer 

(CPMZ) Colliding-Pulse Mach-Zender 

(SMZ) Symmetric Mach-Zender 

(EDFA) Erbium Doped Fiber Amplifier 

(DCF) Dispersion Compensation Fiber (DCF) 

(VOA) Variable Optical Attenuator 

(PC) Polarisation Controller 

(TL) Tuneable Laser 

(PM) Power Meter 
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6.1. Layers Test 

This section describes the characteristics of each single waveguide layer, in the device under test. Initially 

the bottom waveguide is analysed and the transparency wavelength is found from the measured 

transmission characteristics. Then, following a theoretical introduction, the losses in the device are 

calculated using the experimental results obtained by ripple effect in a passive FP cavity [IJ. 

A second subsection will introduce devices cleaved as lasers for the analysis of the active top waveguide. 
This permits L-1, V-1 and spectra curves to be obtained, which allow the current and voltage threshold, 

resistance and operating wavelength to be specified. 

6.1.1. Loss Measurement on the Passive Layer 

Two samples, cleaved from the same wafer MR1392, have been used for characterising the Passive 

Lower Waveguide (PLW) loss. Sample one is a PLW sample 400 ltm long, obtained from the region 
between two 4x4 matrix switches. Sample 2 is 800 jim long and includes two actual switch units on it. 
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Figure6.1 Transmission characteristics vs wavelength 

Injecting light at different wavelengths into the first sample and reading the output from the other end 

allows the observation of the transmission curve as a function of the wavelength, shown in Figure6. I. As 

shown in the previous chapters, the waveguide structure is designed to become transparent at wavelength 

above 1500 nm. This is confirmed from the experimental curve that shows first a rise of the fiber to fiber 

transmission from -55dB up to -22dB. For wavelength of 1530nm and above the transmission become 

flat, indicating an end to the band edge absorption tail at - 1530nm, therefore low loss for - 1550nm. 
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However, because a total fibre coupling loss of approximately IMB is known to exist for the two facets, 

the cavity losses in the waveguide cannot be determined by simple methods. 

A better method for measuring the waveguide loss uses the resonant effect in a FP cavity I I]. Let, s 

consider such cavity and call Transmitted and Reflected power signal at the mirror planes T and R 

respectively. 

Mirror 

kil 

op 

Figure6.2 Schematic Fabry-Perot cavity 

The total outgoing wave T resultant at one mirror output of the cavity can be expressed, with the 

geometrical progression (6.1) 

aTe -av (I+ R e-"e-24 +R2e -'26e -4cd + 
... 

)= aTe-"' 
-2cd 

(6.1) 
1-R e-'6e 

where a is the amplitude of the initial incident light source. Assuming also that the first transmitted beam 

has phase 5=0, the intensity P can be calculated 

P=2a2TK with K= e-2cd (6.2) 
1+RK- 2RKCos(5 

Where K represent the Total Cavitýv Absorption. It can be seen that the intensity P is a function of the 

phase Sand thus K can be calculated as a function Of Pinax/Pmin- 

P 
a,, 

(1+ RK 
)2 Pmin 

M4 K- (6.3) 
P. 

in 
(I 

- RK)2 
+ -fý 

ax 

r; 

main 

Figure6-3 plots the experimental data showing the transmission as a function of the wavelength due to the 

FP resonance. They are measured at a working wavelength range of 1550-1552 nm. Hence, injecting a 
light signal into the cavity and scanning the cavity as a function of the wavelength P.,, IP.,. can be 

calculated. From Fresnel equations [21, the mirror reflectivitY factor R can be fixed at 30% when the 

material is InGaAsP. 

Thus, Following the results achieved respectively for the simple waveguide device (Figure6.3a) and for 

the double crosspoint included device (Figure6.3b), K can be calculated. 

/-1 

min 
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Transmission Bottom Wavegulde Including 2 OXS 
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Figure6.3 Fabry-Perot resonant effect of the bottom layer 

0 Simple waveguide device (Figure6.3a) 
P max(dBm) -33.543 

_P�lax - 
10 10 10 10 

- Pmin(dBm)- ==3.253 -> K=0.955 = -0.198 dB 38.666 P. 
in 10 10 10 10 

double crosspoint included device (Figure6.3b) 
Pmax(dBm) -34.190 

P'llax 10 10 10 10 

- -11ini = --7-- -9 = 1.185 4K=0.141 = -8.498 dB n(dBm) ,4 27 P 
Min 10 10 10 10 

Let us make a complete loss analysis for both samples and summarise it in Figure6.4. 

it is known that the total fibre coupling loss for the two facets are approximately IMB while 3 dB are lost 

at the facets for light reflection. 

-0.14 4- 

Figure6.4 Simple waveguide and double crosspoint samples loss 

From the first sample results, using the formula (6.4), absorption a of 0.58cm-1 for the PLW is calculated. 

K[dB] = 10log(e-24) => a=-K db with 10log(e) = 4.3 (6-4) 
2*4.3*1 

value this that at working wavelength is quite low and can be neglected. 

From the second sample it can be deduced that the vertical coupler absorbs -4dB over 200ýun length 

showing an absorption a for the PLW of 23.26cm". By comparison with the theoretical results of chapter 

3 such value is more than double the calculated value, 1.5 dB. A reason of it could be due to a low active 

material absorption a assumed, in the simulation, of 5000cm-1. Therefore, from the proportion with the 

loss, it has to increase of a factor 2.6, which means ct = 13000 cm-1. 
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K[dB] - 2ul =* 
K 

ex =4=2.6 =* acorrecied = 2.6 *a= 13000 cin-' (6-5) 
K��, 1.5 

6.1.2. The Switch Cleaved as Laser - Active Layer Test 

This section shows the investigation of the active layer of the crosspoint switch. It shows that, by cleaving 

the OXS like a laser, the active layer can be characterised. 

In the fabrication chapter it has been shown that, in order to minimise the back reflections, the ends of the 

coupler are terminated with Brewster angle etched facets. Cleaving the crosspoint switch on the dotted 

lines shown in figure6.5 allows us to get rid of the angled terminal and replace it with two facet mirrors, 

realising a Fabry-Perot cavity laser, containing both active sections and the TIR mirror as shown in 

Figure6-5. 

The bias of the device with 1% duty cycle current pulses generates light inside the active cavity that is 

picked up by a lensed fiber aligned to the mirror facet and measured with a power meter (PM). 

ving lines 

Figure6.5 Cleaving lines where the crosspoint switch is cleaved 

The LI curve measured and shown in Figure6.6. is characterised by a current threshold just below 

100 mA and an average power of 9 pW (or 0.9mW peak power) at 160 mA. The difference between the 

two facets is thought to be due to the slightly different reflectivity values of the cleaved mirrors. 
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Figure6.6 also shows the VI curve that is characterised by a voltage threshold of 0.65 V. Such a low value 

shows that the device is affected by current leakage along the sidewall. The measured resistance is higher 

than 9 0, this is probably due to the low N-doping levels characterising the wafer structure [91. 
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Figure6.7 Spectrum without temperature control of the device 

Figure6.7 shows the measured emission spectrum at different bias currents with a peak wavelength of 

1565 m-n achieved at 100 mA. It can be observed that with the increase of the current the lasing peak 

suffers a shift to longer wavelengths due to bandgap shrinkage [4]. 

6.2. Single Cell and Array Switching Characteristic 

After an initial characterisation of each single waveguide layer, this section treats the testing of the whole 

device. Using the sample containing 2 optical crosspoint switches described in the previous section. the 

transmission characteristic curves are determined with a focus on ON-OFF contrast values and Crosstalk. 

However, before the experiment description, it is useful to repeat of some definitions given in the past 

chapters. 
The switch is in "ON" state: when bias current is injected onto the device. This produces an increase 

of carriers, which is able to reduce the refractive index of the active upper layer down to the same 

value of the lower waveguide. This allows the light signal to couple from one waveguide to the other. 

Hence, the input optical signal couples strongly from the PLW to the Active Upper Waveguide 

(AUW), reflected by the Total Internal Reflection (TIR) mirror, then coupled down to the PLW and 

croSs-OUtpUt. 
The switch is in "OFF" state: when no carrier is injected. Thus, an ultra-low crosstalk level is 

expected by the combination of a much weakened signal coupling into the active upper waveguide 

6-7 

Spectrum of MR1392 Xpoint cleaved as laser 



Chapter 6- Wafer Characterisation 

and the drastic attenuation of any residual coupled signal by the highly absorptive nature of the active 

layer. 

6.2.1. Crosspoint: The Single Switch 

Figure6.8 shows the experimental set-up used for finding out the switching characteristics. The input 

optical signal, generated by a Tuneable Laser (TL) source tuned at X=1548 nm, is first split by a 3dB 

coupler. At one branch the input optical power is monitored. The other branch is passed through a 

Polarisation Controller (PC) and finally coupled into the device using a commercial SMF fiber tens. The 

measured power at the fiber lens is-5 dBm. 

PC 

Tunable Laser r 
I 

er Lýýp N 

Figure6.8 Schematic experimental Set-up used for the switching characteristic 

Each switch cell has two VCs of 150 pin length. At its output the switched signal is coupled into a lensed 

fiber, filtered by an Optical BandPass Filter (OBPF) to reduce the spontaneous emission generated by the 

device, and then measured by an Optical Spectrum Analyser (OSA) set as PM. 

Forward biasing the VCs activates the switch. A computer through GPIB interface drives the current 

source and reads the OSA input power values. 

0 

-10 
13 

c: ý20 
0 

, E-30 

, h-40 

YC-50 
0 

-60 

70 

6-8 

0 50 100 150 200 
Switching current, mA 



Chapter 6- Wafer Characterisation 

Figure: 6.9 Switching characteristics of the crosspoint switch unit cell 

Figure6.9 shows the switching characteristic of a switching cell and in particular, in "OFF' state (injected 

current =0) it shows an on chip crosstalk as low as -62 dB. In "ON" state, instead, with current at 70 mA, 
the ON-OFF contrast is, 45 dB, and further increases to higher than 50 dB as the current value increases 

up to 160 mA. 
Comparing the experimental result and the simulation values, shown in Table6.1, the real device shows 
better performances than the simulated one. 

ON-OFF Contrast 

Experimental Simulation 
""Others 

50db 45db < 25dB 

Crosstalk 

Experimental Simulation Others 

-62dB 1 -30dB I 

Table6.1 Comparison between experimental, simulation results and literature 

This is expected due to the low active material absorption a assumed during the simulation. In fact, from 

the (6.5), an increase of a up to 13000 cm71 will lower the Crosstalk down to -30 x 2.6 = -78 dB and as a 

consequence of it will increase the ON-OFF contrast. 

The column on the right of Table6.1 confirms the better performances of the OXS realised with the novel 

active coupler concept (High ON-OFF contrast and low Crosstalk) compared with the device 

characteristics made with the passive coupler concept (low ON-OFF contrast and high Crosstalk) and 

seen in previous chapter 2. 
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Figure6.10 3dB-bandwidth for the crosspoint switch unit cell 

With the same set-up of Figure6.8 but with the Tuneable Laser computer assisted and no filter on the 

output it has been possible to express the cross-output transmission as a function of the wavelength. In 

this case the computer automatically changed the wavelength of the input signal. On the cross-output the 

signal is coupled into the fiber, read by the OSA and the data stored in the computer. During the 

experiment the device has been forward biased at the fixed value of I00mA. This is enough to keep the 

switch in ON state. The wavelength range of 1520-1580nm is related to the tuneable laser range. 

The curve achieved and shown in Figure6.10, has permitted to measure the 3dB bandwidth of the device. 

It has been found greater than 40nm making the device suitable for any application in the EDFA 

bandwidth range. The curve is bandwidth limited on the left from the absorption of the passive waveguide 

at short wavelength and from the SOA characteristics of the device. On the right side of the 3dB 

bandwidth the limitation is due to the tuneable laser limit. 

6.2.2. Crosspoint lx2 Array 

In order to investigate the effectiveness of optical coupling in the switch cell, this section measures the 

interplay between two adjacent switches. A second current source, driving the second switching cell, is 

introduced into the set-up. 

Ii__12j 
_________ PC PM 

mo 
_____ 

ITunable Laser1 I 
OSA 

Figure6.1 1 Switching characteristics of the crosspoint switch unit cell 

Similar transmission is observed at two neighbouring outputs, shown as the two thick curves in Figure 

6.12. The same figure shows also the switching interplay between adjacent switches. When switch I is 

"ON' and switch 2 is biased no change is noticed at the first cell output. On the other hand, when switch 

I is gradually switched ON with switch 2 already ON, a drop of roughly 12 dB can be observed at output 
2. 

These 2 experiments clearly demonstrate that, for an array of optical switches: 

The switch's operation is not affected by any switch after it. 

A switch in ON state is able to couple more than 90% of the signal power into the upper waveguide, 

which shows that the vertical coupler is operating as expected. The drop at the output of subsequent 

switches is directly resulted from the fact that most optical power is picked up by the ON switch 
before it. 
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Figure6.12 Switching characteristics of lx2 crosspoint switch 
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6.3. Dynamic Performance 

It is known that speed performance, for III-V semiconductor devices, is related with the carrier lifetime of 

the device that is of few nanoseconds [4]. For this reason a good dynamic performance with switching 

times in the nanoseconds order is expected from this device making it suitable for Optical packet 

switching network. 

This section investigates the dynamic responses of the optical crosspoint switch by transmitting a bit 

sequence using the switch cell as optical modulator. 

6.3.1. Optical Components Test Set-Up 

In the experimental set-up of Figure 6.13, the switch is mounted on a RF submount with temperature 

control. It is wire bonded in series with a 47Q impedance-matching resistor. The temperature of the 

sample was fixed at 18.7 ̀ C. The CW optical signal is generated using an optical tuneable laser set at 
1=1550nm. After being amplified, filtered and polarisation controlled the signal is coupled into the space 

switch by a lensed fibre. 

6-11 



Chapter 6- Wafer Characterisation 

PC 
Tunable mn Laser 

ý >EDA 

--ýe E[2: =7Q 

Bias T 

BERT 
OSA 

Pattem 
Gen-erator 

Digitizing 

Converter 

Figure6.13 Experimental Set-up used for dynamical performances test 

The driving electrical signal is obtained using a pattern generator to provide a Pseudo Random Bit 

Sequence (PRBS) with length of 27_1 with 2V p-p amplitude. This is applied to the switch to generate 

current modulation amplitude of 47mA p-p. 

The transmitted signal is coupled into a lensed fiber, passed through an optical band pass filter that 

suppresses the spontaneous emission noise, detected by a lightwave converter and displayed on an 

oscilloscope. 

6.3.2. Data Pattern and Switching Time 

Using the set-up shown in Figure6.13 open eye diagram representing a successfully transmitted data 

pattern has been achieved. Figure 6.14 shows an open eye with a rise time of I. Ans and a slightly shorter 
fall time of 1.1 ns. 

622Mbps Eye Diagram 

....... . ..... . ............ .. 

Wavelength 1550nm 
2V Data Amplitude = 

1=47mA 
Temperature = 18.7C 
x scale-- Ins/dix 

....... ... 
Figure6.14 Eye diagram obtained with direct light injection. 
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The 622Mbps data sequence at the cross output, as shown in Figure6.15, demonstrates clear switching 
from 0 to I with only the single one bit and the single zero bit showing a small deficit, which is in 

amplitude different due by the difference between switching ON and switching OFF time. 

1.2 

1.0 
M 

,60.8 

0.6 
CL E 

0.4 

0.2 

0.0 

Single "0" Single "I" 

--I --I- 

10 20 30 40 50 60 70 

time, ns 

Figure6.15 Optical output data sequence at 622 Mb/s 

This dynamic switching measurement is a simple test to show that the device is fast enough to be used in 

packet switching networks where switching times in the order of 1.5 ns are fast enough for interpacket 

guard time. The next chapter is completely dedicated to packet switching applications including an 

experimental deployment in the real packet switching network WASPNET. 

6.4. All Optical Switching 

Non-linear optical switches are considered a key device in order to Tealise all-optical signal processing 

and so far several kinds of all-optical switch based on different principles or geometries have been 

developed in the past years. A comparison between different optical switches using a variety of 

interferometers has been shown in [5]. They are based on Sagnac and Mach-Zender interferometers and 

are more commonly known as a Terahertz Optical Asymmetric Demultiplexer (TOAD), Colliding-Pulse 

Mach-Zender (CPMZ) and Symmetric Mach-Zender (SMZ). Additionally the literature proposes other 

novel designs based on interferometers [6,7] and non-linear distributed feedback structures [81 have been 

used too. 

In this section the attempt to use the crosspoint switch in a non-linear all-optical configuration is 

described. It is shown that encouraging results are achieved using a self pump switching configuration 

and varying the signal used or the coupler (usually ON, usually OFF). 
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6.4.1. The Vertical Coupler Crosspoint as All-Optical Switch 

It has been shown theoretically that a device, based on vertical coupler structure, using non-linear effects 

can make an effective non-linear optical switch [10]. 

A non-linear medium illuminated by intense optical field changes its refractive index value. 
Mathematically the refractive index consist of a linear part together with an optical constant that is 

directly proportional to the optical intensity of the incident field [9]: 

n =no + 2n2lE wý (6.6) 

Where the linear and nonlinear coefficients are related to the first and third order susceptibility 

coefficients by 

Y/2 -= (6.7) 
no + 47rX(') and n2 

no 

When the incident field increases, the second part of the formula becomes very important in the 

determination of the refractive index. This ability to change the refractive index through interaction of the 

light with matter can be used to achieve all-optical switching. The method is often realised in IIIN 

semiconductor at the band edge, mainly due to its large carrier-induced non-linearity index and quite fast 

time constant in the 10 ps range, depending on the carrier sweep-out time [11]. 

The section shows two approaches used to demonstrate such a switch. Both adopt a strong optical signal, 

one CW and the other short pulsed, which supplies photo-carriers that induce a change of the refractive 
index of the waveguide. Switching occurs when the change is enough to match the vertical coupler. 

6.4.2. All-Optical Switch Employing CW Self-Switching 

A self-switching experiment is the first experiment carried out. An optical CW signal coupled into the 

switch can work as a pump signal and by increasing its power, it is able to change the characteristics of 

the active layer, switching the input signal itself to the output. 

Tunable Laser I ý--1548nm 

PC 
000 

-H PM1 Lýe- 
ý--1548nm 

Figure6.16 All-Optical Switching Experimental Setup 

The experimental set-up employed, shown in Figure6.16, consist of two main parts before and after the 

OXS. A Tuneable Laser provides the optical signal at X=1548 nm. An Erbium Doped Fiber Amplifier 

(EDFA) is used to provide the power required. A Variable Optical Attenuator (VOA) is introduced to 
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control the optical power, a3 dB coupler splits the signal to let a PM read the input power and a PC to 

minimise the polarization sensitivity. At the cross output of the switch the signal is coupled into a fiber 

lens, filtered at the input signal wavelength and read by an OSA in PM configuration. 
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Figure6.17 Normalized transmission at the cross end employing a CW self switching signal 

Figure6.17 shows the normalised transmission as a function of the input signal. An increase in 

transmission of 8 dB is achieved with an in-fibre input signal increase from -20 dBm to 10 dBm. In the 

graph can be seen a flex point that changes the gradient. This is believed to be due to the photo-carrier 

density being sufficiently high to start to saturate the absorption of the active layer. Thus, from that point 

forward more input signal is switched to the cross end. 

6.4.3. All-Optical Switching Employing Pulsed Self-Switching 

A much sharper switch can be achieved using a short-pulse. In this case the shorter is the pulse width, the 

higher is the peak power and hence the higher is the refractive index change. Thus the second all-optical 

experiment employs a pulsed self-switching optical signal. 

Short-pulse generation can be achieved through mode-locking, Q-switching and gain-switching [12]. In 

this experiment the light source used is a gain-switching DFB laser that Dr. Igor Y. Khrushchev has 

realised by driving the current of a DFB laser with a pulsed signal produced with a RF generator, see 

Figure6.18. The gain-switched pulse is chirp compensated using Dispersion Compensation Fiber (DCF). 

A pulsed optical signal with a pulsewidth of 5 ps and repetition rate of 250 MHz at wavelength of 

1548 nm is obtained. An EDFA amplifies the pulse stream up to l5dBm average power, which may be 

reduced if necessary, by a Variable Optical Attenuator (VOA). A fiber polarisation controller following 
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the variable attenuator ensures correct polarisation launch. The output signal level is filtered at the DFB 

laser wavelength and measured by an optical PM. 

r ---------------------- 

DC 

PC 
bias DFB non tee laser 

EDF VA 

5ps_250 MHz 

: RF ý--1548nm 

Amp ý--1548mn 
Gain Switch 
DFB laser 

---------------------- 

Figure6.18 All-Optical Switching Employing Photocaffier-Induced Non-Linearity 

By choosing the coupler lengths at either side of the coupler two kinds of device (Initially on' and 

'initially off) are made. 

Figure6.19 shows the pulsed optical self-switching characteristics of the switches. With the 'initially off' 

device, a switching contrast of about 12dB is achieved while the contrast is as high as 23dB for the 

'initially on' device. 

. 10 

0 3579 11 13 15 

In-fibre kVtA Power 013m) 

(a) (b) 
Figure6.19 Normalised transmission of (a) 'initially on' and (b) 'initially off' devices 

The 'initially off device shows a gradual increase in transmission while the 'initially on' device shows 

much sharper switching characteristics, with a switching contrast of 20dB observed in the input power 

range of 10dBrn to 14dBm. 

Such charts cannot be explained by saturation effect because under saturation conditions the Absorption 

Coefficient a in the active layer, expressed by the [ 131: 

l',: ' 
-4 

44 -4 40a 10 
11,4h" 1. Wd P- (d8. ) 
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aO (6.8) 

1+ 
Pl. t 

reduces as P increases and the Transmission coefficient T 

T=l-e'L (6.9) 

should increase. Thus, for example the transmission of the 'Initially ON' device should further increase 

rather then falling. It is therefore believed that index-induce coupling played a major role in this process. 

6.5. Conclusions 

After an initial analysis of the bottom and top layer of the device, static and dynamic characteristics of 

this novel device have been studied in this chapter. Operating at 1550 nm an ON-OFF contrast higher 

than 50 dB is observed. An ultralow crosstalk of roughly 50dB and a 3dB bandwidth of more than 40nm 

have been observed. Switch-ON and switch-OFF times are 1.4 ns and 1.1 ns respectively, suitable values 
for interpacket guard time in packet switching networks. 

Non-linear tests have also been carried out and show some encouraging results that suggest further 

investigation like dynamic tests able to work out the switching speed of the device. Further loss reduction 

and switching power are two very important points to be investigated. 

Chapter 7 is dedicated to the main applications of this novel device: Optical Packet Switching. 
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Chapter 7 

Packet Switching Performances 

This chapter describes the experiments that demonstrate the novel crosspoint switch working in packet 

switching applications. The first part of the chapter demonstrates in-house experiments using the 

crosspoint device for packet switching at lOGb/s payload data rate. The second section uses the device for 

an experiment of simultaneous packet switching and wavelength conversion. Finally the device is 

employed in a real optical packet switching network WASPNET. 
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Glossary of the abbreviations 

(OXS) Optical Crosspoint Switch 

(NRZ) Non Return to Zero 

(PRBS) Pseudo Random Bit Sequence 

(OBPF) Optical Band-Pass Filter 

(OXC) Optical Cross-Connect 

(XGM) Cross-Gain Modulation 

(XIM) Cross-Index Modulation 

(AUW) Active Upper Waveguide 

(EDFA) Erbium. Doped Fibre Amplifier 

(WASPNET) Wavelength Switched Packet Network 

(SCWP) Scattered Wavelength Path 
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7.1.10 GbIs Packet Routing Demonstration 

Table7.1 shows a summary of the characteristics of the crosspoint produced as a result of the work set-out 

in previous chapters. 

Matrix U4 space switch array 
Material InGaAsP/InP 
Size 25W50ýtm/switch 
Wavelength 1550nm 
Crosstalk <-50dB 
On-Off Contrast 5OdB 
Optical Bandwidth >40nm 
Switch-ON Time 1.4ns 
Switch-OFF Time I. Ins 

Table7.1 Optical characteristics of the novel crosspoint switch 

This section investigates the Optical Crosspoint Switch (OXS) during a high-speed packet routing test 

with data rates up to IOGb/s. 

7.1.1. High Speed Routing Experimental Set-Up 

Figure7.1 depicts the high-speed routing experimental set-up. The space switch array is bonded on top of 

a RF submount with one of its units wire bonded in series with a 4792 impedance-matching resistor. The 

submount is fixed on the stage, which is without any temperature control or cooling system. 

clock 
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Pattern Switch 31 

Generator rl irl Irl M Arra 
Data 

Packets 

&OBP 

Lightwave 
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Figure7.1 The experimental set-up for high-speed packet routing 
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0 

On the input side of the crosspoint, a pattern generator modulate a DFB laser at X=1554nm. In order to 

emulate the packet streams, the laser is modulated with a Non Return to Zero (NRZ) Pseudo Random Bit 

Sequence (PRBS) of 2 7.1 length and data rate of IOGb/s. The initial bits of the sequence are substituted 
by zeros, the number of which is varied between 10-63 to form inter-packet guard-band of 1.0-6.3ns. 
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After passing through a polarisation controller, a lensed fibre couples the generated optical packets into 

the space switch. This switch is driven by a pulse generator, synchronised to every other packet and able 

to produce a pulse of 5V amplitude, with I. Ons leading and trailing edges, which corresponds to injection 

current amplitude of 80mA into the switch. No precise current control is needed for the device thanks to 

its levelling-off switching characteristics as shown in previous section 5.2.1. 

The output signal from the perpendicular output port of the space switch is coupled into a lensed fibre. 

The signal passes through an Optical Band-Pass Filter (OBPF), to suppress spontaneous emission noise, 

and is detected by a HP I 1982A lightwave converter and displayed on the digital oscilloscope. 

7.1.2. Optical Packet Routing Results 

l] 

----- 

---------- --- ------ - 

0 10 20 30 40 50 60 

time, ns 

i j,,,, ý ,,, Control current to switch 
Mi(mic nat-c: Input packet train 
Lower trace: Routed packet train 

Figure7.2 Routing ot'packets with 2ns guard-band 

Figure7.2 shows the routing results with the upper trace representing the driving switching current, the 

middle trace the packet stream, with a 2ns guard-band and the lower trace the switched output of the cross 

output. 
observing the lower trace it is clear that when the switch is in ON state, I :ý0, the data packets are steered 

to the cross output. On the other hand, when the switch is in OFF state, I=0, it suppress the packets by -- 
50dB, which travel, instead, through the switch unit to the next switch unit. 

Several routing tests have been carried out at different input optical power levels, from -5dBm up to 
5dBm, without adverse effects observed. 

Carrying on two different experiments, it has also found that the device needs to be DC pre-biased in 

order to give better results. Figure7.3 shows the details of 63 bit packets routed to the output. 
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Upper trace: switched output without DC pre-bias 
Lower trace: switched output with 20mA DC pre-bias 
Figure7.3 Details of switched output packet 

It is evident that, in absence of a DC pre-bias, the first bits of the packet show a gradual rise in amplitude. 
This believed to be is due to the slow p-i-n junction switch-ON time of the space switch of lAns as we 

showed in the previous chapter. The introduction of a DC pre-bias of 20mA to the device eliminates the 

effect and an even data amplitude is achieved throughout the packet. 

Like all arrays using SOA gates, the necessity of a DC pre-bias to achieve shorter switching time could 
deteriorate the crosstalk performance. In fact under such conditions the adjacent packet suppression 

reduces to --25dB as is predictable from the DC switching characteristics of figure6.9. 

7.2.10 Gb/s Simultaneous Packet Routing and Wavelength Conversion 

Both wavelength conversion and space switching are fundamental enabling technologies in future high 

speed optical networks. All-Optical wavelength conversion is very useful in packet based networks 

because it can resolve packet contention and reduce optical buffering requirements [1]. However, these 

technologies are usually performed by separate wavelength converters and space switch arrays, resulting 

in large number of components in the Optical Cross-Connect (OXC) nodes. 

In the past it has proven that both functionalities can be performed simultaneously in a space switch array 

with data rates up to 2.5Gb/s[2]. Thus, this section investigates the possibility to use the novel OXS for 

wavelength conversion applications at routing speed up to IOGbps. In this section the principle of this 

particular implementation is set out. Then an experiment on the OXS device, which realises the switching 

of the packets simultaneously with wavelength conversion, is described. 
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7.2.1. Theoretical Analysis of Wavelength Conversion in the OXS 

As it has been shown in previous chapterl one of the methods to achieve wavelength conversion in a 

SOA is Cross-Gain Modulation (XGM). Let us consider two signals, CW signal k, and Data signal k2, 

coupled into the active region of the SOA. When the Data Signal 6 passes from state 0 to state 1, the 

increase of power takes the device in saturation. Hence, the carrier density N reduce and so the gain g. As 

consequence the CW signal X, is modulated generating a data sequence equal to ý-2 but inverse. 

The OXS device instead, combines XGM and Cross-Index Modulation (XIM) in for the experiment. With 

the device in "ON state" the two injected signals, CW signal X, and Data signal 6 are coupled into the 

Active Upper Waveguide (AUW). Therefore, also in this case, when the Data Signal )12, passes from state 

0 to state I the increase of power saturates the active layer reducing gain g and increasing refractive index 

n. A change of the refractive index does not effect wavelength conversion in SOA's but it does in the 

OXS device. A reduction in gain produces an increase in refractive index damaging the optimum 

coupling. Thereby the combination of both effects results in inverse data modulation on CW 

wavelength. Figure7.4 present causes and effect generated by XGM. 

F-- -- 
TI 

p 

Figure7.4 Causes and effect of optical XGM 

A simplified theoretical model has been used in order to calculate the transmission change of the device 

due to carrier density reduction under high input conditions. 

Figure7.5 Schcrnatic diagram ofthe wavelength converter OXS structure 

it is similar to the coupling model developed for the device described in chapter 3 but the coupling 

sections have been divided into a number of sections in order to take into consideration the carrier density 

distribution along the coupler length, as shown in Figure7.5. 
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Figure7.6 Optical power coupled versus coupling length. 

Figure7.6 compares the coupling process in the device as a function of the coupling length in the co- 

propagation configuration. It is evident that as the signal is amplified along the length of the couplers the 

saturation effect gradually appears in the second part of the first vertical coupler and in the second vertical 

coupler. Thus, as consequence of this effect 15 dB reduction of the transmission at the device output is 

achieved when compared with the Un-saturated coupling process. 
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Figure7.7 Possible k-conversion Modes 
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0 co-propagation mode 
in this case Input Data ý2 signal and CW k, signal arý coupled in the lower passive waveguide from the 
input gate, Figure7.7 a). 

0 counter-propagation mode 

opposite coupling direction is given to the Input Data ý12 signal. Thus, it is coupled into the lower 

waveguide from the cross output gate, Figure7.7 b). 
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Figure7.8 Possible X-conversion modes in the integrated matrix 

Finally in an OXS matrix, as shown in Figure7.8, ý-Conversion Modes can be extended and again both 

Co- and Counter-Propagation can be realised. The co-propagation configuration can be used in order to 

achieve a simplified network node, which is able to switch, X-convert or both at the same time depending 

on if the CW wavelengths are supplied. The Counter-Propagation can be adopted instead for allocating 

the packet to a chosen wavelength from a group of wavelengths, as each input data channel crosses path 

with each of the CW wavelengths. Rapid wavelength allocation may be realised by simply switch on the 

correspond crosspoint switch unit. 

72.2. Co-Propagation and Counter Propagation Wavelength Conversion 

Demonstration 
The experimental set-up is realised using a DFB laser as CW source with a emitting wavelength of 

A2ý1548nm and optical power set at -IOdBm measured at the input fibre lens. A IOGb/s pattern generator 

generates the data packets which are applied to a LiNb03 Mach Zehnder modulator to modulate the light 

X, from a 1470-1580nm tuneable optical source. The modulated signal is amplified in an Erbium Doped 

Fibre Amplifier (EDFA) which increases the power level up to about lOdBm at the input fibre lens. 

The optical space switch used is made with the MR1392 material which contains InGaAsP bulk 

waveguides. At 160mA the device is able to give an internal optical gain of about 10dB, or fibre-fibre 
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transmission of about OdB, at a gain peak wavelength at 1555nm- A variable amplitude pulse source 

synchronised through the pattern generator to the data packets, drives the space switch. 

I)F'B 

X1=1548n 

Tunable mz 
laser 

; ý1=1555nrn 

-im 
=== 

Packets: 
Data: IOGb/s 
Inter-packet guard time: 5ns 

driver 

XPT 

Optical 
band-pass 
filter 

Figure7.9 Optical Wavelength Converter, experimental set-up in co-propagation configuration 

On the cross output the switched signal is first filtered by an optical bandpass filter set at ý-2 to suppress 

both the original data at X, and the spontaneous emission noise of the optical space switch. The converted 

signal at X, is then detected by an HPI 1982A lightwave converter and displayed on an oscilloscope. 

Both co-propagation and counter-propagation XGM experiments have been carried out, with the data 

wavelength set at XI=1555nm. in the co-propagation arrangement, shown in Figure7.9, the CW light and 

the data are combined with a MB coupler and coupled into the space switch from the same port using a 

fibre lens. In the counter-propagation arrangement, instead, the CW light is coupled into the space switch 

from the input port, while the data is coupled into the space switch from the cross output port. 

7.2.3. Optical Wavelength Converted Packet Routed Results 

Both co-propagation and counter-propagation experiments have successfully shown wavelength 

conversion while the data packet is routed at a data rate of IOGb/s. The guard time is 5ns. 

Figure 7.10 shows the results for the co-propagation mode and in particular Figure 7.10 a) shows a packet 

converted to 1ý2 with an extinction ratio of about 9dB. Uneven amplitude has been observed which can be 

attributed to the um-matched contact probe used in this experiment, generating pulse fluctuations of the 

injection current. Carrier dynamics related structure shown in Figure 7.10 b) is also observed. While the 

data is largely clean, the slower recovery (r z 300ps) after the longer saturation, indicated by the arrow, is 

typical for the slow carrier transport across a bulk active layer. This may be rectified by improved AR 

coating, thus allowing higher injection current before the onset of too much gain ripples. Optimised QW 

structure could also reduce this recovery time. 
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(1) 

11) Packet k-converted by Co-propagation mode 
b) Uneven amplitude present in the switched packet 

Figure7.10 Optical Wavelength Converter 

Figure7.11 shows similar results from the counter-propagation experiment. The best extinction ratio 

achieved is about 7.5dB, which is less than that in the co-propagation experiment. 

Figure7.1 I Packet ; ý-converted by Counter-propagation mode 

7.3. Demonstration in the Wavelength Switched Packet Network - 
WaSPNet project 

7.3.1. What WaSPNet is 

WASPNET (Wavelength Switched Packet Network) is a WDM transport network that uses optical packet 

switching to support IP, ATM or SDH traffic. The project is a collaboration between three UK 

universities, Essex, Bristol and Strathclyde and is supported by a number of industrial institutions. 

The function of University of Bristol and in particular my author position inside the project is to make test 

a supply an optical crosspoint switch fast enough to be used in the node network 
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This section focuses on the results of a testbed experiment that evaluates the performance of a cascade of 

14 optical packet routers, which supports the full functionality of header processing, contention 

resolution, packet switching and routing. r-I 
The crosspoint switch used for the realisation of the experiment is the same described in the past chapters. 

7.3.2. WDM Transport Network Scenario 

The WASPNI'T node is used in a WDM transport network, where to utilise the available wavelength 

channels efficiently each optical packet may be multiplexed onto any available wavelength within the 

fibres along its designated route. This technique is referred to as the Scattered Wavelength Path (SCWP) 

131. 

1 

ii 

N 

Figure7-12 Multi-plane architecture 

N 

There are a number of advantages to this, an important one being that SCWP can resolve packet 

contention by multiplexing contending packets onto different wavelength channels, this reduces the 

physical buffering depth requirement. 

Figure7.12 shows the N fibre multi-plane architecture used to support the SCWP strategy, each plane 

being responsible for routing and buffering packets which arrive on a particular wavelength. Packets r-I 

arriving at each plane undergo header decoding and this information is used to control the payload 

switching, through a combination of wavelength routing and space switching. Buffering and wavelength 

selection are used to overcome contention within the wavelength plane, the optical space switch 

overcomes contention between the planes. 

I 
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7.3.3. Results for 2.5 Gb1s Cascading and Routing 14 Optical Packet 
Switches 

Figure7.13 shows the hardware comprising one of the n switch planes. In this experiment 4 inputs/outputs 41 Zý 
fibre ports are supported. The wavelength plane is positioned within a recirculating loop, not shown in the 

diagram, which comprises three fibre amplifiers and a total distance of 135km. 

The following section describes the switch operation. The payload generator inserts a stream of payloads L- 
into the add port of the 16x 16 AWG, in number sufficient to fill the loop at a bit rate of 2.5 Gb/s. At this 

point, by a suitable wavelength choice the payloads are routed to SOA2 where appropriate headers are, by 

modulation, inserted using a subcarrier multiplex technique. SOA2 is also used as a tuneable XGM 

wavelength converter to condition the packet to the appropriate network wavelength, as determined by the 

node/network control algorithrn. The out-of-band header is an 8bit sequence comprising a stop and start 

bit plus 6 data bits. The subcarrier frequency is 2.8 GHz. 

I 
M)A 4 AWI; 

EIIFý 5 S( A .1 EDFA 4 

vi 

L 
------- 

J A--J ILL 

EIIFA I Fit., )A I EDFA 2 -A EDFA 3 

AM 

(Nyý yj- 

---------------------- 
------------------- i. - 

Figure7.13 Switch plane 

Figure7.14 a) shows the packet format comprising the 52ns header a guard band of Sns between header 

and payload and a conservative guardband of 60ns between packets. Total duration of the packet is 412ns 

and the payload duration is approximately 300ns. 

Packets from the AWG enter the fast cross-point space switch, the same optical crosspoint switch 

investigated in this thesis, which provides switching between wavelength planes (controlled by the 

management algorithm) and controls access to the output fibres. Figure7.14 b) shows one by four 
-1 

switched packets. It can be seen that the head and the tail of the packets just before and after are removed 
from the packet train which is shown in Figure7.14 c). 
In this experiment output fibre 4 is selected and the output packets traverse the loop and re-enter the 

switch at the input of the same fibre. 
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The header is detected and evaluated in a look up table, which determines the payload wavelength 

necessary to route the packet through the AWG to the appropriate output port, and this information is 

used to control the SOAI XGM converter. This converter also performs the function of header removal 

(through gating). 

U) 

lofts 
b) 

C) 

(j) The packet train before to be switched, to be noted the tail and the head of the other packets 
b) The switched single packet 
c) The switched packet train (I packet switched each 4 packets) 

Figure7.14 WASPNET Project: The packets before and after the OXS. 

In the experiment contention resolution is demonstrated as follows [4]. The control electronics can be set 

to simulate the condition that any or all of fibre input ports 1-3 require accessing the same Output port as 

input fibre 4. When the contention condition is detected packets from input port 4 are assigned a 

wavelength which routes them to the feedback buffer path. 
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Figure7.15 Eye diagram after 10 circulations (1350km) 

The switched delay lines are realised using a tuneable wavelength converter together with a 
demultiplexer. Studies show that use of the wavelength dimension considerably diminishes the number of 

physical buffers needed. 
Figure7.15 shows the payload eye pattern after 10 circulations, for a total of 1350km, through the cascade 

of switches presented using the recirculating loop. The transmission path thus includes, for each 

circulation, 2 wavelength conversions, the AWG path, and the optical space switch. 
From figure7.16 it can be seen that the Q-factor is almost constantmithin 10 circulations. It loses about 3 

dB between 10 and 14 circulations. 

20 

18 00 

16 0 
14 

012 

IOL i id 
02468 10 12 14 16 

Number of circulations 

Figure7.16 Q-factor as a function of the numbers of circulations 

7.4. Conclusions 

Packet based networking is of particular interest for future highly dynamic optical networks. Thus this 

chapter has focused on some of the applications which could involve the novel vertical coupler space 

switch investigated in the previous chapters. It has been shown that such device can route optical data 

packets at data rates up to IOGb/s with inter-packet guard-band time as short as 2ns. 

Simultaneous wavelength conversion and routing of lOGb/s optical packets has been successfully 

demonstrated. Both co-propagation and counter-propagation arrangements have been investigated. it is 

thought that the combination of packet routing and wavelength conversion in the same device can 

significantly simplify the wavelength/packet switched OXC design as well as providing additional 

flexibility in such OXC nodes. 

Finally the same OXS has been used to demonstrate an optical packet routing node within a recirculating 

loop. The router incorporates header processing, contention resolution and signal conditioning. A cascade 

of 14 nodes was achieved with error rates less than 10-9. 
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Chapter 8 

Conclusions and Future Work 

Glossary of the abbreviations 

(OXS) Optical Crosspoint Switch 

(TIR) Total Intcrnal Rcflcction 

(RIE) Reactive Ion Etching 

(VC) Vertical Coupler 

(ICP) Inductive Coupled Plasma 

8.1. Conclusions 
Optical Crosspoint Switches (OXSs) will play a very important role inside future optical networks. This is 
because they can be used to improve flexibility and routing management of such networks by resolving 
important problems such as packet contention with reduced optical buffering requirements. 
Different kinds of architectures have been applied to different kinds of materials, III-V semiconductors, 
Lithium Niobate (LiNb03) and polymer materials, in order to produce OXSs. However, due to various 

shortcomings, in either the materials or the structures, a survey of a number of commercially available 
OXS has confirmed that at the moment there is not a technology meeting all the characteristics required 
by a future optical packet switching network. Therefore, for the first time, a description has been given of 

a novel OXS concept that was investigated in this PhD work. It is based on an InGaAsP/InGaAs/InP 

active vertical coupler structure and has been shown to be able to route data packets within few 

nanoseconds. The device concept is based on an active vertical coupler technology, which has all the 

potential characteristics to succeed in the future optical networks based on packet switching routing. 
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An analysis of the optical crosspoint switch has been carried out. A theory involving the complex 

compound refractive indices has been introduced. 

A complete device model has also been developed. The vertical coupler has been investigated first in a 
2D calculation of its modal distribution followed by a 31)-propagation calculation to determine coupling 

characteristics. The first 2D analyses the coupler as two single waveguides near each other. The second 

part instead has studied the whole compound structure, which gives the right value for the carrier density 

N that maximises the coupling. The introduction of the propagation model is then used to find the device 

coupling length achieved with the optimal injection current. 
The Total Internal Reflection (TIR) mirror, as an important part of the device, has also been analysed with 

a particular focus on the loss that can be generated as a result of mirror imperfection inside the crosspoint 

switch. The model of the OXS device with the added TIR mirror loss allows the investigation of the 

whole device. 

Using this theoretical investigation some wafer structures have been verified in Chapter 4. They have 

been designed and some of those also grown prior to the characterisation of the theoretical model. Two 

main structures have been investigated, one named MR1453, which adopts MQW structure, and a second, 
MR1392, based on bulk material. Both structures are based on InGaAs/lnGaAsP/InP semiconductors. It 

has been found that the wafer giving the best performances in terms of absorption, crosstalk, and 

scalability should be MR1392, which gives high ON-OFF contrast and very low extinction ratio in the 

order of -6OdB. Such characteristics make the device suitable to be employed in a 4x4matrix switch. Less 

efficient would be the MQW structure MR1453 with high loss and figures in the order of 45dB for the 

ON-OFF contrast while -30dB for the crosstalk. 
The fabrication considerations of the crosspoint switch have been analysed. All the manufacturing phases 
involved have been discussed with a highlight of the highly critical etching steps, which are based on a 
Methane/Hydrogen (CI14/H2) process performed in a Reactive Ion Etching (RIE) chamber. It has been 

shown that good semiconductor etching with flat and smooth sidewalls supported by high mirror 

verticality would considerably reduce the device losses. 

Device performance is directly dependent on the mask resolution and on the RIE etching process. In 

particular mask resolution plays a very important role for the etching process followed by the 

consideration that pattern mask and TIR mirror mask alignment have a great influence in the sidewall 

smoothness and its verticality during the semiconductor etching step. 

The RIE process induced device degradation, due to ion damages, carrier traps, and surface states on the 

sidewall that cause a bias current leakage, has been analysed. A novel passivation process able to 
drastically reduce current leakage problem has been investigated. 

The modelled, designed and fabricated OXS has been characterised. The Vertical Coupler (VC) structure, 

which is the key element of the device, was characterised first. Particular attention has been paid to the 

parameters of transparency wavelength and waveguide and coupler loss. These have been found as 0.2dB 

on-chip for a 40ORm long passive waveguide sample, and 8.5dB for an 800M, which includes two 
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crosspoint cells. The top layer of the VC has also been investigated but because of its active nature, it has 

been done cleaving the device in such a way to obtain a Fabry-Perot laser. This allows the 

characterisation of the active layer in terms of current and voltage threshold, which are respectively 
100mA and less that 0.7V. Electrical resistance has been measured at roughly 9Q and operating 

wavelength of 1565 nm. 
The whole OXS has then been tested in terms of switching characteristics for a single cell and for arrayed 

cells. It has been shown that the device has an ON-OFF contrast higher than 50 dB, an interchannel 

crosstalk of roughly -6OdB and 3dB-bandwidth higher than 40nm. 

The dynamic performance of the device has been tested and results have shown successful device 

operation as a 622Mb/s optical modulator. The open eye diagram and correctly recovered data output 

confirm that the device switching time of < 1.5 ns is sufficiently fast for optical packet routing. 
The use of the device as a non-linear all-optical crosspoint has also been studied. Encouraging switching 

characteristics for two different experiments have been considered. The first was based on CW self- 

switching signal while the second adopted a short pulsed pump signal. The ON-OFF contrast achieved 

was of 8dB and 23dB respectively. 
Following these device characterisation measurements, some experiments have been carried out in order 

to demonstrate the packet switching performance of such a device. The device has demonstrated the 

ability to route optical data packets at payload speeds of up to MGM with inter-packet guard-band time 

as short as 2ns. It can also performs simultaneous wavelength conversion and routing of MGM optical 

packets with a guard-band time as short as 5ns. In this last test both co-propagation and counter- 

propagation arrangements have been investigated showing an extinction ratio of about 9dB and 7.5dB 

respectively. 
Finally the same optical crosspoint switch has been used to demonstrate an optical packet switch within a 

recirculating loop. The switch incorporates header processing, contention resolution and signal 

conditioning. A cascade of 14 nodes was achieved with error rates less than 10-9. 

8.2. Future Works 

Even though if the novel crosspoint switch has shown good performance, a lot can be done in order to 

improve it. In the future some features needs to be improved without penalising the others. The 

investigation of the 4x4 switch matrix sample has also to be carried out in order to better understand the 

relation between optical signal transmission and the input-output path. Finally the use of the vertical 

coupler used as a platform for other kinds of devices could be investigated. 

One of the main problems of devices using MQWs is the polarisation sensitivity. In fact it is known that 

such materials are more likely to operate in TE mode rather than TM. It is also known that bulk material, 

even if polarisation insensitive, when used in a directional coupler will have different coupling length for 

the two polarisations TE and TM. 
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There could be two ways to address the polarisation sensitivity problem. Multi quantum wells can be 

polarisation insensitive when lattice strains are introduced. This lead to a new model of the vertical 

coupler structure, which could adopt one layer made with strained MQWs. The presence of the strain 

should be able to suppress the difference between the two modes. A second approach could be based on a 

vertical coupler made with bulk material but modelled in order to get a point where the two modes gives 

the same transmission and the same coupling length. 

The improvement of the device gain would permit to extend the matrix number from 4x4 to W or even 
16xl6. Thus it is very important to investigate new high gain VC structures. 
Already now some new devices can be thought and it would be very interesting being able to apply the 

vertical coupler platform in order to realise new optoelectronics devices. There are a number of devices, 

which are already under theoretical investigation and some others to come. 
RIE etching is a process characterised by a slow etch rate. However, the etching process can be speeded 

up by the adoption of Inductive Coupled Plasma (ICP) etching together with RIE process. In this case the 

etch-rate is 10 times faster with excellent results including the surface/sidewall morphology. 
Unfortunately the presence of the double Ni/Si02 mask reduces the process application to just after the 

removal of the first nickel mask. This due to the ICP plasma that sputters Ni mask. Thus, the ICP process 

can be used only for the TIR mirror etching. However, the adoption of ICP etching could introduce 

different etch-damage effects that should be investigated and eventually removed with the introduction of 

an adequate passivation procedure. 
In further investigation three main points can be focused. 

The first one is the introduction of the optical crosspoint switch in high-speed data rate networks and its 

investigation in different configurations. This could permit better understanding of the limits of the device 

and what needs to be done to improve. In particular would be of great help knowing more about noise and 
dynamic range of the device. 

It has been shown that the device gives good results in simultaneous packet switching and wavelength 

conversion, thus, further tests would be decisive for the improvement of the device. In this case both co 

and counter propagation tests could be carried out using a 4x4 matrix confirming the flexibility of the 

device in simultaneous switching and conversion or wavelength allocation. 

The final further investigation point comes from the previous non-linear tests shown in chapter 5. It has 

been shown that the device gives results also using non-linear effects. This suggests that more time could 

be spent in testing the device under such non-linear conditions. Switching test can be repeated and hence 

followed by switching speed test and possibly data packet routing. 
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Appendix A: Designed and Grown Vertical Coupler Structures 

As a consequence of the theoretical model developed during the PhD and described in chapter 3, it has 

been a good exercise to investigates some material structures which have been realised in earlier times. 

All the coupling analysis has been shown in chapter 4 while the description of the structures is given in 

this appendix. 
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I Layer 1 1456 1 
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(A) 
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(cm-3) 
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