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Non-classical pathways of crystallization in colloidal systems
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Colloidal systems offer the ideal conditions to study the nucleation process, both from an exper-
imental viewpoint, due to their relative large size and long time-scales, and from a modeling point
of view, due to the tunability of their interactions. Here we review some recent works that study
the process of colloidal crystallization from a microscopic perspective. We focus in particular on
non-classical pathways to nucleation where the appearance of the solid crystals involves fluctua-
tions of two (or more) order parameters. We interpret the non-classical behavior as a decoupling
of positional and orientational symmetry breaking. We then consider how the nucleation pathway
determines which polymorph is selected upon nucleation from the melt. Moreover we show how
the study of nucleation pathways not only sheds new light on the microscopic mechanism of nucle-
ation, but also provides important information regarding its avoidance, thus suggesting a deep link
between crystallization and vitrification.

I. INTRODUCTION

Nucleation is an important process both for our under-
standing of the dynamics of first-order phase transitions,
and for its practical applications, ranging from the semi-
conductor, metal, chemical, pharmaceutical, and food in-
dustry, and to studies of climate change. Despite a cen-
tury of studies on nucleation (for a review see Ref. [1])
the process is still not entirely understood, especially at
a microscopic level. By far the biggest problem with our
classical understanding of nucleation is the small size of
the crystalline nuclei involved in the transition (of the
order of 10-1000 molecules in usual conditions). Their
small size cast doubts on the use of macroscopic thermo-
dynamic properties in describing these crystalline nuclei,
as for example the use of surface tensions in presence of
small and highly curved interfaces. At the same time,
it makes the observation of crystalline nuclei impractical
for most atomic and molecular systems.

A notable class of systems in which the crystalliza-
tion process is more easily accessible are colloidal sus-
pensions. The size and the slow dynamics of typical col-
loidal suspensions, allows for direct single-particle-level
observation with confocal microscopy experiments [2–6].
Moreover, the tunability of their interactions makes di-
rect comparisons with simple Soft Matter models, like
the hard-sphere system, possible. Colloidal systems can
thus be considered as an ideal benchmark for testing our
understanding of the nucleation theories. Here we re-
view some of the recent progress made in the field of col-
loidal crystallization, focusing on non-classical pathways.
These are identified as pathways in which different order
parameters take distinct roles during the transition.

II. BEYOND CNT

The simplest and most general understanding of nucle-
ation is embodied in Classical Nucleation Theory (CNT),
which provides a successful framework to understand and

analyze data from nucleation for a large variety of pro-
cesses. Yet, its predictions are experimentally very diffi-
cult to test, especially given the exponential nature of the
transition, which makes the results very prone to small
changes in the experimental conditions. This difficulty is
exemplified in nucleation studies of systems that, despite
their simple interactions, have nucleation rates that are
at odds with CNT. The first example is the condensation
of Argon [7], where CNT predictions and experimentally
measured rates differ by approximately 26 orders of mag-
nitude. The second example involves the prototypical
colloidal system, hard spheres, where the discrepancy be-
tween predicted nucleation rates and experimental mea-
surements is about 10 orders of magnitude. Numerical
simulations found that the nucleation rate increases dra-
matically with the colloid volume fraction φ, growing
by more than 15 orders of magnitude from φ = 0.52
to φ = 0.56, where it has a maximum [8–15]. On the
other hand, experiments found the nucleation rate to be
much less sensitive to the volume fraction [16, 17], whose
precise determination is also a challenging problem [18].
There have been several attempts at solving this inconsis-
tency, but no consensus has been found yet. Two recent
explanations have emerged. In the first one [19], the dis-
crepancy is attributed to experiments, after noting that
the gravitational lengths of many of the colloidal samples
are still very short compared to the size of the colloids.
The basic idea is that the gravitational field coupled to
long range interactions (such as hydrodynamic interac-
tion), can cause an increase of density fluctuations in the
sample, then triggering crystallization at a higher rate of
the gravitation free simulations. The second explanation
instead attributed the discrepancy on simulations, which
neglect hydrodynamic interactions [20]. In the latter sim-
ulations, hydrodynamic interactions have the effect of in-
creasing the nucleation rate of colloids, thus potentially
explaining the difference with the experiments.

Classical Nucleation Theory rests on two main assump-
tions. The first one is the so-called capillarity approxi-
mation, which is the assumption that small crystalline
nuclei have the same thermodynamic properties of the
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bulk solid, like specific volume or surface tension. Many
results contradict these assumption [21, 22]. Several at-
tempts have tried to go beyond the capillarity approxi-
mation and an account of these is beyond the scope of
this review; see for example Ref. [21–25].

The second assumption upon which CNT rests is that
the process can be described by just one reaction co-
ordinate. Under this assumption, all order parameters
involved in the transition proceed simultaneously. Also
this assumption has been shown to fail to capture the dy-
namics of the transition, especially in simulation works
where different reaction coordinates can be followed dur-
ing nucleation [26–31]. Also recent theoretical investiga-
tions are focusing on the extension of classical nucleation
theory to more than one dimension [32, 33].

Another assumption is that a supercooled liquid is
homogeneous and the nucleation happens randomly in
space. Recent studies showed that this is not the case
even for quasi-single-component systems [34]. Effects of
spatial heterogeneity also plays an important role near a
critical point if it exists [35]. Thus, the effects of spatial
heterogeneity of the melt should be taken into account.

III. TWO-STEP NUCLEATION AND
PRECURSORS

The inability of CNT to distinguish different path-
ways to crystallization, in which two or more order pa-
rameters evolve independently during the transition, has
come to prominence with the discovery of two-step nu-
cleation pathways. Two-step crystallization refers to a
nucleation pathway where, instead of direct nucleation
from the gas phase (one-step crystallization), the system
is found to crystallize inside disordered liquid droplets.
These droplets are usually formed due to the presence
of a metastable phase separation [36–38]. In colloidal
systems, the process has been studied both experimen-
tally [39, 40], and theoretically [35, 41–44]. The number
and variety of solutions that have been found to crystal-
lize from dense liquid precursors lead to the idea that two-
step crystallization pathways are quite universal crystal-
lization processes. For example, two-step crystallization
processes have been suggested for systems outside the re-
gion of stability of the dense fluid phase [38, 41, 45–48].

Perhaps the most surprising result is the suggestion
that nucleation via dense amorphous regions can occur
even in systems where a dense fluid phase does not exist.
The best known example of such a system is given by col-
loidal models of hard spheres, whose crystallization be-
haviour has been studied extensively [2, 8, 10, 13, 49–52].
For hard-spheres, several observations have suggested
that the presence of a metastable fluid-fluid demix-
ing transition is not a necessary condition for a dense
precursor-mediated crystallization process [14, 16, 53–
58]. The role of density fluctuations, and their prior-
ity over structural fluctuations are still subject to inves-
tigation, and for the moment the importance of both

contributions cannot be ruled out [59]. In the follow-
ing we focus more on works that, for colloidal systems
with short range-interactions, point to an alternative nu-
cleation pathway, where the dominant role is taken by
structural fluctuations instead of density fluctuations.

Two fundamental symmetries are broken at the liquid-
to-solid transition: translational and orientational sym-
metry. Translational order is a measure of the positional
order between pair of particles in the system, while orien-
tational order expressed the degree of angular order be-
tween three or more particles in the system. According to
Classical Nucleation Theory, the crystallization process
occurs in one-step, with all the relevant order parameters
changing at the same time across the transition. Two-
step crystallization processes, instead, are at odds with
the classical description, as they describe a scenario in
which densification precedes structural ordering. Indeed,
also the opposite scenario is possible, with structural or-
der fluctuations preceding the increase of density.

In order to study this process from a microscopic per-
spective, one should follow the nucleation process from
the nucleation event to the growth of the crystalline nu-
cleus over its critical nucleus size. By using local order
parameters, describing the degree of translational [31, 60]
and orientational [8, 31, 61–63] order around individ-
ual particles, it is then possible to construct a statistical
map of the microscopic pathway to crystallization. While
most of our knowledge comes from molecular simulations
on model systems [11, 12, 19, 31, 58, 64], recent confocal
microscope experiments have also started to shed light
on this process in colloidal systems [65, 66].

Several works have suggested that the crystallization in
hard sphere-like particles is first triggered by a structural
(bond orientational order) fluctuation, then followed by a
densification of the ordered region. Evidence comes from
the study of the correlation length of fluctuations [11, 12,
31, 60, 67, 68], the lifetime of the fluctuations [12, 67–71],
the radial profile of crystalline nuclei [24, 72], the Landau
free energy profile [31], and translational vs orientational
curves [31, 60, 65, 66].

Evidence of bond orientational foreshadowing of crys-
tallization has been suggested for colloidal systems both
in simulations [11, 12, 31, 60, 64, 73] and experiments [65,
66, 74]. Interestingly, the role of structural fluctua-
tions has been investigated also in a variety of different
systems, like metallic melts [75, 76], anisotropic parti-
cles [77–79], and polymers [80, 81]. The idea of studying
crystallization under external fields by studying the ef-
fects of the field on the bond orientational order is also a
new direction for future research, whose power has been
shown for example in Ref. [82] for the case of crystalliza-
tion in sheared suspensions.

IV. POLYMORPH SELECTION

Polymorph selection plays a fundamental role in many
applications, and has been the subject of many investi-
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FIG. 1. Polymorphs and glassiness. a. Hard spheres at βPσ3 = 17: probability distribution of the order parameter W4

for sets of particles with increasing values of Q6; the full area is the distribution for the melt, while increasing values of Q6

skew the distribution towards the fcc symmetry. b. Gaussian Core Model at P = 0.05: two-snapshots of the same nucleus
at different times; blue particles are bcc particles, red particles are fcc particles. c. Polydisperse hard spheres at βPσ3 = 23:
joint probability distribution P (q4, q6) for 7% polydispersity. d. Polydisperse hard spheres at βPσ3 = 23: joint probability
distribution P (q4, q6) for 15% polydispersity. Full figures can be found in Refs. [31, 60, 64].

gations [31, 52, 64, 83, 84].

The observation that nucleation starts in regions of
high bond orientational order within the metastable fluid
has important consequences in determining which poly-
morph is being nucleated. We expect the structure of
a particular crystal to reflect the symmetry of the pre-
cursor region from which it was nucleated. This idea was
first tested in the hard spheres fluid [31]. In hard spheres,
the free energy difference between the fcc and hcp poly-
morphs is almost indistinguishable. (around 0.1% of the
thermal energy in favour of fcc) [85, 86]. This means
that there is a comparable driving force for the nucle-
ation of either the fcc or hcp crystal. Since the fcc and
hcp crystal are polytypes (meaning that they differ only
in the stacking sequence along the direction perpendic-
ular to the hexagonal planes), thermodynamics predicts
random stacking between fcc and hcp planes (a crystal
structure known as rhcp, random close packed structure).
But many studies, both experimental [2, 6, 49, 87] and
simulations [10, 31, 88], have found that the fcc phase is
much more abundant than the hcp phase. The prefer-
ence for fcc nucleation can be understood by looking at
the symmetry of the regions where nucleation occurs. In-
deed, a study of the structural properties of supercooled

hard-spheres, shows that the population of fcc-like pre-
cursor regions is bigger than the hcp-like precursor re-
gions [31]. A convenient order parameter which distin-
guishes between fcc-like and hcp-like orientational sym-
metry is W4 (for its definition we refer to Ref. [5, 31]): the
fcc structure is characterized by negative values of W4,
while the hcp structure by positive values of W4. Fig. 1a
shows the probability distribution of the W4 order pa-
rameter for precursor regions characterized by increasing
values of bond orientational order Q6. While the su-
percooled melt has a symmetric distribution of W4, pre-
cursor regions progressively peak around negative values
of W4, indicating an fcc-like symmetry. The hcp-to-fcc
transition would then occur at much longer timescales,
due to the negligible free energy difference between the
two different polytypes.

Polymorph selection was also tested in the Gaussian
Core Model (GCM), a good model for the effective in-
teraction between the centers of mass of polymers dis-
persed in a good solvent [89]. The GCM has two dif-
ferent stable crystalline phases, a low pressure fcc-phase
and a high-pressure bcc phase. The nucleation process in
the GCM model was first considered in Ref. [52], where
it was shown that the description of the transition is en-
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hanced by taking into account the prestructured particles
surrounding the crystalline nucleus. Ref. [64] then estab-
lished a clear link between the precursor regions and the
crystal phase which was nucleated from them, also not-
ing a kinetic preference for the bcc phase, even in regions
where the stable phase is fcc. Ref. [84] then found that
the nuclei have a mixed nature, not consisting of a single
polymorph, and that the kinetic pathway selected during
nucleation persists even when the nucleus is many times
above its critical size. Fig. 1b shows an example of a
mixed-phase nucleus. All these results suggest that poly-
morph selection is already made in a supercooled state
before nucleation starts, and that it is connected with the
symmetry of the precursor regions formed by structural
fluctuations.

V. SLOW DYNAMICS AND EXTERNAL
FIELDS

It is interesting to note that regions of high bond
orientational order have not only been linked to nucle-
ation, but also to its absence, i.e. glass formation. It
was observed that, over the time scale of heterogeneous
dynamics, extended regions of high bond orientational
order displayed a slower dynamics than disordered re-
gions [12, 60, 67, 68, 90]. Apart from bond-orientational
ordered regions, also highly packed regions are character-
ized by slow dynamics [5, 60]. The most notable of these
structures is the icosahedral-packing which, since the pi-
oneering work of Frank, is the archetypal model of amor-
phous structures. However, on approaching the glass
transition, the icosahedral order does not grow in size,
whereas bond-orientational order grows [5, 60]. A link
between slow dynamics and regions of extended bond-
orientational order has been found both in polydisperse
hard spheres [5, 12, 60, 68] hard disks [67, 90, 91], and
colloidal ellipsoids [92].

In Ref. [31] it was shown that, at high density, the pop-
ulation of solid particles is outgrown by particles with
icosahedral orders. Even a small fraction of icosahe-
dral particles strongly suppresses the crystallization pro-
cess [93, 94]. The effect becomes more prominent with
the introduction of polydispersity in particle sizes: in
Ref. [60] it is shown that the size asymmetry favors the
formation of icosahedral environments, while suppressing
the crystalline ones. Fig. 1c-d shows the joint probabil-
ity map of the order parameters q4 and q6. This map
is convenient because crystalline particles are located in
the upper-right corner of the map, while icosahedral-like
environments in the upper-left corner. We can see that,
going from a system with 7% polydispersity (Fig. 1c)
to a system with 15% polydispersity (Fig. 1d) the ex-

tent of crystalline regions is highly suppressed, while
icosahedral-environments grow. It is interesting to note
that disorder (in this case polydispersity) does not always
destabilize the crystal. For example, in the case of par-
ticles with angular (patchy) interactions, it was shown
that angular disorder does not compromise the crystal-
lizability of the system [95]. Glasses are thermodynami-
cally unstable, and, despite the slow dynamics, they can
crystallize. The study of both the static [96] and dy-
namic [97] properties of the devitrification process holds
great promises for the understanding of the glass transi-
tion.

To conclude, we consider how an external field can
couple with the orientational order in the fluid and af-
fect its dynamics and crystallizability. Ref. [98] stud-
ied this relationship in a vertically vibrated quasi-two-
dimensional granular liquid, and with polydisperse and
bidisperse liquids Brownian simulations. It showed that
the walls induce additional glassy order to the fluid, but
that this effect can be encapsulated in a bare correlation
length dependent on the distance from the wall. This
also suggests a link between bond orientational order and
slow dynamics. Ref. [19] instead considered the effect of
rough walls on colloidal suspensions under the effects of
gravity. It was shown that, while rough walls do not
perturb the density field, they strongly suppress bond
orientational order up to distances comparable to the
bond-orientational correlation length. This suppression
of bond orientational order is then reflected in a strong
suppression of nucleation close to the walls.

Another interesting external field is shear, which has
been considered in detail in Ref. [82], showing that shear
suppresses the development of crystallization precursor
regions, but favors the growth of crystal nuclei once they
are formed. This offers a compelling explanation of the
non-monotonous dependence of the crystallization rate
on the shear rate. The response of colloids to external
fields, makes them ideal candidates to uncover their effect
on crystallization [99]

VI. CONCLUSIONS

To conclude, we have reviewed recent progress on non-
classical pathways to crystallization in colloidal systems.
Besides advancing our understanding of the nucleation
process on a microscopic scale, these studies have shed
light on interesting phenomena, such as polymorph se-
lection, glassiness, and devitrification. Especially inter-
esting is the study of the effect of external fields on the
nucleation process. up to now, the case of external walls
and uniform shear have been considered, but many other
directions are open to investigation.
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[56] H. J. Schöpe, G. Bryant, and W. van Megen, J. Chem.
Phys. 127, 084505 (2007).

[57] M. Franke, S. Golde, and H. J. Schöpe, Soft Matter 10,
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[58] T. Schilling, H. J. Schöpe, M. Oettel, G. Opletal, and
I. Snook, Phys. Rev. Lett. 105, 25701 (2010).

[59] J. T. Berryman, M. Anwar, S. Dorosz, and T. Schilling,
arXiv preprint arXiv:1503.07732 (2015).

[60] M. Leocmach, J. Russo, and H. Tanaka, J. Chem. Phys.
138, 12A536 (2013).

[61] P. J. Steinhardt, D. R. Nelson, and M. Ronchetti, Phys.
Rev. B 28, 784 (1983).

[62] S. Auer and D. Frenkel, Annu. Rev. Phys. Chem. 55, 333
(2004).

[63] W. Lechner and C. Dellago, J. Chem. Phys. 129, 114707
(2008).

[64] J. Russo and H. Tanaka, Soft Matter 8, 4206 (2012).
[65] P. Tan, N. Xu, and L. Xu, Nature Phys. 10, 73 (2014).
[66] Y. Lu, X. Lu, Z. Qin, and J. Shen, Solid State Commun.

(2015).
[67] T. Kawasaki, T. Araki, and H. Tanaka, Phys. Rev. Lett.

99, 215701 (2007).
[68] H. Tanaka, T. Kawasaki, H. Shintani, and K. Watanabe,

Nature Mater. 9, 324 (2010).



6

[69] A. Malins, J. Eggers, C. P. Royall, S. R. Williams, and
H. Tanaka, J. Chem. Phys. 138, 12A535 (2013).

[70] A. Malins, J. Eggers, H. Tanaka, and C. P. Royall, Fara-
day Discuss. 167, 405 (2013).

[71] C. P. Royall and S. R. Williams, Phys. Rep. 560, 1
(2015).

[72] M. Oettel, J. Phys.: Condens. Matter 24, 464124 (2012).
[73] K. Kratzer and A. Arnold, Soft Matter 11, 2174 (2015).
[74] P. S. Mohanty, P. Bagheri, S. Nöjd, A. Yethiraj, and

P. Schurtenberger, Phys. Rev. X 5, 011030 (2015).
[75] R. Li, Y. Wu, and J. Xiao, J. Chem. Phys. 140, 034503

(2014).
[76] T. T. Debela, X. D. Wang, Q. P. Cao, Y. H. Lu, D. X.

Zhang, H. J. Fecht, H. Tanaka, and J. Z. Jiang, Phys.
Rev. B 89, 104205 (2014).

[77] Y. Han, J. Lee, S. Q. Choi, M. C. Choi, and M. W. Kim,
Phys. Rev. E 88, 042202 (2013).

[78] N. A. Mahynski, A. Z. Panagiotopoulos, D. Meng, and
S. K. Kumar, Nature Commun. 5 (2014).

[79] C. Mondal, S. Karmakar, and S. Sengupta, J. Phys.
Chem. B (2015).

[80] N. C. Karayiannis, K. Foteinopoulou, and M. Laso, Int.
J. Mol. Sci. 14, 332 (2012).

[81] R. S. Hoy and N. C. Karayiannis, Phys. Rev. E 88,
012601 (2013).

[82] B. Lander, U. Seifert, and T. Speck, J. Chem. Phys.
138, 224907 (2013).

[83] C. Desgranges and J. Delhommelle, J. Am. Chem. Soc.
128, 15104 (2006).

[84] J. P. Mithen, A. J. Callison, and R. P. Sear, J. Chem.
Phys. 142, 224505 (2015).

[85] P. G. Bolhuis, D. Frenkel, S. C. Mau, and D. A. Huse,
Nature 388, 235 (1997).

[86] S. Pronk and D. Frenkel, J. Chem. Phys. 110, 4589
(1999).

[87] T. Palberg, Curr. Opin. Colloid Interface Sci. 2, 607
(1997).

[88] B. O’Malley and I. Snook, Phys. Rev. Lett. 90, 85702
(2003).

[89] C. N. Likos, Soft Matter 2, 478 (2006).
[90] J. Russo and H. Tanaka, Proc. Nat. Acad. Sci. U.S.A. ,

201501911 (2015).
[91] T. Kawasaki and H. Tanaka, J. Phys.: Condens. Matter

23, 194121 (2011).
[92] Z. Zheng, R. Ni, F. Wang, M. Dijkstra, Y. Wang, and

Y. Han, Nature Commun. 5 (2014).
[93] H. Tanaka, J. Phys.: Condens. Matter 15, L491 (2003).
[94] N. C. Karayiannis, R. Malshe, J. J. de Pablo, and

M. Laso, Phys. Rev. E 83, 061505 (2011).
[95] F. Romano, J. Russo, and H. Tanaka, Phys. Rev. Lett.

113, 138303 (2014).
[96] T. Kawasaki and H. Tanaka, Phys. Rev. E 89, 062315

(2014).
[97] E. Sanz, C. Valeriani, E. Zaccarelli, W. C. Poon, M. E.

Cates, and P. N. Pusey, Proc. Nat. Acad. Sci. U.S.A.
111, 75 (2014).

[98] K. Watanabe, T. Kawasaki, and H. Tanaka, Nat. Mater.
10, 512 (2011).

[99] K. Sandomirski, E. Allahyarov, H. Löwen, and S. U.
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