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Commercial graphites are used for a wide range of applications. For example, Gilsocarbon graphite is
used within the reactor core of advanced gas-cooled reactors (AGRs, UK) as a moderator. In service, the
mechanical properties of the graphite are changed as a result of neutron irradiation induced defects and
porosity arising from radiolytic oxidation. In this paper, we discuss measurements undertaken of mechanical properties at the micro-length-scale for virgin and irradiated graphite. These data provide the
necessary inputs to an experimentally-informed model that predicts the deformation and fracture
properties of Gilsocarbon graphite at the centimetre length-scale, which is commensurate with laboratory test specimen data. The model predictions provide an improved understanding of how the mechanical properties and fracture characteristics of this type of graphite change as a result of exposure to
the reactor service environment.
© 2017 The Authors. Published by Elsevier B.V. This is an open access article under the CC BY license
(http://creativecommons.org/licenses/by/4.0/).

1. Introduction
Unlike naturally occurring graphite, commercial graphites are
used for a wide range of applications. However, in these cases the
graphites usually have complex microstructures and are manufactured to have physical and mechanical properties appropriate to
the speciﬁc application. An example of this is the Gilsocarbon
graphite used in the construction of reactor cores for the civil power
generating UK advanced gas-cooled reactors (AGRs), where properties have been achieved to allow the material to fulﬁl the structural and neutron moderation requirements. These bricks are a
mixture of larger Gilsonite ﬁller particles embedded in a matrix of
ﬁller particle ﬂour mixed with pitch that has been moulded and
graphitised as described previously [1]. Flaws and pores are introduced as a consequence of graphitisation. This produces complex
interconnected nano- and micro-scale pathways that link many of
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the pores and ﬂaws throughout the microstructure. In addition,
changes arise from two processes: (i) neutron irradiation which
introduces point defects into the crystal lattice; and (ii) radiolytic
oxidation by the carbon dioxide gas as a result of gamma irradiation
produced by nuclear ﬁssion. The latter causes graphite mass loss
and a decrease in strength. The mechanical behaviour of these
reactor core graphites can be described as quasi-brittle [1]. The
materials have microstructural features similar to other aggregatecontaining materials, such as concrete. Certainly, the nuclear
graphite does not exhibit plasticity as it is deformed, so that nonlinearity in the load displacement response is associated with
micro-crack formation [1].
Of great importance for evaluating the integrity of graphite
reactor cores is the evolution of bulk mechanical and physical
properties over the service life. To understand this evolution for the
AGR cores, regular measurements have been, and continue to be,
made on macro-size samples removed periodically from reactors,
either trepanned from bricks or extracted from surveillance
schemes. However, these data do not separate contributions from
irradiation damage and porosity induced by radiolytic oxidation to
changes in the mechanical properties. In this respect, mechanical
testing which uses micro-scale specimens is capable of targeting
selected locations within the microstructure of a sample. Therefore,
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this approach provides a measure of the true properties of the solid
regions of the graphite. Speciﬁcally, it is these data that are
appropriate for input to microstructure-based models to predict
the degradation of reactor core graphite over the service life. In this
respect, a microstructurally-based, multi-length-scale ﬁnite beam
element model is adopted to simulate the mechanical response and
fracture characteristics of Gilsocarbon graphite in both the virgin
and service-exposed conditions. For the latter, the focus is on
simulating the combined contributions of mass loss by radiolytic
oxidation and neutron irradiation damage on these properties.

2. Materials and experimental
Mechanical properties of virgin and irradiated Gilsocarbon
graphite supplied by EDF Energy were measured. The polygranular
Gilsocarbon graphite (IMI-Grade 21) material supplied is one of the
nuclear-grade graphites used in the reactor cores of the AGR ﬂeet of
nuclear power stations in the UK. The fabrication route produces a
relatively uniform distribution of ﬁller particles in a graphitised
matrix. In general, this material is considered to be macroscopically
isotropic with respect to macroscale mechanical properties, with an
elastic modulus of ~12 GPa, a tensile strength of ~20 MPa and a
ﬂexural strength of ~26 MPa in the virgin condition [2e5]. The
overall microstructure comprises ﬁller particles, binder phase and
pores/ﬂaws. Certainly, at the micro- and sub-micrometre lengthscale pores and cracks arising from the fabrication process are
distributed in the ﬁller particles and matrix, and in this condition
the total porosity is measured to be about 20% by volume. More
details of the microstructure can be found elsewhere [2e8].
Mechanical property measurements were undertaken at the
appropriate length-scale for input to numerical simulations. It is
important to recognise that it is the inherent properties of the
material, and not those of the overall microstructure, that are
required. These include elastic modulus and fracture strength. For
models used in this work, these data are required at the
micrometre-scale. Micromechanical properties of this porous nuclear graphite were obtained using a technique for testing microcantilever specimens. For this, micro-scale cantilever beam specimens were tested within a combined focused ion beam and scanning electron workstation (FEI Helios NanoLab 600i) ﬁtted with a
customised force measurement system (Kleindiek Nanotechnik).
The procedure is described in detail in other publications
[2,10,12,15]. Two steps are required to produce an individual
specimen. Step I is to gallium ion mill two rectangular slots
5 mme15 mm apart depending on the size of the cantilevers to be
made, with a 45 ion beam incident angle to the sample surface. For
this step, an ion current of 6.5 nA was used. Step II repeats the
milling at 45 from the other direction to form a square-sectioned
cantilever beam, typically 5 mm  5 mm x 10 mm or larger,
depending on the required ﬁnal size of the cantilever. Repeating the
two steps with reduced ion beam currents of 2.7 nA and 0.9 nA, and
invoking the ‘cleaning cross-section’ approach, produces a
2 mm  2 mm x 10 mm cantilever beam (5:1 aspect ratio). The
details of the loading system and calibration of the technique can
be found elsewhere [2,10,12,15]. The force measurement system
outputs the applied load (with a resolution of 0.01 mN) on the
cantilever, whereas the displacement at the loading point is
measured from the secondary electron microscopy images. More
details about this experimental technique can be found in
Refs. [2,9e12]. The irradiated sample provided had experienced a
DIDO neutron dose equivalent of 93.1  1020n.cm2 (12.2 displacements per atom - dpa) and mass loss of 17.5%. These measurements on this length-scale were inputs for the multi-scale
computer model.
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3. Modelling approach
As described in Section 2, the Gilsocarbon graphite being
considered consists of nearly-spherical ﬁller particles and pores,
with complex shapes embedded within the matrix. Microstructural
models have been generated for virgin graphite (20% porosity) and
to be representative of irradiated graphite (up to 60% porosity).
Models of centimetre-sized cubes with 20% of the volume consisting of ﬁller particles were created (Fig. 1), divided into eight
5 mm  5 mm x 5 mm cubes, which were then subdivided into
millimetre-sized cubes for the multi-scale fracture simulations.
Details on the microstructural model creation, pore size and particle size distribution, and simulating the increase in porosity due to
service conditions, are available elsewhere [13].
A lattice-type ﬁnite element model was used for the deformation and fracture analysis [13,14]. In this model, the material is
discretised as a set of small beam elements. A regular cubic grid of
beam elements, with equal lengths, is used. A set of linear analyses
is then performed by calculating the response of the lattice mesh
for a particular external displacement. The ﬁnite beam element
with the highest stress-to-strength ratio is identiﬁed and removed
from the lattice network. In each of the analysis steps, a single
lattice beam element is removed from the mesh, representing the
creation of a small crack, and causing a change in the specimen
compliance. The analysis is then repeated, with an updated mesh.
To capture the microstructural details of porous graphite, the
computational effort necessary for a single-scale approach is too
high. To overcome this difﬁculty, in this study a multi-scale
modelling scheme was used. The approach is shown schematically in Fig. 2. The multi-scale modelling procedure can be summarised as follows:
 First, the ﬁnite element beam microstructure is divided into a
number of small cubes (in this case, each cube was
1 mm  1 mm x 1 mm, with a total of 125 cubes).
 Then, a direct tension test is simulated on each of these small
cubes (in these simulations, beam elements were assigned
brittle behaviour), resulting in load-displacement curves, which
are then represented as multi-linear (Fig. 2b).

Fig. 1. Computer generated microstructure of Gilsocarbon graphite, with ﬁller particles
in red and large pores in blue (20%; 1 cm cube). Mass loss is simulated by ‘removal’ of
matrix material to match the mass loss. (For interpretation of the references to colour
in this ﬁgure legend, the reader is referred to the web version of this article.)
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Fig. 2. Multi-scale modelling procedure: (a) a small cube, 20  20 x 20 voxels; (b) load-displacement curve (black), which is the outcome of a small-scale simulation. The grey curve
is a schematisation of the black one and is multi linear, with six segments with points taken at (1) origin, (2) ﬁrst micro-cracks, (3) peak load, (4) ﬁrst point in response for which
load is <75% of the peak, (5) ﬁrst point in response for which load is <50% of the peak, (6) ﬁrst point in response for which load is <25% of the peak, (7) point at which load is zero;
(c) detailed mesh shows a small cube (20  20 x 20 voxels) in grey at its location within the large cube; (d) example load-displacement curve obtained from the full-scale
simulation.

 These multi linear curves for small cubes are used as constitutive relationships for elements in the larger specimen (Fig. 2c),
which is then tested, resulting in a load-displacement response
and cracking patterns for the full-sized specimen (an example is
shown in Fig. 2d).
In the simulations on the larger-scale, the local behaviour of
each ﬁnite beam element was, therefore, not brittle. In fact, each
element was assigned a multi-linear constitutive relationship that
resulted in simulating the ‘local’ microstructure on the smallerscale. Consequently, on this scale, the beam elements were not
removed in each loading step but, for ‘damaged’ elements, the
stiffness and strength were adjusted according to their respective
constitutive relation.
4. Results and discussion
4.1. Mechanical properties
For the mechanical properties of the simulated graphite material, the values from micro-cantilever testing were used. The data
measured at this length-scale are summarised in Table 1. It is
noteworthy that these differ signiﬁcantly from the bulk values
given in Section 2 for virgin material. This is because the bulk data
in Section 2 are measures of material with as-fabricated porosity

and ﬂaws. Moreover, since the micro-scale tests can provide data
from selected microstructural features, we observe increases in
both elastic modulus and ﬂexural strength for the irradiated particles and a small decrease for the matrix compared with virgin
material.
As input to the modelling, elastic moduli were used directly,
while the uniaxial tensile strength of lattice beam elements were
set to be 70% of the measured micro-cantilever bending strength.
This was recommended in previous work by the authors [13]. For
the unirradiated case, values measured on virgin Gilsocarbon
graphite, as reported in Table 1, were used. For mass losses of 25% or
more, values measured on the irradiated Gilsocarbon graphite, as
reported in Table 1, were used. For the intermediate value of mass
loss, 14.13%, a linear interpolation between the virgin and irradiated
values was used.
Three-point bend geometry test specimens are adopted to undertake measurements of the mechanical properties of unirradiated and irradiated graphite samples as part of the reactor core
monitoring scheme and supporting research programme. The
mechanical property data available from these 6 mm  6 mm x
15 mm specimens provide a basis for comparison with computer
model predictions. As a consequence, in addition to undertaking
modelling under tensile loading speciﬁc computer models were
prepared and simulations produced for the three-point bend geometry specimens. Hence, model specimens of the same

Table 1
Summary of micro-cantilever test results.
Condition

Measured area

Young's modulus (GPa)

Bending strength (MPa)

Tensile strength in model (70% of bending strength) (MPa)

Unirradiated
Irradiated

Filler particle and matrix [9]
Filler particle
Matrix

18
24
14

564
1093
330

395
760
231
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Fig. 3. Specimen used in three-point bending simulation.

dimensions as those used in experiments were simulated using a
lattice mesh of 12 nodes  12 nodes x 30 nodes (Fig. 3). Loading was
applied in the middle and the beam was simply supported. Each
beam in the lattice was randomly assigned with a multi-linear
curve coming from small cubes of the corresponding mass loss
case. Note that since the mechanical properties were randomly
distributed and do not exactly follow the material microstructure,
as was the case for uniaxial tension, this could lead to somewhat
different strengths. To compensate for this effect, the random
assignment procedure was repeated ﬁve times for each mass loss
case, and ﬁve specimens were simulated in each case.
4.2. Modelling
To implement the computer modelling, porosity levels were
converted to mass loss values, and the change of engineering
properties (elastic modulus and strength) caused by combined
contributions of radiolytic oxidation and neutron irradiation may
be predicted. A beneﬁt of the multi-scale modelling procedure is
that it enables a statistical evaluation of strength distributions in

Fig. 5. Simulated stress strain curves for Gilsocarbon graphite with increasing levels of
irradiation damage (legend denotes mass loss).

the sub-microstructures. This analysis provides a measure of the
variability of strengths in the model graphite material. Histograms
of simulated uniaxial strengths for increasing porosity levels are
given in Fig. 4. They show a shift towards the left with increasing
mass loss, signifying weakening of the material. In addition, there is
a progressive decrease in the width of the distributions (full width
half maximum), indicating that scatter is reduced as the amount of
irradiation-induced porosity increases.
In Fig. 5, simulated tensile stress/strain curves for the unirradiated material and three mass loss levels are given, where zero
represents the unirradiated condition that contains porosity arising
solely from fabrication. It is evident that for the increasing levels of
neutron irradiation combined with mass loss there is a progressive
decrease in the predicted elastic modulus and tensile strength. This
is seen in the comparison between measured and simulated elastic
moduli for increasing mass loss given in Fig. 6. Note that experiments were performed on 6 mm  6 mm x 15 mm specimens

Fig. 4. (a)e(d) Distribution of uniaxial strengths of small (1 mm  1 mm x 1 mm) cubes in microstructures with increasing levels of mass loss, up to 50%. (Vertical scale in (d) is
from zero to 30%.).
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Fig. 6. Comparison of simulated (cross) and experimental (circle) values of elastic
modulus for increasing mass loss.

Fig. 7. Comparison of (a) simulated elastic moduli and (b) uniaxial tensile strength
from previous work [3] (not considering neutron irradiation effects) and current work.
Note that strength values from Ref. [3] were scaled by 0.7 to enable the comparison.

tested in three-point bending. In this case, the predicted values
follow the experimentally-measured trend of modulus decrease
with increasing mass loss. In Fig. 6, there is a very good ﬁt between
the values of elastic modulus predicted by the computer modelling
and experimental data assembled from in-service trepanned
sample measurements and a research programme undertaken in a
test reactor. It is well established that changes in mechanical
properties of nuclear graphite depend upon the level of neutron
irradiation [16]. In general, the early stages of exposure produce

behaviour that is dominated by irradiation strengthening, which
potentially leads to increases in both strength and elastic modulus.
However, prolonged exposure radiolytic oxidation will cause
further mass loss which will become a dominating factor and lead
to a reduction in mechanical performance [17].
In previous work [13], changes in properties for the same Gilsocarbon graphite model material with increasing mass loss, but
without considering neutron irradiation, were simulated. The same
computer-generated microstructures were used as input for the
numerical model, as in the current work. The comparison between
the two scenarios is given in Fig. 7. In this sensitivity analysis, for
the elastic modulus there is no signiﬁcant difference when
considering or not the irradiation effect. In terms of tensile
strength, however, there is a signiﬁcant difference. Neglecting the
effect of neutron irradiation, which, according to micro-cantilever
testing, hardens the ﬁller particles but signiﬁcantly reduces the
strength of the matrix (see Table 1), is not conservative and leads to
overestimation of tensile strength. This can, in practice, lead to an
underestimation of the risk of cracking in reactor core bricks. It is,
therefore, important to continue research on changes of (micro-)
mechanical properties of nuclear graphite with neutron irradiation.
The predicted evolution of cracks occurring in uniaxial tension
simulations is given in Figs. 8e9. In the virgin Gilsocarbon material
(Fig. 8), the cracks start in the matrix, where porosity is located. It is
noteworthy that experimental observations show the mass loss to
be concentrated in the matrix. However, cracking then propagates
through the ﬁller particles and forms a single crack plane. This is a
result of three assumptions in the present model: (1) mechanical
properties of the matrix and the ﬁller particles are the same in the
unirradiated condition; (2) the interface between the ﬁller particle
and the graphite matrix has the same mechanical properties as the
ﬁller particle; and (3) the existence of micro-cracks in the ﬁller
particles (i.e. both transverse cracks and ‘onion ring’ ﬂaws) has
been neglected in the present simulations for simplicity. With
increasing irradiation, it is clear that cracking localises in the matrix
phase, completely avoiding the particles. This is because, according
to micro-cantilever measurements, the ﬁller particles become
stronger and stiffer with neutron irradiation while the matrix phase
becomes softer and weaker. It is seen that with increasing porosity
the width of the fracture process zone increases. This trend has also
been observed in other porous materials, such as concrete [18] and
gypsum plaster [14]. The increase in porosity also marks a transition from relatively brittle to more quasi-brittle behaviour, evident
also in stress/strain curves (Fig. 5).
Quasi-brittle fracture is typically characterised by three distinct
regions in the load-displacement curve for a quasi-brittle material,
such as nuclear graphite (shown schematically in Fig. 10) [19,20]:
the linear-elastic region (Region I); the micro-cracking region (Region II), which occurs prior to the peak load; and the post-peak
region (Region III), in which softening of the material is observed.
As stated previously, nuclear graphite does not show a signiﬁcant
ability for plastic deformation. Therefore, changes in compliance
are a result of (micro-)cracking. Different regions in the stress/
strain curve are characterised by the energy needed for fracture. For
uniaxial tension simulations presented in this report, energy
required for fracture is calculated using Equation (1) and given in
Table 2.

Zu1
Gf ¼

sdu

(1)

0

where s is the stress and u the corresponding displacement. From
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Fig. 8. Cracks formed in a simulated uniaxial tensile test of a virgin Gilsocarbon specimen. Left - at peak load; Right - at failure. Blue - matrix; Red - ﬁller particle; White - particle/
matrix interface. Loading was applied in the vertical direction. (For interpretation of the references to colour in this ﬁgure legend, the reader is referred to the web version of this
article.)

Fig. 9. Cracks formed in a simulated uniaxial tensile test of an irradiated Gilsocarbon specimen with 50% mass loss. Left - at peak load; Right - at failure. Blue - matrix; Red - ﬁller
particle; White - particle/matrix interface. Loading was applied in the vertical direction. (For interpretation of the references to colour in this ﬁgure legend, the reader is referred to
the web version of this article.)

Table 2, it can be seen that the percentage of the total energy of
fracture consumed after the peak load is signiﬁcantly higher after
neutron irradiation and radiolytic oxidation compared to the virgin
Gilsocarbon case. It can be stated that the graphites exposed to in-

Fig. 10. Schematic load-displacement curve for a quasi-brittle material: Region I linear; Region II - non-linear; Region III - post-peak softening.

service conditions are tougher than the virgin graphite, and this
could potentially be an important factor when assessing the residual service life of a plant.
Since all experimental measurements were performed using
three-point bending geometries, and not uniaxial tension, additional (simpliﬁed) simulations of three-point bending were performed, as described. Stress/displacement curves of simulated
three-point bending tests for all cases are shown in Fig. 11. Five
different realisations of the model were simulated for each condition. All results are also given in Table 3. It is seen that variation
exists between individual model predictions for each condition.
Also, the standard deviation decreases as the mass loss (i.e.
porosity) increases. However, when normalised to the mean the
percentage deviation remains constant. In our previous work with
model quasi-brittle materials [14] it was shown that the variation in
simulated ﬂexural strength between individual model realisations
decreases as the (controlled) porosity increases. This is of practical
signiﬁcance because graphite specimens tested in the laboratory
are signiﬁcantly smaller than the reactor core bricks, and it was
shown that the variability between individual test results is higher
for smaller specimen size [13]. Consequently, a large number of
laboratory specimens need to be tested to obtain results that can be
reliably used for practical purposes. However, based on the results
of this and previous work [14], it is probable that for graphite bricks

B. Savija et al. / Journal of Nuclear Materials 499 (2018) 18e28
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Table 2
Simulated fracture energy (Gf) in uniaxial tension simulations.
Fracture energy consumed in the Relative fracture energy Fracture energy consumed in the Relative fracture energy Total
Condition Fracture energy
fracture
consumed in the elastic inelastic regime (up to peak load) consumed before peak inelastic regime (after peak load) consumed after peak
energy
load (%)
(N.mm)
load (%)
(N.mm)
regime (N.mm)
(N.mm)
Virgin
14.13%
mass loss
25%
mass loss
50%
mass loss

0.648
0.013

0.184
0.168

24.13
10.73

2.617
1.506

75.88
89.27

3.449
1.687

0.013

0.092

16.85

0.520

83.15

0.623

0.0002

0.017

5.89

0.275

94.11

0.292

Fig. 11. Simulated stress/displacement diagrams for three-point bending specimens with varying mass loss (ﬁve random simulations per case).

Table 3
Summary of three-point bending strengths obtained from models, as shown in
Figs. 14e15.
Condition

Virgin
14.13%
mass loss
25%
mass loss
50%
mass loss

Bending strength (MPa)
Run1

Run2

Run3

Run4

Run5

Mean

Standard deviation

97.12
61.78

90.98
60.17

93.09
55.40

104.85
69.14

93.43
58.78

95.90
61.06

4.89
4.55

40.34

42.94

46.07

44.24

40.39

42.80

2.22

20.91

23.54

21.55

21.88

24.44

22.46

1.32

exposed to service conditions a smaller number of specimens needs
to be tested.
Simpliﬁed three-point bending simulations show, in general,
that the material exhibits quasi-brittle behaviour for all simulated
cases. Similar to uniaxial tension simulations, the post-peak
behaviour becomes more pronounced with increasing mass loss
(i.e. porosity). Again, decreasing bending strength with increasing
mass loss is observed, in accordance with simulated uniaxial tension experiments. In Fig. 12, a comparison is given between results
of the simpliﬁed statistical model and experimental measurements.
Considering the very limited number of input parameters needed
for the present model and the underlying assumptions in the small-
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Fig. 12. Comparison of simulated (ﬁlled circle) and experimental (open circle) values
of ﬂexural strength for increasing mass loss. Error bars indicate standard deviation
between ﬁve simulations.

Fig. 13. Undeformed mesh (top) and deformed mesh (bottom) of a simulated virgin
Gilsocarbon specimen subjected to three-point bending. Damaged elements are shown
in blue. (For interpretation of the references to colour in this ﬁgure legend, the reader
is referred to the web version of this article.)

scale modelling, an excellent ﬁt is observed between experiments
and simulations for in-service conditions. Simulated ﬂexural
strengths are slightly higher than experimental values, but this can
most probably be improved by a more rigorous description of the
material microstructure and taking into account features such as

25

onion ring porosity in the ﬁller particles [11]. Furthermore, since
only one realisation of the material microstructure was simulated
(Fig. 1), it may be of use to also consider this in a statistical way.
In Fig. 13, a deformed mesh for one of the simulations is given.
Here it can be seen that, in general, failure is caused by macro-crack
propagation through the middle of the specimen. This is expected
for a quasi-brittle material. More information can be obtained from
the damage evolution. In Figs. 14 and 15, damage evolution for two
extreme mass loss levels (i.e. 0% and 50%) is presented, together
with corresponding pattern of crack distribution. Note that damage
states shown correspond to different element states as deﬁned by
multi-linear constitutive relationships of each individual element
(e.g. as shown in Fig. 2d). Therefore, element states go from undamaged to completely broken following the multi-linear curve of
each element. Essentially, elements that are damaged but not
completely cracked reveal signiﬁcantly different extents of microcracking. While it is clear that, in both cases, a single (macro-)crack
localises, the damage zone becomes wider with increasing mass
loss. This also corresponds very well with the simulated uniaxial
tension experiments, where the fracture process zone becomes
wider as the mass loss (i.e. porosity) increases. The present
simpliﬁed model used for simulating three-point bending experiments is able, therefore, to reproduce the major features of the
detailed microstructurally-based model (as used for simulating
uniaxial tension), i.e the quasi-brittle behaviour, the change in
(measured) mechanical properties with changing porosity and
irradiation conditions, and the widening of the damage zone with
increasing mass loss. When simulating larger specimens and
moving towards full-scale brick elements, there is a clear beneﬁt of
reduced computational time. On the other hand, the level of detail
obtained from such a simulation is lower compared to the microstructural model. Furthermore, it cannot provide mechanistic understanding of the fracture process in a multi-phase material such
as Gilsocarbon graphite. The microstructural model can show
which phase is critical for initiation and propagation of cracking.
Since the long-term goal of the modelling efforts presented here is
to evaluate remaining service life predictions, a compromise between the two approaches may sufﬁce. A detailed approach would
focus on the understanding of the process and sensitivity analyses,
while the simpliﬁed approach could be used for engineering purposes. A similar statistical approach was recently proposed [21]. If a
database of (simulated) material properties was available from the
microstructural approach, statistical analyses could then be performed on the larger-scale. This approach would then be upscaled
all the way to component length-scale, where statistical ﬁnite
element modelling would then be applied. Note that full-scale
modelling would also require knowledge of material gradients inside individual components, e.g. different exposures of the inner
and outer layers in individual reactor core bricks resulting in mass
loss/irradiation state gradients, which could be accommodated by
the proposed approach.

5. Concluding comments
In Section 5, we have described and discussed results of a multiscale model used for predicting changes in elastic properties of
Gilsocarbon graphite due to service exposure to combined neutron
irradiation and radiolytic oxidation. The model is founded on two
underlying assumptions: (1) a good description of the material
microstructure is necessary; and (2) material properties measured
at the appropriate length-scale are needed to describe the deformation and fracture process in a complex multi-phase material
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Fig. 14. Damage development in virgin Gilsocarbon specimen subjected to three-point bending. Left - cracks only; Right - damaged elements according to corresponding multilinear damage law as given, for example, in Fig. 2b. Here, elementStateAtUpperBound 12 (red) signiﬁes an intact beam element, while 2 (blue) signiﬁes a completely damaged
element. (For interpretation of the references to colour in this ﬁgure legend, the reader is referred to the web version of this article.)

such as Gilsocarbon graphite. The model is informed by experimental measurements of ‘true’ material properties. In this work,
mechanical properties (elastic modulus and fracture strength) of
virgin and irradiated Gilsocarbon graphite are obtained using a
micro-cantilever testing technique. By testing micrometre lengthscale specimens, this technique enables material properties of
speciﬁc features of the microstructure to be obtained via minimisation of the inﬂuence of porosity and defects on the measurement results. This is essential for multi-phase materials that exhibit
heterogeneities and porosities at multiple length-scales, such as
nuclear graphite [9] and cement paste [22e25]. These measurements provide the necessary input data at the micro-length-scale.
In addition, a microstructural model representative of the Gilsocarbon graphite and the changes affecting it over time has been
invoked. Therefore, porosity is explicitly included in the microstructural model. This procedure avoids the need for ﬁtting parameters, so the simulation results are fully predictive and
dependent on a good microstructural model. This makes data
collection and property prediction cheap and efﬁcient.
Two different approaches, with varying levels of detail, have
been presented: (1) a fully microstructural approach, which has
been used to simulate uniaxial tension experiments on the millimetre length-scale; and (2) a statistical microstructure-informed
approach, which has been used to simulate three-point bending

experiments at the centimetre length-scale, with size corresponding to experiments. Simulation results have been compared
to experimental data. Uniaxial tension simulations have shown
excellent agreement between simulated elastic moduli and those
measured for various in-service conditions. In addition, simulations
have shown a shift between relatively brittle to more quasi-brittle
behaviour with increasing irradiation and mass loss, signiﬁed by an
increased contribution of the post-peak work of fracture, accompanied by widening of the fracture process zone. The crack propagation mode changes with increasing irradiation due to
strengthening of the ﬁller particles. While virgin condition cracks
do penetrate through the ﬁller particles, following irradiation this is
not the case. For three-point bending simulations, a simpliﬁed
statistical microscale approach has been adopted. While this does
not explicitly use the material microstructure as input, it is
informed by smaller-scale simulations. In a statistical way, this
makes the proposed approach signiﬁcantly less computationally
expensive and, therefore, more suitable for larger specimens.
Simulation results have shown good agreement with experimental
data in terms of ﬂexural strength. Although simpliﬁed, this
approach is able to reproduce the main behaviours of the more
detailed microstructurally-based approach (such as widening of
the damage zone with increasing porosity), but with less detail.
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Fig. 15. Damage development in irradiated Gilsocarbon specimen with 50% mass loss subjected to three-point bending. Left - cracks only; Right - damaged elements according to
corresponding multi-linear damage law as given, for example, in Fig. 2b. Here, elementStateAtUpperBound 12 (red) signiﬁes an intact beam element, while 2 (blue) signiﬁes a
completely damaged element. (For interpretation of the references to colour in this ﬁgure legend, the reader is referred to the web version of this article.)
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