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Comprehensive identification of the phases and atomic configurations of bimetallic

nanoparticle catalysts are critical in understanding structure–property relationships in

catalysis. However, control of the structure, whilst retaining the same composition, is

challenging. Here, the same carbon supported Pt3Sn catalyst is annealed under air, Ar

and H2 resulting in variation of the extent of alloying of the two components. The

atmosphere-induced extent of alloying is characterised using a variety of methods

including TEM, XRD, XPS, XANES and EXAFS and is defined as the fraction of Sn present

as Sn0 (XPS and XANES) or the ratio of the calculated composition of the bimetallic

particle to the nominal composition according to the stoichiometric ratio of the

preparation (TEM, XRD and EXAFS). The values obtained depend on the structural

method used, but the trend air < Ar < H2 annealed samples is consistent. These results

are then used to provide insights regarding the electrocatalytic activity of Pt3Sn catalysts

for CO, methanol, ethanol and 1-butanol oxidation and the roles of alloyed Sn and SnO2.
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Introduction

PtSn bimetallic nanoparticles (NPs) have attracted considerable attention in
heterogeneous and electrocatalyst catalyst research, since the addition of Sn
species increases the selectivity of hydrogenation and dehydrogenation for
certain molecules1–3 and substantially lowers the activation energy for CO oxida-
tion.4–6 The latter is key to more CO-tolerant catalysts for the anodes of reformate
fuelled H2 PEM fuel cells and direct alcohol fuel cells. Fundamental studies have
shown that CO oxidation occurs at reduced overpotential at Sn and SnO2 (or its
hydrated form) modi�ed Pt7–10 and at Pt3Sn11–14 compared to Pt electrodes.
Similarly, Sn modi�ed Pt surfaces and Pt3Sn catalysts have also shown enhanced
activity over Pt for methanol,15–17 ethanol18–21 and butanol22 oxidation. In each case
the nature of the Sn species, SnO2 or metallic Sn, and the extent of mixing of the Pt
and Sn, alloy formation and the resulting Pt : Sn ratio at the surface, may play
a role in determining the activities of the electrocatalysts. An understanding of
these parameters is important in developing structure–property relationships.
However, the simultaneous control of composition and structure is di�cult for
such nanoparticle bimetallic catalysts. One recent approach has been to take
a parent PtxSn catalyst with a de�ned Pt : Sn ratio and then to subject this to heat
treatment/annealing under various atmospheres, such as air, to induce surface
oxidation or H2(g) to cause reduction.23–26

Structural characterisation of PtxSn catalysts seeks to determine the extent of
alloy formation, any variations in lattice parameters, and the extent of surface
segregation of either of the components, and to identify the presence or absence
of a separate SnO2 phase. Various structural methods such as transmission
electron microscopy (TEM), X-ray di�raction (XRD), X-ray photoelectron spec-
troscopy (XPS) and X-ray absorption spectroscopy (XAS) may each be used, but
each will have its own limitations and will, therefore, provide a di�erent
perspective.

An o�en-noted limitation of XRD is that only the crystalline components are
observed. The SnO2 in PtSn bimetallic catalysts is sometimes found to be “XRD
amorphous”. For example, Colmati et al.27 investigated a range of compositions
for PtxSn alloy catalysts prepared via formic acid reduction and studied their
structures via XRD. The formation of Pt–Sn alloys and extent of alloy formation
were suggested by using an expanded Pt lattice parameter, and no tin oxides were
found. Similarly, Lim et al.28 prepared PtxSn catalysts over a wider range of atomic
ratios using borohydride (a much stronger reductant than formic acid) reduction
and subsequent hydrothermal treatment. These PtSn NPs exhibited expanded Pt
lattice parameters similar to those measured by Colmati et al., implying a similar
extent of alloy formation. However, a set of obvious di�raction peaks from SnO2

were also found by Lim et al. over the entire composition range explored. The
“XRD amorphous” SnO2 implied from Colmati’s study is not a unique case in the
literature and can also be found in studies of Pt–SnO2 core–shell structures29 and,
more commonly, for catalysts with a low Sn content.24,30,31

Kim et al.31 applied XRD, XPS, XANES and EXAFS to investigate the in�uence of
Sn content in carbon supported PtxSn catalysts. Like Colmati’s and Lim’s studies
above, the expansion of the Pt lattice from XRD was found to be proportional to
the amount of Sn used in the preparation, indicating alloy formation. In contrast,
556 | Faraday Discuss., 2018, 208, 555–573 This journal is © The Royal Society of Chemistry 2018
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only oxidised Sn was found in the XPS spectra, and the coordination number of
the Pt–Sn scattering path from EXAFS �tting did not vary systematically with
composition. Such mismatches between techniques were also found in other
detailed characterization studies,32,33 including our previous study,21 where we
calculated the alloying degree as the proportion of Sn present in the bimetallic
particles compared to the nominal composition of a Pt3Sn alloy NP (3–4 nm) to be
�90% from the lattice parameters according to Vegard’s law,34,35 but XPS and
XANES spectra indicated at least 50% of Sn atoms are oxidized.

In this work, the variation in heat treatment atmosphere approach described
above is taken to provide a series of related PtSn catalysts with the same nominal
composition of Pt3Sn, but with di�erent surface compositions. A variety of
structural characterisation methods were then employed to characterise the
resulting nanoparticles and the results were compared. The alloy phase and SnO2

were preliminarily characterised via high-resolution transmission electron
microscopy (HRTEM) and conventional XRD. XPS, XANES (X-ray absorption near
edge structure) and EXAFS (extended X-ray absorption �ne structure) spectra then
were used to acquire additional information regarding the oxidation state and
atomic environment. The CO, methanol, ethanol and 1-butanol oxidation activ-
ities of the catalysts were measured in H2SO4 solution. Activity enhancements
attributed to alloyed Sn and SnO2 were then discussed.
Experimental section

Pt3Sn nanoparticles were deposited on a carbon support to yield a loading of
20 wt% metals via a conventional polyol method.36,37 Vulcan XC-72R carbon black
was functionalized through re�uxing in nitric acid.38 200 mg of the functionalized
carbon black was dispersed into 50 mL of H2O/ethylene glycol (1 : 3 v/v) con-
taining 200 mg of sodium hydroxide by 15 min of stirring and sonication. To this
mixture, 110 mg of H2PtCl6$6H2O and 16 mg of SnCl2$2H2O were added, followed
by stirring for 1 hour and then sonicating for 15 min. The suspension was heated
to 160 �C in an oil bath and maintained at this temperature for 2 hours. The
mixture was then cooled down to room temperature and 50 mL of isopropanol
was added to precipitate nanoparticles. The catalyst was then collected by using
a centrifuge, washed with 50% ethanol aqueous solution and dried under vacuum
at 80 �C. SEM-EDX (FEI XL30 ESEM equipped with an UltraDry detector) was used
to verify the composition, which was found to be Pt2.43Sn, which is close to the
nominal ratio of Pt3Sn. The parent Pt3Sn/C catalyst was then divided into four
parts and three parts were treated by annealing at 250 �C under either air, Ar or H2

(5%, balanced with N2). The three treated samples are denoted as the air, Ar and
H2 samples. Full structural characterisation for the parent Pt3Sn/C catalyst is
provided in the ESI.†

A 20 wt% Pt/C reference catalyst, supplied by Johnson Matthey, with an average
particle size of �2.8 nm (by TEM) was used for comparison.

Transmission electron microscopy (TEM) and high-resolution transmission
electron microscopy (HRTEM) were performed on an FEI Tecnai 12 at 80 kV and
a JEOL JEM 2010 at 200 kV (Bristol University), respectively. Power X-ray di�rac-
tion (PXRD) patterns were acquired using a Bruker D2 PHASER di�ractometer
using Cu Ka radiation (l … 1.5418 Å) at a voltage of 30 kV and a current of 10 mA.
This journal is © The Royal Society of Chemistry 2018 Faraday Discuss., 2018, 208, 555–573 | 557
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X-ray photoelectron spectra (XPS) were acquired using a Kratos Axis Ultra
Hybrid spectrometer (Queen’s University Belfast). XPS data deconvolution was
performed using XPSPEAK 4.1. The background was corrected using the Shirley
method39 and the percentage of Gaussian contribution in the peak shape was
�xed in the range of 20–30%. XPS spectra were calibrated using the C 1s peak
associated with adventitious carbon at 284.8 eV. In the Pt 4f spectra, the spin–
orbit spitting energy and the ratio of the peak area between Pt 4f7/2 and Pt 4f5/2 are
constrained to be 3.35 eV and 4 : 3, respectively. For the Sn 3d spectra, the spin
orbit splitting energy and the ratio of the peak area between Sn 3d5/2 and Sn 3d3/2

are constrained to be 8.4 eV and 3 : 2, respectively.
X-ray absorption (XAS) measurements were carried out using the B18 beamline

at Diamond Light Source (UK) using the Quick EXAFS mode. The samples for XAS
measurements were prepared by grinding and mixing with boron nitride to form
a homogeneous mixture, and then being compressed into pellets. XAS spectra of
these pellets were measured in transmission mode at both the Pt L3-edge and Sn
K-edges in air. Additional spectra were measured in an atmosphere of H2(g) at
room temperature for the H2 annealed sample. Pt or Sn foil was measured in the
reference channel along with the samples to provide energy calibration. The
measured XAS spectra were processed and analysed using the Demeter so�ware
package (ATHENA and ARTEMIS).40 The edge step of each spectrum was
normalized by subtracting the linear pre-edge and quadratic post edge function,
and the energy shi� was calibrated by choosing the zero crossing in the second
derivative of all spectra to be E0 and then assigning the E0 of reference spectra to
the corresponding tabulated value provided by ATHENA. The background of
EXAFS was subtracted using the AUTOBK algorithm present in ATHENA. A
theoretical model of SnO2 was also used as a standard to guide the background
function through the XANES region at the Sn K-edge. Linear combination �tting
at the Sn K-edge was also performed using ATHENA with SnO2 and Sn foil as
standards.

First-shell �tting of the extended X-ray absorption �ne structure (EXAFS) was
performed in ARTEMIS. The Pt L3-edge and Sn K-edge spectra of each sample
were co-analysed with the half scattering path (R, referred as bond length for
a single-scattering path) and mean square relative displacement (s2) of Pt–Sn and
Sn–Pt �rst single scattering path (RPt–Sn … RSn–Pt, sPt–Sn

2 … sSn–Pt
2) set to be equal

at both edges. Fits were carried out in an R-range of 1.1–3.3 Å at the Pt L3-edge,
and 1.1–3.1 Å at the Sn K-edge. Values for amplitude reduction factor were
determined to be 0.872 for Pt and 1.034 for Sn extracted from �tting the Pt foil and
SnO2 standards, respectively.

The electrochemical measurements were conducted in a standard three-
electrode cell connected to a PGSTAT12 potentiostat (Metrohm Autolab). A Pt
mesh electrode was used as the counter electrode, and a Hg|Hg2SO4 electrode
(MMS) in 1 M H2SO4 was used as the reference electrode and equipped with
a Luggin capillary. The potentials reported here are with respect to the reversible
hydrogen electrode (RHE) for convenience. The working electrode was prepared
by drop casting 10 mL of catalyst ink on the surface of a glassy carbon electrode
(5 mm diameter) and drying at room temperature. The catalyst ink was prepared
by dispersing the sample powder, 2 mg cm�3, in a mixture of water, isopropyl
alcohol and Na�on solution (5 wt%, Sigma Aldrich) with a volume ratio of
8 : 2 : 0.01.
558 | Faraday Discuss., 2018, 208, 555–573 This journal is © The Royal Society of Chemistry 2018
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All the electrochemical experiments were performed in O2-free (N2 purged)
0.1 mol dm�3 H2SO4 solution at room temperature. The electrochemical active
surface area (ECSA) was measured using CO-stripping cyclic voltammetry. Before
the measurement, 20 cycles between 0.05 and 0.8 V vs. RHE were performed.
High-purity CO (99.9%) was then bubbled through the electrolyte for 20 min while
the potential was held at 0.2 V vs. RHE. N2 was then bubbled to remove the free CO
in the electrolyte. A�er that, the potential was swept to 1.0 V vs. RHE to oxidize the
absorbed CO and then cycled between 0.05 and 1.0 V vs. RHE to con�rm the
complete removal of COads. The electrochemical behaviour for alcohol oxidation
was evaluated using cyclic voltammetry in 0.1 mol dm�3 of the alcohol (methanol,
ethanol, or 1-butanol) + 0.1 mol dm�3 H2SO4 electrolyte. The potential was cycled
between 0.1 and 1 V vs. RHE for at least 20 cycles, and the peak currents for the
10th cycle were used to compare the activities.

Results and discussion

The morphologies of the heat treated Pt3Sn catalysts were characterized using
TEM (Fig. 1). The images show good dispersion of the nanoparticles on the
carbon support, and that the diameters of the nanoparticles show some depen-
dency on the annealing atmosphere: average particle diameters were �3 nm for
the sample annealed under air, �5 nm for Ar and �6 nm for H2. The approximate
compositions of these nanoparticles were then measured using the spacing of
lattice fringes observed in HRTEM images (top inset of Fig. 1). The spacing was
interpreted in Fourier-transformed space. The distance from the resulting bright
spots to the centre, which is the reciprocal of the spacing, was measured and
indexed to possible crystal facets with the help of centrosymmetric rings (bottom
inset of Fig. 1). Whilst the (111) plane and the (200) facet (for the air sample) of
face-centric cubic (fcc) Pt or the Pt3Sn alloy are observed in all samples, the (110)
facet of rutile SnO2 was only found for the Ar and air samples. Pt and the Pt3Sn
alloy have similar crystal structures, which cannot be distinguished from each
other in HRTEM images.

The powder XRD patterns for each of the treated catalysts are shown in Fig. 2.
The Pt3Sn catalysts annealed under di�erent atmospheres show features similar
to the fcc structure of platinum, with strong di�raction peaks at �39�, �46�, �67�

and �80�, in agreement with lattice fringes observed in HRTEM images. The XRD
pattern of the air annealed sample more closely matches that of Pt standard
(JCPDS no. 04-0802) with additional peaks present at �29� and �34� attributed to
SnO2. The latter peak is not present in the XRD pattern for the Ar and H2 annealed
samples. The peak positions for the H2 annealed sample more closely match
those of the Pt3Sn standard (JCPDS no. 35-1360), with the positions of the peaks
for the Ar sample lying between those of the air and H2 annealed samples (inset of
Fig. 2). The lattice parameters were calculated using the peak positions of the
(220) plane and found to be 3.996 Å for the H2 annealed sample, 3.971 Å for the Ar
sample, and 3.951 Å for the air sample.

Combining the results from HRTEM images and XRD patterns, the existence
of a SnO2 phase is still ambiguous and only clearly con�rmed for the air annealed
sample. The existence of SnO2 in the H2 and Ar annealed samples cannot be
excluded, as Sn is relatively dilute (�3 wt%) and amorphous SnO2 would not be
detected in the XRD pattern as previously noted in the introduction.
This journal is © The Royal Society of Chemistry 2018 Faraday Discuss., 2018, 208, 555–573 | 559
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Fig. 1 TEM images of Pt3Sn nanoparticles annealed under (A) H2, (B) Ar and (C) air. The
upper insets are the corresponding HRTEM images and the bottom insets are the fast-
Fourier transform patterns on the selected area (white dashed square) in the corre-
sponding HRTEM images. The dashed rings are drawn to connect bright spots at the same
distance to the centre and represent the lattice fringes of the selected areas.
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The presence of SnO2 and speciation of the Sn at the surface of the nano-
particles was further investigated using X-ray photoelectron spectroscopy (XPS).
The Sn 3d spectra (Fig. 3) show two peaks corresponding to Sn 3d3/2 and Sn 3d5/2

states. These peaks are deconvoluted into two doublets of Sn0 (green) and SnIV

(blue) with some constraints (see experimental section), and a peak at the high
energy side of Sn 3d3/2 (red) related to the loss feature of metallic tin. The
deconvoluted peaks clearly show that the Sn species present on the surface of the
560 | Faraday Discuss., 2018, 208, 555–573 This journal is © The Royal Society of Chemistry 2018
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Fig. 2 XRD patterns of Pt3Sn nanoparticles annealed under H2, Ar and air. The inset shows
the magnified region of the (220) peak. The standard patterns of Pt3Sn (35-1360) and Pt
(04-0802) were obtained from the JCPDS database.

Fig. 3 Sn 3d XPS spectra of samples synthesized under H2/N2, Ar or air. Peak deconvo-
lution shown corresponding to Sn0 (green), SnIV (blue), and metallic Sn 3d3/2 (red).
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nanoparticles are composed of SnIV and Sn0, with the ratio of the species
dependent on the annealing conditions. The ratios of the peak areas for Sn0/SnIV

are summarised in Table 1. The large value, 11 : 1, for the H2 annealed sample is
likely to be an overestimate of the Sn0 component as SnII was not included in the
deconvolution. The binding energies of SnII and SnIV are very similar and the 3d
peak does not discriminate between these two peaks adequately. However, the
large ratio obtained does indicate that much less of the Sn is present as a separate
SnO2 phase, in agreement with both the XRD and HRTEM results.

X-ray absorption near edge structure (XANES) spectra obtained at the Sn K-
edge also provide speciation of the Sn, but on a per-atom basis. Fig. 4A shows
the Sn K-edge spectra of the heat treated samples compared to SnO2 and Sn foil as
references. The K-edge represents the transition of Sn 1s electrons to unoccupied
5p orbitals. The di�erent electronic structures of Sn and SnO2 (Sn0: [Kr]5s25p2;
Sn4+: [Kr]5s05p0) are evident as shi�s in the energy required to allow the K-edge
transition or edge position and a change in the intensity of the peak at the
edge, which is related to the availability of suitable orbitals. The edge position,
de�ned here as the maximum of the �rst derivative of XANES spectra (inset of
Fig. 4A), for the Ar and air samples is similar to that for SnO2. The derivative of the
XANES spectra for the H2 sample shows a broadened maximum, with a shoulder
at lower energy. This suggests that more Sn atoms are alloyed with Pt following
annealing in H2, in agreement with the Pt3Sn alloy phase detected by using XRD.
The intensities of the peak at the edge for the heat treated samples approach that
of SnO2 and follow the order, air > Ar > H2.

The Sn0/SnIV atomic ratio can also be estimated by XANES linear combination
�tting (LCF, Fig. 4B) using the Sn foil and SnO2 samples as the reference spectra
and the results are shown in Table 1. Using Sn foil as the Sn0 reference spectrum
will provide an under estimate of the Sn0. The electronic structure of Sn in the foil
is not the same as in the Pt3Sn alloy as electron transfer from Sn to Pt in the alloy
increases the d-band occupancy of Pt (Pt XANES data not shown) and also will
decrease the occupancy of the p-orbitals in Sn. To account for these e�ects,
a second estimate was obtained using the XANES spectrum of the H2 treated
sample, collected in H2(g) to minimise the contributions of surface oxides, and
the results are also shown in Fig. 4C and Table 1. As the Sn K-edge EXAFS data
(discussed further below) show the presence of oxygen neighbours, this ratio is
likely to be an over estimate of the Sn0.

The EXAFS data at the Pt L3 and Sn K edges provide further characterisation of
the average local coordination environments of each atom in the samples. The
Table 1 Atomic ratios of Sn0/SnIV determined by deconvolution of the XPS data (Fig. 3)
and linear combination fitting of the Sn K-edge XANES spectra (Fig. 4B and C)

Samples
Sn0/SnIV from
XPS

Sn0/SnIV from XANES
using Sn foil and
SnO2 as references

Sn0/SnIV from XANES
using Pt3Sna and
SnO2 as references

H2 11 0.54 1.4
Ar 2.6 0.22 0.43
Air 0.16 0.08 0.10

a The H2 treated sample collected under H2.
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Fig. 4 (A) XANES spectra and their first derivative (inset of A) of as-prepared samples and
references on the Sn K-edge. (B and C) Linear combination fitting (LCF) of the peak. SnO2

and (B) Sn foil (red line) or (C) the Sn K-edge spectra of the H2 treated sample collected
under H2 (cyan line) are used as references for the fittings. The goodness of fit (R-factors)
for the fits with Sn foil and Pt3Sn are H2 treated 0.9% and 0.08%, Ar treated 0.1% and 0.2%,
air treated 0.5% and 0.6%.
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spectra and corresponding Fourier transforms are shown in Fig. 5 along with the
corresponding �rst shell �ts. The spectra were �tted simultaneously at the Sn
K-edge and Pt L3-edge using input parameters from theoretical models (rutile tin
This journal is © The Royal Society of Chemistry 2018 Faraday Discuss., 2018, 208, 555–573 | 563
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