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Abstract

Like other properties of materials, the mechanical properties ultimately derive from the
local structure assumed by the constituent particles. The force chains are the microscopic
analogue of bulk mechanical properties, but have only been accessed in athermal granular
materials. By combining super-resolution imaging with colloidal droplets which are labelled
with a solvatochromic dye, we quantitatively obtain the force distribution within the colloidal
system and explore the relationship between local structure and mechanical properties in
colloidal gels and glasses.
In this thesis, first we demonstrate methods of producing monodisperse oil-in-water
colloidal droplets by using microfluidic devices. One approach is to reduce the dimension
of channels to a value that is comparable to the desired droplet size, and combining with
Norland Optical Adhesive (NOA) as the device material which can provide stable hydrophilic
surfaces for generating oil-in-water emulsions. Alternatively, we use a PDMS device with a
novel opposed-flow geometry, where we observe a second order jetting transition, jet radius
following power-law scaling. By tuning applied pressures continuously, we can produce
droplets down to sub-micron.
With monodisperse colloidal droplets, colloidal gels are prepared by adding non-absorbing
polymers. Structures of gels vary slightly upon deeper quench, with a decrease of both number of neighbours and contacts. The probability distributions of contact force decay following
a Gaussian distribution at large forces. The average force ⟨ f ⟩ of the colloidal gels is approximately 5 nN. No percolated force chains are detected in the elastic gels, but only some short
chains.We detect higher population of local structures in particles forming force chains than
that of the bulk emulsions, implying local structure is crucial for force chain formation. In
the creaming experiment of a colloidal gel, after about 320τB droplets cream to the top of the
sample cell under gravity. Surprisingly during this process there is no significant change in
structural properties. The peak in the distribution of contact forces becomes less pronounced,
this possibly indicates that the gel becomes more liquid-like as the waiting time increases.
We investigate three dense emulsions with φ up to 0.60, aiming to identify force-bearing
neighbours and force networks in colloidal glasses. However due to low polydispersity, small
regions of crystals are found in all dense emulsions. We notice at low φ about 0.54, the
shape of force distribution is also Gaussian-like, however as the φ increases, it becomes close
to exponential which is similar to experimental measurements of contact forces in jammed
granular matter. Again no percolated force chains were found, indicating the emulsions
are mechanically unstable, which is contrary to the fact of high contact number Z = 9.
Unfortunately, we do have enough purely glassy states spreading the range between φg and
φJ , leaving the question of the existence of Gardner transition remains unclear.
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Structure of the Thesis
Chapter 1 introduces the background of colloids, which is the basis for the formation and
understanding of the research objects in the thesis. The introduction of microfluidics and
review on small droplet generation are also presented as background for Chapter 3 and 4.
Chapter 2 describes emulsion synthesis procedure that is used for preparing colloidal
gels and glasses in Chapter 5 - 7, the imaging technique of confocal microscopy and solvatochromic fluorescent dye that are employed to identify droplet contacts whose sizes are
proportional to interdroplet forces. The method of particle and contact tracking, interdroplet
force and particle stress calculations, and the determination of force chains are also explained
in this chapter.
Chapter 3 and 4 present the design, experimental setups, and results of microfluidic
emulsifications. In Chapter 3, Norland Optical Adhesive (NOA) is applied as the device
material, which is more hydrophilic than conventional polydimethylsiloxane (PDMS). We
show the success of producing silicone oil droplets at colloidal scale, and we also measure
the scaling of droplet size with viscosity and flow rate ratios. In Chapter 4, we discover an
opposed flow geometry in which the jetting transition is found to be second-order like.Using
this geometry, sub-micron droplets are produced in a 50µm PDMS device channel in flow
focusing regime.
In Chapter 5, we investigate contact forces in three emulsion gel samples with various
non-absorbing polymer concentrations, the gel with intermediate polymer concentration is
observed under gravity to study contact forces during creaming in Chapter 6. The probability
distribution of contact force decays following a Gaussian distribution, it does not change
significantly for different attraction strengths. The stress and local pressure are also computed
for each sample and time frame. We do not find percolated force chains in any of the gel
network, also during the creaming process.
The same force study method is applied in three dense emulsions with volume fractions
of 0.54, 0.55 and 0.60 in Chapter 7, with the aim of exploring whether there is the Gardner
transition between a glassy and jammed state. However, the force distribution in our dense
emulsions is not close to the prediction of a power law scaling when approaching jamming
as described in the theoretical work[7].
Chapter 8 summarises the results from Chapter 3 to 7, we also rise up some discussions
on the method and findings of force measurements, and propose possible work for further
research.

Chapter 1
Introduction
1.1

Colloids

Colloids are particles which can be solid, liquid or gaseous, having sizes in the range of
10 nm to 10 µm. Depending on the state of matter in the system, colloids can be divided
into a number of categories. Colloidal dispersions are considered as solid colloidal particles
dispersed in a liquid solvent; emulsions are liquid colloidal droplets in another immiscible
liquid; and foams are gas bubbles in a liquid or solid medium[8].
One typical characteristic of colloidal particles is that when dispersed in a liquid, their
motion is diffusive and Brownian, which is a random and stochastic process[9]. The Brownian
time tells the timescale of particle diffusion, which is defined as the time for a colloidal
particle diffusing a radius of the particle:
a2
σ 3 πη
=
τB =
6D
8kB T

(1.1)

where a and σ are radius and diameter of the particle respectively, η is the solvent viscosity,
kB is the Boltzmann constant, T is the temperature and D is the diffusion coefficient of the
colloid which is defined as:
kB T
kB T
D=
=
(1.2)
6πηaH
3πησH
where aH and σ are the hydrodynamic radius/diameter of the colloidal particle, they are
often considered equal to the true radius/diameter of the colloids when the hydrodynamic
effects from the solvent is not significant and also when they are spherical.
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The upper size limit of a colloid is defined by the Peclet number. Peclet number is the
ratio between the Brownian time and sedimentation time,
Pe =

τB
τsed

(1.3)

if Pe < 1, which means the particle diffuses faster enough to slow down the sedimentation
of particles, the thermal energy of the particle is higher enough to overcome other external
energy, the particle is considered a colloid. Therefore, Pe = 1 sets the upper limit of a colloid
size[9]. Particles that have Pe ≫ 1 are often considered as granular matter, where the effect
of diffusion is small.
Due to the thermal motion of colloids, they are thermodynamically equivalent to atoms
and small molecules[10]. The size of colloidal particles is in the range that can be conveniently observed by various microscopy in real space. Thus we can use colloids as model
system to study properties such as phase behaviours of atoms which we cannot easily
characterise using current experimental techniques.
Another advantage of colloids is that the interactions between particles can be tuned by
tailoring particle surface properties or modifying the combination of solvents. For instance,
the van der Waals attractive forces between two particles made from the same material
can be shielded by having a solvent, which has the same refractive index of the particle.
This produces colloids with hard sphere interactions as will be discussed in section 1.1.1.
Repulsive forces between particles can be developed by bringing charges or grafting polymers
onto particle surfaces, the range and strength of repulsion can be tuned by controlling charge
concentration, polymer length and concentration. Attractive interaction can also be introduced
by adding non-absorbing polymers which is caused by depletion, the range and strength
of attraction can also be manipulated by the size and concentration of polymers, this will
be discussed in more details in section 1.3. Combinations of these attractive and repulsive
interactions will lead to a wide range of intriguing phase behaviours, which represent
the fundamental aspects of more complex phenomena such as biological structures and
processes[11, 12].

1.1.1

Hard spheres (HS)

The simplest interaction between two particles is hard sphere (HS) interaction, it can be
expressed as equation 1.4 [13]. Particles do not have interaction with each other when the
distance r between the centres of two particles is larger than particle diameter σ . Particles
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also cannot overlap because the interaction becomes infinity when r ≤ σ .

∞ for r < σ ,
u(r) =
0 for r ≤ σ .

(1.4)

Since there is no interaction between particles when they are not interpenetrated, configurations that are accepted have zero potential energy. The system is thus entirely governed by entropy and temperature does not play a role. The only parameter that controls
the phase behaviour of the monodisperse hard sphere colloids is particle volume fraction,
φ = NVp /V = ρπσ 3 /6, where N is the number of particles, Vp is the volume of a single
particle, V is the total volume of the system, ρ = N/V is particle number density. The one
dimensional phase diagram of hard sphere colloids is shown in Fig. 1.1.

Fig. 1.1 Phase diagram of hard sphere colloids. The only axis in the phase diagram is the particle
volume fraction φ . The freezing point is 0.494 and the melting point is 0.545, fluid and crystals coexist
in this range of volume fractions. In equilibrium, only crystals should be found above the melting
point until the maximum volume fraction of 0.74. However the system falls out of equilibrium if the
volume fraction increases too fast. At high volume fraction φ > 0.58, amorphous colloidal glasses are
formed[13].

At low volume fraction when φ < 0.494 which is the freezing point, the system is a fluid.
Above the freezing point, crystals start forming and the system is in a coexistence state of
crystals and liquid, until the melting point φ = 0.545. Above the melting volume fraction, the
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system should only consist of crystals. The maximum volume fraction is achieved when the
√
system is in hexagonal close packing at φhcp = π/3 2 ≈ 0.74.
However these crystal and coexistence phases are equilibrium states for hard spheres.
If φ is increased from a low volume fraction fast enough, crystallisation is avoided and the
liquid becomes supercooled. At higher volume fraction φ > 0.58, the viscosity of the system
increases dramatically of several orders of magnitudes, the system is therefore dynamically
arrested and forms a glass. The upper bound of glass formation is the random close packing
volume fraction φRCP = 0.64, which is the maximum density of particles with completely
random packing, particles are jammed above this volume fraction. To avoid crystallisation,
polydispersity of particle sizes that is larger than 8% is required. As the polydispersity in the
system increases, the phase boundaries will shift to larger values[8].
The first experimental demonstration of hard sphere phase diagram was achieved by
Pusey and van Megan, where they also observed a colloidal glass transition[14]. The
experimental system is colloidal suspensions of polymethylmethacrylate (PMMA) particles
that are dispersed in a refractive-index and density matched mixture of cyclohexyl bromide
(CHB) and cis-decalin. These colloidal particles are sterically stabilised by a thin layer (10
nm) of poly-(12 hydroxystearic acid) (PHSA). Because the experimental system contains
particles with a simple and well-defined interaction, it allows the comparison with a wide
range of other systems and with computer simulations, it can also be studied using various
experimental technique such as microscopy, scattering and rheology, it is thus still widely
used nowadays[8].

1.2

Colloidal glasses

In hard sphere colloids, rapidly increasing the volume fraction (or reducing the temperature),
the system falls out equilibrium, liquids are supercooled. Approaching the glass transition, the
dynamics in the system slows down dramatically, over a small change in volume fraction, the
structural relaxation time τα and viscosity increase by many orders of magnitude, as shown
in the Angell plot in Fig. 1.2. The experimentally determined glass transition temperature Tg
is when the structural relaxation time τα rises to 100 s.
In the Angell plot, there are two types of glass formers: strong and fragile liquids. Strong
liquids such as silica (SiO2 ) have Arrhenius behaviour, the viscosity and relaxation time
increase exponentially as temperature is reduced, as described in equation 1.5.
τα ∝ exp(

4

Ea
)
kB T

(1.5)

1.2 Colloidal glasses

Fig. 1.2 The Angell plot: Liquid viscosity against inverse temperature scaled by Tg in Arrhenius
representation. The behaviour of strong liquids is Arrhenius, characterised by an approximately
straight line. This indicates the activation energy Ea is temperature-independent. Fragile liquids, by
contrast, reveal super-Arrhenius behaviour, where activation energy grows as temperature decrease[15,
16].

This is approximated as a straight line in the Angell plot, indicating that the activation energy
Ea is independent on the temperature. On the contrary, fragile liquids have characteristics of
super-Arrhenius behaviour, the activation energy Ea increases when reducing the temperature.
The relaxation time in the super-Arrhenius behaviour is often well characterised by the
semi-empirical Vogel-Fulcher-Tammann (VFT) law,
τα = τ0 exp[

E˜a
]
kB (T − T0 )

(1.6)

where T0 is much lower than the experimental glass transition temperature Tg . The fragility
- the degree to which the τα increase as approaching the glass transition temperature, is
revealed by the value of E˜a [15, 16].
The dramatic increase of viscosity and relaxation time when approaching Tg , turns the
liquid to some kind of solid. Another typical solidification process, crystallisation, is a
first-order (discontinuous) phase transition where there is clear symmetry breaking during
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the transition between two equilibrium thermodynamic phases (liquid and crystalline solid).
However the questions of whether there is a glass transition, and if any, what is the nature of
the transition, are still not understood. Despite glassy materials being crucial in our daily life,
the understanding of the nature of glass transition can help us develop glassy materials with
novel properties, such as metallic glass which has demonstrated the possibility to manipulate
glass into various shapes and colours and has superior mechanical properties.
In search of the truth of the glass transition, a wide range of experimental techniques and
computer simulations have been applied, and various theories have also been proposed but
the theory of the glass transition is still not unified. Some of these theories link clearly to
the thermodynamics of the system (and thus are coupled to the structure). These include
the Adam–Gibbs[17], energy landscape[18], and random first order transition[19] theories.
Some, such as geometric frustration[20, 21], make explicit reference to local structures.
Other theories are decoupled from the thermodynamics, such as dynamic facilitation[22].

1.3

Colloidal gels

Gels are complicated state of matter and there is not yet a unifying framework describing
gels. A general definition of gel is that a disordered arrested state formed at low density, it
does not flow and possesses solid-like properties like a yield stress[23]. The structure of a
gel does not show significant order and therefore is liquid like, while a gel also has elastic
and mechanical properties like a solid. In terms of the approach of gel formation, gelations
can be divided into chemical and physical gelations.
Chemical gelation is usually associated with formation of irreversible or covalent bonds.
At the chemical gelation point, the system stops flowing, and a fully connected (infinite space
spanning) network is emerged with finite shear modulus and infinite zero-shear viscosity[23].
The transition of chemical gelation can be described by the mean-field percolation theory
which was developed by Flory[24]. The chemically formed gel has a correlation at wave
vector q → 0 which corresponds to the infinite network, while it is quasi-ergodic for all other
length-scales.
The bond energy in physical gels is typically of the order of kB T , therefore bonds have
the possibility to break and reform. Compared with the infinite bond life time in chemical
gels, the bond life time in physical gels is transient and finite. One example of physical gel
is colloidal gel which is formed by particles or droplets dispersed in a liquid solvent. The
addition of non-absorbing polymers to colloids induces effective attractions to the system.
This colloid-polymer mixture is described by spherically symmetric attractive potentials, and
one famous example is the Asakura-Oosawa (AO) potential[25].
6
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1.3.1

Asakura-Oosawa (AO) potential

In AO model, there are three types of interactions without considering hydrodynamics of the
solvent. Firstly, colloidal particles with diameter of σ and radius a behave as hard spheres,
the interaction between particles ucc is described as equation 1.4. Secondly, non-absorbing
polymers are treated as freely interpenetrable coils, they behave thermodynamically as an
ideal gas therefore they do not have interactions with each other. The polymer - polymer
interaction u pp is
u pp (r) = 0
(1.7)
Finally, the interaction ucp between colloids and polymers is also HS, meaning that polymers
cannot overlap with colloidal particles,

∞ for r < a + R ,
g
β ucp (r) =
(1.8)
0 for r ≤ a + Rg
where β = 1/kB T .
In the schematic of AO model in Fig. 1.3, the dashed lines indicate the depletion zones
around colloidal particles, inside which centres of polymers are excluded. The volume of
the depletion zone of a particle is equal to that of a sphere with radius of a + Rg . The total
excluded volume can be estimated using Widom’s particle insertion method[26]. Inside a
colloid-polymer mixture with particle volume fraction φ and polymer to colloid size ratio
q = Rg /a, the fraction of available volume for polymers is described as,
α = (1 − φ )exp(−Aγ − Bγ 2 −Cγ 3 )

(1.9)

where γ = φ /(1 − φ ), A = 3q + 3q2 + q3 , B = 9q/(2 + 3q3 ) and C = 3q3 .
The osmotic pressure of the colloid-polymer mixture Πe in experiments, is the same as
the osmotic pressure Πr of a pure polymer solution (called reservoir polymer solution), in
which the number of polymers N p is the same but the volume is only the available volume in
the experimental colloid-polymer mixture. Therefore the reservoir polymer number density
is higher than the experiment value, ρ pe = αρ pr . The reservoir value of polymer number
density ρ pr or polymer volume fraction φ pr = ρ pr v p is a convenient parameter to determine
the strength of AO interaction.
As we can see from all three types of interactions described above ucc , u pp and ucp ,
there is no attraction in the system and the system is purely entropic. Therefore at a given
particle volume fraction, polymers will explore a configuration to maximise its entropy (or
minimise its energy) in the mixture. As shown in Fig. 1.3, when the surface to surface
7
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Fig. 1.3 Schematic of depletion interaction in mixtures of colloidal particles and non-absorbing
polymers. Green spheres represent colloidal particles with diameter of σ and blue coils are nonabsorbing polymers with gyration radius of Rg . Dashed lines represent depletion zones which have an
extra distance Rg from surfaces of colloidal particles[27].

distance of two particles are smaller than the diameter of the polymer 2Rg , i.e. depletion
zones are overlapping, the free volume for polymers will increase. Polymers cannot access
the overlapping regions, and polymers have higher entropy due to the increase of free volume.
This results imbalanced osmotic pressures and leads to an effective attractive depletion force
between the two particles.
The effective attraction comes entirely from the entropy of polymers, therefore the
strength of attraction depends the overlap of depletion zones around colloidal particles. The
AO potential between two colloids with separation of r can be defined as follow[28],

uAO (r) =





∞

for r < σ

−Π pVoverlap



0

for σ ≤ r < σ + 2Rg

(1.10)

for r ≥ σ + 2Rg

where Π p = ρ pr kB T , the overlap volume is
"

#
3r
r3
π
Voverlap = 1 −
+
× σ 3 (1 + q)3
3
3
2 (1 + q) σ 2 (1 + q) σ
6

(1.11)

From equation 1.10, given the colloid volume fraction φc , polymer concentration C p (or
polymer reservoir volume fraction φ pr ), sizes of colloidal particles and polymers, we are able
to calculate the AO interaction potential in the colloid-polymer mixture. The potential well
depth is proportional to the polymer concentration, and the range of the potential depends on
the polymer to colloid size ratio q. Higher polymer concentration leads to a deeper potential
well, so that stronger attraction strength. Polymer concentration φ pr can be considered as the
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parameter of an effective inverse temperature 1/T , increasing polymer concentration equals
to cooling or quenching the system.

1.3.2

Phase behaviours

In a theoretical description of AO model proposed by Asakura and Oosawa and also Vrij,
as the concentration of polymers increase above a critical value, the suspension will phase
separate to colloid-rich and colloid-poor phases due to the depletion interaction. The latter
phase is normally considered as a gas phase, whereas the colloid-rich phase can be a liquid
like phase or even a solid phase with crystal arrangements[25, 29].
The phase behaviour of a system is governed by the ratio of interaction energy u(r) and
kB T . Unlike atomic systems in which the behaviour is tuned by temperature T while the
interaction energy is fixed. In colloid-polymer mixtures, the temperature T is fixed, the
polymer volume fraction φ p controls the interaction strength u(r), therefore φ p is equivalent
to inverse temperature 1/T for atomic systems.
The range of AO potential is controlled by the polymer to colloid size ratio q = Rg /a, the
phase behaviour of colloid-polymer mixture also depends on the choice of q. Lekkerkerker
et al[30] calculated phase diagrams of colloid-polymer mixtures using free-volume theory
(FVT), two types of phase diagrams are found depending on the range of AO interaction, as
presented in Fig. 1.4.
When no polymer is added, the phase behaviour is pure hard sphere, with a fluid - crystal
coexistence region at 0.494 < φc < 0.545. For short range AO interactions with q ≲ 0.32,
adding non-absorbing polymers strongly broaden the fluid - crystal coexistence region, as
shown in the blue region in Fig. 1.4 (a). With further addition of polymers, the mixture
will phase separate to colloid-rich (colloidal liquid) and colloid-poor (colloidal gas) phases,
which is a metastable state. The colloidal liquid phase itself has very high density which is
similar to that of a colloidal glass. The high density slows down the dynamics dramatically,
and leads to a dynamical arrest in the liquid phase. This consequently impedes the mixture
further phase separate to thermodynamically stable gases and liquids. This state is commonly
considered as a colloidal gel.
In the other scenario with longer range of interaction, for q ≳ 0.32, critical and triple
points emerge in the phase diagram, as shown in Fig. 1.4 (b). This is similar to that of a
simple atomic material such as C60 and Argon[31, 32]. Different from the phase diagram
of the short range attraction, there are stable liquid and gas phases in the phase diagram of
long range interaction. When the polymer concentration is higher than the critical point,
the fluid phase separates to metastable liquid and gas phases (a gel state). The dashed line
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(a)

Short range

(b) Long range

Fig. 1.4 Phase diagrams of colloid-polymer mixtures. (a) A short-range system with q ≲ 0.32. (b) A
long-range system with q ≳0.32. The x-axis is the colloid volume fraction φc and y-axis is polymer
reservoir volume fraction φ p which is equivalent to inverse temperature 1/T . Images are confocal
images of colloid-polymer mixtures, demonstrating the characteristic features of certain phases in the
phase diagrams[27, 30]. The meanings of symbols in the phase diagrams are: L - liquid, G - gas, F fluid, and X - crystal.

indicates spinodal instability, which is inside binodal lines i.e. the equilibrium liquid - gas
phase boundaries.

1.3.3

Other colloidal gels

Colloid-polymer mixtures are out-of-equilibrium gels because locally dense configuration
is formed in the metastable region and undergoes dynamical arrest with relaxation time
longer than the experimental observation window. Other out-of-equilibrium gels such as
Diffusion-Limited-Cluster-Aggregation (DLCA) gels are formed at very low particle density
and strong attraction strength which is much higher than kB T , so that they are regard as
irreversible. This type of gel is the percolation of aggregated clusters rather than particles,
and inside the gel, phase separation is kinetically arrested due to the freezing of bonds[23].
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Equilibrium gels are formed continuously through a series of equilibrium states, from
fluids to equilibrium clusters and further to stable particle networks. These gels can be
realised by introducing sufficiently long range repulsions in the attractive system, such as
controlling the residual charges on particles by adjusting salt concentrations. The repulsive
barrier prevents phase separation, and pushes phase separation at larger attraction strengths.
Alternatively, inducing directional interaction potentials in colloidal systems (e.g. patchy
particles) leads to lower the coordination number and thus shifts the critical point to lower
particle density. These two approaches either increases the attraction strength or reduces the
particle volume fraction of the phase separation critical point in order to obtain equilibrium
gels[23].

1.4
1.4.1

Structural measurements
Pair correlation function

The pair correlation function g(r), also known as radial distribution function, measures
the probability of finding a particle at a given distance r from the reference particle, it
characterises how density varies in the system. Given a reference particle as shown in Fig.
1.5 (the grey particle), the method needs to find the number of particles n(r) whose centres
are within the distance between r and r + dr, i.e. how many orange particles are within the
dotted spherical shell, which has a volume of 4πr2 dr. This gives the local number density
ρ(r) = n(r)/(4πr2 dr). The pair correlation function g(r) is the ratio between the local
number density in the sample and number density in the ideal gas, i.e. ρ(r)/ρ where ρ =
N/V . The way of computing g(r) is first calculating distances between each pair of particles,
and binning distances into histograms; the histograms are then normalised with histograms
of an ideal gas, after which we can obtain the g(r).
The example in Fig. 1.5 shows a g(r) of a hard sphere liquid at volume fraction of 0.4.
When r < σ , g(r) stays at zero, showing that no particle is found within a distance of σ which
means particles cannot overlap. The first and highest peak appears at r = σ , corresponding
particles within the first shell. The second peak corresponds to the probability of finding
particles in the second shell with respect to ideal gas. As r increases larger than 4σ , the
peak disappears and g(r) decays to 1, which means there is no spatial correlations between
particles beyond this distance.
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Fig. 1.5 Shematic of calculation of the pair correlation function and the g(r) of a hard sphere liquid at
volume fraction of 0.4.

1.4.2

Topological cluster classification

It has been shown that two-point correlation function such as pair correlation function has
difficulty probing structural differences in amorphous systems. Higher order structural
correlations are therefore demanded to measure structural characteristics in disordered
systems. One sufficient method is the topological cluster classification (TCC), which was
developed by Malins et al[33].
Given a configuration of particles, the TCC algorithm detects the arrangement of m
particles whose bond network is similar to that found in the minimum energy clusters of a
given interaction potential, as shown in Fig. 1.6. The algorithm can therefore identify the
link between given model of interest and structural ordering in the system, by searching the
minimum energy clusters.
An overview of the TCC algorithm is described as follow[33]. First the algorithm
identifies neighbours of each particle. Secondly, the particle and its neighbours form a
network which is searched for shortest-path ring of 3, 4, and 5 particles, as shown in Fig.1.7.
Thirdly, from the shortest-path rings, when there are additional particles that are common
neighbours of all the particles in a shortest-path ring, additional particles along with the
shortest-path ring particles are distinguished as basic clusters. Finally, by adding one or
12
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Fig. 1.6 Minimum energy clusters with m = 5 to 15 particles. The letter after the number represents
different interaction potentials[33].

two separately bonded particles or combining basic clusters together, larger clusters can be
determined. The method outputs structures with similar topology to the structures with bond
networks of the minimum energy clusters found in various interaction potentials (Fig. 1.6).

Fig. 1.7 The basic clusters identified from shortest-path rings with 3, 4 and 5 particles. Rendering
of basic clusters: gray and yellow particles represent ring and spindle particles respectively, particle
bonds are in white[33].

In order to identify local structures, the way of detecting nearest neighbours is crucial.
Voronoi method is one of the standard techniques to find particle neighbours. Voronoi
tessellation decomposes space into non-intersecting domains called Voronoi cells, they are
convex polyhedra in three dimensions. Each contains only one particle, and cells have distinct
boundaries. In the standard Voronoi method, if two particles share a face of their Voronoi
cells, they are considered as neighbours; if they only share an edge or a vertex, they are
13
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not bonded. In TCC algorithm, if the line joining two neighbouring particles do not cross
their shared face, they are called indirect neighbours and the bond will be removed, because
these indirect neighbours tend to cause the misrecognition of second-nearest neighbours as
first-nearest neighbours.
The TCC algorithm also introduces a control parameter fc called four-membered ring
parameter, which determines the maximum degree of distortion that a four-membered ring
structure can have. In the standard Voronoi method, if a four-membered ring structure has
some asymmetry, it will possibly be detected as two triangle rings, therefore the performance
is poor in terms of finding four-membered rings. By allowing some degree of distortion, TCC
algorithm works better in identifying clusters with fourfold symmetries, such as octahedral.
TCC is heavily inspired by an idea proposed by Charles Frank[? ]. He pointed out that
during the cooling process of a liquid, if the symmetry of the structures formed on short
length-scales is incompatible with that of the bulk crystal symmetry, the structures would
remain under-cooled liquid and inhibit crystallisation. TCC is therefore developed to detect
clusters with different symmetries especially fivefold symmetry which cannot tile entirely in
a three dimensional Euclidean space. It has been widely employed in both experiments and
simulations to study the glass transition and nucleation processes.
Taffs et al[34] performed simulations on supercooled liquids with a model where the
degree of fivefold symmetry can be tuned. They have shown that increasing fivefold symmetry
in the system would suppress crystallisation process but has little effect on growth rate. The
thermodynamic effect of fivefold symmetry suppresses freezing and the phase boundary
moves to higher densities and pressures. Fivefold symmetry also has kinetic effect which
suppresses the homogeneous nucleation of FCC crystals, and this suppression arises from
the increasing interfacial energy between fluid and crystal.Colloidal experiments have been
carried out by Wood et al[35] to investigate the influence of sedimentation on hard sphere
nucleation. The TCC algorithm was applied to the system with tuned degree of density
mismatch, to detect local structures with fivefold symmetry. They discovered that by inducing
sedimentation, fivefold symmetry is suppressed by a factor of two, and consequently changes
the expected nucleation rates. However the effect is too small to explain the staggering
discrepancy of nucleation rate in hard sphere experiments and simulations.
As for the study of the glass transition, Pinchaipat et al[36] prepared hard sphere colloidal
experiments and employed TCC to identify locally favoured structure (LFS) in colloidal
supercooled liquids. As the density increases, they found existence of a purely dynamical
first-order transition in trajectory space between a normal liquid and a LFS-rich phase.
Supercooled liquids with relaxation time three orders of magnitude longer than conventional
experiments have been achieved by Hallett et al[37], by preparing colloidal particles at a
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few hundred nanometre scale and using stimulated emission depletion (STED) microscopy.
They probed the local structures of different supercooling states by using TCC algorithm,
and found at deep supercooling, icosahedron is more stable than the defective icosahedra and
there is a stronger correlation between dynamics and LFSs. By showing that local structure
is significant at deep supercooling, they claim the glass transition can be interpreted by
geometric frustration which is a thermodynamic description, rather than approaches which
prioritise dynamic aspects.

1.5

Microfluidic emulsification

Emulsions are mixtures of two immiscible fluids, they are widely used in food, cosmetic,
personal care and agrochemical industries. An emulsion is generally one dispersed liquid
in another immiscible liquid which is called the continuous phase[38]. In an oil and water
mixture, emulsion droplets are formed when enough mechanical agitation is introduced to
the system, however it will eventually phase separate due to high interfacial tension between
oil and water. Surfactants which are amphiphilic molecules, preferentially stay in between oil
and water interfaces, thereby reduce the interfacial tension and act as stabilisers for emulsion
droplets.
The most common method to produce emulsion droplets in industries is using homogenisers. A homogeniser can provide high mechanical energy at various shear speed in an oil and
water mixture, it efficiently breaks the dispersed phase into droplets and can also be applied
in large scale production. The size of droplets is mainly controlled by the shear speeds, shear
time, surfactant concentrations and viscosity of fluids[38]. The size distribution of produced
droplets is broad, the polydispersity is often above 20%. Bibette [39] proposed the method
of fractionating polydisperse emulsions to reduce polydispersity. Due to the size difference
of droplets, droplets will cream or sediment at different speed under gravity, at a particular
height in the sample vial, it contains droplets with a narrower size distribution, compared
with droplets in the whole vial. By fractionating crude emulsions for several times, droplets
are obtained with much less polydispersity. However this method still struggles to produce
droplets with polydispersity less than 8%, which is crucial in studying colloidal crystals.
Microfluidic devices offer channels for mixing fluids at micron scales, the volume of
operating fluids is from µL to fL. Fluids flowing through microfluidic channels are in laminar
regime mainly due to the low flow rate in micron sized channels. Laminar flows play
an important role for producing monodisperse droplets. The controllable production of
micron scale emulsions is an area of highly active research. Allowing extreme reductions
in sample volumes, microdroplets currently find use across both fundamental research
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and industrial applications. One promising manufacturing method for these droplets is
microfluidic emulsification [40]. Offering unparalleled control over droplet formation,
microfluidic emulsification systems have been applied in the generation of artificial cells [41],
high-throughput screening of patient samples [42–45], colloidal model systems [46], or even
traffic dynamics [47].

1.5.1

Dimensionless numbers in microfluidics

Physical properties of microfluidic devices can be characterised by a number of dimensionless
numbers, despite different designs and geometries of microfluidic devices. Among all
dimensionless numbers, Reynolds number Re and Capillary number Ca are the most import
parameters in droplet microfluidics.
Reynolds number Re relates inertial forces to viscous forces, is calculated:
Re =

Inertial ρU0 L0
=
Viscous
η

(1.12)

where ρ is the fluid density, U0 is characteristic velocity scale, L0 is the typical length scale,
η is the fluid viscosity. Due to the low flow rate and small dimension, Re ≪ 1 is often found
in microfluidic devices. This shows that inertial forces are small enough so that inertial
effects are irrelevant. Low values of Re guarantee that viscous forces are typically much
larger than inertial forces, the non-linear term in Navier-Stokes equations can be neglected
and the resulting flows are linear.
When two immiscible fluids meet and form an interface, the interfacial tension between
the two fluids tend to minimise the interfacial area, while the viscous stress will drag the
interface downstream. The competency from the interfacial tension and viscous drag is
characterised by the capillary number Ca,
Ca =

ηU0
Viscous
=
Inter f acial
γ

(1.13)

where γ is the interfacial tension between the two immiscible fluids. The competing stresses
from the two factors result in the capillary stresses which destabilise the interface. The
interface forms Rayleigh-Plateau instability and droplets with radius of R break up from the
jet interface. In some dripping and jetting regimes, drop radius scales inversely with Ca[48].

1.5.2

Device geometries and droplet formation regimes

Conventionally, droplet generation in a microfluidic device is achieved via three main
geometries as shown in Fig. 1.8: (a) coaxial devices where an outer continuous phase fluid
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flows parallel to and surrounding an inner dispersed phase fluid until droplet generation
occurs via stretching of the fluid interface [49], (b) flow-focusing devices, where the interface
between co-flowing streams are forced through a flow constriction causing droplet breakup
through the generation of a velocity gradient [50] and (c) T-junctions in which viscous shear
stress at one fluid interface pulls off droplets into the flow of a second immiscible fluid [51].
Drop formation depends on the growth or suppression of the instability of the interface.
Depending on where the instability happens, there are typically two regimes of droplet
generation regime, dripping and jetting. When the instability happens at the junction, it is
called a dripping regime, while jetting occurs when instability occurs downstream away from
the device junction. Droplets break up through dripping normally have sizes comparable
to the size of the device channels, while in the jetting regime, the jet is independent of the
dimension of the source, jets that are much smaller than the source dimension can form and
thus form very small droplets[52].

Fig. 1.8 Schematic of different flow regimes in Example geometries used in a (A)coaxial, (B)flow
focusing and (C) T-junction microfluidic device[52].
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In a coaxial flow device, in the jetting regime, droplets breakup due to the RayleighPlateau instability, so the droplet size scales linearly with the jet radius; while in the dripping
regime, the size of droplet is comparable to the channel width of the dispersed flow.
In a flow focusing device, dripping and jetting regimes have both been observed. In the
dripping regime, it has been found that droplet radius either scales inversely with Ca, or is
affected by the flow rate ratio of two fluid phases. In the jetting regime, droplets are formed
due to a combination of the natural growth of the interfacial instability and the viscous shear
stresses form the continuous flows[53, 54].
In a T-junction device, squeezing and dripping modes are most common regimes to
produce droplets. In the squeezing regime, when the dispersed phase reaches the junction, it
increases the pressure for the continuous flow and thus creates a pressure gradient. When the
pressure is higher than the pressure inside the tip of the disperse phase, the interface starts
to deform and neck, the neck eventually breaks up into droplets. In the dripping regime,
droplets break up mainly due to the viscous shear stresses exerted by the continuous flow,
generated droplets are typically smaller than the size of channels and scale inversely with Ca.
Droplet generation regimes strongly depend on the capillary number Ca, the transition
from dripping to jetting can occur by controlling the parameters which affect Ca. When
increasing the flow rate of continuous phase, the interface will experience higher shear
stresses which stretch the interface further downstream, till a distance where interfacial
tension is balanced and droplets break up. Jetting can also happen when the inertia of the
dispersed phase play an role, i.e. the Reynolds number of dispersed flow Re > 1, so that the
inertia drags the interface downstream in the channel[55].

1.5.3

Review of small droplet generation

However, while these methods can effectively produce droplets with sizes below 100 µm,
the production of true micro-droplets with sizes below 10 µm in diameter via microfluidic
means remains a significant challenge. Typical droplet sizes realized in previous microfluidic
set-ups are summarized in Table 1.1. To produce smaller droplets, one possibility is to reduce
the size of the microfluidic device, but this is limited by the resolution of the manufacturing
process available [53]. In addition, small channel sizes lead to both large velocity gradients
and large pressure gradients needed to drive the flow. Furthermore,smaller device sizes lead
to a significant increase in the surface are to volume ratio of the fluids, and thus a larger
dependence on the chemical compatibility of the fluids. As a result, emulsification on the
micron scale remains a largely unexplored field for oil-in-water systems in particular.
In order to generate multiple sizes of droplets in a single chip, Link et al[56] designed
two geometries, a T-junction where stretched thin droplets break up into two small droplets
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Table 1.1 Comparison of microfluidic droplet generation methods
Droplet generation method
Geometric break-up
T-junction
Capillary coflow
Partial wetting
Dripping
Flow focusing
Flow focusing
(converging and diverging nozzle)
Flow focusing
(flow films on needle)
Tip-streaming

Emulsion type
W/O [56]
W/O [57] or O/W [58]
W/O or O/W [59]
Fluorinated O/W [60]
Fluorinated O/W [61]
W/O [50] or O/W [62]

Water droplet
diameter
50 µm
50 µm
20 µm
10 µm

Oil droplet
diameter
100 µm
10 µm
6 µm
3 µm
20 µm

W/O [63]

10 µm

-

Oil-in-air and O/W [64]
W/O [65]

3 µm

1 µm
-

due to the pressure drop; and a obstruction-mediated breakup design, where obstructions
are placed inside channels, daughter droplets are obtained when large droplets pass through
the obstacle, as shown in Fig. 1.9 (a). Daughter droplet sizes and polydispersity can be
controlled by tuning flow rates, length ratio of splitting channels, the position and size of
obstacles.
A converging-diverging nozzle is applied to achieve flow focusing regime. The converging
part is designed for increasing the velocity and the pressure of inlet dispersed fluid while the
diverging part next to it is creating opposite effects. This leads to a maximum velocity and
pressure gradient near the nozzle throat where droplet breakup takes place[63]. Bardin et
al[61] managed to obtain 3 µm droplets in the dripping regime in a flow focusing device
with the converging-diverging nozzle, as shown in Fig. 1.9 (b).
In many droplet producing regimes, geometry confinement is one limitation for producing
small droplets, therefore reducing the channel dimensions is a possible way to generate ultrasmall droplets. Shui et al[66] fabricated nanochannels with height from 100 to 900 nm using
standard photolithographic technique, as shown in Fig. 1.9 (c). By suddenly increasing the
outlet channel diameter, the confinement is removed and capillary instability was therefore
induced for droplet breakup. They were able to produce water-in-oil droplets down to 400
nm in diameter, the droplet breakup also was only influenced by the channel height rather
than flow rates, surfactants and liquid properties.
Gañán-Calvo[67] proposed a core liquid - sheath liquid - focusing gas, double flowfocusing arrangement. The most inner liquid (eg. mercury or aqueous solutions) formed
a continuous steady jet down to sub-micron by the middle sheath liquid capillary jet (eg.
silicone oil), which was focused by the outer gas fluid, as shown in Fig. 1.9 (d). This
pure hydrodynamic means can produce mercury droplets as small as 600 nm in diameter
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Fig. 1.9 Microfluidic emulsification of small droplets. (a) Small droplets are obtained by sequentially breaking large droplets, using channels as obstructions[56]. (b) Flow focusing device with a
converging-diverging nozzle[61]. (c) Nanochannels are placed at the device junction, combining
with a large outlet channel, droplets with size as small as 400 nm are obtained[66]. (d) Double flow
focusing. Sub-micron mercury jet is formed by the middle sheath liquid, which is again focused by
the outer gas fluid[67]. (e) Primary and satellite droplets which have sizes from 2.3 µm to 0.4 µm are
separated in microfluidic channels[68].

in silicone oil, and the sub-micron capillary jets generated in this configuration are close to
the continuum limit. However, for this method to work, highly aligned two needles with
an exit orifice were required which is an difficult experimental set-up therefore has limited
applications.
Satellite droplets which were produced due to the surface instabilities during the continuous threads breakup, commonly exist in microfluidic emulsifications. The size of satellite
droplets which is typically around 1% of parent droplets, can be separated by shear strength
gradient. Tan et al[68]were able to separate primary, secondary and even tertiary satellite
droplets, these droplets have size from 2.3 µm to 0.4 µm, as shown in Fig. 1.9 (e). This is a
clever way to collect colloidal oil droplets, however the complicated design of the system
indicates its difficulty to be used in general applications.
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Chapter 2
Experimental and Image Processing
Techniques
2.1

Colloidal emulsion synthesis

Silica and PMMA particles have been widely used as colloidal model systems to study phase
behaviours of soft matter, there have been a huge number of literatures presented a number
of methods synthesising silica and PMMA particles with various sizes, polydispersity and
shapes. However, monodisperse silicone oil droplets were first synthesised by Obey and
Vincent in 1993[69]. They proposed a spontaneous nucleation and growth method of silicone
oil which is analogous to the Stöber process[70].
The original Stöber process is a one-step process, in which the hydrolysis and condensation of the molecular precursor occur together, macroscopic particles are produced after
growing for a certain amount of time[70]. In the example of silica particle, tetraethylorthosilicate (TEOS) is hydrolysed in water and alcohol mixtures, with ammonia as catalyst. The
reaction produces various types of ethoxysilanols (depends on the degree of hydrolysis)
which can then condense to nuclei or aggregates with other silanols and lose water. The
final size and polydispersity of particles prepared by Stöber process ultimately depend on the
competition between the hydrolysis and condensation rate. For example, higher initial TEOS
concentration leads to greater number of nucleation sites, therefore results in smaller particle
sizes and higher polydispersity.
Using the same principal and changing the molecular precursor to dimethyldiethoxysilane
(DMDES), Obey and Vincent were able to produce monodisperse PDMS oil droplets in
the size range 1-5 µm[69]. The processes of hydrolysis and polymerisation reactions are
spontaneous due to the negative enthalpy change, and the dynamic interfacial tension between
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oil molecules and water is lowered by transferring the alcohol across the interface. Modified
methods have been proposed by Elbers et al[? ] without using ethanol for the reaction.
Without the presence of ethanol, the oil precursor does not mix with water completely
at the beginning. Hydrolysis of oil molecules produces slightly acidic silanol groups and
therefore increases the water solubility of monomers. The increase of interfacial area
between oil molecules and water, improves the hydrolysis rate of the monomers, therefore
the solubility and ionic strength. This can be achieved by adding mechanical energy to the
system using homogeniser or vortex mixing, which is considered as a prehydrolysing step.
The prehydrolysed oil and water mixture will condensate to droplets immediately when the
catalyst ammonia is added. In this thesis, we mostly followed the method of Elbers et al[?
] to prepare monodisperse colloidal droplets as the model system for studying the stress
transmissions in gels.

2.1.1

Emulsion synthesis procedures

Monomers of DMDES were prehydrolysed by mixing them with deionised water with a
volume ratio of 2:5. The mixture was stirred on a vortex mixer at a speed of 1300 rpm for
6 min, after which there is no separation between water and DMDES. The mixture was
then placed on a roller at a speed of 26 rpm for up to 24 hours to homogeneously hydrolyse
DMDES monomers. To prepare silicone oil droplets, the prehydrolysed DMDES (9% v/v)
was added to an aqueous ammonia solution with ammonia concentration of 22.7% v/v,
and the mixture was immediately placed on a vortex mixer for 5 min at a speed of 1300
rpm. After vortex mixing, the opaque sample was placed on a roller at speed 26 rpm for
72 h for droplet growth. The synthesis is then followed by a dialysis process with 1 mM
SDBS to remove the ammonia from the emulsion while avoid droplets from coalescence by
introducing surfactants. The dialysis is finished when the pH of the emulsion stays around 7.
It is often observed an layer of oil at the top of the sample after dialysis. This is the
extra oil that is not completely reacted. This layer of oil is removed in order to reduce the
polydispersity of the sample. Surfactant solutions of 50 mM sodium dodecylbenzenesulfonate
(SDBS) are added to the emulsions resulting an surfactant concentration of 2 mM in the
emulsions. The critical micelle concentration CMC of SDBS is about 0.4 mM[71]. Salt
solutions of KCL are also added to a concentration of 20 mM in emulsions, in order to screen
out charges on the droplet surfaces. The dilute emulsions are then concentrated under gravity
for up to 2 weeks depending on the size of the droplets. The concentrated emulsions are then
fluorescently labelled with Nile Red dye. Glycerol is added to the dyed emulsions drop by
drop, until the sample becomes transparent with a pink color for refractive index matching.
This yields the weight ratio of water to glycerol around 51% : 49%, and the refractive index
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is 1.40 at 20◦ C. The index matched emulsions are centrifuged at 1000 rpm for 20 min to 1h
(depends on the size), until the volume fraction of the creamed emulsions reached random
close packing.

2.1.2

Characterisation of synthesised emulsions

Through the bottom up approach using the synthetic method, the size of final oil droplets
varies according to the prehydrolysing time of DMDES monomers. As shown in Fig. 2.1(a),
the droplet size decreases from 4.5 µm to 1.5 µm by increasing prehydrolysing time from
0.5 h to 24 h. The longer time DMDES monomers were prehydrolysed, the higher nucleation
rate was obtained when the monomers were presented in a ammonia solution, therefore
leading to smaller droplets.
(a)
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Fig. 2.1 (a)Droplet diameter decreases with increasing prehydrolysing time of DMDES monomers.
(b) A confocal image of emulsions with prehydrolysing time of 18 h. (c) Size distribution of droplets
in (b).

Emulsions synthesised by prehydrolysing DMDES monomers also have low polydispersity. Fig.2.1(b) is a confocal image of an emulsion sample with prehydrolysing time of
18 h where droplets start to crystallise due to low polydispersity. After measuring the size
of droplets in ImageJ, the size distribution was plotted, as shown in Fig. 2.1(c). The mean
size of the droplets is 1.84 µm and the polydispersity is 8.2%. Such monodisperse colloidal
emulsions have great potential for structure and dynamics studies of soft matter at single
particle-resolved level.
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2.2

Principle of confocal microscopy

Confocal microscope was first built by Marvin Minsky in 1955. It has been widely used in
biological sciences thanks to the non-destructive way of tracking molecules and structures
of fluorescence technique and its ability to give 3 dimensional visualisation of the sample .
The application in colloidal science was first performed by Yoshida et al in 1991[72], who
observed hexagonal packing of charged polystyrene latex colloids in 3D. The advantage of
visualising colloids in 3D combined with accurate particle tracking, confocal microscopy
gives the chance to advance our knowledge in colloidal phenomena.
Fluorescence microscopy and bright-field microscopy are two common types of optical
microscopy used in studying substances that are not accessible to human eyes. They utilise
fluorescence techniques and white light to illuminate samples respectively and both generate
2D images of the sample because the out-of-focus signals from different height of the sample
cannot be distinguished which also reduce the resolution of the microscope. Based on
fluorescence microscope, a spatial pinhole is added inside confocal microscope before the
detector, as shown in Fig. 2.2, to reject out-of-focus signals emitted from the sample, and
thus improve the resolution and have the ability to obtain 3D images.
A confocal laser scanning microscopy (CLSM) works as shown in Figs. 2.2. A laser with
certain wavelength is firstly focused at the excitation aperture which produces point illumination. The excitation laser is then reflected by the dichroic mirror, passes the objective lens
and reaches the sample. Due to the point illumination, only a small part of the fluorescently
labelled sample (point) is excited by the laser, and emit signals with longer wavelength. The
emitted fluorescence passes the same objective lens and dichroic mirror, before reaching the
signal detector, the pinhole will reject out-of-focus signals from different depth of the sample,
and only signals in the focused plane can reach the detector.
Therefore, the pinhole size affects the resolution and intensity of the image. Small
pinhole only accepts signals strictly close to the focused plane, this on one side increases the
resolution, but on the other side the image will become dark because only very few signals
are accepted. This can be improved by increasing the exposure time, so that there is more
time to detect fluorophores from the sample, or increase the intensity of excitation laser but
lower than the fluorophore photobleaching limit, or using a more sensitive detector.
In confocal microscopy, the detectors are usually photomultiplier tubes (PMTs). The
detectors transform the emitted light signals to current and multiply the current as much
as 100 million times, and then recorded by the computer. Confocal microscope scans only
one point in the specimen at a time, to obtain a 2D rectangular image, the position of laser
point is changed by oscillating mirrors. A 3D image is generated by stacking a series of 2D
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images which are acquired at different horizontal planes, the z position of the image can be
controlled by the sample stage.

Fig. 2.2 Schematic of confocal laser scanning microscopy (CLSM).

2.2.1

Stimulated Emission Depletion (STED) microscopy

Stimulated emission depletion microscopy (STED) was developed by Stefan W. Hell in 1994,
he was awarded the Nobel Prize in Chemistry in 2014 for the STED development[73, 74].
In conventional confocal microscopy, when the excitation laser hits the fluorophore, an
electron in the fluorophore molecule is excited from the ground state to a higher energy
electronic state. The electron will then relax back to the vibrational energy level of the
ground state, and emits a photon, which will be detected as fluorescent signals.
However STED applies a second laser beam to the fluorophore, before the excited electron
relaxes back to the ground state, so that the excited electron will relax to a higher vibrational
energy level of the ground state compared with only one excitation laser. The reduction of
the energy difference between the two electronic states leads to a red shift of the wavelength
of the emitted photon. Since the wavelength of depleted photons is at the red end of the
spectrum, only the undepleted electrons will be detected.
As shown in Fig. 2.3 (middle), the first excitation laser has a Gaussian point spread function (PSF), the width of which decides the resolution of conventional confocal microscopy.
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The stimulated beam which has a donut shape applied in STED (Fig. 2.3 left), depletes
the photons in this area, therefore only photons inside both the Gaussian PSF and middle
of the donut (Fig. 2.3 right), which are dramatically less than the original photons inside
the Gaussian beam, will be detected by the detector. By applying the stimulated depletion
laser, the lateral resolution of STED microscopy can reach 30 nm, makes STED one of the
super-resolution microscopy and nanoscopy.

Fig. 2.3 Additional to the only Gaussian beam (middle blue) applied in conventional confocal
microscopy, STED microscopy implements a second beam with donut shape (left pink). Fluorophores
inside the donut shape will be depleted, resulting in a much sharper beam (right blue) and enhancing
the resolution[73, 74].

2.3

Microscopic contact force model

When droplets deform under compression, as shown in the schematic in Fig. 2.4 the
deformation is small with respect to the droplet surface area, therefore the Laplace pressure
can be considered unchanged during the deformation. All the energy from the compression
is presumed to be stored as elastic energy in the deformation area, at microscopic level, the
interdroplet forces between two droplets with radii of R1 and R2 can be described by Princen
force law[2]:
f=

σ
A
R̃

(2.1)

where A is the deformation area at contact, R̃ is the geometrical mean radius of the two
undeformed droplets, R̃ = R1 R2 /(R1 + R2 ), σ is the interfacial tension, which is taken as 9.2
mN/m between silicone oil and water-glycerol mixture, measured by Brujic with a similar
system[76]. This force model has been applied to various systems to measure microscopic
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forces, such as athermal emulsions[76], and liquid droplets labelled with a monolayer of
fluorescent nanoparticles or modified cowpea mosaic virus (CPMV)[78].
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Fig. 2.4 Schematic of interdroplet contact forces. Different colours of oil droplets and interfaces
indicate that Fluorescent emissions from droplets and interfaces are at different wavelengths and
detected separately by two HyD detectors. Because interdroplet contacts have higher fluorescent
intensities compared with oil droplets and other interfaces, the contact area A can be obtained after
thresholding. Interdroplet forces are then calculated using Princen force model[2, 76].

In equation 2.1, the interfacial tension σ is a constant for a given experimental system and
is known. In order to calculate contact forces, we need to know the contact area A and radii
R1 and R2 of the two contacting droplets. From a 3D confocal image of emulsion, we obtain
the position and size of droplets using a particle tracking method which is described in section
2.5. As for the contact area A, first we take advantage of a solvatochromic dye, Nile Red,
for the emulsion, which helps identify the contact area in a confocal image. The mechanism
of Nile Red is explained in section 2.4. The tracking of contacts is more complicated than
tracking of particles, due to the small area of contacts and intensity variation. A detailed
tracking of contacts method is described in section 2.6

2.4

Solvatochromic fluorescent technique

The fluorescent label employed to visualise interdroplet contacts is Nile Red dye. The
chemical structure of Nile Red is shown in the inset of Fig. 2.5. Due to the hydrophobicity
of the dye, it is often used for labelling lipids or oil droplets. The main feature of Nile Red
utilised in our system is the solvatochromic property. The molecule itself is not charged,
however due to a large group of electron conjugation in the structure, it can become surface
active from the induced polarity. Depending on the dielectric constant and hydrogen bonding
capacity of the environment, the energy gap which is determined by the electronic ground

27

Experimental and Image Processing Techniques
stated and excited state will change, therefore Nile Red is very sensitive to the polarity of the
solvents. Both the absorption and emission can shift when the solvent polarity varies[75].

Fig. 2.5 Emission spectra of silicone oil emulsions fluorescently labelled with Nile Red dye and
stabilised with sodium dodecyl sulfate (SDS) surfactants. The inset shows the chemical structure of
Nile Red molecule [76] .

In a polar solvent such as water, Nile Red is almost non-fluorescent. As the polarity
decreases, the fluorescence becomes stronger and also has blue shifts. In our emulsions of
silicone oil in the mixture of water and glycerol, Nile Red will primarily stay inside silicone
oil droplets and make the droplets fluorescent while the aqueous being non-fluorescent[77].
However, since the dye has surface active property, it will also be spreaded on the oil
and water interfaces just like surfactants. The dye molecules at the interface experience
higher environment polarity, compared with those inside silicone oil droplets, thus they emit
fluorescence with a longer wavelength.
The emission spectra of the silicone oil emulsion system, stabilised with sodium dodecyl
sulfate (SDS) surfactant, have been measured and shown in the blue curve in Fig. 2.5[76]. It
is clearly shown that there are two emission peaks at different wavelengths and with different
intensities. Fluorescence from bulk oil droplets has higher intensity and at shorter wavelength
(the first peak in the blue curve). The absorption has also been measured, and it has the same
trend as the emission depending on the environment polarity[76].
By using two detectors with different ranges of wavelengths in confocal microscopy,
fluorescent signals from oil droplets and oil-water interfaces can be detected separately and
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simultaneously. In the schematic of two contacting droplets, as shown in Fig. 2.4, the green
colour for oil droplets and red colour for oil-water interfaces indicate that fluorescent signals
are detected at different wavelengths by two HyD detectors. When two droplets are in contact,
droplets are slightly deformed resulting in a deformation area A. Because of the deformation,
fluorophores at both droplet surfaces are accumulated at the deformation area, leading to the
increase of local fluorophore density. As a result, the contact area in the confocal image of
emulsions shows higher fluorescent intensity than the rest part of the image. We therefore
can obtain the size of contact area A by applying an intensity threshold to the confocal image,
a detailed method of the image processing method is described in section 2.6.
From Fig. 2.5, we observe that the positions of two peaks are around 545 nm and 645 nm.
The values of absorption peaks are at 488 nm and 568 nm respectively[76]. This is the case
when emulsions are stabilised with SDS. In order to dissolve more Nile Red at interfaces
and obtain higher fluorescent signals, we change the surfactant to sodium dodecylbenzenesulfonate (SDBS) which has one more benzene molecule between the hydrocarbon chain
and anionic group. We did not measure the absorption and emission spectra, but we find the
range of maximum intensity is different by using STED microscopy. When the emulsion
droplets are stabilised with SDBS, the excitation wavelengths are 514 nm for the oil signals
and 580 nm for the interface signals, the detection ranges become 520-575 nm and 585-640
nm respectively. This shows clear red shifts when the surfactants are changed from SDS to
SDBS. We further change the solvent to water and ethylene glycol mixture, which is also
index matched with silicone oil droplets, but we can barely observe difference of fluorescent
signals between oil and interfaces. Therefore a considerate choice of chemical combinations
is crucial to visualise contacts.
Nile Red molecules do not dissolve in pure water, however if there is presence of
surfactant molecules or micelles, Nile Red can be trapped inside surfactant micelles and
then are fluorescent in water[76]. Hence the concentration of surfactants will affect the
contrast of confocal images. When the surfactant concentration is above the CMC value,
there are a large number of micelles dispersed in the aqueous phase, dye molecules tend to
migrate from oil droplets and interfaces to the aqueous phase, this process therefore lowers
the desired fluorescent signals. In the meantime, the background of aqueous phase will also
be fluorescent, and dramatically reduce the intensity contrast.
Nile Red only work for limited emulsion systems to detect interdroplet contacts. The
combination of Nile Red and the most common colloidal model systems of PMMA and
silica particles does not give the contact information. Suhina and Chantal and co-authors
synthesised solvatochromic probes which can attach to functionalised silica and PMMA
particle surfaces, performing similarly as Nile Red in emulsions. These fluorescent probes
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are very useful to study systems with frictional forces, forces when particles are buckled or
at jammed state[79, 75, 80].

2.5

Particle tracking methods

Particle centres and radii of emulsion droplets were detected using colloids tracking package
which was developed by Leocmach[81]. The method takes advantage of algorithm of Scale
Invariant Feature Transform (SIFT) which is often used in the field of computer vision to
match common features across different images. In colloids tracking algorithm, experimental
images are blurred using two Gaussian filters with different kernels s and s′, and result in two
blurred images Gs and Gs′ . The difference of Gaussians (DoG) is defined as DoG = Gs − Gs′ .
Bright pixels which are normally in the centres of particles will be local minima in the
response function of DoG. The difference between two Gaussian kernels k = s − s′ is set as
an input parameter by the user. Once the k is fixed, a series of kernels s and s′ are applied
to experimental images. With small Gaussian kernels, the positions of small particles will
have clear minima in the image of DoG, while the regions where larger particles stay are not
completely blurred so that no obvious minima appear in DoG, as a result the positions of
smaller particles can be detected. As the kernel size increases, positions of larger particles
will be identified.
The application of Gaussian kernels with various sizes makes it possible to track polydisperse spheres, which is not achievable in many other particle tracking methods, such as
the first colloidal particle tracking algorithm developed by Crocker and Grier[82]. Their
method requires samples with monodisperse particles, an estimated radius of particles is also
needed in order to determine particle centres. The algorithm searches through the image for
bright pixels within area that is defined by the estimated particle radius, which is similar
to applying a maximum filter. This will lead to a new filtered image with blobs having
maximum intensity around the size of input particles, and the brightest pixel is identified
as the centre of a particle. All the blobs have similar sizes, therefore sizes of polydisperse
particles can not be well determined.
Although by using colloids tracking method it yields suggestive sizes of particles, the
sizes are not true particle sizes and only scale with original particle sizes. In order to have
better determination of particle sizes, pair correlation function g(r) of colloidal gels or dense
suspensions are plotted based on particle centres. Within a certain polydispersity (less than
8%, samples can be considered monodisperse), the position of the first peak of g(r) indicates
the mean particle diameter of the sample. A scale factor of particle radius is calculated as the
ratio of the first peak of g(r) and the mean size of particles obtained from particle tracking.
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We find good agreement with confocal images when multiplying the size factor to tracked
particle radii.

2.6

Tracking of interparticle contacts

In a number of literatures of tracking contacts such as Brujic et al[3], they applied an intensity
threshold to the contact image, after which they can directly track the image residuals which
are the particle contacts. This is possible when particles in the system are large enough
and droplet deformations are not significant, this means all contacts on a particle are well
separated after the thresholding. However when the size of droplets is reduced considerably
to colloidal scale, the small size of particles and resolution limitation of the microscope
make it infeasible to track contacts with only one thresholding. Therefore a method was
developed in this thesis to effectively segregate connected contacts, determine centres and
sizes of contacts.

2.6.1

Histogram equalisation

Because the refractive index matching between emulsion droplets and aqueous phase is not
perfect, there is more scattering of the laser as the laser travels deeper in the sample, and
this leads to dimmer images where the sample is far from the microscope lens. Since the
method to obtain contact area size is strongly dependent on the intensity of the image, the
equalisation of intensity in z direction is desired.
A target xy slice is selected as a template, other slices of images are adjusted in order
to match the histogram of the target slice. For each xy slice of the 3D confocal image, the
number of pixels with intensity i in grey level is ni , the probability of a pixel with level 4i in
the image is
ni
p(i) = , 0 ≤ i < Imax
(2.2)
n
where Imax is the maximum value of intensity in grey scale which is typically 255, n is the
total number of pixels in the xy image, which is 512 × 512. From the intensity histogram of
each 2D image p(i), we can calculate the accumulated normalised histogram which is called
cumulative distribution function (cd f ),
i

cd f (i) =

∑ p( j).

j=0
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For the target slice and one source slice, we can calculate their cumulative distribution
function (cd f ), using the method described above[83]. Then we interpolate linearly in order
to find the pixel values in the target slice that correspond most closely to the values in cd f
in the source image. This returns a new image which is histogram equalised with the target
image and is based on the source image. We perform this equalisation for all xy slices of a
3D confocal stack image. One xz slice of a confocal image is shown in Fig. 2.6 (a), where
we can see intensity inhomogeneity in z direction, the intensity profile along z is also plotted
in Fig. 2.6 (c) (the blue curve). After the histogram equalisation, the intensity is uniform
through the sample, as can be seen from the orange curve in Fig. 2.6 (c) and also the xz
image in Fig. 2.6 (b).

Fig. 2.6 (a) A confocal microscopy image of an emulsion gel in xz direction. (b) The same image
after histogram equalisation. (c) Distribution of average intensity in each xy plane of the emulsion gel,
before and after histogram equalisation.

2.6.2

Weighted middle points between particles

In order to separate connected contacts, the strategy is to manually add a spatial boundary
to each contact. The first step is to find the weighted middle points between a reference
particle and its neighbours, which are possible locations of contact centres. To determine the
weighted middle points Mi j between two neighbouring particles Pi and Pj , first Mi j needs
to be located on the line Pi Pj and the distances between Mi j and two neighbouring particles
di and d j are proportional to particle radii, i.e. di /d j = Ri /R j . Therefore a binary mask of
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the same size (pixels) of the contact image is built, where the positions of weighted middle
points Mi j have value of 1 while the rest of the mask is 0.

2.6.3

Position blobs on middle points

Based on centres of middle points, nearly spherical blobs were created by dilating a binary
kernel in three dimensions. The blobs were constructed as big as possible but without
overlapping with each other, this yields a maximum blob size which is 263 pixels in volume.
The purpose of building blobs is trying to contain true contacts as much as possible and build
an upper boundary for the contacts to separate them from each other if they are overlapping
after the thresholding. Because blobs are created in between neighbours (particles are not
necessarily in contact), so the number of blobs generated are greater than the number of true
contacts.
Screen out connected blobs
After initial placement of blobs, it is inevitable to avoid blobs that are connected when we
try to maximise the size of blobs, as shown in Fig 2.7(a). By looking at the distribution of
blob volumes, it is clear that connected blobs have noticeable larger volumes than segregated
blobs, the binary mask with all blobs was separated into two masks: a connected blob mask
and a well separated blob mask, as shown in Fig 2.7(b) and (c). In the mask with connected
blobs, we eroded the mask in order to separate these blobs and resulted in Fig 2.7(d). Next,
the eroded mask (Fig 2.7(d)) and non-connected blob mask (Fig 2.7(c)) were combined into
a final binary mask (Fig 2.7(e)). This mask effectively sets spacial bounds for contacts and
can be used to segregate connected contacts.

Fig. 2.7 Binary masks with blobs based on the weighted middle points between neighbouring particles.
(a) All drawn blobs, which are generated by dilating kernels at middle points. (b) Connected blobs
and (c) well separated blobs in (a). (d) Mask (b) after erosion. (e) Final binary mask with combination
of (c) and (d). Numbers on axes represent pixels, all images are small part of the confocal image.
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2.6.4

Thresholding contact images

The mechanism of force detection from confocal images is based on the fact that contact area
has higher fluorescent intensity than the rest of the image. To distinguish contact area from
the bulk droplets and the aqueous background, an intensity threshold is required to apply to
the image. In order to generate the threshold value systematically and without bias, the Otsu
thresholding method was employed. Analysis of contact images was performed using the
function of SKIMAGE . FILTERS . THRESHOLD _ OTSU in Python, and the principle is explained
below[84].
When applying one testing threshold to the image, pixels have lower intensity than the
threshold fall into the background class, while the other pixels are considered as foreground
(binary image). The weight of each class (Wb and W f ) is determined by the number of pixels
in the class divided by the total number of pixels of the image. Within each class, the mean
(µb and µ f ) and variance (σb and σ f ) of intensity are calculated. The sum of two variances
multiplied by their weight (σW = Wb σb2 +W f σ 2f ), which is called ’Within-Class Variance’,
tells the spread of background and foreground. In Otsu algorithm, all possible threshold
values are applied to the image, the value that gives minimum variance of background and
foreground is considered Otsu threshold.

Fig. 2.8 An example of application of Otsu threshold. (a) A small part of the original contact image.
(b) The image after first Otsu threshold (40). (c) The image after second Otsu threshold (76). Numbers
on axes represent pixels, colour bars represent intensities

Otsu threshold can only divide an image into background and foreground, therefore the
algorithm is applied twice in the contact image to effectively isolate contact area. The first
Otsu threshold distinguishes droplets (with contacts) from aqueous background. The second
value separates contacts (foreground) from bulk droplets (background), as shown in Fig 2.8.
The exact values vary on different samples.
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2.6.5

Edge enhancement

The aim of applying Otsu threshold is to only keep high intensity contacts remaining in the
image. However, it is possible that other parts of the image, the middle of the droplet for
instance, would also remain after applying the second Otsu threshold. This will lead to the
detection of contacts that are in the centre of droplets, which are not feasible. To resolve this
issue, another mask is desired to remove the residuals inside droplets. Sobel filter which is
commonly used for edge detection can clearly define the interfaces of droplets and therefore
improve the accuracy of the detection of contacts.
The Sobel filter identifies a sharp intensity change i.e. intensity gradient, in the image by
calculating the approximate first derivatives of the image in X and Y directions separately.
Sobel operators are two kernels of 3 by 3 matrices for calculating derivatives. The original
image with intensity of I(x, y) is convolved with Sobel operators, and this gives the derivatives
of the image Gx and Gy , as shown in equations below.



1 0 −1


Gx =  2 0 −2  ∗ I(x, y)
1 0 −1


1
2
1


Gy =  0
0
0  ∗ I(x, y)
−1 −2 −1

(2.4)

(2.5)

The magnitude of gradient is calculated combing these two derivatives in equation 2.6.
G=

q
G2x + G2y

(2.6)

The result of directly applying the Sobel filter to the particle image is shown in Fig. 2.9(b).
The edges between colloid-rich and colloid-poor phases are clearly detected. However, inside
the colloid-rich phase, edges of each particle are not well defined because some particles are
in contact, due to the high number density of particles inside colloid-rich phase. Therefore
we need a mask which contains spheres that well separated in order to detect their edges.
Since the centres of droplets are obtained by multi-scale colloid tracking method, we can
construct a binary image of the particle image as shown in Fig. 2.9(c). Then the Sobel filter
is applied to the binary particle image, this resulted in Fig. 2.9(d) which shows the edge of
each particle in the gel.
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Fig. 2.9 (a) Confocal image of particles in a colloidal gel. (b) Sobel filter image of confocal image (a).
(c) Binary image from tracked particle positions. (d) Sobel filter image of the binary image (c).

2.6.6

Centres and sizes of contacts

Three masks are generated in order to correctly detect the positions and sizes of contacts,
as indicated in Fig. 2.10. The first mask, Fig. 2.10(a), is the binary mask of spheres that
are placed between particles. This mask can effectively segregate some contacts that are
connected after thresholding the contact image. It is possible that some pixels which are
located in the middle of particles remain after the thresholding. Therefore a second mask,
Fig. 2.10(b), which contains edges of all particles is desired, in order to set constraints to
contact positions. This means contacts can only be located at edges of particles but not inside
particles. The third mask (Fig. 2.10(c)) is the thresholded contact image, which is obtained
by applying Otsu threshold to the confocal image of contacts. By convolving these three
masks, the remaining pixels are the contacts between droplets, as shown in Fig. 2.10(d).
Each contact is then labelled with an index, by counting the number of pixels in each
contact it gives the volume of the contact. The contact centre is determined by finding
the geometrical centre or maximum intensity pixel in the contact. The size of contacts is
proportional to the interdroplet contact forces, and it is the main component to find contact
force distributions, force chains in colloidal gels or dense suspensions.
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Fig. 2.10 (a) A binary mask of spheres placed between particles, which is generated for separating
contacts that are connected spatially, due to the limit of microscope resolution. (b) A binary mask of
droplet edges. (c) A binary mask of potential interdroplet contacts. The mask is obtained by applying
Ostu threshold twice on a confocal image. (d) A binary image of only interdroplet contacts which is
the result of the convolution of mask (a), (b) and (c). The size and position of contacts are obtained by
labelling each individual contact from this binary image.
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2.6.7

Allocate contacts to particles

After particle and contact tracking, both coordinates and sizes are obtained. The coordinates
of particles and contacts are p i and c j respectively. The distances between each particle and
contact are computed, and stored in a i × j 2D matrix di j .
d i j = {i ∈ N p , j ∈ Nc || p i −cc j |}

(2.7)

where N p and Nc are the number of particles and contacts respectively. For a contact c j , the
closest two particles p a and p b are detected by searching for the first two minimum values
da j and db j in d i j . These two particles are in contact through the contact area c j . For each
contact, we find two neighbour particles, in turn we can determine neighbour contacts for
each particle, and this gives the contact number Z.

2.7

Stress computation

For a reference particle p 0 , for example, there are three particles p 1 , p 2 and p 3 that are
in contact with particle p 0 , through contacts c 1 , c 2 and c 3 , as shown in Fig. 2.11. The
compressive force from particle p 1 is f 1 , with magnitude of f 1 , which is determined from
the size of contact c1 . The stress tensor σi j of a particle is calculated by summing stress
contributions from each contact particle, on all element axes, indicated in equation 2.8.

Fig. 2.11 Schematic of stress tensor calculations.

1
σi j =
V

Nc

∑ f cir cj

(2.8)

c=1

where r c = c c − p 0 , r c is the vector from the centre of the particle p 0 to the centre of
contact c c , i, j are the coordinate axes x, y, z of a Cartesian coordinate system, and V is the
38

2.7 Stress computation
volume of the reference particle, N c is the number of neighbours of the reference particle p 0 .
For each particle, we obtain a stress tensor σi j with nine components as presented in below.


σxx σxy σxz


σi j = σxy σyy σyz 
σxz σzy σzz

(2.9)

The diagonalisation of the stress tensor generate three eigenvalues and eigenvectors of the
matrix, which represent principal stresses and principal directions respectively. The principal
stresses and principal directions characterise the stress at a point and are independent of the
orientation. A coordinate system with axes oriented to the principal directions implies that
the normal stresses are the principal stresses and the stress tensor is represented by a diagonal
matrix.


σx 0 0


σi j =  0 σy 0 
0 0 σz

(2.10)

With the tension-positive convention, the most negative the eigenvalue, (σx , σy , σz )min
is the minor principal stress which is the most compressive stress, while the maximum
value of the eigenvalue (σx , σy , σz )max is the major principal stress. Since the microscopic
forces measured here are only compressive forces, therefore the most compressive stress is a
relevant property to characterise the system. The sum of all three principal stresses is the
stress trace tr(σi j ) of the stress tensor, which is also the local pressure for a droplet.
tr(σi j ) = σx + σy + σz

2.7.1

(2.11)

Force chain determination

Once we obtain the information of stresses on each particle, combining the positions of
particles, we can characterise how forces are transmitted from one particle to another when
they are in contact, i.e. through force chains.
The emergency of percolated force chains have been accounted for one of the signatures
of the jamming transition.Percolated force chains along with minimum number of isostatic
contacts make sure stresses are able to thoroughly transmit through the system and remain
mechanically stable. Hence, the identification of force chains not only tells the pattern of
stress transmission of the system, but also gives information of the mechanical stability.
The concept of force chains is not completely unified, but one plausible definition is a
quasilinear assemble of at least three particles where stress is concentrated[85]. Based on this
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definition, a quantitative method was created by Peters et al[85]. The first requirement is that
particles in a force chain should carry large stresses. They choose the minor principal stresses
as the particle property, if the minor principal stress of a particle is larger than the average
compressive stress in the system, these particles are taken account for candidates making up
force chains. This method has been applied to a simulated jammed configuration with an
external force constantly pressing the system[85]. However in our experiments, we consider
the intensity threshold applied to the image with contacts is performing in the same way
as the threshold of average compressive stress. Thus contacts remained after the intensity
threshold are recognised as high stresses in the sample.
After selecting these particles with large stresses, the algorithm should satisfy the second
criteria: these particles with concentrated stresses should be quasilinear spatially, allowing
only small amounts of rotation. The searching algorithm is explained using the schematic as
shown in Fig .2.12.

Fig. 2.12 Schematic of force chain determination method[85].

The black arrows represent the direction of stress of the particle, red arrows are vectors
connecting two particle centres, the blue dashed lines show the region in which satisfy the
angle range. As shown in Fig. 2.12(a), given a reference particle A, from the centre of
particle A, we define a region that deviates of an angle of α(±α) from the direction of the
stress σA , as indicated by the blue dashed lines. The value of α determines the linearity of
π
force chains, with α = 0, the constraint only allows for a perfect linear chain; with α = ,
2
are particles that are in contact will be considered in the chains. From Fig.2.12(a), we find
⃗ and AC
⃗ are within this
that particle B and C are within the angle region, because vectors AB
region. Therefore they are considered candidate particles in a force chain for the reference
particle A, but we also need to check if particle A qualifies as a candidate for particle B and
C.
In Fig. 2.12(b), from the centre of particle B and based on the stress on σB , we also define
a angle region indicated by the blue dashed lines using the same value of α. We can clearly
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⃗ does not lie in this region. Therefore particle A is not a force chain
see that the vector BA
candidate particle for particle B, and they do not form a force chain. Candidate particle C is
⃗ falls in the blue dashed line region, therefore
also checked in the same way, and we find CA
particle A is a force chain candidate particle for particle C and we say they are in the same
force chain.
Since a reference particle is picked up randomly, so it can be in the middle of a force
chain. In order to fully search force chain particles lie in both sides of the reference particle,
when the searching from on direction reaches the end of the force chain particle, we will set
the end particle as the reference particle, and search backwards till the other end of the force
chain.
π
The angle α is chosen as
in this work and this allows for some deviation from
4
a perfect linear chain. Using this method, we can identify which particles form force
chains, characterise the length and distribution of force chains in our system. This analysis
provides information and bridge the gap between the macroscopic mechanical response and
microscopic structures of force networks.
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Chapter 3
Microfluidic Emulsification by Noland
Optical Adhesive Devices
Author contributions: the contents of the chapter were based on a published article: M.
Meissner, J. Dong, J. Eggers, A. M. Seddon and C. P. Royall. Soft Matter. 13, 788 (2017).
In this paper, J. Dong produced and collected colloidal emulsions, imaged and tracked
coordinates of dense emulsions. M. Meissner performed measurements on viscosity and
flow rate ratios, and structural analysis on tracked coordinates, and wrote the manuscript.

3.1

Introduction

The vast majority of work on colloidal systems concerns itself either with the study of
solid particles, for example solid colloidal spheres, or with emulsions, where an oil phase is
dispersed in an aqueous medium or vice versa[86]. For solid colloidal spheres, unsurprisingly,
the ratio of particle viscosity to the suspending fluid viscosity, λ = ηo /ηi , will tend towards
infinity. On the other hand emulsions are much “softer" with viscosity ratios λ much closer
to 1. This allows emulsion droplets to function as exciting new colloidal model systems.
For example, emulsion droplets have negligible friction at their surfaces with intriguing
consequences for the jamming-glass crossover [7, 87], alternatively, the ease of adsorption
of lipids or polymers onto droplets opens new and exciting directions in self-assembly[88–
90, 6, 91].
Emulsions, with their multitude of food, care product, and petrochemical applications [92,
93], are a system of great scientific and industrial interest, and so it should come as no surprise
that the formation of emulsions is a well explored field with a huge range of emulsification
techniques available. These methods include such techniques as mechanical milling, blending,
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high pressure homogenisation, or shear mixing. While powerful, these techniques tend to
produce large emulsion droplets, or emulsions with a broad size distribution. Microemulsions
on the other hand, while extremely versatile due to their self assembly behaviour, have sizes
in the range of 10-100 nm, and are thereby far too small for real space imaging and coordinate
tracking [94]. An emulsion that combines the best of both worlds possessing both an average
droplet size in the range of a few microns, with a narrow size distribution, would open up a
wide range of new possibilities.
An alternative to the aforementioned methods is microchannel emulsification, a versatile
technique where two or more distinct fluid phases are flowed through a microscale channel
and interfacial stresses are induced to generate droplets with very narrow size distributions
[95]. Currently microfluidic emulsification techniques remain focussed primarily on the
formation of water-in-oil emulsions, usually with the viscosity ratio λ below 1.
In order to develop the desired colloidal model system we must first consider the behaviour
of a droplet in solution using the Peclet number Pe = τB /τsed , where τB is the particle
Brownian time, τsed is the time particle sediment to the distance of one particle diameter. A
Peclet number of around one is generally seen as the dividing line between a colloidal system
and an athermal granular system [27]. As the Peclet number scales with both particle diameter
and buoyant mass a colloidal emulsion can be achieved either by producing droplets of a
sufficiently small diameter or by using liquids with suitably similar densities [96]. As such,
it is vital that a microfluidic system for the production of colloidal oil-in-water emulsions
is capable of both producing droplets which are suitably small and uniform, but also to be
solvent-compatible enough to produce emulsions from a range of component materials.
Microfluidic droplet generation can be realised with three types of device: T-Junction
devices where a slug of the dispersed phase is extruded into a flowing fluid until the dispersed
phase fluid breaks up into droplets[51], co-flowing devices where an outer continuous phase
fluid flows parallel to and surrounding an inner dispersed phase fluid until droplet generation
occurs via stretching of the interface between the two fluids [97], and flow-focusing devices,
where co-flowing streams are forced through a narrow aperture causing droplet breakup [50].
Here we consider flow-focusing devices, as these provide the best system for producing
droplets with sizes smaller than those of the channel dimensions.
However, producing suitable oil-in-water emulsions via microfluidic methods remains
challenging. The vast majority of microfluidic emulsification systems are manufactured
using polydimethylsiloxane (PDMS). While PDMS is an excellent material for water-inoil microfluidics [98] offering good solvent compatibility, good optical transmittivity, high
flexibility and great durability, it is also strongly hydrophobic, preventing the stable formation
of oil-in-water droplets [99]. Although techniques for making PDMS devices hydrophilic
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and thereby allowing stable droplet generation exist, these are either short lived such as
plasma treatment [100] or involve sequential surface coatings [101] which are impractical
for use with devices small enough to easily generate micron scale droplets.
Norland optical adhesives provide a viable alternative to PDMS for oil-in-water microfluidics [102, 103] allowing rapid templating of complex microchannels [104]. Their rapid
curing speed, alongside their durability, makes them ideal for pattern transfer from PDMS
moulds. Additionally, while natively more hydrophilic than PDMS, exposure to an Oxygen
plasma forms a long-lasting hydrophilic surface, ideal for the formation of oil-in-water
droplets [102]. Here we introduce a microfluidic flow focussing system based on the use
of NOA microfluidics for the generation of monodisperse oil in water emulsions which can
produce droplets on the micron scale with polydispersity of below 5%. To demonstrate the
utility of this technique, we use the topological cluster classification to investigate the higher
order structure of a polydimethylsiloxane oil emulsion, and compare this to a simulated hard
sphere system.

3.2
3.2.1

Experimental protocols
PDMS device assembly

Device patterns were fabricated as SU-8 on silicon wafers using standard photolithographic
methods, the patterns on the silicon wafer are negative as shown in Fig. 3.1. Silicon
device moulds were treated with trichloro(1H,1H,2H,2H-perfluorooctyl) silane to allow easy
siloxane lift-off. Polydimethylsiloxane(PDMS) was mixed up in a 10:1 ratio of elastomer to
curing agent (Sylgard 184). The mixed silicone elastomer was degassed, and approximately
20 g was poured on the silicon wafers, degassed a second time to remove any remaining
bubbles, and heat cured at 60 ◦ C for 6 hours. Once cured, PDMS layers were cut to shape
and carefully removed from the silicon wafer. Tubing connectors were punched into the
PDMS slabs using a 0.8 mm diameter biopsy punch. The cut and punctured PDMS was
subsequently thoroughly washed with isopropanol to clean out any PDMS remnants from the
puncturing process. The PDMS chips were then plasma treated for 30 s in a 100 W Diener
plasma cleaner. The oxygen plasma treatment modifies the surface of PDMS and introduces
silanol group (SiOH) on the PDMS surfaces, this makes the PDMS surfaces hydrophilic for
around 30 minutes. Immediately following plasma treatment, the device chip was brought
into contact with a similarly prepared glass microscope slide, bonding the activated surfaces
together.
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Fig. 3.1 Processes of PDMS microfluidic device fabrication. Mixed PDMS elastomer and curing
agent is poured onto the negative silicon wafer, the cured PDMS has positive geometries. The PDMS
chip is then enclosed with a glass slide after oxygen plasma treatment.

We consider two different flow geometries, as shown in Fig. 4.1, produced from the same
device with a central straight oil channel, to which four water side channels are attached in
an x-shaped configuration. Two of the side channels are not punctured during the fabrication
process, and therefore are blocked when liquid flows through the device. In the opposed flow
system, shown in Fig. 4.1(a), the oil channel is connected so that oil flows from the side of
the blockage, so that the water channel makes a 165◦ angle with the oil channel. Figure 4.1(b)
shows the coflowing system, in which the oil comes from the direction of the open channels,
leading to an angle of 15◦ between the aqueous and the oil flow.

3.2.2

NOA device assembly

The geometry of NOA microfluidic device pattern is shown in Fig. 3.2. The dimensions are
at similar scale to desired colloidal droplet sizes. There are three patterns with apertures of 3,
5, and 8µm on one silicon wafer, the height of channels is 8µm and the width is 50µm for all
devices. NOA devices can not be fabricated directly from silicon wafer, because curing NOA
on silicon wafer can very likely damage the features of photoresist on silicon wafers, also
it is difficult to peel a stiff cured NOA from silicon wafer. As shown in Fig. 3.3, a PDMS
mould is employed in order to prepare NOA devices.
Compared with the silicon wafer utilised to fabricated PDMS devices, the silicon wafer
for NOA devices has positive features. A negative PDMS mould is obtained by curing
Sylgard 184 on the silicon wafer, which is the same procedure as preparing PDMS devices.
Then NOA81 is poured onto the negative PDMS mould, and cured under 365 nm UV light
for 30 minutes. Once cured, the NOA chip is drilled at tubing connections, the drilled holes
have diameters of 1 mm. The drilled chip is then cleaned with isopropanol and deionised
water, in order to remove powder residuals after drilling. A thin slice of NOA is prepared by
sandwiching a few drops of liquid NOA in between two flat PDMS sheets, and cured under
the same UV radiation for 2 minutes.
Both drilled NOA and the thin slice are treated under oxygen plasma at power of 100
W for 60 s. The plasma treated surfaces of NOA are more hydrophilic (smaller contact
angle) than treated PDMS, also the hydrophilicity lasts longer than PDMSThe NOA chip
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is enclosed by sticking to the NOA thin slice. Because of the rigidity of cured NOA, the
bonding between two NOA surfaces is not as strong as bonding two PDMS surfaces. To
improve the bonding between two surfaces, the bonded chip is heated at 60◦ C for 1 h, before
the final step of curing under UV exposure for 2 hours.

Fig. 3.2 Geometry design of NOA devices. The zoom in image shows the aperture of droplet
production. The widths of channels are 50 µm whereas widths of apertures are 3, 5, and 8 µm for
three devices, and the height of channels are 8 µm for all devices[46].

Fig. 3.3 Processes of NOA microfluidic device fabrication. A negative PDMS mould is obtained by
curing on the positive silicon wafer. NOA is then cured on the PDMS mould under UV radiations. A
thin layer of NOA is made by sandwiching two flat PDMS sheets. The NOA chip and thin slice are
bonded after oxygen plasma treatment, and further heating and UV exposures enhance the bonding.

3.2.3

Flow measurements

Liquid flows were pushed through microfluidic channels by using a nitrogen driven pressure
pump (Fluigent MFCS), channels are connected to the pump with polyethylene tubings. The
maximum pressure of the pressure pump is 1 bar, the minimum increment of pressure is 1
mbar i.e. 100 pa.
In the preparation of O/W emulsions, the fluids used for dispersed and continuous phases
are listed in Table. 3.1. The control of viscosities is realised by mixing various types of oil
and mixing glycerol with water for the aqueous phase. Silicone oil with viscosity of 5 cst is
also employed to produce silicone oil in water droplets for confocal imaging.
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Table 3.1 Liquid phases used to produce the emulsion systems considered in NOA devices
Oil phase
80:20 Cis-decalin/Bromocyclohexane
80:20 Cis-decalin/Bromocyclohexane
Dodecane

3.3

Aqueous Phase
Deionised water
50:50 Deionised water/Glycerol
50:50 DIW/Glycerol

ηo /ηi
0.3
1.5
3.8

Results and discussion

NOA devices with aperture of 8 µm is employed to produce O/W colloidal emulsions. We
investigated the production of droplets at various flow conditions, i.e. at a series of flow
rate ratios and viscosity ratios of the two phases. The pressure ratio is defined as r = Qo /Qi
which is the flow rate ratio of outer aqueous to inner phases. The viscosity ratio is λ = ηo /ηi .
When the flow rate ratio r is between 1 to 60, droplets are produced in a stable manner.
Too low flow rate ratio leads to dewetting of the continuous phase, while too high flow rate
ratio results in the situation that the inner channel is filled by the outer continuous fluids.
Two droplet production regimes were found in NOA devices. At low Ca which is the
order of 10−2 , fluids meet at the aperture, where Rayleigh-Plateau instability happens and
leads to the breakup of droplets, as shown in Fig. 3.4(a). The droplets produced in this
regime have sizes similar to the dimension of the device aperture, this regime is often
called a squeezing regime. At higher Ca of order 10−1 , the interface between dispersed and
continuous phases is narrowed into a smaller tendril compared with the channel size. The
tendril stays stationary at the aperture and breaks up to droplets, droplets are then carried by
the continuous flow downstream, as shown in Fig. 3.4(b). This is called a dripping regime,
droplets produced through this mode are smaller than the device geometry.

Fig. 3.4 Two droplet production regimes in NOA microfluidic devices. (a) The squeezing regime,
where droplets break up at the aperture. The size of droplets is similar to the dimension of device.
(b) The dripping regime, where the interface between two phases is narrowed to a smaller tendril,
droplets also break up at the aperture but the size is smaller than the device geometry.
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3.3.1

Droplet sizes against viscosity ratios

Three viscosity ratios λ of 0.3, 1.5 and 3.8 are examined in the experiment. At low viscosity
ratio of λ = 0.3, droplets are formed stably across the entire range of flow rates stated above,
the size of droplets scales inversely with the flow rate ratio r, as shown in Fig. 3.5(a). When
increases the viscosity ratio λ to 1.5, first of all, the range of flow rate ratio r is much narrower
to stably produce droplets, compared with that of lower λ . Secondly, two different droplet
production modes, squeezing and dripping, were found, two modes can be switched by
changing the flow rate ratio r, as shown in Fig. 3.5(b). When the viscosity ratio λ becomes
3.8, the continuous phase is much more viscous than the inner dispersed phase, the formation
of droplets become unstable. Due to the high viscosity of outer flows and the maximum
pressure of 1 bar from the pressure pump, only low flow rates can be achieved. Droplets
generated at low flow rates are twice bigger than those produced at lower viscosity ratios, the
average radii is above 6 µm, as indicated in Fig. 3.5(c).

Fig. 3.5 Heatmap of droplet radii against flow rates of outer and inner flow rates at three viscosity
ratios λ = 0.3, 1.5 and 3.8. (a) At low viscosity ratio λ = 0.3, droplets are stably produced at all flow
rates within the range of r, droplets generated have radii from 2 µm to 12 µm. (b) At intermediate
viscosity ratio λ = 1.5, two droplet production regimes were found, it can be switched by changing r.
(c) At high viscosity ratio λ = 3.8, droplet production becomes unstable, droplets formed at low flow
rates are twice bigger than those produced in (a) and (b). The increase of λ results in the decrease of
flow stability and narrower range of droplet radii.

3.3.2

Droplet sizes against flow rate ratios

We plot droplet radius against flow rate ratios Qo /Qi for all three viscosity ratios in a log-log
plot, we found a linear scaling in Fig. 3.6. Droplets produced from this NOA device have
radii ranging from 2 µm to 12 µm. The slope in the log-log plot is -0.268. Different viscosity
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ratios fall into the same scaling of droplet sizes against flow rate ratio. Low viscosity ratio
covers the whole range of droplet sizes while high viscosity ratio can only produce relatively
bigger droplets from the device. This linear scaling in the log-log plot is in agreement with
predictions by Garstecki et al[53], and indicates droplets are produced in the dripping regime.

Fig. 3.6 Log-log plot of droplet radius against flow rate ratio. The dotted line which has a slope of
-0.268 is drawn to guide eye. The scaling is the same for three viscosity ratios.

3.3.3

Structures of dense emulsions

A few millilitres of silicone oil (5 cst) in water emulsions were collected from the NOA
device, at flow rate ratio r = 10. In order to match the refractive index of oil and aqueous
phase, glycerol was added to the emulsion drop by drop, until the sample becomes transparent.
The transparent emulsion is left on the bench for oil droplets to cream under gravity, due
to the density mismatch between silicone oil and mixtures of water and glycerol. We took
the creamed emulsion droplets and characterised them under a confocal microscope, a 3
dimensional XYZ stack was taken and shown in Fig. 3.7(a). The stack has dimensions of
128.8 × 128.8 × 60.1 µm. Particle coordinates and sizes were obtained using colloidal
particle tracking algorithm as described in section 2.5[81]. The average radius of droplets is
4 µm with polydispersity of 5%, the volume fraction of the emulsion is φ = 0.42.
Based on particle coordinates, we calculated the radial distribution function g(r) of the
dense emulsion and compared with a hard-sphere liquid at the same volume fraction, as
shown in Fig. 3.7(b). The g(r) of the emulsion is more noisy due to the small sample size
(1675 droplets were tracked). The comparison of g(r) is qualitatively similar, showing that,
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Fig. 3.7 Structural analysis of dense silicone oil emulsions. (a) Confocal microscopy image of the
dense emulsion, image dimension is 28.8 × 128.8 × 60.1 µm. (b) Radial distribution function volume
fraction g(r) of emulsions and hard sphere liquid, both at volume fraction φ = 0.42. (c) A selection of
topological cluster classification (TCC) local structures with number of particles m = 5, 6, 10, 11, and
12. (d) Rendering of droplets forming TCC clusters, droplets forming larger clusters are rendered
with larger radius. (e) Comparison of TCC populations in creamed emulsions and simulated hard
sphere liquid.

at the level of two-point correlations, the emulsions obtained from the NOA device can be
used as a hard sphere model.
However, higher order structural measurements show different behaviours. We performed
TCC analysis on the dense emulsions, locally favoured structures with number of particles of
m = 5, 6, 10, 11 and 12 are the main clusters that are detected, the clusters are shown in Fig.
3.7(c). A rendering of detected clusters in the dense emulsion is also shown in Fig. 3.7(d),
the different colors indicate clusters with different number of particles. Fig. 3.7(e) shows the
population of clusters detected in both systems.
It is clear that tetrahedra (m =5) is the prevalent local structure in hard sphere liquid at φ
= 0.42, which accounts for more than 40% of the total number of particles. A few percent
of octahedron (m =6) is also identified while larger clusters are almost missing in the hard
sphere system. Larger clusters are often detected in hard sphere systems with higher volume
fractions such as colloidal glasses, and gels in the colloid-rich phase. The number of clusters
with five-fold symmetry, i.e. icosahedron (m = 13) or defective icosahedron (m = 10), has
been proved to be an effective order parameter to characterise the transition from supercooled
liquids to glasses[105]. By comparison, in the emulsion with the same volume fraction, the
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population of tetrahedra drops to around 10%, the octahedron accounts for a similar portion.
Clusters with number of m = 10, 11, and 12 particles are also identified, which are totally
absent in a hard sphere liquid.
The analysis of TCC indicates the interactions between emulsion droplets is distinct
to hard sphere interactions. There are two possible reasons to explain the results. First,
silicone oil droplets are stabilised with SDS which is an anionic surfactant. The charge
stabilisation can lead to a higher effective volume fraction, thereby increases the population
of local structures with higher number of particles. The second reason is due to the softness
of droplets. Although small droplets have high Laplace pressures which prevent droplets
deforming significantly, droplets still can deform to some extent. This deformation allows
droplets to rearrange locally more compared with hard particles, therefore leads to the arise
of higher order structures.

3.4

Summary

It remains difficult to make sub 10 µm droplets using conventional microfluidic methods,
particularly in the case of oil-in-water systems. In this chapter, the application of NOA
microfluidic devices provides robust hydrophilic surfaces, and avoids problematic surface
coating for channels with a few micrometers. This enables us to generate monodisperse
silicone oil in water colloidal droplets.
Droplet size is influenced by the viscosity ratio and flow rate ratio of the two phases. At
low viscosity ratio, λ =0.3, the size of droplets scales inversely with the flow rate ratio r. As
the viscosity ratio λ increases to 1.5, the range of flow rate ratio r of producing stable droplet
becomes narrower. Further increase of viscosity ratio leads to unstable droplet production
along with bigger sizes.
The log-log plot of droplet radius against flow rate ratio r = Qo /Qi for all viscosity ratios
λ = 0.3, 1.5 and 3.8. Different viscosity ratios collapse on a single curve on the log-log plot,
with a slop of -0.268. This linear scaling indicates that droplets are generated in the dripping
regime.
Using this NOA device, we are capable to produce droplets which have radii ranging
from 2 µm to 12 µm. We are also able to collect a decent amount droplets to study the local
structural behaviours of dense emulsions.
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Opposed Flow Focusing Microfluidics
Author contributions: the contents of the chapter were based on a published article: J.
Dong, M. Meissner, M. A. Faers, J. Eggers, A. M. Seddon and C. P. Royall. Soft Matter.
14, 8344 (2018). In this paper, J. Dong discovered the geometry, measured droplet size
change with pressure ratio in two geometries, and confocal analysis. M. Meissner carried
out the measurement of pressure collapse and drafted the manuscript. All other authors
supervised the work and participated in writing of the manuscripts.

4.1

Introduction

Droplet production from a highly focused jet, also known as tip streaming, is a flow mode
in which a thin jet emerges from a nearly conical point [106–111]. The jet is subject to the
Rayleigh-Plateau instability [112], and decays into droplets further downstream, whose sizes
are set by the radius of the jet. However, the circumstances under which such a jet is produced
are not understood, and depend crucially on the confined flow conditions realizable in a
microfluidic device [111]. In unbounded flows produced by a four-roll mill, G.I. Taylor[106]
was able to deform the end of a drop into a conical tip, yet tip streaming occurred only when
a small amount of surfactant was added. As the system was drained of surfactant, the jet
disappeared once again.
A similar phenomenon was observed in the selective withdrawal geometry, in which an
upper fluid phase is withdrawn through a nozzle from near the interface between two fluids
layered on top of one another [113, 114]. As the flow rate is slowly increased, the interface is
deformed into an increasingly sharp “hump”. When the tip of the hump has reached a radius
of curvature of about 200 µm, it transitions toward a “spout”, in which a thin jet is entrained
into the nozzle; with increasing flow rate, the jet becomes thicker.
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However, there is hysteresis in the system: one needs to go to lower flow rates for the
spout to disappear than those at which the spout was first formed. Thus this system bears the
characteristics of a first order transition, in analogy with phase transitions [115, 116]: firstly,
it is discontinuous, in that the jet radius jumps from zero (no jet) to a finite value, and vice
versa. Secondly, there is hysteresis, in that the values of the control parameter are different
depending on whether one passes from jet to no jet or vice versa. Both the hump and the
spout states are characterized by a power-law dependence of their characteristic sizes as the
control parameter approaches a critical value. This indicates that one is close to a second
order transition, in which the characteristic size goes to zero. Hence the difference between
jet and no jet disappears, and in the spirit of Landau theory [115] the transition becomes
continuous or of second order.
The aim of this section is to use the precise control over the flow field made possible by
microfluidics in order to realize this hypothetical second order transition. As the difference
between the two states vanishes at a second order transition, we also expect there to be no
hysteresis in that case. Achieving a second order transition would mean that the length scale
of the jet is no longer set by the size of the microfluidic setup, but rather by our ability to
tune the flow parameters close to the transition.
Recently, there has been some progress describing the formation of narrow tips and thin
jets in microfluidic devices, both experimentally and computationally [117, 108, 109, 111].
Usually this is achieved by extracting the dispersed fluid from a nozzle with an exterior phase
flowing in the same direction (the coflowing configuration). In this situation the “jetting”
state, which allows for the formation of the smallest drops, competes with a “dripping” state,
characterized by the periodic formation of individual drops from near the nozzle opening
[50, 118, 55, 67, 108].
This is what is known as an “absolute instability” [119, 120], in that breakup occurs
in the frame of reference of the nozzle. By contrast, drop formation from the jet occurs
by a “convective instability”, which grows in a frame of reference convected with the flow.
Numerical calculations in simple flow geometries have confirmed the possibility of creating
thin jets from the tip of conical points [107, 110]. However, jet radii have not been reported in
a systematic fashion; in particular, the crucial question of what limits the size of the smallest
jet has not been addressed.
A nonlinear analysis of tip streaming [109] uses slender body theory to find jetting states
which continue to a vanishing radius. The limiting state at vanishing flux of the inner fluid
is the conical solution first found by G. I. Taylor [121]. However, as shown in [122], this
solution breaks down if the full axisymmetric Stokes equation is considered, calling into
question the basis of this analysis. Another approach uses linear stability analysis of a jet
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[108, 67, 123]to find that jetting occurs above a critical capillary number between 0.1 and 1,
which depends on the viscosity ratio between the two fluids alone, independent of the size of
the jet. However, stability of the jet is only a necessary condition for jetting to occur; the
analysis certainly cannot capture the influence of geometry on the transition, as we do. A
notable exception is a recent global stability analysis of aerodynamic flow focusing [123],
which could be extended to study the effect of geometry.
In this section, we contrast jetting in the conventional coflowing geometry with a novel
opposed flow geometry. For each geometry, we systematically vary parameters to reduce
the flux of the dispersed phase, to study the behaviour of the system as the jet radius goes to
zero.The droplets produced in the opposed flow geometry are small enough so that they are
susceptible to the thermal energy of the system, i.e. they are colloidal. Assemblies of such
droplets have a well-defined thermodynamic state and thus can explore their ground state, i.e.
the minimum energy structural conformations under a given effective interaction potential
between the droplets [124].
One experimental system where the size of these droplets can be readily exploited is the
study of colloidal clusters. Displaying structural ordering rather different from that of bulk
materials, colloidal clusters represent one of the clearest links between local geometry and
bulk condensed matter [33]. In particular, due to the five-fold symmetry found in structures
such as icosahedral and decahedral, colloidal clusters can act as model systems for both
biological systems such as viral capsids, or materials such as glassy states where colloidal
model systems have led to great insight into how atoms self-organize into (free) energy
minimizing locally favoured structures [125, 126, 33, 127]. We demonstrate the utility of the
droplets produced via our opposed flow-focusing methods by producing colloidal clusters of
droplets via the addition of a depletion potential.

4.2
4.2.1

Experimental protocols
PDMS device assembly

The procedure of PDMS device assembly is previously described in section 3.2.1. We
consider two different flow geometries, as shown in Fig. 4.1, produced from the same device
with a central straight oil channel, to which four water side channels are attached in an
x-shaped configuration. Two of the side channels are not punctured during the fabrication
process, and therefore are blocked when liquid flows through the device. In the opposed flow
system, shown in Fig. 4.1(a), the oil channel is connected so that oil flows from the side of
the blockage, so that the water channel makes a 165◦ angle with the oil channel. Figure 4.1(b)

55

Opposed Flow Focusing Microfluidics
shows the coflowing system, in which the oil comes from the direction of the open channels,
leading to an angle of 15◦ between the aqueous and the oil flow.

a

b
water

water

oil

oil
water

water
Fig. 4.1 Schematics of: (a) opposed flow system with an angle of 165 ◦ between the aqueous and oil
flow. Inset shows close-up of jet. (b) Coflowing system with an angle of 15 ◦ between the aqueous
and the oil flow. White lines show blocked channels. Scale bars represent 75 µm.

4.2.2

PDMS surface coating

The hydrophobic surface properties of PDMS lead to clogging when producing oil-in-water
emulsions. We overcome this difficulty by covering the PDMS with several layers of polymer
coating [101], which were applied by flowing alternating polymer electrolyte solutions
through the channel by use of a syringe pump. Layers were applied as follows: first 4 µl of
poly(allylamine hydrochloride) (PAH), a positively charged electrolyte, was inserted into
the channel, so that it coated the negatively charged PDMS surfaces. This was followed by
depositing the same volume of poly(sodium 4-styrenesulfonate) (PSS), a negatively charged
electrolyte, onto the PAH layer. In total, four layers of PAH and PSS were applied to the
PDMS surfaces. In between polymer electrolyte segments, 2 µl of NaCl solution was flushed
through the channels to remove excess charge. The solutions of PAH and PSS were used
at the same concentration of 0.1 % w/v in 0.5 M NaCl, and the concentration of the NaCl
solution used for washing in between the polymer segments was 0.1 M. These segments
were loaded into a length of tubing, and flushed through the PDMS device at a flow rate of
50 µl/h.

4.2.3

Flow measurements

Jetting experiments were carried out by connecting the assembled PDMS chip to a pressure
pump (Fluigent MFCS) with polyethylene tubing. Silicone oil (shear viscosity 4.57 mPa·s)
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dyed with Nile Red was used as the dispersed phase and the continuous phase was a mixture
of water and glycerol (30 : 70 wt%) with viscosity 23 mPa· s. This leads to the viscosity ratio
of outer to inner phase ηo /ηi = 5.0. The concentration of glycerol is required to be more
than 50 wt% for flow focusing to occur under the pressures we applied in the experiments.
At this concentration, the dispersed and continuous phases have similar refractive index, it
becomes difficult to observe flow behaviours, therefore 70 wt% of glycerol is chosen for
this study. In order to produce a stable jet, we reduced the surface tension by adding the
maximal soluble concentration of 21mM of sodium dodecyl sulfate (SDS) to the aqueous
phase. As this is several times the critical micelle concentration (CMC) [128], we believe
that a) desorption of surfactant at the interface is suppressed, and b) replacement of surfactant
at the interface is fast enough that the surface tension can be considered constant [111].

4.3

Results and discussion

4.3.1

Droplet and jet production

The driving pressure was controlled using MaesFlo 3.2 software (Fluigent, Paris, France).
Pressures were adjusted until the oil flow was stable and producing droplets, as shown in
Fig. 4.1 for the opposed flow (left) and coflowing geometries (right). Once stable droplet
formation was achieved, flow parameters were adjusted by either holding the external pressure
constant and varying the internal pressure, or vice versa. Between measurements, we waited
for 15 s after changing the pressure for the jet to stabilize, after which there were no noticeable
jet size variations.

Fig. 4.2 Images of microfluidic devices with opposed flows showing measurement method for (a) the
jet width and (b) the cone angle. The pressures of the liquid phases are 700 mbar external, 350 mbar
internal, and 700 mbar external, 309 mbar internal, (a) and (b) respectively. Scale bars represent 50
µm.

57

Opposed Flow Focusing Microfluidics
The former mode of control is illustrated in Figs. 4.2 and 4.3 for the opposed flow
geometry. As the internal pressure is lowered, the jet radius becomes very thin, and the oil
drop near the nozzle exit assumes an almost conical shape, from which the jet emerges. In
Fig. 4.3(a), each color represents the jet radius a as the inner phase pressure is decreased,
while the outer phase pressure was held fixed at a certain value from 1034 to 700 mbar. The
pressure of 1034 mbar is the upper limit of the pressure pump, while 700 mbar of external
pressure is a value slightly higher than the minimum value for flow focusing to occur. In
Fig. 4.3(b) we show that all curves can be brought to a near collapse by plotting the radius as
a function of the pressure ratio R = pi /po , establishing that this ratio is the main parameter
determining the state of the system. Since the pressure ratio R is less than 1, the minimum
change of pressure is 1 mbar for both the internal and external pressure, by changing the
same amount of pressure, the change of internal fluid will lead to a greater change in pressure
ratio R and jet radius, comparing to tuning the external pressure. This explains the greater
sensitivity to the internal pressure versus the external pressure shown in Fig. 4.3(a).
The jet radius versus pressure measurements were carried out under a Leica DMI3000B
bright field microscope. Collected droplets were also characterized under the same microscope with image pixel size of 150nm when using the ×40 magnification lens.

a

b

Fig. 4.3 Jet radius a as function of the outer and inner pressures in the opposed flow system. All
pressures are given in mbar (a) jet radius versus inner pressure for various outer pressures. (b) Same
data plotted against the pressure ratio R = pi /po .

Below we contrast the two geometries of coflow and opposed flow. In the coflowing
geometry, the smallest attainable jet gives way to dripping, leading to a hysteretic first order
transition. In the opposed flow geometry, the smallest jet size is limited only by our ability to
control the pressure, leading to a state where flow ceases. Oil drops with radii below 1 µm,
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can be produced by this process. Here we show that such colloidal-sized droplets assemble
into clusters with the addition of non-adsorbing polymers.

4.3.2

Coflowing jet formation

We begin with the conventional coflowing orientation in order to produce an oil jet from
the drop attached to the nozzle, the aqueous flow channels making a 15◦ angle with the
oil channel. By controlling the pressure ratio R = pi /po as detailed in the methods section
above, stable droplet formation was induced in the microfluidic device. To characterize the
size scaling with pressure ratio, the radius at the narrowest point of the jet was measured.

a

b

Fig. 4.4 In the coflowing geometry, the outer phase pressure was fixed at po = 700 mbar, the jet
radius was measured while varying the inner oil phase pressure. ’Up’ refers to an experimental run
during which the inner pressure increases (increasing the jet radius), ’down’ where the inner pressure
decreases (decreasing the jet radius). ’Up’ and ’down’ processes were repeated three times to check
the stability of the data. (a) jet radius as a function of the inner oil pressure pi , (b) log-log plot of the
jet radius as function of (R − Rc )/Rc .

The raw data of jet radius a as a function of the inner flow (oil) pressure pi is shown in
Fig. 4.4(a), while the outer aqueous pressure was fixed at 700 mbar. Shown are three cycles
during which pi increases from zero until a jet is formed and subsequently increases in radius
(blue symbols), followed by a sequence of measurements for decreasing pi (red symbols).
There is considerable scatter in the data between each cycle. In addition, for each cycle there
is significant hysteresis in that a jet forms at a radius of about 5µm, while the jet disappears
only when the radius has decreases to about 2µm. Just below the transition, the system is in
the dripping mode, in which oil drops are produced directly from the nozzle in a periodic
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fashion. Upon further decrease of pi , flow stops completely and the interface between oil
and the aqueous phase assumes a rounded shape.
To test whether there is some indication of scaling in the coflowing data, in Fig. 4.4(b)
we plotted the same radius data in a log-log plot as function of (R − Rc )/Rc . For each cycle,
and for each data set going up or down, we adjusted a critical pressure ratio Rc such that we
obtained a power-law fit
a = A(R − Rc )α ,
(4.1)
where A and the exponent α were also adjustable parameters. This means that Rc is the value
of the pressure ratio at which the jet radius would vanish in a second order (continuous)
transition. However, similar to measurements in the selective withdrawal geometry [113, 114],
scaling is cut off at finite a in a discontinuous transition. Scaling exponents also give
inconsistent values and were found in the ranges α = 0.2 − 0.24 in the “up” direction, and
α = 0.22 − 0.37 in the “down” direction.

4.3.3

a

Opposed flow jet formation

b

Fig. 4.5 In the opposed flow geometry, the inner oil phase pressure was fixed at pi = 275mbar, the
jet radius was measured while varying the outer phase pressure. ’Up’ refers to an experimental run
during which the outer pressure decreases (increasing the jet radius), ’down’ where the outer pressure
increases (decreasing the jet radius). (a) jet radius as a function of the outer aqueous pressure po , (b)
log-log plot of jet radius as a function of (R − Rc )/Rc . The line in (b) has a slope of 0.56.

By inverting the flow direction of the oil, we now report results for the novel opposed
flow geometry, in which the angle between the aqueous flow channel and the oil flow channel
is 165◦ . In Fig. 4.5(a) we show the jet radius for three cycles of increasing jet radius and
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decreasing jet radius. This time, the inner oil phase pressure was fixed at pi = 275 mbar,
while the outer pressure po was varied. Hence during the “up” phase, po is decreased so as
to increase R, while during the “down” phase po is increased. In the opposed flow geometry,
there is very little hysteresis, and there is a much better collapse of the data across the three
cycles of varying the outer pressure. This is even clearer in the log-log plot of Fig. 4.5(b),
where for each cycle and for each direction of increasing and decreasing po , we fitted the data
to the power law (4.1). With the critical value Rc in hand, we plotted a against the critical
pressure parameter (R − Rc )/Rc .
There is now little variation of the slope in each case; in the “up” direction we obtain
values α = 0.55 − 0.58, in the “down” direction α = 0.54 − 0.57. Fitting to the data for all
three cycles leads to an average exponent of α = 0.56, shown as the straight line in Fig. 4.5(b).
The smallest jets produced in the opposed flow geometry have a radius of about 0.5µm,
this approaches the smallest droplets that are currently produced in flow focusing devices,
see Table 1.1. Similar size oil droplets were generated in a needle facilitated flow focusing
system[64], even smaller droplets were only realised when dispersed phase is mercury in
a double flow focusing set up[67]. One example of collected droplets from the device was
characterized under the confocal microscope and is shown in Fig. 4.6(a), with mean radius
of 1.2µm. We were unable to determine whether there remained a small discontinuity as the
jet disappears, or whether our ability to produce a small jet is limited by the accuracy with
which the outer pressure can be adjusted. Most importantly, in the opposed flow geometry
we no longer see a dripping state, but we pass directly from a jetting state to a state of no
flow.

4.3.4

Droplet clusters

With this novel opposed-flow geometry, we have collected droplets with radius of approximately 1.5 µm. Being in the colloidal regime, thermal motions of these droplets are able to
compete with the gravitational stresses. These droplets thus can self assemble to different
complex structures which in turn show intriguing behaviours and have wide potential applications. Among these complex structures formed by colloidal particles, we are particularly
interested in cluster aggregations and colloidal gels which have extensive applications in
formulation industries.
By adding non-absorbing polymers tho these colloidal emulsions, depletion attraction
is induced. We add hydroxyethyl cellulose (HEC) to the aqueous phase with concentration
of 6.34 mg/ml. The gyration radius of HEC is 50 nm, this leads to a colloid to polymer
size ratio of approximately q ≈ 0.03. Droplets are collected at fixed inner phase pressure of
275 mbar with the aqueous flows kept at 640 mbar. The resulting droplets were collected
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into a glass capillary and imaged under a confocal microscope (Leica SP-8) with excitation
wavelength of 514 nm.
Since the jet decays into droplets further downstream, the very thin jets produced in the
opposed flow geometry allow us to make correspondingly smaller droplets, with hydroxyethyl
cellulose polymers added to them. Owing to the short-range depletion attractions induced by
HEC polymers, colloidal droplets with mean radius of 1.5 µm form clusters, as shown in the
confocal images of Fig. 4.6(b)-(e). These enable studies in the same spirit as [126], but with
3d imaging, as the system is refractive index matched. In Figs. 4.6(b)-(e) we show closeups
of individual clusters with N = 2 − 5 particles; the wireframe inserts indicate the geometry
of the cluster.

c.

b.

a.

5um

d.

e.

10um
Fig. 4.6 Confocal microscopy images of collected droplets and clusters from the opposed flow
focusing device. (a) Colloidal emulsion droplets with mean radius of 1.2 µm, the scale bar represents
10 µm. (b) - (e) Collected droplet clusters that are formed by depletion attraction of non-absorbing
polymers HEC. Clusters contain droplets from N=2 to N=5, with wireframes indicating the geometry
of clusters; scale bars represent 5 µm.

Our new model system enables the study of near-frictionless droplets. Unlike systems
with solid particles, where access to the thermodynamic ground state is often suppressed [127,
129], perhaps due to the polymer stabilizer layer thickness being the same size as the depletion
polymers [130], these near-frictionless droplets may be better able to reach the ground state.
The potential to generate smaller droplets with this method further enables us to form clusters
with less tendency to sediment, and which may explore their configuration space very quickly,
as the colloid diffusion time scales with the cube of the diameter. With a higher volume
fraction of droplets, percolating colloidal gels can be obtained through the same depletion
mechanism [23, 131, 132].
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4.4

Summary

By tuning close to a second order transition in an opposed-flow geometry PDMS microfluidic
device, we can reduce the droplet size by almost an order of magnitude compared with the
dimension of the device. With finer control over the relative pressures of inner and outer
flow, one can approach even closer to the transition, our method therefore has the potential
of reducing droplet size practically without limit.
In agreement with previous results, we find that the smallest jet size is limited by transition
to a dripping state. In the opposed flow geometry, on the other hand, dripping is suppressed,
and the smallest jet size of about 1µm appears to be limited only by our ability to adjust
parameters close to a second order transition.
We demonstrate the utility of the droplets produced here via the production of colloidal
clusters, an experimental system which is challenging to access otherwise. In addition to the
many applications that colloidal clusters offer, we believe the phenomenon detailed above
presents many opportunities for further development.
Of primary interest would be a thorough investigation of the effect of angle on the
droplet generation behaviour, as well investigating whether the same effect is suitable for the
production of bubbles, a useful system with many biomedicine applications [1].
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Chapter 5
Contact Force Measurements in
Colloid-Polymer Mixtures
5.1

Introduction

The response of a material to mechanical loading is one of its most basic properties, and
many applications require control over yielding, flow, and fracture of soft matter. These
phenomena observed in macroscopic systems are ultimately determined by the microscopic
structure of the material.
To link macroscopic yield behaviour to the microscopic structure of these systems, it is
1
c
c c
useful to consider the (tensorial) stress field σi j (r) = ∑N
c=1 f i r j , which may be defined in
V
terms of the particle positions r cj and the interparticle forces f ci [133]. On the micro-scale, the
stress is a fluctuating quantity that is intrinsically linked to the particles packing in space,
i.e. the local structure. However, on passing to the macro-scale, the fluctuations in σ are
no longer apparent, and the system obeys a constitutive relation that relates applied forces
(stress) and material response (strain).
The stress field is challenging to measure in experiments, because it depends on interparticle forces. Interparticle contact force study has been an important part in the field of
granular matter over a long time. Understanding contact forces and their spatial correlations,
represents a fundamental goal of granular mechanics. The problem is of relevance to civil
engineering, geophysics, and physics, being important for the understanding of jamming,
shear-induced yielding and mechanical response[134]. In this chapter we will review some
experimental methods and study on measuring contact forces in both 2D and 3D granular matter and then present our tailored method of measuring contact forces in 3D colloid-polymer
mixtures.
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5.1.1

Contact force measurements in 2D systems

One of the first experimental force measurements on high density packings was carried
out using 3 mm Pyrex spheres. These spheres are immersed in a box with refractive index
matched fluid which is a mixture of glycerol and water. A piston is placed on the top surface
of the sample box to apply forces, spheres become bright if they are under strains because of
the stress-induced birefringence[135]. It is found that forces are distributed inhomogeneously,
large forces are exponentially rare. It is also observed that beads under stresses are forming
chains which are distributed not uniformly. The authors suggested that the formation of
force chains is due to the inhomogeneity of the particle packing which causes an unequal
distribution of the weights on the beads supporting a given grain.
By far the most popular 2D experimental system of studying contact forces in granular
matter is using photoelastic disks. When photoelastic materials are subject to stresses, they
become birefringent and when viewed between crossed polarisers, exhibit light and dark
bands which encode the detailed stress within each particle, as shown in the left of Fig. 5.1,
while they appear colourful transparent disks without polarisers (Fig. 5.1 middle). Based on
the image of photoelastic patterns, a nonlinear least-squares fit of the patterns to the known
plane elasticity solution for the stresses inside a photoelastic disk is applied. The fitting
yields the stress field inside each disk and the determination of contact forces[5][136]. These
disks can also be labelled with fluorescent marks, which will glow under UV illumination as
shown in the right of Fig. 5.1. In this way it is possible to track the positions of disks and
also their rotations.

Fig. 5.1 Photoelastic disks between crossed polarisers (left), without polarisers (centre) and without
polarisers but with UV illumination (right)[5].

One application of photoelastic disks is studying the mechanical response of a 2D disk
system under pure compression or shear. Isotropic force networks are observed when the
disks are subjected to compression forces; by comparison, there is anisotropy in both contact
forces and contact networks when shear is applied, as shown in Fig 5.2(a) and (b). They also
found long-range correlations in the direction of force chains in sheared systems but only
short-range correlations in isotropically compressed systems regardless of the direction[136].
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Fig. 5.2 (a) Force networks in photoelastic disks which are subjected (a) compression and (b) shear
stresses[136]. (c) A quasi 2D jamming system with emulsion droplets, various area fractions are
realised due to the angle of the cell and gravity of droplets. Droplet contacts are calculated from
deformation of droplets which are determined from the outline of droplets[6].

A similar system has been applied to investigate the phase behaviour of the jamming
transition. In the phase diagram proposed by Liu and Nagel, at T = 0 without external stress,
the jamming transition occurs at a critical volume fraction[137]. The value of this critical
volume fraction of jamming is lowered when external stresses are presented[134]. By using
frictional photoelastic disks, Bi et al[134] found that at a relatively small shear stress, the
system comes to a fragile state with a strong force network percolating only in one direction.
Above a minimum shear stress, the system becomes shear-jammed, having a force network
that percolates in all directions.
A quasi-two-dimensional jamming system has been built by Desmond et al[6] where
bidispersed oil-in-water emulsion droplets with various size and number ratios were confined
between two parallel glass plates, as presented in Fig. 5.2(c). They found the contact number
and pressure have critical scaling with φ − φc where φc ≈ 0.86 in their systems. They did
force chain analysis where they define a force segment belongs to a force chain if this segment
is one of the two largest forces on both droplets that are joined by the force segment. The
relative orientation of force chain segments are random but there is a tendency that force
chains are linear which allows the two largest forces to be balanced on a droplet. Through
verifying the link between the force law and the critical pressure exponent, the study shows a
direct relation between the bulk properties and the particle interactions.
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5.1.2

Contact force measurements in 3D systems

Although it has been proved that photoelastic material has the capability to reveal contact
forces in granular systems, it is challenging to apply this technique to study 3D systems
because the reflection of particle surfaces will affect birefringes. Other materials such as
hydrogel particles, elastic shells and emulsions have been functionalised or modified to
achieve this goal at the athermal level.
The first example is carried out by Brodu et al[138], they utilised hydrogel particles with
a mean diameter of 2.1cm labelled with fluorescent dyes. These particles were immersed
in a box filled with a mixture of water and vinylpyrrolidone, which is refractive index
matched with hydrogel particles and also nearly density matched. A laser sheet is scanning
perpendicularly to the direction of uniaxial compression, as shown in Fig. From the laser scan
they can construct 3D images of hydrogel particles, find detect particle deformations based
on geometric properties of particles and further calculate contact forces. They combined
force measurements at micro-scale level and macro-scale mechanical response, along with a
mean field calculation they showed a deep entanglement of force and structure in disordered
packing systems and this entanglement is crucial for the observed nontrivial mechanical
response.

Fig. 5.3 (a) Schematic of the setup of measurements using hydrogel particles. Dyed hydrogel grains
are immersed in an index-matched bath, and subjected to a uniaxial strain. Particles are illuminated
by a moving laser sheet and imaged by a digital camera. (b) Superimposed image data where blue
semitransparent balls are the reconstructed particle surfaces, rods show forces between grains, which
are determined from the reconstructed grain surfaces and contact deformations[138]. Confocal images
of elastic shells at volume fractions (c) φ = 0.663 and (d) φ = 0.908. Contact forces are calculated
based on the degree of shell buckling[80].

Another example is using fluorescently dyed elastic shells. These elastic shells of
tetraethoxysilane crosslinked polydimethylsiloxane (PDMS) were prepared by evaporating
templating PDMS droplets. These shells were also dispersed in refractive index matched
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solvents. The dispersions with various volume fractions were characterised under confocal
microscopy, the magnitude of contact forces depends on the degree of shell buckling. Compared with other soft deformable materials, elastic shells show buckling behaviour when the
compression is high, the force has a square root relation with the amount of deformations,
rather than a linear relation for small deformations. In the jammed granular elastic shell
system, Jose et al[80] found that near the jamming transition volume fraction, the probability distribution of interparticle forces P( f ) decays nearly exponentially at large forces
and becomes more Gaussian with increasing packing density up to 0.913. A shear-induced
anisotropy was observed after applying a small shear strain to the granular system at low
shear rate.
Some earlier studies employed emulsion droplets with functionalised surfaces as model
system to resolve particle contacts in 3D. Zhou et al[78] visualised interdroplet contacts
by labelling liquid droplet surfaces with a single layer of fluorescent nanoparticles or modified cowpea mosaic virus. Droplets which are in contact are fluorescent under confocal
microscope, as indicated as yellow parts in Fig. 5.4(a). They measured contact forces in
three-dimensional piles of these non-Brownian frictionless droplets, and discovered large
forces form long-range chainlike correlations and the correlation decreases as load is applied
to the droplet pile.

Fig. 5.4 (a) A 3D image of liquid droplets showing the fluorescence from surfaces. Droplets are formed
from a mixture of perfluorodecalin and α,α,α-trifluorotoluene, and are labelled with fluorescent
nanoparticles[78]. A 2D slice of PDMS emulsion droplets imaged by confocal microscopy under
different centrifugation (b) 6000 g and (c) 8000 g[3].

Brujic developed an emulsion system where PDMS droplets are dyed with Nile Red,
droplet contacts have higher fluorescent intensity and can be identified due to the solvatochromic properties of the dye, as shown in Fig. 5.4(b) and (c). This method was proved to
be able to effectively measure contact forces in 3D jammed emulsion droplets under different
external compression[76, 3, 139]. This experimental method has been applied to study other
systems and phenomena. A ’granocentric model’ was proposed to describe random packing
of jammed emulsions based on particle contact analysis[140]. Jorjadze et al[141] found nonlinear response of pressure with packing density away from the jamming point in an emulsion
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system with nearly harmonic interaction. The same authors also characterised emulsions
with attractive droplets, and discovered that long-range correlations are not important for the
system, because for all attractions, the fluctuations in parameters describing each particle
agree well with a local stochastic model.
All examples listed above show that there is a series of fruitful research on contact force
measurements in granular matter. However to the best of our knowledge no experiment has
been carried out to measure contact forces in any colloidal system. Hence we took advantage
of the technique developed by Brujic and applied it to a number colloidal systems. We aim to
study the mechanical properties at microscopic level from contact force measurements and
find the link between microscopic forces, bulk mechanical properties and packing structures.
In this chapter, we present experimental work on contact force measurements and
structural characterisation in a number of colloid-polymer mixtures with various attraction strengths.

5.2

Experimental methods

Colloidal PDMS droplets used for this section are prepared through chemical synthesis as
described in section 2.1. The average diameter of droplets is 3.2 µm and droplets are dyed
with Nile Red.

5.2.1

Colloid - polymer mixture preparation

The non-absorbing polymer utilised to induce depletion attraction is hydroxyethyl cellulose
(HEC), which is non-ionic and water soluble. The molecular weight MW of Natrosol HEC
250 G (Ashland-Aqualon) is 3 × 105 g mol−1 . The estimated gyration radius Rg from static
light scattering is 50 nm[142, 143].
Colloid-polymer mixtures are prepared by adding stock solutions of HEC polymers (10
−1
gL ) to concentrated emulsions with volume fractions around random close packing. The
solvent of HEC stock solutions is the mixture of water and glycerol (51 wt% : 49 wt%),
which has the same refractive index match as oil droplets. The index matched water and
glycerol mixture without polymers is also used to adjust the final colloid volume fraction φc
and polymer concentration C p . All solutions and emulsions contain 10 mM KCl in order to
screen negative charges on droplet surfaces, this results in a Debye length λD of 6 nm in the
final colloid-polymer mixtures[142]. The Debye length is much shorter than the polymer
gyration radius so that electrostatic repulsion can be neglected. Once the sample is prepared,
the mixture is left on a roller bank for 5 min at the speed of 5 rpm to gently mix the sample.
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The critical micelle concentration (CMC) of sodium dodecylbenzenesulfonate (SDBS) in
water is 0.4 mM[71]. The concentration of SDBS in the synthesised dilute emulsions is 2
mM, the stock solution of HEC has the same concentration of SDBS. Since this concentration
is higher than the CMC, SDBS micelles exist in the concentrated emulsions and colloidpolymer mixtures. These micelles have the possibility to behave like non-absorbing polymers
and induce depletion attraction, then it is crucial to know the volume fraction of SDBS
micelles and check if they could play the role of depletant. The micelle size of SDBS is
2.0 nm[144], by considering the surfactant concentration of 2 mM, the volume fraction
of micelles is 4 ×10−5 , which corresponds to a concentration of 0.014 gL−1 . This small
number can be considered as zero, therefore we are able to neglect the attraction induced by
surfactant micelles.
The well mixed colloid-polymer mixture is then transferred to a home-made glass sample
cell. To make the sample cell, firstly two coverslips are glued onto a glass slide with
separation around 1 mm. A third coverslip is then glued onto the top of the previous two
coverslips using Norland Optical Adhesive (NOA63), in order to bridge between these two
coverslips and build a channel similar to a capillary. The glue between the coverslip and glass
slide is a mixture of NOA63 with low concentration of silica beads (≈ 50 µm in diameter),
therefore the gap between the coverslip and glass slide is slightly above 50 µm, between
60 - 80 µm. The confinement of the sample cell is designed in order to fully scan the gel
in z direction and monitor the revolution of gels at different timescales. Once the sample is
loaded to the channel, the channel is sealed with normal NOA63 glue at two ends.
Given the diameter of the droplet which is 3.2 µm, the viscosity of the continuous phase
is 6 mP·s, we calculated the Brownian time of PDMS droplets is 19 s from the equation
τB = σ 3 πη/(8kB T )[9]. Therefore, all colloid-polymer mixture samples are observed under
confocal microscope at about 16 τB .

5.2.2

Confocal microscopy characterisation

A drop of immersion oil with refractive index of 1.515 was placed on the middle of the glass
channel, to reduce the light scattering at the interface between the coverslip and lens, because
the immersion oil has a closer refractive index to the glass coverslip than the air. The lens
we used is an oil objective lens (HC PL APO 100×/1.40 OIL). We employed two excitation
lasers with wavelengths of 514 nm and 580 nm and two HyD hybrid detectors with detection
wavelengths of 520 nm - 575 nm and 585 nm-640 nm. These two lasers and detectors are
applied to detect fluorescent signals from PDMS oil droplets and interfaces respectively, and
they are applied in a sequence by frame fashion.
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Table 5.1 Experimental details of colloid-polymer mixtures with various polymer concentrations

C p (gL−1 )

φp

φc

0.77
1.09
1.89

0.8
1.2
2.0

0.27
0.24
0.23

Polydispersity
0.08
0.07
0.09

Potential
energy (kB T )
37
55
93

The image size in x and y directions are 512 × 512 pixels, the number of pixels in z
direction is around 512 but it depends on the height of the sample cell. The diameter of
the droplet corresponds to approximately 20 pixels, so the pixel size ranges from 80 nm to
150 nm if the droplets have diameters from 1.6 µm to 3.0 µm. To reduce the noise of the
captured images, we applied Line Averaging of 32 to each frame. To increase the scanning
speed, we used bi-directional scanning mode. Under this condition, it takes about 19 min to
scan a 3D stack with dimension of 512 × 512 × 512 pixels.

5.3
5.3.1

Results and discussion
Phase behaviours

A number of colloid-polymer samples are prepared with various polymer concentrations C p .
In the colloid-polymer samples, PDMS droplets have size of 3.2 µm, the depletant polymers
are Natrosol HEC 250G which has gyration radius of 50 nm. This gives effective short range
attraction in the system, and leads to a polymer to colloid size ratio q = 0.03. Sample details
are listed in Table 5.1, the table shows polymer volume fraction φ p , colloid volume fraction
φc , and polydispersity of colloidal emulsions which are obtained from particle tracking.
There are three samples explored with various polymer concentrations. Based on AO
model and by matching B⋆2 = -1.5, we found the critical volume fraction of polymers φ pc =
0.12, above which the system phase separates into colloid-rich (liquid) and colloid-poor (gas)
phases, the system is then followed by the dynamical arrest due to the high density in the
liquid phase and form a gel[30, 145]. This value corresponds to a attractive potential energy
of 5 kB T . However, the minimum volume fraction of polymer φ p =0.6 is required to form a
gel, based on experimental observations. This is four times higher than the theoretical value
and we suspect there are two reasons to cause this discrepancy. First of all, there are still
charges remaining even after the addition of salts. The charges might come from residual
charges on droplets or anionic surfactants that are not completely screened by the salt, or
non-absorbing polymers which carry out charges by itself. The second reason is possibly due
to the wrong estimation of the gyration radius of non-absorbing polymers HEC. The gyration
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radius considered here is 50 nm which is calculated from viscosity measurements, under the
condition that water as the solvent[143].The dielectric constant ε0 of the aqueous phase is 65
at room temperature[146].
All three samples have polymer concentrations higher than the critical value, therefore all
of them are in the gel state. Three gels are characterised under confocal microscope following
the method described in Section 5.2.2, Fig. 5.5(a) - (c) are confocal images (2D xy slices)
of droplets of each gel, and Fig. 5.5(d) - (f) show interdroplet contacts of corresponding
samples.

Fig. 5.5 Confocal images of colloid-polymer mixtures with three different polymer volume fractions:
(a) 0.8, (b) 1.2 and (c) 2.0. Images of (d) - (f) show contacts of corresponding colloid-polymer
mixtures. The scale represents 20µm.

From 3D confocal images, particle coordinates are obtained using the particle tracking
algorithm described in section 2.5. The coordinates are rendered in the software Ovito and
snapshots are shown in Fig. 5.6 for each gel[147]. The number of particles tracked for all
samples is around 6000.

5.3.2

Structural analysis

Based on particle coordinates obtained by particle tracking, we investigate structural properties of three colloid-polymer mixtures, by looking at their pair correlation functions,
73

Contact Force Measurements in Colloid-Polymer Mixtures

Fig. 5.6 Rendering of particle coordinates of colloid-polymer mixtures with three different polymer
volume fractions: (a) 0.8, (b) 1.2 and (c) 2.0.

distributions of number of neighbours and contacts, and populations of topological cluster
classification (TCC) clusters, as described in the Introduction chapter in section 1.4.2.
Pair correlation function
From the tracked coordinates of particles, the pair correlation functions g(r) of three colloidpolymer mixtures are calculated and shown in Fig. 5.7. The particle tracking error is
approximately 5%[148]. In this figure, as polymer concentration increases, curves are shifted
upwards for one unit each time for a better visualisation. A large first peak at the position
of one particle diameter is found for all three samples, it indicates a large number of bound
particles in the sample and is reminiscent of structures of percolated gel-like networks.
From Fig. 5.7, we also observe non-zero values in g(r) at positions less than a particle
diameter σ which is absent in theory calculations such as Percus-Yevick approximation, this
means we can find particles around a reference particle at a distance less than the averaged
particle diameter, therefore implies a small polydispersity in the sample[149].
Number of neighbours
The number of neighbours of a reference particle is calculated by counting the number of
particles within a certain distance from the reference particle. This distance is normally
where the first minimum is in g(r), here is 1.2σ for all samples.
The distribution of number of neighbours N for three gel samples is plotted in Fig. 5.8.
For both samples with φ p of 0.8 and 1.2, the peak of the distribution stays at 8 while with
higher polymer concentration at φ p = 2.0 (yellow), the peak decreases to 7. The decrease of
N indicates that gel structures become less packed when gels are deeper quenched. During
the quenching process of a colloid-polymer mixture, particles in deeper quenched gels have
74

5.3 Results and discussion

8

0.8
1.2
2.0

g(r)

6
4
2
0

0

1

2

r/

3

4

5

Fig. 5.7 Pair correlation functions g(r) of colloid-polymer mixtures with three different polymer
concentrations, the polymer volume fractions φ p are 0.8 (black), 1.2 (purple) and 2.0 (yellow). In this
figure, as polymer concentration increases, curves are shifted upwards for one unit each time for a
better visualisation.

Fig. 5.8 Number of neighbours distribution of three colloid-polymer mixtures with polymer volume
fraction φ p of 0.8 (black), 1.2 (purple) and 2.0 (yellow).

less time to rearrange themselves, therefore the resulting structures are more similar to the
structures of liquid and locally less packed.
From Fig.5.8, we also found the variance of the number of neighbours ⟨∆N 2 ⟩ declines
from 5.3 to 5.0 when we increase polymer concentration. The subtle narrowing of distributions suggests more homogeneous structures towards higher polymer concentrations.
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Number of contacts
Rather than fixing a distance to find neighbours as in the calculation of number of neighbours,
the number of contacts measures how many particles are directly in contact with the reference
particle. Thanks to the fluorescence technique employed in our system, interdroplet contacts
are able to be detected because contacts have higher fluorescent intensity than droplets in
the confocal image. Using tracking method of interdroplet contacts, as described in section
2.6, the size and position of each contact is determined. Next we are able to find out if two
droplets are in contact based on the positions of all droplets and contacts, further we can
measure the number of contacts. The distributions of contacts of three gels are plotted in Fig.
5.9. The peaks of the two samples with lower polymer concentrations are both at 7, while
the peak decreases to 6 for the highest polymer concentration. The contact numbers are all
smaller than the corresponding number of neighbours as expected.
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Fig. 5.9 The distribution of number of contacts of three colloid-polymer mixtures, with polymer
volume fraction φ p of 0.8 (black), 1.2 (purple) and 2.0 (yellow).

The average number of contacts ⟨Z⟩ for all samples are around 6, indicating isostaticity
and rigidity developed in the system. The continuous drop of the average number of contacts
⟨Z⟩ and variance ⟨∆Z 2 ⟩ are in consistent with the trend found in the number of neighbours,
which confirm the fact that gel structures become looser packed and more homogeneous as
being deeper quenched.
Topological cluster classification
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Based on particle positions, local structures are identified in three gel samples by using the
topological cluster classification (TCC) algorithm, as described in section 1.4.2. The TCC
results are presented in Fig. 5.10, m shows the the number of particles that are contained
in a local structure. The most populated cluster is tetrahedra (m = 4) which accounts for
more than 80% for all samples. The structure accounting for the second largest population is
triangular bipyramid with m = 5, around 70% particles are identified forming this structure.
Local structures with m = 7 and 8 rank for the next largest population for about 20 to
35%. The structure with m = 7 is pentagonal bipyramid, the red particle in eight-membered
structure is an additional particle from the structure of m = 7. Larger clusters are less
populated, especially the structure with m = 10 which is called defective icosahedron, with
three particles missing from an icosahedron. Only 5% defective icosahedron are found in all
gels. The majority local structures are three and fivefold symmetries, only about 15% are
found with fourfold symmetry.

Fig. 5.10 Topological cluster classification analysis of of three colloid-polymer mixtures. (a) Populations of clusters with number of particles m = 4 to 10 in the three colloid-polymer mixtures. (b) The
same data is plotted to visualise the change of cluster populations as polymer concentration increases.

As polymer concentration increases from φ p = 0.8 to 1.2, the population of local structures
identified rises up first and then drops to lower population at φ p = 2.0. The reduction of local
structures is compatible with the decrease of number of neighbours and number of contacts.
From structural analysis, we find there is decreasing of number neighbours, contacts and
local clusters as polymer concentration increases. We infer that gels are more dynamically
arrested as deeper quenched, structures have less time to rearrange to lower energy state, so
that structures are more similar to the structure of liquid and more loosely packed.
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5.3.3

Contact forces and stress fields

From confocal images of particle contacts, we tracked the positions of contacts. From these
coordinates, we are able to compute interdroplet forces and further calculate the stress field
and determine force chains for each colloid-polymer mixture. Contact forces measurements
in this thesis are conducted only on the compressive force between droplets, tensile forces
are not accessible using this experimental technique.
Probability distribution of contact forces
Different from granular systems, thermal energy plays an important role in colloid-polymer
mixtures. In colloidal emulsions, droplets are dispersed in a liquid medium, therefore
emulsions are considered frictionless, droplets interact with each other only through normal
forces (no tangential frictional forces). Without participation of non-absorbing polymers
and at low colloid volume fraction, emulsion droplets do not deform and no contacts can be
observed under a confocal microscope. The addition of non-absorbing polymers induces
effective attractions between droplets which results in repulsive interdroplet forces, higher
fluorescent intensity is thus shown at contact points where droplets are under compression.
The deformation can also be induced by applying external forces to the system, such as
centrifuging and shearing the emulsions[3].
In the presence of non-absorbing polymers, unbalanced osmotic pressure pushes droplets
together, inducing an effective attraction between droplets. [...] The deformation is small
with respect to the droplet surface area, therefore the Laplace pressure of the droplet is
considered unchanged during the deformation. All the energy from the compression is
presumed to be stored as elastic energy in the deformation area. does the elasticity of the
droplet (material/silicone oil) play a role in determining the force?
Although droplets deform under compression, the deformation is small with respect to
the droplet surface area, therefore the Laplace pressure can be considered unchanged during
the deformation. All the energy from the compression is presumed to be stored as elastic
energy in the deformation area, at microscopic level, the interdroplet forces between two
droplets with radii of R1 and R2 can be described by Princen force law[2]:
f=

σ
A
R̃

(5.1)

where A is the deformation area at contact, R̃ is the geometrical mean radius of the two
undeformed droplets, R̃ = R1 R2 /(R1 + R2 ), σ is the interfacial tension, which is taken as 9.2
mN/m between silicone oil and water-glycerol mixture, measured by Brujic with a similar
system[76]. This force model has been applied to various systems to measure microscopic
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forces, such as granular emulsions[76], and liquid droplets labelled with a monolayer of
fluorescent nanoparticles or modified cowpea mosaic virus (CPMV)[78].
The number of particles tracked for each gel is 6114, 5387 and 5006, and number of
contacts is 18765,16877 and 13796. From tracked contacts we obtain the size of each
contact, by counting the number of voxels occupied by a contact. Each contact is allocated
to adjacent two particles with radii R1 and R2 . Using the Princen model described above as
the microscopic force model, we calculated interdroplet forces in the system. The average
force ⟨ f ⟩ is 5 nN corresponding to an area of 0.85 µm2 . All detected forces are scaled with
the average force ⟨ f ⟩, the distribution of scaled forces is shown in Fig. 5.11(a) for three
colloid-polymer mixtures. The distribution peaks at f ≈ 1.5⟨ f ⟩ and the maximum force is
around 3 times of the average force. The probability of small forces is noticeably high and
comparable to the peak value, then there is a subtle drop as the magnitude of forces increases.
The high probability of small forces possibly comes from the noise of the system, i.e. a few
number of residual pixels remained after intensity thresholding during the contact tracking,
these pixels which have small area and high intensities may result from the emission overlap
of dye molecules when two droplets are very close. However, it is not trivial to identify
whether a small contact is a true contact or just noise in the system, therefore it is not certain
that the dip at f ≈ 0.5⟨ f ⟩ is true.

Fig. 5.11 Probability distribution of interdroplet forces f scaled with average force ⟨ f ⟩. (a) Force
distribution of three colloid-polymer mixtures. (b-d) Force distribution and Gaussian fitting for each
colloid-polymer mixture. The table shows Gaussian fitting parameters.
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Without considering the small forces, the scaled force distribution can be fitted with a
Gaussian distribution, in the form of
P( f /⟨ f ⟩) = A · exp[

−( f /⟨ f ⟩ − µ)2
]
2σ 2

(5.2)

The fitting of each gel sample is shown in Fig. 5.11(b-d), and the fitting parameters for three
gels are presented in the table in Fig. 5.11. From Fig. 5.11(a), there is no obvious difference
among three gels, except that the one with highest polymer concentration has a broader
distribution. It is also indicated by the fitting parameters that value of µ is slightly higher.
Our results of force distribution which follows a Gaussian distribution is distinct from
an exponential decay that is often observed in jammed granular matter. One form of the
exponential decay is P( f ) ∝ f n exp[−(n + 1) f /⟨ f ⟩] where the coefficient n is of the order 1
and depends on the average number of neighbours[76]. A number of experimental, theory
and simulations studies have shown that a plateau or peak at small forces, along with an
exponential tail at large forces is the typical feature undergoing jamming transition. The
exponential tail indicates the stress transmission in jammed materials is inhomogeneous[76,
134, 135].
However Gaussian distributions of scaled forces are also found in several cases. In one
experimental system of athermal emulsions[76], the force distribution first shows a Gaussian
distribution when the droplets are under creaming, i.e. the external force is only gravity. As
the emulsions are centrifuged with increasing gravitational forces, at the order of several
thousand g, exponential decay starts to show up, the system bears pressure around 4.4 Pa.
However, as the centrifugation force keeps increasing, when the pressure is at the level of 5.5
Pa, the force distribution becomes Gaussian again. In molecular dynamics simulations of
compressed emulsions, a deviation at large forces from exponential distributions is discovered
as pressure increases for a polydisperse system, this deviation becomes Gaussian-like in a
monodisperse system [76].
Molecular dynamics simulations on a binary supercooled liquid with LJR12 (purely
repulsive Lennard-Jones potential) for a number a temperatures, from above the glass transition temperature Tg to below Tg were performed by O’Hern et al[4]. At high temperatures,
P( f /⟨ f ⟩) decays exponentially. As cooling the system, a peak starts to show up in the
distribution and the slop of the tail increases. Further dropping the temperature, the peak
shifts to the right towards⟨ f ⟩, and the shape of distribution behaves more like Gaussian rather
than exponential[4].
In their simulations of supercooled liquids near glass and jamming transitions, as long
as the interaction between particles are sufficiently hard, the distribution is not sensitive
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to the form of potentials. The distribution peaks around the average force value means
the majority of forces are at similar magnitudes, therefore forces in different directions are
roughly balanced on a particle, leading to the formation of force chains. The forces at the
peak correspond to separations near the first shell of the reference particles, i.e. the first peak
of g(r), they are among the slowest to relax. They also argue that the emergence of a peak
in P( f /⟨ f ⟩) is a signature of the development of a yield stress. A percolated force chain or
enough particles participating in forces chains assures stress transmission through the system,
therefore the system behaves like a solid which has a yield stress[4].
Their simulations suggest that the peak in force distributions indicates the emergence
of yield stress in the system and the system becomes ’solid’. This is in agreement of our
force distribution results for the case of gels which are normally considered as ’semi-solid’
materials. The peak also implies force chains developed in the system and we will also
confirm the finding of force chains in colloidal gels in section 5.3.3.
Stresses and local pressures
The stress tensor, also known as force moment tensor, for each particle is calculated using
equation 2.8 in section 5.3.3. For a given particle, we need to know the positions of particles
that are in contact with the reference particle, and the positions and sizes of the corresponding
contact area.
From each stress tensor, three eigenvalues are obtained which correspond to three principal stresses in different directions. Since droplets are deformed due to compression, the
most compressive stress of a particle is the minor principal stress, i.e. the most negative
value among the three eigenvalues. The trace of a stress tensor which is the sum of the
three principal stresses yields the quantitative pressure measurement on a particle. The
distributions of the most compressive stress and particle pressure are presented in Fig. 5.12
and Fig. 5.13 respectively. The negative values in the most compressive stress indicate the
interdroplet forces are experiencing repulsions from contacting particles.
Different from the distribution of P( f /⟨ f ⟩) which is Gaussian-like, the shapes of distributions of the most compressive stress and pressure are more similar to exponentials.The dip
at small forces also disappear in the stress distributions. The range of the distribution is up to
4 times of the peak value which is wider compared with that of the force distribution. This
implies a wider range of stresses in the system than the range of forces. From Fig. 5.12 and
Fig. 5.13 we cannot identify difference among the three state points.
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Fig. 5.12 Probability distribution of the most compressive stress in colloid-polymer mixtures.
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Fig. 5.13 Probability distribution function of local pressures in colloid-polymer mixtures.

Force chains
Following the method described in section 2.7.1, we detected force chains in all three colloidpolymer mixtures, based on the most compressive stress on each particle. Particles participate
in force chains are rendered in Fig. 5.14 while other particles which do not form force chains
are not shown. Force chains are where contact forces strongly localised and are the main
stress carrier in the system. Each particle in a force chain often has two major load bearing
contacts which are roughly balanced.
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Fig. 5.14 Rendering of force chains detected in three colloid-polymer mixtures with polymer volume
fraction φ p , (a) 0.8, (b) 1.2 and (c) 2.0. Colourbars indicate lengths of force chains measured in terms
of the number of particles, particles labelled in red imply they participate in long chains, while blue
color is short chains.

In the rendering pictures, the direction of gravity is upwards, therefore droplets in the
box have the tendency to move downwards. From the colourmap we can see that most force
chains are rendered in dark blue which means they are only in short force chains, with chain
length less than 10 particle diameters. Only a few long chains are found and they are located
close to the centre of the samples. This can be better viewed in Fig. 5.15 where force chains
are shown having length at least 8 particle diameter. It is also evident that in the gel sample
with highest polymer concentration (Fig. 5.15(c)), there fewer force chains detected and also
they are shorter compared with the other two samples.

Fig. 5.15 Rendering of force chains with length at least 8 particle diameter in three colloid-polymer
mixtures, with polymer volume fraction φ p , (a) 0.8, (b) 1.2 and (c) 2.0.

The probability distribution of length of force chains of three colloid-polymer mixtures is
plotted in Fig. 5.16. The distributions all decay exponentially for three gels. The longest
force chain detected is 26, 25 and 18 particle diameters as polymer increases, therefore the
distribution of the highest polymer concentration decays fastest among the three samples. It
is obvious that no percolating force chain is found in any of the gels, but the gel itself is a
percolating network. This is again distinct to many scenarios in jammed granular systems,
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where percolating force networks are detected to transmit stresses through the system and
maintain the mechanical stability[5, 150].
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Fig. 5.16 Probability distribution function of length of force chains. The length is characterised in
terms of the number of particle diameters.

The number of particles in each sample is 6055, 5346 and 4937, particles at edges which
are less than a particle diameter to the box are not taken into account. The number of particles
participating in force chains in each sample is 2707, 2435 and 1818, and this results in
percentages of 45%, 46% and 37%.
At the highest polymer concentration, there are fewer particles forming force chains,
the longest chain is also the shortest among three samples. We would expect with higher
attraction strength, particles are experiencing higher pressures, thus the magnitudes of forces
are also larger with more contacts. However, the structure of the deep quenched gel is more
dynamical arrested and similar to liquid structures, along with a slightly lower colloid volume
fraction, there is less neighbours and local clusters in the deep quenched gel. This in turn
reduces number of contacts and therefore fewer particles will assemble in force chains.

5.3.4

Correlations of structures with contact forces

After resolving the structural and mechanical properties separately, we also perform analysis
on examining the correlations of local structures (TCC clusters) with stress fields and force
chains in these gels.
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TCC and stresses
From Fig. 5.13 we know the statistics of stress distribution in each colloid-polymer mixture.
However this is the result which represents the average of the ensemble thus cannot present
local behaviours in the sample. We further investigate the role played by local structures
in stress distributions by only plotting the local pressure distributions in each species of
clusters, from m= 4 to m= 9, in the gel sample with the lowest polymer concentration φ p =
0.8. The plot is shown in Fig. 5.17. It is clear that all curves share the same peak value, decay
exponentially but with different exponents. As the size of cluster increases, from m= 4 to m=
9, the tails decay slower indicating a higher percentage of strong stresses carried by particles
in large clusters, so that large clusters are the main load bearing components in the gel.

Fig. 5.17 In the colloid-polymer mixture with φ p = 0.8, the probability distributions of local pressure
of particles that form different minimum energy clusters from m= 4 to m= 9.

Having a primary assumption of the roles played by different clusters in terms of carrying
stresses, we further examined how does it vary with attraction strengths in colloid-polymer
mixtures. Hence in each subplot in Fig. 5.18, we find particles that participate in a certain
minimum energy cluster, for each colloid-polymer mixture, and plot the local pressure
distributions in these particles.
From Fig. 5.18 (a) and (b) we can see that particles participating in small clusters such
as m = 4 and 5, the local pressure distributions have similar shapes to that of the average
distribution as shown in Fig. 5.13. The distributions all peak at a small value and decay
exponentially. The significant similarity is due to the fact that m = 4 and 5 account for the
largest population of local structures, their behaviours dominate the total behaviour of the
sample.
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Fig. 5.18 Probability distributions of local pressure of particles that participate in a particular local
structure with (a) m = 4, (b) m = 5, (c) m = 6, (d) m = 7, (e) m = 8, (f) m = 9 particles. Each subplot is
for a specific cluster in three colloid-polymer mixtures.

When looking at the behaviours of larger clusters, with m = 6 to m = 9, as presented in
Fig. 5.18 (c) - (f), we find there is increasing deviation of distributions for different polymer
concentrations as the size of the cluster grows. Two gels with higher polymer concentrations
peak at a lower local pressure compared with the one with lowest polymer concentration. The
decay of the distribution at large values becomes faster as increasing polymers. The faster
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decays and narrower distributions indicate that stresses are located more homogeneously in
particles which form large clusters.
In three gels with different attraction strength, stresses stored in small clusters are comparable. In comparison, as polymer concentration in gels increases, stresses are distributed more
homogeneously among large clusters. This may imply that stresses in large clusters relax
or transmit quickly in the gel with the most attraction strength, or the more homogeneous
distribution originates from the fact that slightly fewer local structures are identified with
higher polymer concentrations, as stated in section 5.3.2.
We infer that large clusters are the load bearing components in the system. As polymer
increases, we find that there are fewer large clusters, so that the number large force carriers
decreases. Because there are not sufficient large clusters to carry large forces in the sample
with high polymer concentration, resulting in a faster decay in stress distribution and a more
homogeneous stress distribution.
TCC in force chains
In the previous section, we discussed the correlations between TCC clusters and stresses in
particles. Since particles bearing high stresses have the ability to transmit stresses and form
force chains, we also conduct the analysis of the correlations between local structures and
force chains.
In Fig. 5.19 (a), the bar plot shows the percentage of number of particles that participate
in local minimum energy clusters which are detected by the TCC algorithm. The values
of bars on the left are calculated by dividing the number particles forming each type of
cluster NC by the total number of particles N all . This part of the plot shows the same result
as partially indicated in Fig. 5.10: small clusters with m = 4 and 5 account for most of the
local structures. In the same plot, bars with hatched markers on the right, take account of
only particles and clusters located inside force chains. The number of particles forming force
chains and clusters is NCChain while the number particles only participating in force chains
is NChain . There are less than 50% particles found in forces chains (discussed in section
5.3.3). The percentage of particles forming local structures and also participate in chains
increases of all cluster species, as can be seen from Fig. 5.19 (a) that bars with hatched
markers all have larger values than the bars with the same color. Since particles in force
chains are high stress carriers, a higher percentage of clusters in force chains means local
structures play a significant role in transmitting stresses and carrying stresses in the system.
This is not surprising because these local structures are minimum energy clusters and they are
therefore locally rigid clusters. It is their geometrical properties and interaction potential that
determine they should be large stress carriers and have higher chance forming force chains.
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Fig. 5.19 (a) Bar plot of TCC cluster population in the colloid-polymer mixture of φ p = 0.8 and
cluster population of particles forming force chains. (b) The ratio RChain of TCC cluster population of
particles forming force chains to the population of total particles, for each cluster species from m = 4
to m = 10.

We further quantify how much the number of local structures for each species increases.
NCChain /NChain
We use the value of RChain , which is defined as
, and RChain is plotted for
NC /N all
each cluster in Fig. 5.19 (b). We see a general increasing trend for RChain as the size of
local structure increases. This may due to the fact that the percentage of large clusters is
relatively low for both conditions: particles participate in force chains or not. The increase
becomes more obvious when the original value is small. Alternatively, a higher increase in
large clusters means they are more likely to participate in force chains or carry large stresses
compared with small clusters. In this section we only show the data for colloid-polymer
mixture at φ p = 0.8, the results of the other two samples with φ p = 1.2 and 2.0 are comparable.

5.3.5

Summary

By using a fluorescence technique with a solvatochromic dye, we measured normal forces
between droplets in colloidal gels. We reported analysis of three colloid-polymer mixtures
with various polymer concentrations, i.e. various attraction strengths. All colloid-polymer
mixtures are quenched below the gelation temperature. We obtained particle and contact
positions by performing particle tracking on real-space 3D confocal images. Based on
these coordinates, we examined the structural and mechanical behaviours of three gels at
microscopic level, what we found are listed below.
We scaled the distribution of interdroplet forces is scaled with the average force ⟨ f ⟩,
which is around 5 nN. The scaled distribution has a dip at 0.5⟨ f ⟩, peaks at a value around
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1.5⟨ f ⟩ and then decays following a Gaussian distribution. This type of distribution is found
in jammed system with relatively higher external pressures, while at lower pressures the
force distribution decays exponentially.
The shape of the scaled distribution does not significantly vary with the change of polymer
concentrations. It only becomes broader at the highest polymer concentration, indicating a
subtle increase in the heterogeneity of force distribution. There is no difference identified for
the distributions of the most compressive stress and stress trace of the three colloidal gels.
They are unimodal and decay exponentially, they also have a wider range compared with that
of the force distribution.
The subtle difference in force and stress distributions originate from their similar structural
properties. We found the pair correlation function g(r) of the three state points are almost
identical, but both the number of neighbours N and contact number Z decrease slightly with
increasing polymer concentrations. This also leads to a decrease in the number of local
structures identified.
Stresses are transmitted through force chains. We do not find percolating force chains
in any colloid-polymer mixture although the gel network itself is percolated spatially. The
longest chain has a length of 26 particles in the sample of the least quenched gel. The
distribution of lengths of force chains also decays exponentially.
Finally we investigated the correlation between local structures and stresses. We found
the stress distribution in each species of local structure decays slower as the size of cluster
increases, meaning that large clusters are carrying relatively large stresses. The percentage
of number of clusters identified in force chains is also higher than the fraction in the whole
system, showing that local structures play an important role in stress transmissions.
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Chapter 6
Contact Forces Measurements of A
Creaming Colloidal gel
6.1

Introduction

In a colloid-polymer mixture, a transient gel is obtained when the non-absorbing polymer
concentration is sufficiently high so that the colloid-rich phase formed by spinodal decomposition becomes space-spanning networks (detailed descriptions in section 1.3). Although
a colloidal gel attains a finite shear modulus and thus makes it possible to support its own
weight under gravity, the timescale for a gel being stable is often finite and varies for different
conditions of gels[151].
There are two types of settling behaviours. At low and intermediate polymer concentration above the gel boundary, gels undergo delayed sedimentation or delayed collapse,
which contains two distinctive two-stage time-dependent settling processes. The defining
characteristic of this behaviour is the presence of a delay time τd during which little or no
settling is observed, the gel can resist compaction. When the gel age tw is greater than the
delay time, a sudden onset of a rapid sedimentation happens and we can also say the gel
collapses.
At high enough polymer concentration, a creeping sedimentation behaviour was found,
and rapid collapse was no longer observed. In creeping sedimentation, the structural integrity
does not change in a dramatic way like the one in delayed collapse, structures are compressed
in a more or less homogeneous fashion, without clear local disruptions to the network
structures[152]. The sample dimensions are also important, collapse only happens when the
sample sizes are larger than some characteristic size intrinsic to the gel[152–155].
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Both settling behaviours are mechanical instability of gels, especially in the case of the
sudden collapse, there is no indication before the gel fails. This significantly limits the shelf
life of many formulation products of colloidal gels such as pesticides, and it is challenging
to correctly predict the delay time before collapsing. It is therefore crucial to understand
the mechanism of gel collapse which provides information to build stronger colloidal gel
networks and increase the shelf life of commercial products. A number of studies have been
carried out to study gel collapse, techniques that are most commonly used are time lapse
imaging, confocal scanning laser microscopy which can reveal gel structures at both bulk
and microscopic levels, while rheometers are employed to probe the rheological properties
of gels.

6.1.1

Gel collapse phenomenon

In a colloid-polymer mixture, during the process of gel collapse, the height h of the interface
between the gel and supernatant normalised by the height of the sample cell h0 is plotted in
Fig. 6.1 (b)[153]. During the initial delay time or lag period (I), there is no change of the
interface height, the gel fulfils the whole sample cell homogeneously. This shows the gel can
support its own weight and is a mechanically stable solid, but only for a limited time period
τd . When the waiting time is longer than τd , the gel network yields and a clear interface starts
showing up, as shown in Fig. 6.1 (a). The interface velocity v increases smoothly as the gel
collapses (the slope of the interface profile increases in Fig. 6.1 (b)) and the gel shrinks more
rapidly. The collapse stage (II) ends when liquid-gas phase separation is almost completed
and the interface reaches the final equilibrium plateau. After the collapse period, the gel falls
into the final consolidation stage (III), the sedimenting velocity drops dramatically as the gel
continues to slowly compress like a solid under its own weight[153].
Rheological measurements of colloid-polymer mixtures with long-range attractions
have shown some elasticity in the gel at short time scales during the lag stage, the elastic
modulus then decays to zero at long times which means the gels becomes liquid-like after
collapsing[156].

6.1.2

Microstructure during gel collapse

Using confocal microscopy, Teece et al[156] found gel network structures are coarsening
under gravity, as shown in Fig. 6.2. The characteristic domain size Rc (t), which is calculated
using the expression, Rc (t) = π/⟨q(t)⟩ where q(t) is the structure factor, stays constant at
short times i.e. during the delay time. When the gel starts to collapse, the domain size grows
with a power law scaling, Rc (t) ∼ t θ . The exponent θ strongly depends on the quench depth,
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Fig. 6.1 Sudden collapse of a gel. (a) Time-lapse images of a colloid-polymer mixture as a function
of the time after preparation. The mixture has colloid volume fraction φ = 0.21, and polymer
concentration c p /c∗p = 3.6. The time elapsed tw is labelled on each image in units of 103 s. The
height of sample cell also the initial height h0 of the sample is 40 mm. The red arrow indicates at
characteristic delay time τd , the network starts to collapse. The solid line shows the interface between
the colloid-rich (upper) and polymer-rich (lower) phases. (b) The normalised height h/h0 of the
gel as a function of the elapsed time which shows three characteristic settling stages of gel sudden
collapse[153].

it decreases with higher polymer concentration, which means gels coarsen slower when
deeper quenched. The point when the gel starts to collapse is also when anisotropy emerges
in the system, gravity stretches the characteristic domains along the gravitational z-direction,
as can be seen from images at 4200 s and 7200 s in Fig. 6.2.
In the study by Starrs et al[152] using dark-field microscopy and a non-intrusive ultrasonic
technique, they found during the delay time, the particle density remained constant and
homogeneous throughout almost the whole height of the sample. Some macroscopic features
are discovered during this period, such as channelling and streamer formation. These
features only cause local breaking of the gel but do not trigger immediate large-scale collapse
suggesting that the gel can initially support such local macroscopic restructuring.
During the settling process, they argue that the formation of ’channels’ provides routes for
solvent to travel upwards to the surface of the gel. The flowing solvent can tear free particles
from edges of networks and carry these particles to the top of the gel. This in turn widens the
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Fig. 6.2 Confocal images of coarsening and collapse of a gel formed in a colloid-polymer mixture
with φ = 0.2 and c p /c∗p = 1.98. All images are in yz directions, with gravity pointing downwards.
Numbers on images are the observing time from the moment the mixture was prepared, the size of
each image is 146 × 146µm [156].

channel and increases solvent flow. The gel structure is able to tolerate such macroscopic
disturbances for only a finite period of time. They discovered that gel always breaks from the
top of the cell, which might due to the upward of flowing solvent destabilise the gel structure
at the top. It is the formation of streamer-like features and rapid propagation of these streams
that triggers large-scale flow and circulation which results in the gel collapse[152].
They also claim that above a characteristic lengthscale of the gel, the properties including
the delay time do not depend on the initial height and width of the sample. If smaller than this
size, gel is sensitive to the system size. Above this lengthscale, stresses are not transmitted in
the gel network, the gel settled at a terminal velocity. By contrast, if stresses are transmitted
through the whole gel network and cell walls, the gel might be supported by the walls and
leading to size-dependent properties[157].

6.1.3

Microscopic model of collapse

Being able to predict the delay time of a colloidal gel helps take full advantage of the gel
before it fails. However, the delay time varies from minutes to months, many factors will
affect the delay time such as the range and strength of the attractive potential, the particle
volume fraction, the size of particles, the density mismatch, external shear stresses, and also
the dimensions of the sample cell[158].
In the study of gel collapse of emulsion-polymer mixtures by Bartlett et al[153], they
discovered that the delay time τd strongly depends on the attraction strength and found expo94
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nential relationship with the polymer concentration, τd ∼ exp(c p /c∗p ) when other parameters
are fixed.
A microscopic model was proposed in order to connect the kinetics of bond-breaking
to gel collapse[158]. During the ageing process, bonds between particles dissociate and
associate continuously due to thermal fluctuations and external stresses such as gravity. The
rate KD of breaking of a gel strand is independent on time whereas the rate of association
KA decreases approximately linearly with waiting time tw , KA (tw ) = KA0 − αtw , where KA0 is
the association rate when the gel is just prepared. The delay time τd is determined by the
time-scale at which the rate of strand association becomes comparable to the rate of strand
dissociation which means KD ≈ KA . The application of a small perturbation force f , the
activation energy for bond dissociation is increased by a factor of f · ∆, where ∆ is the range
of the attractive potential. They found the dissociation rate becomes
KD ( f ) = KD (0)exp(−

f
)
fth

(6.1)

where fth = kB T /∆ is the force for a bond to rupture by thermal energy, and KD (0) is the
dissociation rate without external forces[159].
Without external forces, the delay time τd (0) = (KA0 − KD (0))/α. When the external
force is weak ( f << fth ), τd remains close to τd (0)[158]. As the force f increases, the
dissociation rate KD ( f ) decreases (calculated from equation 6.1), the delay time τd will
therefore increases. If the force f is much larger than fth , KD (0) = 0 and τd reaches at its
maximum value τd = KA0 /α. When the waiting time tw = τd , any dissociation event will cause
the gel to collapse immediately. From the microscopic model, they conclude that collapse
is triggered when the rate of strand association KA , which is a decreasing function of time,
decreases to a value comparable to the fixed rate of strand dissociation KD . Consequently,
a catastrophic loss of connectivity is ultimately responsible for delayed collapse. However,
how forces are propagated through the gel via each particle is unclear, and it has strong
relation with bond formation and dissociation[158].
All studies of gel collapse bring out the point that finding out the force and stress
transmissions provide further information for understanding the mechanism of gel collapse.
In this chapter, we present the study of contact force distributions and structures of one
colloid-polymer mixture which is quenched below the gelation temperature. We show the
evolution of structural and mechanical properties of the colloid-polymer mixture during the
process of creaming under gravity which is an opposite response of sedimentation. Our
study gives the first analysis of the mechanical response of colloidal gels at microscopic
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level and therefore it is instructive for understanding gel failure process and designing robust
formulation products of gels.

6.2

Experimental methods

The preparation of the colloid-polymer presented in this chapter is the same as described
in section 5.2. We select the gel sample with the highest polymer concentration described
in Chapter 5, which is 1.89 gL−1 corresponding to polymer volume fraction φ p of 2.0. The
density of synthesized PDMS oil droplets is approximately 0.97 g cm−3 , and the refractive
index matched aqueous phase which is a mixture of 51 wt% water and 49 wt% glycerol has
density of 1.26 g cm−3 . Therefore the density mismatch between two phases ∆ρ is 0.29 g
cm−3 .
The characterisation of gels with confocal microscopy is also using the same parameters,
except the measurements were taken for a longer time. The gel was observed under confocal
microscope 5 min after a gentle mixing on a roller bank, this time window corresponds to 16
τB . Each confocal 3D stack has dimensions of 512 × 512 × 451 (xyz) pixels. The time of
taking one 3D stack is approximately 19 min, with Line Averaging of 32 and scanning two
channels in a sequence by frame fashion. Since there is no waiting time between two time
frames, the time interval ∆t for two time frames is 60 τB .

6.3
6.3.1

Results and discussion
Structural analysis

We investigate structural evolutions of the colloid-polymer mixture undergoing a creaming
process, by looking at their pair correlation functions, distributions of coordination numbers
and number of contacts, and populations of topological cluster classification (TCC) clusters.
Density profile
Confocal images of gel contacts at different times during the creaming process are shown in
Fig. 6.3. These images are in yz plane, vertical direction represents the direction of gravity.
Since the density of silicone oil is less than that of water and glycerol mixture, oil droplets
will cream as we can see from 6.3 that droplet networks are moving up.
The first image t0 is taken at 19 τB , tn = 19 τB + n · 60 τB . The inhomogeneous distribution
of droplets in frame t0 is due to droplet creaming, during the waiting time of sample cell
drying and confocal microscope setup. Droplets cream relatively to the top of the sample
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Fig. 6.3 Confocal images in yz directions of gel contacts under creaming, the height of the sample
cell is 58 µm which is about 18 droplet diameters. The time frame t0 is at 19 τB after gel preparation,
during this time, the gel already starts creaming. The lens in the microscope is inverted, therefore
the creamed gel appear at the bottom after inverting the sample cell, causing the gap at the top of the
sample cell at t0 . The time interval between two time frames is about 19 min (60 τB ), so tn = 19 τB + n
· 60 τB . Scale bar is 10 µm, numbers on the axes represent index of pixels.

cell, at t0 = 19τB . When placed on the microscope sample stage, the sample cell is flipped
upside down, because the microscope we employed is inverted. Droplets are therefore near
the bottom of the sample cell as shown in the first frame in Fig. 6.3 We show here 8 different
time frames from t0 to t7 , it is clear that the gel only has limited change in structures from t3 .
Therefore in this chapter we will only present analysis of time frames at t0 , t1 , t2 and t5 .
We performed particle tracking on confocal images of all time series, based on the
coordinates, the density profiles of three time frames are plotted in Fig. 6.4. The density
profile of a gel is the plot of local particle volume fraction at different height (z axis) of the
sample. With the height of the sample cell being H, the top of the sample cell has z/H =
0 whereas at the bottom z/H = 1. From t0 to t5 , droplets cream gradually to the top of the
cell due to the density mismatch with the aqueous phase. At t5 , droplets only occupy 60%
volume of the cell, with local volume fraction around φclocal = 0.45 while the global volume
fraction of the sample is φc = 0.23.
Pair correlation function
The pair correlation functions g(r) of the gel are plotted in Fig. 6.5 for these 4 time frames
explained in the previous section. As the gel is undergoing creaming, we can see that the
97

Contact Forces Measurements of A Creaming Colloidal gel

0.5

c

0.4
0.3
0.2
0.1
0.0

0.0

0.2

t=0
t=1
t=2
t=5
0.4
0.6
z/H

0.8

1.0

Fig. 6.4 Density profile of the gel in z direction during creaming. The height of the sample cell is H,
at the top of the sample cell, z/H = 0 whereas at the bottom z/H = 1.

height of the first peak decreases slightly, the position of the first dip and second peak shift to
the right. A pronounced first peak is the sign of a gel structure. The decrease of the first peak
implies that structural features of networks are vanishing in the system, it is less likely to
find a neighbouring particle within the first shell. It is also possible that at later times, the
increase of local packing fraction makes particle tracking more difficult. There are more
particles that are not tracked and further resulting in the decrease of the first peak.
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Fig. 6.5 Pair correlation functions g(r)s of the gel during creaming.
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Number of neighbours and contacts
The distributions of number of neighbours are shown in Fig. 6.6. The peak value of the
distribution increases from N peak =7 at t0 and t1 to N peak =8 at t2 and t5 . The variance of all
distributions ⟨∆N 2 ⟩ stay around 6, the skewness becomes more negative as the waiting time
increases, this means at later times a large fraction of particles are having more neighbours
than early times. The increase of neighbours might due to the increase of local packing
fraction during creaming, which can be seen from the confocal images and density profile
(Fig. 6.3 and Fig. 6.4). However all these subtle changes do not alter the average number of
neighbours ⟨N⟩ over the time period of creaming, ⟨N⟩ = 7 for all time frames.
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Fig. 6.6 Distributions of number of neighbours of the gel during creaming. Distributions at different
time frames: t0 (black), t1 (blue), t2 (orange), and t5 (yellow).

Similar to the distributions of number of neighbours, there is no obvious variations in the
distribution of number of contacts during gel creaming, as plotted in Fig. 6.7. The average
contact number ⟨Z⟩ and the peak value of the distributions are both 6. This is the number
required for a system to be in isostatic mechanical equilibrium in 3 dimensions[160]. The
shape of the distributions also does not alter with time. The variance of the distribution ⟨∆Z 2 ⟩
stays between 4.0 and 5.3, without noticeable skewness.
The steady distributions of both number of neighbours and contacts indicate that although
the absolute positions of gel particles are shifted upwards under creaming, the global structure
of the gel does not evolve significantly.
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Fig. 6.7 Distributions of contact numbers of the gel during creaming. Distributions at different time
frames: t0 (black), t1 (blue), t2 (orange), and t5 (yellow).

Topological cluster classification
To further investigate the structural change over time, we plotted populations of TCC clusters
detected in each time frame, as shown in Fig. 6.8. From Fig. 6.8(a) we can see the majority
of local structures identified are small clusters, with number of particles m = 4 and 5. These
two populations account for about 80% of the total number of particles in the gel. The low
population of cluster with m = 6 which has fourfold symmetry, indicates the system is far
from crystallising. Because local structures with fourfold symmetries are the basic building
blocks for crystal structures such as BCC or FCC. The largest cluster with m = 10 which is a
defective icosahedron has the lowest population. Large clusters such as defective icosahedra
are more likely to be identified in systems with higher volume fractions such as colloidal
glasses or supercooled liquids.
From the plot of the change of cluster populations as a function of time (Fig. 6.8(b)),
we do not see significant change overtime, only a slight decrease at time t1 in all species
of local structures. This is surprising because from the confocal images of gel creaming in
Fig.6.3, the gel structure evolves over time, especially for the first 3 time frames. The steady
populations of local structures over time might indicate that under gravity, gel particles move
up cooperatively and at similar speed. Although they all shift upwards, local structures are
maintained the same. This shows indeed gel is only creaming, without other non-affine
movements.
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Fig. 6.8 (a) Bar plot of TCC populations against cluster species (with number of particles m = 4 to 10)
at different time frames during gel creaming. (b) The same data are plotted as a function of time, to
visualise the change of cluster populations over time, at time t0 ,t1 ,t2 , and t5 .

6.3.2

Contact forces and stress fields

Based on coordinates and sizes of interparticle contacts in confocal images, we calculate
contact forces and stress fields for each time frame of the gel which is settling under gravity.
The method of calculating contact forces is described in section 5.3.3.
Distributions of contact forces
The distributions of scaled contact forces over time are plotted in Fig. 6.9. The value of
forces f is the number of pixels of tracked contact area, all plots are scaled with the average
value of forces ⟨ f ⟩. In Fig. 6.9(a), the distributions for all time frames have plateaux at
f /⟨ f ⟩ = 1 to 2, then decay at large forces, with a maximum range of about 5 times of the
average force ⟨ f ⟩. From t0 to t1 , the decay becomes faster; after t1 the force distribution starts
to decay more slowly again. This slower decay results in an increase of the range of force
magnitude and also a wider plateau at small forces.
As discussed in section 5.3.3, the simulation study performed by O’Hern et al[4] showed
that the emergency of a peak or plateau in the probability distribution of contact forces
indicates a yield stress is developed in the system. We find plateaux for all distributions of
gels with various polymer concentrations (described in section 5.3.3), this is plausible for gels
which are viscoelastic materials. This also agrees with early times in Fig. 6.9(a), however
the plateau starts to disappearing at later times. The flattening of distributions can also be
proved by the fittings of all distributions. We fit each curve with a Gaussian distribution
using the format of equation 5.2, fitted curves for each time frame is shown in Fig. 6.9(b) (e). The fitting parameters are listed in Table. 6.1. We can see the parameter σ is small at
t0 and t1 , and increases to larger values at later times. This increase of variances of force
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Fig. 6.9 Contact force distributions scaled with the average contact force ⟨ f ⟩ over all time series (a).
Force distributions and Gaussian fittings for time frame (b) t0 , (c) t1 , (d) t2 , and (e) t5 .

distributions shows slower decays and less pronounced plateaux are emerging over the period
of gel creaming.
Table 6.1 Gaussian fitting parameters for distributions of contact forces

t0
t1
t2
t5

A
0.005
0.005
0.006
0.005

µ
1.422
1.732
1.558
1.504

σ
0.742
0.558
0.838
0.975

We can then infer that the disappearing of the plateau indicates that the external stress is
already larger than the yield stress and the system is losing solidity or elasticity. At time t5 ,
after creaming to the top of the sample cell, the gel becomes more liquid-like, this agrees
well with the drop of the first peak in g(r)s. At time t1 , the force distribution decays fastest,
while the other three time frames decay with more similar rates, with the final time frame t5
being the slowest.
The outlier time t1 has a relatively low first peak of g(r), this implies the effective
stickiness in this time frame is less compared with other time frames. At the same volume
fraction, less sticky spheres result in fewer neighbours and therefore fewer TCC structures.
This is more clear in the Fig. 6.8(a) that populations of all TCC structures at time t1 are
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lower than others. Since these clusters are locally rigid structures, they are potential force
carriers. The reduction in local structure populations results in fewer load bearing particles
and possibly much fewer particles carrying large forces, and this would possibly be the
reason for a fast and Gaussian force decay.
Distributions of local pressures
The local pressure Ploc distributions of the four time series are presented in Fig. 6.10. All
distributions have a smooth peak at small values of stresses, and then decay exponentially.
The decay becomes faster as the waiting time increases as we can see from curves of t0 ,
t2 and t5 , while t1 is the outlier which decays the slowest. For all of the curves, the high
probability at very low values is absent which is distinctive to the peak in the distribution of
contact forces.

Fig. 6.10 Local pressure Ploc distributions of the gel over the period of creaming, for 4 time frames
t0 , t1 , t2 , and t5 . Inset is the local pressure Ploc distribution scaled with the average local pressure
⟨Ploc ⟩for each time frame.

The inset figure in Fig. 6.10 plots the distribution of scaled local pressure Ploc with its
average value ⟨Ploc ⟩, so that the scaled distributions peak at Ploc / ⟨Ploc ⟩ = 1. The scaled
distributions collapse to a single curve, except for a subtle difference at the tail. The largest
pressure in a particle is 3 times higher than the average pressure ⟨Ploc ⟩. We fit the scaled
distributions with an exponential format pd f = Axn exp[−(n + 1)x/⟨x⟩]. The fitting result is
presented in the inset figure, with fitting parameters A = 50 and n = 4.1.
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Force chains
1
c
c c
From the stress tensor σi j = ∑N
c=1 f i r j of each particle we obtain the minor principal stress
V
which is the most compressive stress of a particle. Based on these stresses we detect force
chains in each time frame and plot distributions of length of force chains in Fig. 6.11. The
distributions all follow exponential decays, the largest chain in each time frame comprises
13, 18 16 and 19 particles. The number of particles tracked in each time frame is 4937, 4736,
5000 and 5009, and the number of particles forming force chains is 1645, 1425, 1777 and
1878. We find that the fractions of particles that participate in force transmissions are 0.34,
0.30, 0.36, 0.37.
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Fig. 6.11 Length of force chain distributions of the gel over the period of creaming, for 4 time frames
t0 , t1 , t2 , and t5 . The length is characterised by counting the number of particles that make up the force
chain.

We can notice that at time t1 , the percentage of particles participating in force chains is
the lowest, however we can still find long force chain in this time frame with 18 particles.
For other time frames, as we wait longer for the gel sample, there is an increasing of fraction
of particles forming force chains, and the final time frame t5 has the longest force chain. We
think the longer force chain and higher fraction of particles forming force chains at t5 is due
to the increase of local packing fraction. A configuration with higher volume fraction and
more neighbours would provide more chances for a compressive stress to be transmitted to
the next particle, since the direction of compressive stress and the position vector between
two contacting particles should be collinear to some degree. Although the final time frame
has the longest force chain, we are unsure the magnitude of stresses transmitted through
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the force chain. It would be interesting to examine the correlations between the size and
magnitude of force chains.

6.3.3

Correlations of structures with contact forces

In order to investigate if local structures are affecting contact forces and stresses in the gel,
force and local pressure distributions are plotted for each type of cluster, and we also compare
the change of TCC cluster population for particles whether forming force chains or not.
TCC and stresses
In order to investigate the correlations between local structures and local pressures of particles,
we plot the local pressure distributions for particles that participate in different TCC clusters
for all time frames, as presented in Fig. 6.12. This figure shows that the distribution shapes
for clusters with number of particles m = 4 to 9 are similar to the shape of the overall local
pressure distribution.

Fig. 6.12 Local pressure Ploc distributions of particles that form different TCC clusters with number
of particles m = 4 to 9. The coupled distributions are plotted for 4 time frames (a) t0 , (b) t1 , (c) t2 , and
(d) t5 .
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There is no difference between different cluster species for the local pressure distributions
at time t0 and t5 , as can be seen from Fig. 6.12 (a) and (d). By comparison, at time t1 and t2 ,
the pressure distribution decays faster in particles forming small clusters than those forming
large clusters. The slower decay of large clusters implies that there is a higher percentage of
particles bearing large stress (a higher probability at the tail), whereas it is difficult to find
particles forming small clusters that are under large stresses.
From Fig. 6.12 we find that at time t1 and t2 , particles in large local structures are more
likely to carry large stresses, however we find there is no difference of pressure distributions
for different clusters in time t0 and t5 . At timet0 and t5 , the gel sample is close to either side
of the wall of sample cell, whereas at time t1 and t2 the main background is liquid solvent.
This is an obvious distinction between these two different scenarios in pressure distribution,
however we are not sure if the wall is making the difference.
We also plot the evolution of pressure distributions during creaming for particles that
form different TCC clusters, as shown in Fig. 6.13. This figure can be considered as a
decomposition of Fig. 6.10 to the local pressure distribution of each local structure with
number of particles m = 4 to 9. Comparing these two figures, we find they have very similar
shapes and trends. With time t1 being the outlier, while the other distributions decay faster as
the waiting time increases.
TCC in force chains
We further explore the role of local structures in the formation of force chains. The bar
plot (Fig. 6.14 (a)) shows populations of different TCC clusters, with number of particles
m = 4 to 9, of all particles in the gel sample, NCall /N all , and only particles forming force
chains (bars with hatch markers) NCChain /NChain at time t0 . The results are similar for other
time frames. We find increases of populations for all types of clusters, which means there
is a higher percentage of TCC populations in particles that are forming force chains. This
demonstrates that the TCC local structures are indeed bearing more stresses and responsible
for stress transmissions in the system.
We also quantify the increase of populations by plotting the ratio RChain in Fig. 6.14 (b).
NChain /NChain
This quantity measures the degree of population growth and is calculated as C
.
NC /N all
From the figure we can see the trend of an increase of RChain with growing cluster sizes.
There is a more evident increase in populations of large clusters. In order to form force chains,
particles need to carry large enough stress and also there are a good selection of neighbours
that any of them is aligning with the stress vector. Large TCC clusters are locally rigid and
intrinsically assumed to bear stresses, also constructed with a relatively large number of
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Fig. 6.13 Time evolutions of local pressure Ploc distributions of particles that form TCC clusters with
number of particles (a) m = 4, (b) m = 5, (c) m = 6, (d) m = 7, (e) m = 8, and (f) m = 9.

particles, e.g m = 8, 9, and 10, there are more neighbours and higher chances for the central
reference particles to transmit the stress to the next neighbour, i.e. forming part of a force
chain.
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Fig. 6.14 Comparison of TCC cluster populations in all gel particles and only particles forming force
chains. (a) Bar plot of populations of TCC clusters with particles participating force chains or not.
Bars with hatched markers are particles forming force chains. (b) Plot of RChain against different
species of local structures with number of particles m = 4 to 9.

6.4

Summary

A colloid-polymer mixture with colloid volume fraction φc = 0.23, is quenched below the
effective temperature for gelation, and it creams to the top of the sample cell within our
observation time window, due to the density mismatch between PDMS oil droplets and
aqueous phases. We selected four time frames which represent different stages in z direction
during the gel creaming process. It creams to the topof the sample cell in about 320 τB .
We characterised the process using confocal microscopy, by tracking particle and contact
positions, we are able to resolve structural changes and contact force distributions during gel
settling. Surprisingly, although the gel travels all the way crossing the sample height to the
top, there is no significant change of either structures and force distributions.
A subtle increase is found in the peak in the distribution number of neighbours P(N), this
might be due to the increase of local particle volume fraction when the gel only occupies
the top part of the sample cell. However, the other structural properties like pair correlation
function g(r), number of contacts Z, and topological cluster classification (TCC) local
structures remain almost identical for all time frames. The consistent gel structures confirm
the settling behaviour we observed is more likely to be a creeping sedimentation rather than
gel collapse.
The distributions of contact forces are fitted with Gaussian distributions, while the
distribution of local pressure decays exponentially. Except for the outlier of time frame t1 ,
the distributions of contact forces broaden as gel creams further, the peak also becomes less
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pronounced. In the simulation study of supercooled Lennard-Jones liquids by O’Hern et
al[4], they show that the emergence of the peak in the contact force distribution indicates the
development of solidity and a yield stress in the system. It is conveniently to infer that the
disappearing in turn indicates the loss of solidity and the system returns to liquid-like, and
this is similar to what we find at the end of gel creaming. It would be interesting to check the
force distribution at even longer time frame, when the gel structure completely disappeared,
becomes a dense colloidal liquid.
The length of the longest force chains and the fraction of particles participating in force
chains also increase with time. The longest force chain increases from 13 to 19 particle
diameters. and he fraction of particles participating in force chains rises from 0.34 to 0.37.
Force chains are not percolated for all time frames. Non-percolated force chains might be
accounted for the gel being not mechanically stable and creaming under gravity.
Similar to the finding in previous chapter, particles that participate in force chains have
higher percentage forming local structures. This means local structures do play a role in
assembling into force chains, and particles forming local structures carry more stresses than
those free particles.
The subtle changes in force and stress arrangements are closely related to the consistent
gel structures during settling. The experiment can be improved by increasing the size of
sample cell, so that a minimum sample height is satisfied for gels to collapse. During collapse,
gel structure will change markedly and thus provides the opportunity for diverse scenarios of
force distributions and transmissions. After the delay time, collapse happens rapidly, thus a
shorter time interval for 3D confocal stack images is required in order to be able to capture
all structural and microscopic force changes during the rapid collapse. Smaller particles or
solvent with better density matching property will reduce the creaming rate, thus are useful
for studying gel collapse.
Another interesting piece of work can be done is to shear colloidal gels. The application
of an external shear force is anisotropic which is intrinsically different from gravity. The
magnitude and frequency are easily adjusted by controlling shear cells. Investigating the
response of colloidal gels to external shear forces with regard to structures and microscopic
contact forces is intriguing and fundamental to explore mechanical properties of gels.
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Chapter 7
Contact Forces in Dense Colloidal
Emulsions
7.1

Introduction

As the material falls out of equilibrium, when its structural relaxation time τα exceeds the
observation time, it becomes dynamically trapped and forms a glass. There are several
competing theories of glassy behaviour. The predictions of one such theory, the random
first-order transition (RFOT) scenario[161], are illustrated in Fig. 7.1. For high volume
fractions, φ > φg , the system supports multiple amorphous solid states, so that φg corresponds
to a glass transition. In the state close to φg , colloidal particles are not in contact with each
other, and thermal fluctuations mean that they are in constant motion. However, on further
compression, the particles come into contact and the system becomes jammed. If the energy
scale ε associated with contact forces exceeds kB T , thermal forces are no longer strong
enough break the contacts, and particle motion becomes almost completely arrested - the
system approaches the athermal (granular) limit (kB T /ε →0).
A recent study carried out by Dinkgreve et al[162] has found strikingly similar nonNewtonian flow behaviour of athermal jamming and thermal glass suspensions. They
demonstrated that the yield-stress flow curves of thermal and athermal systems can be scaled
onto one universal curve, using the Laplace pressure as stress scale for athermal systems and
the osmotic pressure for the thermal systems. The same power-law exponents were found for
the glass and jamming effects. When below the jamming volume fraction at φ < φJ , they
do not find a new Newtonian regime of diverging viscosity at high shear rates which should
develop if the jamming and glass transitions are sufficiently separated[163].
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Fig. 7.1 Hard spheres at high density. Inverse pressure 1/p is plotted against volume fraction φ .
The gray and yellow regions indicate the regime where the (meta)basin structure is present, either
as a simple stable glass or as a marginal fractal glass with a fractal free energy landscape. The
left-most boundary of the glass region is the threshold line (dark blue). The "J-line" of jammed
packings is found along pressure p = ∞, which always falls within the marginal phase (green line).
An adiabatically slow compression from the stable glass should leave the equilibrium liquid line and
eventually reach the J-line, while remaining within the white region. As indicated by the green dashed
lines φg ≈ 0.59 is the glass transition where the system falls out of equilibrium on the experimental
timescale. φk < φrcp is the Kauzmann transition where a transition to an "ideal glass" (whose structural
relaxation time would diverge) may occur. At this point the system would occupy a sub-extensive
number of states. It is thought to be less than that of random close packing (RCP)[7].

The glass-to-jamming crossover is still under research and not unified. The RFOT theory
predicts that the thermal glass state and the athermal jammed one are separated by a transition,
this was first proposed by Gardner in the context of spin glasses[164], ss shown in Fig. 7.1.
The energy landscape of the liquid phase is a single smooth basin, due to the unbroken
replica symmetry of an ergodic phase, as shown in Fig. 7.2 (a). In the stable glass phase,
this replica symmetry is broken and the landscape becomes many smooth basins which are
separated by free energy barriers inhibiting one glass passing to another, as shown in Fig. 7.2
(b). However, within each individual basin, there is till replica symmetry. In the marginal
Gardner glass phase, the replica symmetry is infinitely broken so that each basin splits into
an hierarchical arrangement of marginally stable sub-basins[7, 165].
This transition is accompanied by a rich set of phenomena, including the breakdown of
linear elastic response to mechanical load. In experiments, this should be signalled by strong
sample-to-sample fluctuations of the (macroscopic) stress and strain, related to avalanches or
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Fig. 7.2 Schematic illustrations of free energy landscpe of (a) the liquid state at volume fraction φ < φg .
At φ > φg basins in the energy landscape (b) divide fractally into sub-bains (c) and sub-sub-basins (d)
representing marginally mechanically stable states close to a jamming transition. The very bottom of
each of these sub-basins correponds to a given realisation of the force network (red lines), but the
identification of the force contacts remains undetermined before the fractal regime is reached (dashed
line)[7].

correlated plastic events, and contrary to the familiar situation of a deterministic constitutive
relationship. Some familiar phenomena appear in computer simulations of quasistatic
shear[166], and in granular systems[167], but it is not known whether these predictions are
valid for thermal systems with dimension d = 3.
The identification of the force-bearing neighbours at jamming is a unique characterisation
of the state, the emergence of force-bearing neighbours highly depends on the landscape
structure, as indicated in Fig. 7.2 (e). In the scenario of simple basins, force-bearing
neighbours at jamming should be completely determined instantly on moving from the
equilibrium liquid; in the sub-basin scenario, that determination should only occur once
the system is sufficiently deep in the glass so that transitions between sub-basins are fully
suppressed; in the fractal basins, on the contrary, the contacts are determined gradually as
approaching jamming[7].
At intermediate pressure, between the Gardner transition and jamming, force chains
within the system are quasi-permanent, which are unable to relax. Between the Gardner
transition and the glass transition, the system has higher thermal energy that force chains
dissipate[7]. So far this has only been discovered in numerical simulations, there is no
experimental identification of force-bearing neighbours and force chains in glassy materials.
Our emulsion system acts as an excellent experimental model system for this purpose. First
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of all emulsions are slightly deformable, so that we can reach high volume fractions beyond
the jamming point which is around the random close packing (RCP) of 0.64. This would be
difficult to be achieved in other colloidal particle systems such as PMMA or silica particles.
Secondly the ability of visualising interparticle contacts in our emulsion systems enable us
to determine force-bearing neighbours and force chains in colloidal glasses, and this was
previously inaccessible to thermal systems.

7.2

Experimental methods

Emulsion droplets used in this chapter are prepared using the chemical synthesis method
described in section 2.1, which is the same as chapter 5 and chapter 6. The prehydrolysing
time of DMDES is 15 hours and the growth time is 96 hours after mixing prehydrolysed
DMDES, deionised water and ammonium hydroxide. This yields droplets with mean diameter of 3.1µm, measured from confocal images. This method can produce droplets with
polydispersity less than 8%, by fractionating the dilute emulsions a few times (normally three
times) after dialysis. However since we aim to prepare colloidal glasses, we do need some
polydispersity in the system. We thus only fractionate the dialysed emulsions once to remove
residual oil at the top surface of the emulsion, there are still a few large droplets remained in
the final emulsion.
The volume fraction of emulsions after dialysis is approximately 1%. The emulsion is
left under gravity to cream and concentrate due to the density mismatch between PDMS and
water. After about a week, the bottom of the emulsion becomes transparent, only a thin layer
of creamed droplets is on the top of the emulsion. The creamed droplets are transferred from
the 250 mL glass bottle to an eppendorf, Nile Red dye is added for fluorescent labelling.
Glycerol is added drop by drop to index match the droplets, until the emulsion becomes
transparent with a pink colour. The concentrated and index matched emulsion has 2 mM
SDBS surfactant for droplet stabilisation and 10 mM potassium chloride to screen charges
on droplets surfaces.
When the emulsion does not cream further under gravity, we imaged the creamed part
under confocal microscopy, and found the volume fraction of the concentrated part is less
than 0.55 which is far from the generally accepted value for random close packing (0.64). To
further increase the volume fraction and be able to prepare colloidal glasses, external stresses
were applied to the emulsion by centrifuging it at various speeds. Three dense emulsion
samples are presented in this chapter, one sample is subjected only to gravity, the other two
are centrifuged for 30 min at speed of 1000 rpm and 2000 rpm respectively.
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After centrifugation, the top dense part of emulsion is taken out from the eppendorf using
a spatula. The dense emulsion is placed in a 25 µL gene frame and sealed with a glass
cover slip. The sample is then observed under confocal microscope within 5 min after the
centrifugation, the characterisation setup is the same as described in section 5.2.2. Each 3D
stack has dimension of 512 × 512 × 512 pixels, with pixel size of 150 nm so that the length
in each dimension is 76.85µm. Confocal images of 2D xy slices of three dense samples are
shown in Fig 7.3.

Fig. 7.3 Confocal images of three dense emulsions. (a-c) Confocal images with detection wavelengths
of 520 nm - 575 nm, showing particles in dense emulsions under gravity, centrifugation of 1000 rpm
and 2000 rpm respectively. (d-f) Confocal images with detection wavelengths of 585 nm - 640 nm
showing interparticle contacts under certain external forces. Scale bar represents 20 µm.

7.3

Results and discussion

Similar to chapter 5 and chapter 6, we performed structural analysis and contact force
measurements on these three dense emulsions.
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7.3.1

Structural measurements

Using colloids tracking method, we find 14783, 14557 and 15996 particle coordinates in each
sample. By removing particles at edges of image boxes, and considering new boxes with
dimensions of (x − σ ) × (y − σ ) × (z − σ ), where σ is the mean particle diameter, we find
the volume fraction of each sample is φ = 0.55, 0.54 and 0.60. This is surprising because the
emulsion that is centrifuged at speed of 1000 rpm for 30 min has a lower volume fraction than
the emulsion which is only creamed under gravity. We would expect that a larger external
force applies higher pressure to the system and therefore leads to higher volume fraction.
One possible explanation is that stresses induced when centrifuging at 1000 rpm is not
significantly higher than the gravitational stress, the resulted volume fraction are comparable.
During imaging under confocal microscope, emulsions keep creaming and have a density
gradient along z direction. These two image stacks might be taken at different value of z axis,
the sample only with the gravitational stress is possibly taken in a denser region. Otherwise it
is possible that the timescale of 30 min is not long enough to generate a homogeneous dense
emulsion in the eppendorf, there is also a gradient with the top being denser. However we
might take the relatively lower part of the dense emulsion for imaging, which has volume
fraction comparable to the creamed emulsion.
In the following context we will present results on the order of the value of volume
fraction rather than the magnitude of external forces.
Pair correlation function
Using the positions of particle centres, we plot the pair correlation functions g(r)s of three
dense emulsions in Fig. 7.4. Due to high volume fractions, these three emulsions can be
considered as supercooled liquids, especially the highest one with φ = 0.60 is above the glass
transition volume fraction φg = 0.58, we would expect this emulsion is dynamically arrested
and has properties similar to a colloidal glass.
Compared with g(r)s of gels in chapter 5 and 6, the height of the first peak is less
pronounced in dense emulsions, because no attractive potential is presented. There is also
emergence of small peaks at distances of r/σ = 3 and 4, indicating longer correlations of
particle positions in dense emulsions. The emulsion with highest volume fraction φ = 0.60
has a more noticeable peak at r/σ = 4 than the other two emulsions. From the confocal
images in Fig. 7.3 we can see some local ordering in small regions in emulsions, which
means crystal is forming in these dense emulsions, however g(r)s do not show any indication
of crystallisation in the system.
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Fig. 7.4 Pair correlation functions g(r)s of dense colloidal emulsions with volume fraction of φ =
0.54, 0.55 and 0.60.

Number of neighbours and contacts
Distributions of number of neighbours P(N) and contacts P(Z) in these dense emulsions are
plotted in Fig. 7.5 and Fig. 7.6. Since two of the emulsions have very similar volume fraction,
the distributions of these two samples are almost identical. Both have 11 nearest neighbour
particles and 9 contacting particles as mean values. As the volume fraction φ increases
to 0.60, the mean number of neighbours ⟨N⟩ rises to 12. The distributions of neighbours
are strongly negatively skewed, with a long tail at small number of neighbours, and peak
approximately at 12 for all samples. In the emulsion with the highest volume fraction, there
are more particles that have neighbours more than the peak value, the distribution slightly
shifts to the right so that the mean number also increases.
The average number of contacts ⟨Z⟩ of these three samples is the same and stays at
9, which is far above the minimal number of contacts for rigidity[4]. Considering that all
volume fractions are below φg , particles should not be in contact for a long time because of
the thermal motion. Both number of neighbours and contacts are higher than expected, this
might due to the low accuracy of the estimation of volume fractions. The volume fraction
cannot be directly calculated after centrifugation, because unlike rigid colloids such as silica
particles, the volume fraction of emulsions can go beyond the volume fraction of RCP (0.64).
Depending on the conditions of centrifugation, the volume fraction of emulsions varies.
Hence we determine the sample volume fraction from the information of particle tracking.
As described in section 2.5, the average diameter of droplets is estimated by comparing with
the first peak of g(r). By multiplying the volume of each particle with the number of particles
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Fig. 7.5 Distributions of number of neighbours of dense emulsions with volume fraction φ = 0.54
(black), 0.55 (purple) and 0.60 (yellow).

tracked, we can calculate the volume fraction. However, this method highly depends on the
accuracy of particle tracking. Inevitably there is tracking error, particles that are not tracked
will result in decrease of particle volume fraction. Therefore a more accurate approach of
measuring the volume fraction of dense emulsions is desired to unveil the actual physical
state of colloidal suspensions.

Fig. 7.6 Distributions of number of contacts of dense emulsions with volume fraction φ = 0.54 (black),
0.55 (purple) and 0.60 (yellow).

Although the average contact number is the same, the distribution of the emulsion with the
highest volume fraction shows lower probability around the peak value, and higher probability
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at small values. As the volume fraction increases, the number of neighbours increases while
the number of contacts remains the same or even slightly decreases. We are still unsure
about why the number of contacts Z decreases with higher external centrifugational force
and higher particle volume fraction.
Topological cluster classification
Since the pair correlation function g(r) only shows the averaged bulk structural properties of
these emulsions, the TCC analysis is performed to resolve local structures, the populations
of clusters with different sizes are presented in Fig. 7.7. Compared with local structures in
colloidal gels (5.10) which have particle volume fraction around 0.25, in dense emulsions
we find larger clusters with number of particles m >10. The populations of all types of
clusters increase markedly, for instance there are more than 95% particles can form cluster
of tetrahedra with m = 5, the population of cluster with number of particle m = 9 also rises
from less than 15% to about 70%.

Fig. 7.7 (a) Populations of TCC local structures against cluster species (with number of particles m =
4 to 10) for dense emulsions with volume fractions of φ = 0.54, 0.55 and 0.60.

Within the three dense emulsions, there is no obvious difference between the two emulsions with lower volume fractions of φ = 0.54 and 0.55 in TCC populations. As for the
densest emulsion with φ = 0.60, the populations of small and medium sized clusters with m
= 5 - 10 decrease slightly, whereas populations of large clusters increase for m > 10. The
crystalline cluster of hexagonal close-packed (HCP) is only presented in the emulsion with φ
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= 0.60. Another crystalline structure face centred-cubic (FCC) is found in all three emulsions,
but its population is highest in the densest emulsion.
The emergence of crystalline structures of HCP and FCC indicates all three emulsions
are undergoing crystallisation. But the crystal populations are relatively low compared with
other cluster populations, this means there are only small regions are forming crystals while
the majority of the samples remain amorphous, as can be seen in the confocal images in
Fig.7.3. Since the data presented in this chapter are characterised 5 min after preparation,
emulsions are not equilibrated, we would expect crystal sizes will grow for longer waiting
time. The emulsions starting to form crystals is attributed to the low polydispersity of
droplets. The polydispersity of three samples are about 8%, which is at the limit for forming
colloidal glasses . The emulsion is from the same batch of synthesis, the fact that the last
sample has formed more crystals is possibly due to the centrifugation. After high speed of
centrifugation, the emulsion with some polydispersity is fractionated. Depending on the
positions of droplets in the eppendorf, centrifuged droplets have slightly different sizes but
all with lower polydispersity.

7.3.2

Contact forces and stress fields

Based on coordinates and sizes of interparticle contacts in confocal images, we calculate
contact forces and stress fields for each time frame of the gel which is settling under gravity.
Distributions of contact forces
Contact force distributions of three dense emulsions are shown in Fig. 7.8. The behaviour
also shows some distinct features from the force distributions in colloidal gels. From Fig.
7.8 (a) we can see the distributions of emulsions with φ = 0.54 and 0.55 have similar shapes,
they both have a smooth peak at the value f /⟨ f ⟩ around 1.5. At large forces, the tail dose not
decay to zero following a Gaussian distribution, it reaches a plateau or decays very slowly
when forces are larger than f /⟨ f ⟩ > 3.5, this is different from that of colloidal gels. As for
the emulsion with the highest volume fraction φ = 0.60, the peak almost disappears, the
distribution looks like a straight line in the log plot, with a small bump at f /⟨ f ⟩ around 1.5
and also a flat tail when f /⟨ f ⟩ > 4.5.
We still attempt to fit all curves with Gaussian distributions using the expression of
equation 5.2, the fitting result for each curve is shown in Fig. 7.8 (b - d), and the fitting
parameters are presented in the table in Fig. 7.8. We can see the fitting agrees well with each
curve at range 0.5 < f /⟨ f ⟩ < 3.5. The flat tail at large forces and very high probability at
small forces cannot be described by a simply Gaussian distribution. The fitting parameters
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Fig. 7.8 (a) Contact force distributions scaled with the average contact force ⟨ f ⟩ in dense emulsions.
Force distributions and gaussian fittings for volume fraction φ of (b) 0.54, (c) 0.55 and (d) 0.60.

are similar for the two samples with close values of volume fractions, whereas the standard
deviation σ of the densest emulsion is significantly higher than the other two, also the mean
value µ is much lower. Both features imply the characteristic Gaussian peak is disappearing
as the particle volume fraction increases, and the distribution is more close to a exponential
decay.
As we mentioned in chapter 5, an exponential distribution of contact forces is an important
feature in jammed matter[76, 4]. The densest emulsion has volume fraction φ = 0.60 which
is close to the random close packing value of 0.64. We argue that it is because the dense
sample is close to jamming that the force distribution shows features similar to exponential
distribution. As the supercooled liquid is quenched to lower higher φ , it becomes more
dynamically arrested, although there are small regions of crystals, with the majority of the
sample still being amorphous (glassy) or even close to jammed state, we observe a transition
of contact force distributions from Gaussian-like to exponential-like.
Distributions of local pressures
The transition from a Gaussian-like to a slower exponential decay as particle volume fraction
increases is more evident in the distributions of local pressures, as shown in Fig. 7.9. The
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Fig. 7.9 Local pressure Ploc distributions dense emulsions with volume fraction φ = 0.54, 0.55 and
0.60.

Local pressures in the emulsion with φ = 0.54 decay as a Gaussian distribution, the
largest local pressure is about 2.4 times of the average local pressure ⟨Ploc ⟩. As the volume
fraction increases to φ = 0.55, local pressures decay slower, and end at the maximum value
of Ploc /⟨Ploc ⟩ ≈ 2.6. The emulsion with the highest volume fraction follows an exponential
decay, and has the largest range of local pressures across the sample. The maximum local
pressure is 4 times higher than the average local pressure ⟨Ploc ⟩.
Force chains
The distributions of the size of force chains are shown in Fig. 7.10. Force chains in these
three dense emulsions become much longer than those found in colloidal gels. Some force
chains span over more than 300 particle diameters whereas force chains in gels are less
than 30 particles. The dramatic increase of force chain size is mainly attributed to the
increase of number of neighbours and contacts. From the definition of force chains, the most
compressive stress of two contacting particles must be collinear to some extent, having one
more contacting particle will increase the chance of finding a particle that is collinear with
the reference particle.
The percentage of particles participating in force chains for three emulsions is 86%, 89%
and 85% respectively. Compared with the low participating ratios in gels, there is a significant
increase of number of particles forming force chains. Since there is higher attraction strength
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Fig. 7.10 Force chain size distributions of dense emulsions with volume fraction φ = 0.54, 0.55 and
0.60. The threshold angle for determining the collinearity of force chains is 45◦ , which is the same as
the one used in colloidal gels.

in gels while the dense emulsions are purely hard sphere repulsions, therefore the increase
of the percentage that particle forming force chains is strongly attributed to the increase of
particle volume fraction. Among these dense emulsions, the sample with φ = 0.55 has the
largest number of neighbours and number of contacts. Higher numbers of neighbours and
contacts result in the increase of size of force chains and the percentages of particles forming
force chains.

Fig. 7.11 Rendering of force chains in dense emulsions with volume fraction φ of (a) 0.54, (b) 0.55
and (c) 0.60. Color indicates the size of force chains, particles in red are in relatively long force chains.
The radius of particles are also adjusted to better visualise the spatial distributions of force chains,
particles in large chains are shown with bigger radii.

From the spatial distributions of force chains in Fig. 7.11, we can see these force chains
are not percolated although their sizes grow markedly compared with those of gels. The
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longest force chains which are marked in dark red, in emulsions with volume fraction φ =
0.54 and 0.55, stretch over a long distance only in one direction, whereas the long force
chain in the emulsion with the highest volume fraction expands both in x and y directions.
Non-percolated force chains imply the system which is a mixture of glass and small regions
of crystal, is not jammed and mechanically stable, an infinitesimal stress applied can deform
the system.

7.3.3

Correlations of structures with contact forces

TCC and stresses
In order to investigate the role of local structures in determining stress distributions in dense
emulsions, we plot the stress distributions of particles that are forming various species of
TCC clusters in Fig. 7.12. Only two volume fractions are shown because the distributions
of the sample with volume fraction φ = 0.54 and 0.55 are very similar. The shapes of the
scaled local pressure distributions are different for emulsions with different volume fractions,
the range of the distribution is wider when the volume fraction is higher, as we already
observed in Fig. 7.9. In both plots in Fig. 7.12, as the size of TCC cluster increases, the
range of the distribution becomes narrower, therefore the tail at large pressures of the overall
distribution is dominant by small clusters. Notably in Fig. 7.12 (a), the distribution becomes
more Gaussian-like as the size of cluster increases. This is more clearly observed in Fig. 7.13
which shows the comparison of local pressure distributions of different volume fractions for
each type of cluster.

Fig. 7.12 Local pressure Ploc distributions of particles that form different TCC clusters with number
of particles m = 6 to 12 and FCC cluster in emulsion with volume fraction φ of (a) 0.55 and (b) 0.60.

The distributions of particles forming m = 13 cluster and HCP are not presented in Fig.
7.13, because these clusters are absent in some of the samples with low volume fraction.
From Fig. 7.13 we can see the shape of distributions of small clusters are very similar to
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that of the bulk samples, as the size of cluster increases, the range of distribution becomes
narrower as the size of cluster increases, decays faster and becomes more Gaussian-like.
The similar behaviours of small clusters and the overall property are attributed to the high
population of small clusters which is more than 80% for m < 10.

Fig. 7.13 Local pressure distributions of particles in TCC cluster with number of particles (a) m = 5,
(b) m = 6, (c) m = 7, (d) m = 8, (e) m = 9, (f) m = 10, (g) m = 11, (h) m = 12 and (i) FCC cluster.

TCC in force chains
We compare the fractions of clusters in the whole emulsion NCall /N all and only in particles
that participate in force chains NCChain /NChain (hatch markers) in Fig. 7.14. From the bar plot,
we can observe only a subtle increase for most of clusters in all emulsions. From figures of
RChain against each cluster species in Fig. 7.14 (left), we can see the increase of large clusters
such as m = 12 and FCC is more pronounced in emulsions with volume fraction of φ = 0.54
and 0.60. By comparison in the emulsion with volume fraction φ = 0.55, there is only slight
change for all species of clusters. All these figures indicate that TCC local structures play an
limited role in force chains and stress transmissions in these three dense emulsions.
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Fig. 7.14 Comparison of TCC cluster populations in all particles and only particles forming force
chains. (Left) Bar plot of populations of TCC clusters with particles participating force chains or not.
Bars with hatched markers are particles forming force chains. (Right) Plot of RChain against different
species of local structures with number of particles m = 5 to 12 and TCC structure.

7.4

Summary

In this chapter, we prepared three dense emulsions with volume fractions φ of 0.54, 0.55 and
0.60, with the aim to identify force-bearing particles and force chains in colloidal glasses
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supercooled to different extent. However, we found small crystalline regions in all three
dense emulsions while other parts being amorphous. The one with highest volume fraction
φ = 0.60 has highest population crystalline structures, HCP is found in this dense sample,
while only FCC is found in the other two samples.
The pair correlation function g(r)s indicate all these emulsions have high volume fractions.
The average number of neighbours ⟨N⟩ increases from 11 to 12 whereas the average number
of contacts ⟨Z⟩ is 9 and is the same for all samples. This number is much higher than the
isostatic contact number 6 for mechanical stability. The slight decrease of number of contacts
in the emulsion with higher volume fraction is still not clear.
The topological cluster classification results show a very subtle decrease in the population
of small clusters (with number of particle m <10) as increasing the emulsion volume fraction.
On the contrary, the population of large clusters with m >10 grows slightly, and also more
crystalline structures both HCP and FCC are found. The overall populations are much higher
than those found in colloidal gels.
The shape of the distribution of contact forces of the emulsion with lower volume fraction
φ = 0.54 is more Gaussian-like, as the volume fraction increases, the range of distribution
widens, and the shape becomes close to an exponential. This is by no means close to the
prediction of a power law scaling of force network when approaching jamming[7].
Force chains stretching over more than 300 particle diameters are detected, the fraction
of particles forming force chains is much higher than that in colloidal gels. Distributions of
size of force chains decay exponentially for all emulsions, the longest force chain identified
is 395 particle diameters in the emulsion with volume fraction of φ = 0.55. However, there
is still no percolating force chain observed in any sample, they are not mechanically rigid,
which is contradictory to the fact they have number of contacts ⟨Z⟩much larger than 6.
The shape of the distribution of local pressure has similar trend of contact force distributions. The local pressure distribution of small clusters has similar shape to that of the
bulk emulsion, which means the overall behaviours are dominated by small clusters. This is
possibly due to the high population of small clusters. As the size of cluster increases, the
distributions of local pressures become more Gaussian-like.
The comparison of the TCC populations in all particles and only in particles participating
force chains in dense emulsions shows only very subtle increase when particles are forming
force chains. This indicates local structures play limited roles in organising particles into
force chains and stress transmissions.
Overall, we did not obtain glassy states near the potential Gardner transition, so that we
cannot identify their force networks and realise the goal of testing the existence of Gardner
transition experimentally. However we have achieved the first experimental work on resolving
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interparticle contact forces and networks in dense thermal systems. The experiment can
be improved by introducing polydispersity to the system to form purely amorphous states,
and produce more samples in the range between the glass and jamming transition. Smaller
droplets are desired so that we can also study the dynamics of these glassy states.
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Chapter 8
Conclusions
The aim of this thesis has been experimentally measuring contact forces and stress fields in
thermal systems which are the microscopic origins of mechanical properties of soft materials,
and relate forces with structural properties such as the local packing.
First we demonstrate methods of producing monodisperse oil-in-water colloidal droplets
by using microfluidic devices. In chapter 3, we are able to obtain colloidal droplets by
reducing the channel size to the value that is comparable to the desired droplet size, the size
of junction we employed is from 3 to 8 µm. In chapter 4 we take a different approach. We
use a novel opposed-flow geometry, a jet as thin as a micron is formed in a 50 µm channel
due to flow focusing, this thin jet further breaks up into sub-micron oil droplets in the outlet
channel.
In the next three chapters 5 - 7, colloidal gels and glasses are prepared using the monodisperse colloidal emulsions. We show results of local structure and contact force measurements
in colloidal gels with various attraction strength, one colloidal gel creaming under gravity,
and dense emulsions with three different volume fractions.

8.1

Colloidal droplet generation using microfluidic devices

The application of NOA microfluidic devices provides robust hydrophilic surfaces, and
avoids problematic surface coating for channels with a few micrometers. This enables us to
generate monodisperse silicone oil in water colloidal droplets. Droplet size is influenced by
the viscosity ratio and flow rate ratio of the two phases. We are also able to collect a decent
amount droplets to study the local structural behaviours of dense emulsions.
By tuning close to a second order (continuous) transition in an opposed-flow geometry
PDMS microfluidic device, we can reduce the droplet size by almost an order of magnitude
compared with the dimension of the device. With the jet radius following power-law scaling,
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tunable continuously, we are able to produce monodisperse droplets down to sub-micron
levels.
In agreement with previous results, we find that the smallest jet size is limited by transition
to a dripping state. In the opposed flow geometry, on the other hand, dripping is suppressed,
and the smallest jet size of about 1 µm appears to be limited only by our ability to adjust
parameters close to a second order transition.
Of primary interest would be a thorough investigation of the effect of angle on the
droplet generation behaviour, as well investigating whether the same effect is suitable for the
production of bubbles, a useful system with many biomedicine applications [1].

8.2

Contact forces and local structures in thermal systems

Combining the super-resolution microscopy (STED) with a solvatochromic dye (Nile Red),
we are able to visualise interdroplet contact area in real space at individual particle level in
colloidal systems. These contacts are proportional to interdroplet forces according to the
Princen force model[2]. By tracking the coordinates and sizes of both droplets and contacts,
we can calculate contact forces, and further we can find the distributions of contact forcs,
stress field for each individual particle, force chains and relate all these properties with their
local structures determined by the algorithm of topological cluster classification (TCC).

8.2.1

Colloidal gels

In chapter 5 we examine structures and contact forces for three colloid-polymer mixtures
with various attraction strength. This is realised by changing non-absorbing polymer concentrations, the volume fraction of polymers φ p are 0.8, 1.2 and 2.0 respectively. All
colloid-polymer mixtures are all quenched below the gelation temperature.
We find the magnitude of the average force for three gels is the same, around 5 nN. The
force distribution scaled by the average force P( f /⟨ f ⟩) peaks at a value around 1.5⟨ f ⟩ and
then decays following a Gaussian distribution. This different from an exponential decay at
large forces, which is typically found in jammed granular matter[3, 4]. The shape of the
scaled distribution is not significantly varied among the change of polymer concentrations. It
only becomes broader at the highest polymer concentration, indicating a subtle increase in
the heterogeneity of force distribution. There is no difference identified for the distributions
of the most compressive stress and stress trace of the three colloidal gels. They are unimodal
and decay exponentially, they also have a wider range compared with that of the force
distribution.
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The subtle difference in force and stress distributions originate from their similar structural
properties. We found the pair correlation function g(r) of the three state points are almost
identical, but both the coordination number N and contact number Z decrease slightly with
increasing polymer concentrations. This also leads to a decrease in the number of local
structures identified.
We do not find percolated force chains in any of the colloidal gel, the longest chain
stretch over 26 particle diameters. The distribution of lengths of force chains also decays
exponentially. For a elastic material we would expect there is percolated force chains so that
stress can transmit through the material and support some stresses. However, the contact
forces we measured in this thesis are only compressive forces (the repulsion part of the
interaction potential), particles under tension are not considered. Identifying a percolated
force chain only with compressive forces in colloidal gels appears impractical.
Finally we investigated the correlation between local structures and stresses. We found
the stress distribution in each species of local structure decays slower as the size of cluster
increases, meaning that large clusters are carrying relatively large stresses. The percentage
of number of clusters identified in force chains is also higher than the fraction in the whole
system, showing that local structures play an import role in stress transmission.

8.2.2

Gel settling under gravity

The colloidal gel with polymer volume fraction φ p = 0.8 is observed for much longer time
in order to investigate the evolutions of structures and forces of gel settling under gravity.
Surprisingly, although the gel travels all the way crossing the sample height to the top in
about 320τB , there is no significant change of either structures and force distributions.
A subtle increase is found in the peak in the distribution number of neighbours P(N), this
might be due to the increase of local particle volume fraction when the gel only occupies
the top part of the sample cell. However, the other structural properties like pair correlation
function g(r), number of contacts Z, and TCC local structures remain almost identical for
all time frames. The consistent gel structures confirm the settling behaviour we observed is
more likely to be a creeping sedimentation rather than gel collapse.
The distributions of contact forces are fitted with Gaussian distributions, while the
distribution of local pressure decays exponentially. Except for the outlier of time frame t1 ,
the distributions of contact forces broaden as gel creams further, the peak also becomes less
pronounced. In the simulation study by O’Hern et al, they showed that the emergence of the
peak in the contact force distribution indicates the development of solidity and a yield stress
in the system[4]. It is conveniently to infer that the disappearing in turn indicates the loss of
solidity and the system returns to liquid-like, and this is similar to what we find at the end
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of gel creaming. It would be interesting to check the force distribution at even longer time
frame, when the gel structure completely disappeared, becomes a dense colloidal liquid.

8.2.3

Dense emulsions

In chapter 7, three dense emulsions with volume fractions φ of 0.54, 0.55 and 0.60 were
investigated, with the aim to identify force-bearing particles and force chains in colloidal
glasses supercooled to different extent. However, we found small crystalline regions in all
three dense emulsions while other parts being amorphous. The one with highest volume
fraction φ = 0.60 has highest population crystalline structures, HCP is found in this dense
sample, while only FCC is found in the other two samples.
The topological cluster classification results show a very subtle decrease in the population
of small clusters (with number of particle m <10) as increasing the emulsion volume fraction.
On the contrary, the population of large clusters with m >10 grows slightly, and also more
crystalline structures both HCP and FCC are found. The overall populations are much higher
than those found in colloidal gels.
The shape of the distribution of contact forces of the emulsion with lower volume fraction
φ = 0.54 is more Gaussian-like. As the volume fraction increases, the range of distribution
widens, and the shape becomes close to an exponential, similar to experimental measurements
of contact forces using photoelastic disks[5, 6]. But this is by no means close to the prediction
of a power law scaling of force network when approaching jamming as described in the
theoretical work[7].
Force chains in dense emulsions are much bigger than those in colloidal gels. Distributions of size of force chains decay exponentially for all emulsions, the longest force
chain identified is 395 particle diameters in the emulsion with volume fraction of φ = 0.55.
However, there is still no percolating force chain observed in any sample, they are not
mechanically rigid, which is contradictory to the fact they have number of contacts ⟨Z⟩ = 9
which is much larger than 6.
The shape of the distribution of local pressure has similar trend of contact force distributions. The local pressure distribution of small clusters has similar shape to that of the
bulk emulsion, which means the overall behaviours are dominated by small clusters. This is
possibly due to the high population of small clusters. As the size of cluster increases, the
distributions of local pressures become more Gaussian-like.
The comparison of the TCC populations in all particles and only in particles participating
force chains in dense emulsions shows only very subtle increase when particles are forming
force chains. This indicates local structures play limited roles in organising particles into
force chains and stress transmissions.
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Overall, we fail to obtain glassy states near the potential Gardner transition, so that
we cannot identify their force networks and realise the goal of testing the existence of
Gardner transition experimentally. However we have achieved the first experimental work on
resolving interparticle contact forces and networks in dense thermal systems. This presents
the possibility to experimental investigate the Gardner transition with precisely quenched
colloidal glasses.

8.3

Further work

The results of interdroplet force measurements presented in this thesis are based on assumption that the fluorescent dye intensity increases as two droplets are in contact, the size of the
high intensity area represents contact area and then determines the magnitude of the contact
force. So far, however, there is still no experimental work that can prove the validity of this
method. Therefore, a comparison with other force measurement approaches will be useful in
order to give evidence of the reliability of the fluorescence method, and also provides some
work frames to quantify the sensitivity of our method.
Optical tweezers are optical micromanipulators that use a highly focused laser beam
to optically trap dielectric particles. They have been widely used to probe microscopic
forces for various systems, e.g. colloidal suspensions or emulsions[168–170]. In the force
measurement of a pair of droplets A and B, droplet A is always fixed by the optical trap
during the measurements, at the beginning the other droplet B is trapped at a distance that
is not too far away from the stationary droplet A. Droplet B is then stepped toward droplet
A until droplet A is displaced from the centre of the trap. When droplet B is retracted back,
droplet A will come back to its original optically trapped position. During this movement
cycle, the positions of both droplet are recorded for each time frame. The interdroplet
force between these two droplets can be calculated using Hooke’s law, F = kx, where k
is the trap strength and x is the droplet displacement. The trap strength is determined by
observing the variance of the Brownian fluctuations of the trapped droplet over a certain time
period, k = kB T / < ∆2 >, where kB T is thermal energy, < ∆2 > is the variance of Brownian
fluctuations. A force-separation curve is then calculated for a given pair of droplets. In
each emulsion with different salt concentration, the force-separation curves can be fit with
DLVO theory, which describes the force between charged surfaces[170]. The well fitted
force-separation curves demonstrate that the measurement of interdroplet forces by using
optical tweezers is plausible. Therefore, performing an force measurement experiment with
optical tweezers on a pair of droplets in our system is beneficial for our study and can be
considered as a calibration for our force analysis.
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In this thesis, we do not observe gel collapse which is often relevant for formulation
industrial applications. The settling experiment can be improved by increasing the size of
sample cell, so that a minimum sample height is satisfied for gels to collapse. During collapse,
gel structure will change markedly and thus provides the opportunity for diverse scenarios of
force distributions and transmissions. After the delay time, collapse happens rapidly, thus a
shorter time interval for 3D confocal stack images is required in order to be able to capture
all structural and microscopic force changes during the rapid collapse. Smaller particles or
solvent with better density matching property will reduce the creaming rate, thus are useful
for studying gel collapse.
Another interesting piece of work is to shear colloidal gels. The application of an external
shear force is anisotropic which is intrinsically different from gravity. The magnitude
and frequency are easily adjusted by controlling shear cells. Investigating the response of
colloidal gels to external shear forces with regard to structures and microscopic contact forces
is intriguing and fundamental to explore mechanical properties of gels.
As for the colloidal glass experiment, it can be improved by introducing polydispersity to
the system to form purely amorphous states, and produce more samples in the range between
the glass and jamming transition. Smaller droplets are desired so that we can also study the
dynamics of these glassy states.
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